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ANNEX G-1 
GEOLOGICAL INVESTIGATIONS  

 

• Boring Logs Referenced in Appendix A 
• Laboratory Data from Geotechnical Reports Referenced in Appendix A 
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Tetra Tech Inc. 
759 South Federal Highway, Suite 314 
Stuart, Florida 34994 
 
Attention: Georgia A Vince 
 
FIELD EXPLORATION RESULTS 
SFWMD EAA A-2 STORAGE RESERVOIR PROJECT 
PALM BEACH COUNTY, FLORIDA 
 
In accordance with your request, we are pleased to submit the results of our recent Standard Penetration 
Test borings and of our field and laboratory tests for the above referenced project.  We performed six (6) 
Standard Penetration Test (SPT) borings to depths of 40 to 50 feet around the perimeter of the proposed 
EAA A-2 Reservoir.  The SPT borings were performed using a truck-mounted drill rig equipped with an 
automatic hammer on access roads next to agricultural fields along the proposed perimeter of the 
reservoir. The SPT borings were sampled continuously and performed in general accordance with the 
procedures recommended in ASTM D-1586.  Following completion of the borings, the boreholes were 
grouted from the bottom to the top using the tremie method.   
 
Next to some SPT boring locations, borehole permeability tests were conducted in newly drilled boreholes 
using partially screened PVC pipes or steel casing.  Horizontal permeability tests were conducted by 
drilling to a particular depth (depending on the encountered conditions), sealing the bottom of the borehole 
with at least 4 inches of bentonite chips, inserting a PVC screen cut to a particular length as needed to 
test a specific interval of the soil column, filling the annulus of the borehole with coarse 6/20 silica sand 
to the top of the well screen, and filling the remainder of the borehole to the surface with bentonite chips 
and then conducting constant head and/or falling head permeability tests.  Also performed was a vertical 
permeability test conducted by seating solid steel casing a few inches into a given soil layer, clearing the 
inside of the casing of its contents, and then conducting constant head and/or falling head permeability 
tests. The permeability test boreholes were grouted using the tremie method upon completion of the tests.  
 
Wash 200 testing and other select laboratory tests were performed on representative samples recovered 
from the SPT borings.  All laboratory tests were performed in accordance with applicable ASTM 
standards.          
 
Subsurface Profile 
 
The attached boring logs presented the results of the Standard Penetration Tests and the nature of the 
material encountered in the split spoons. Table 1 below presents a generalized soil profile and represents 
our interpretation of the findings of the soil borings; 
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Table 1: Generalized Soil Profile – EAA A-2 Storage Reservoir Project 

Depth 
(feet) 

 
Description 

1 – 3 Pahokee muck. Slightly sandy to silty organics to silty fibrous organics. 

3 – 8 Gray silty limestone (“caprock”) (Lake Flirt formation (?) – See Photo 1 below). Very 
hard (qU > 3 ksi). Breaks into slabs. May have two hard layers separated by silty 
sands. This layer is known to easily develop horizontal seeps in the sandy soil 
between hard limestone lenses when exposed to small head differentials and may 
be the greatest source of seepage loss under embankments. 

8 - 21 Light brown silty limestone; masses of silty (marly) sands with limestone fragments. 
The uncemented materials are perhaps due to filling of solution cavities, but more 
likely to irregular cementation of the calcareous sediment; we had no seepage 
losses while drilling through this material. (Fort Thompson formation). Whereas the 
hard limestone lenses of the caprock appear to be relatively continuous, this 
formation may not have laterally extensive hard lenses except near the surface. 

21 - 50 Gray slightly silty fine sand. Scattered lenses of limestone. (Caloosahatchee 
formation). 

 
We did not find any layers of clayey (plastic), low permeability soils extending throughout the site. 
 

 
Photo 1.- Lake Flirt (?) Limestone (Caprock) 
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Unfortunately, very few permeability tests could be performed due to time constraints and other factors, 
including the difficulty of drilling through the caprock; which is known to have compressive strengths of 6 
kips per square inch (ksi) . Travel within the site is confusing/cumbersome because the lack of continuity 
in some of the internal roads and the lack of signs mapping the same. 

Laboratory tests on remolded samples of the deep (Caloosahatchee) slightly silty fine sands (Boring B-4 
35'-40') yielded a permeability coefficient of 6 x 10-3 cm/sec. A borehole permeability test in this layer 
(Boring B-1 29'-34') yielded a coefficient of permeability of 2.86 cm/sec This sand has relatively similar 
coefficients of vertical and horizontal permeability, with no signs of layering (varves) of fines in the mass 
of sand. 

A vertical borehole permeability test in the (Fort Thompson) silty sands found at a depth of 17 feet in 
Borehole B-2 yielded a permeability value of 3 x 10-5 cm/sec. 

Horizontal permeability test on the (Fort Thompson) silty sands found at a depth of 17 to 19 feet in 
Borehole B-2 yielded a coefficient of 5 x 10-3 cm/sec. 

A horizontal permeability test on the (Fort Thompson) silty sand found at a depth of 11 to 13 feet in 
Borehole B-2 yielded a permeability coefficient of 5 x 10-2 cm/sec. 

A horizontal permeability test on the (Fort Thompson) silty sand found at a depth of 16 to 21 feet in 
Borehole B-1 yielded a permeability coefficient of 3 x 10-3 cm/sec. 

The determination of the overall vertical permeability of the Fort Thompson formation is made difficult by 
the variability of the deposit and it may be best to conduct full scale tests using parallel trenches or tests 
in areas confined by a sheetpile cofferdam. The cofferdam test would be performed after digging the 
caprock from the test area, installing the cofferdam and then dewatering the excavation. 

It is difficult to envision that the deep (30 - 40') Caloosahatchee fine sand has a vertical permeability much 
different than its horizontal permeability; in any case, this material does not seem to be coarse enough to 
have a coefficient of permeability (vertical or horizontal) in excess of 1 x 10-2 cm/sec. 

Compressibility 

We did not encounter highly plastic or compressible soils other than the surficial muck that would undergo 
significant, lengthy settlement effects after the application of stress such as by the proposed levee. 

Please do not hesitate to contact us if you have any questions concer~~·~~:·Jt\itWAf?i~heport . 
. " ~o ----- 'l: s. ~ 

ARDAMAN & ASSOCIATES, INC. ~ ... ~ .·~\cENB(t'~~.(~ ~-
FL. Certificate of Authorization No. 5950 _..:__~ o , ' 11;;5-:i,2 \:cl>~, 

. ·:= c::: ,' No y "' '. * --
J-rs-~c~ j. * l :.. h6' J~ 

~ "'O \ ~/)\TE (11- ,' fJ.J ~ 
guson, P.E. Robep~\J3albis, P ~,/ ~ $-""': 

Geotechnical Engineer Senio~~~~~~-~~f.--~ · 
Fla. Reg. No. 60712 Fla. Reg~i~.\. '\,\\':-· 

111111 n n \' ' 
Attachments: Site Vicinity Map - Figure 1 

Boring Location Plan - Figure 2 
Subsurface Exploration Information 
SPT Boring Logs (6) 
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SUBSURFACE EXPLORATION INFORMATION 
 

GENERAL 
 
Our borings describe subsurface conditions only at the locations drilled and at the time drilled.  
They provide no information about subsurface conditions below the bottom of the boreholes.  At 
locations not explored, surface conditions that differ from those observed in the borings may 
exist and should be anticipated. 
 
The information reported on our boring logs is based on our drillers' logs and on visual 
examination in our laboratory of disturbed soil samples recovered from the borings.  The 
distinction shown on the logs between soil types is approximate only.  The actual transition from 
one soil to another may be gradual and indistinct. 
 
The groundwater depth shown on our boring logs is the water level the driller observed in the 
borehole when it was drilled.  These water levels may have been influenced by the drilling 
procedures, especially in borings made by rotary drilling with bentonitic drilling mud.  An 
accurate determination of groundwater level requires long-term observation of suitable 
monitoring wells.  Fluctuations in groundwater levels throughout the year should be anticipated. 
 
The absence of a groundwater level on certain logs indicates that no groundwater data is 
available.  It does not mean that no groundwater will be encountered at that boring location. 
 

STANDARD PENETRATION TEST BORINGS 
 
The Standard Penetration Test is a widely accepted method of testing foundation soils in place.  
The N-Value obtained from the test has been correlated empirically with various soil properties.  
These empirical correlations allow satisfactory estimates to be made of how the soil is likely to 
behave when subjected to foundation loads.  Tests are usually performed in the boreholes at 
intervals of five feet.  In addition, our Firm performs tests continuously in the interval directly 
below the expected foundation bearing grade where the soil will be most highly stressed. 
 
Boreholes where Standard Penetration Tests will be performed are drilled with a truck-mounted 
drilling rig.  The boreholes are advanced by rotary drilling with a winged bit that makes a hole 
about three inches in diameter.  A bentonitic drilling mud is recirculated in order to remove the 
cuttings and support the walls of the borehole.  The drag bit is specially modified to direct the 
mud upward and reduce disturbance of the soil ahead of the bit.  If access is not available for 
our truck-mounted drilling equipment, portable tripod drilling equipment can be used instead. 
 
Occasionally, running or squeezing ground is encountered that cannot be stabilized by the 
drilling mud alone.  In addition, drilling mud may be lost into the soil or rock strata that are 
unusually pervious.  In such cases, flush-joint steel casing with an outside diameter of about 3.5 
inches is driven as a liner for the borehole. 
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After the borehole has been advanced to the depth where a Standard Penetration Test will be 
performed, the soil sampler used to run the test is attached to the end of the drill rods and 
lowered to the bottom of the borehole.  The testing procedure used conforms closely to the 
methods recommended in ASTM D-1586.  The sampler used has a split-barrel 24 inches long 
and an outside diameter of 2.0 inches.  It is driven into the ground below the bottom of the 
borehole using a hammer that weighs 140 pounds and falls 30 inches.  The driller records the 
number of hammer blows needed to advance the sampler in successive increments of six 
inches.  The total number of blows required to advance the sampler the second and third six-
inch increments constitutes the test result; that is, the N-value at the depth.  The test is 
completed after the sampler has been driven not more than 24 inches or when refusal is 
encountered, whichever occurs first.  Refusal occurs when 50 hammer blows advance the 
sampler less than 6 inches.  After the test is completed, the sampler is removed from the 
borehole and opened. 
 
The drillers examines and classifies the soil recovered by the sampler, place representative soil 
specimens from each test in glass jars or plastic bags and take them to our laboratory.  In the 
laboratory, additional evaluations and tests are performed, if needed.  The driller's 
classifications may be adjusted, if necessary, to conform more closely with the Unified Soil 
Classification System (USCS).  Jar samples are retained in our laboratory for sixty days, then 
discarded unless our clients request otherwise. 
 
The following tables relate N-values to a qualitative description of the relative soil density. 
 

Cohesionless Soils 

Description SPT N Value 

Very loose 0-4 

Loose 5-9 

Medium dense 10-29 

Dense 30-49 

Very dense 50+ 

   

Cohesive Soils 

Description SPT N Value 

Very soft 0-2 

Soft 3-4 

Medium stiff 5-8 

Stiff 9-15 

Very stiff 16-30 

Hard 31+ 
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LEGEND FOR BORING LOGS 
 
The following abbreviations are often used in our boring logs: 
 
 MC: Moisture content (percent of dry weight) 
 OC: Organic content (percent of dry weight) 
 PL: Moisture content at the plastic limit 
 LL: Moisture content at the liquid limit 
 PI: Plasticity index (LL-PL) 
 Qu: Unconfined compressive strength (tons per square foot, unless otherwise noted) 
 -200: Percent passing a No. 200 sieve (200 wash) 



1

2

3

4

5

6

7

8

9

10

11

12

13

14

15

16

17

18

19

20

3-2-2-2
(4)

3-9-50/4"

50/2"

2-2-31-10
(33)

6-10-13-7
(23)

10-50/2"

10-50/5"

5-13-50/2"

12-13-9-6
(22)

6-12-19-16
(31)

12-12-9-4
(21)

3-2-1-2
(3)

3-2-2-4
(4)

5-6-6-8
(12)

6-8-10-14
(18)

7-9-10-11
(19)

8-8-10-9
(18)

3-4-4-3
(8)

3-5-5-4
(10)

4-4-4-5
(8)

Softer drilling at
about 5 feet.
Elev estimated
at 7.4 feet.

Very shelly at
about 26 feet

PT

SP-SM

SM

SM

SP-SM

SP-SM

SP-SM

SP-SM

Dark brown to black silty fibrous organics, trace limerock ("muck")
(S/1 - MC=42.4%, OC=28.1%)

Brownish gray limestone to slightly silty limestone

Light brown silty limestone, some shell
(S/4 - MC=22.2%, -200=15.7%); (S/5 - MC=18.1%, -200=13.1)

Light gray silty limestone, some shell
(S/6 - MC=20.8%, -200=13.2%)

Gray slightly silty fine sand, some limestone

Gray limestone

Gray slightly clayey to silty fine sand, some limestone
(S/9 - MC=20.2%, -200=15.0)

Gray silty fine sand, trace limestone
(S/12 - MC=26.7%, -200=14.9%)

Gray fine sand to slightly silty fine sand, some shell

Gray slightly silty fine sand (some silica?), some shell
(S/15 - MC=23.8%, -200=6.7%)

Gray slightly silty fine sand, some shell and limestone
(S/19 - MC=16.4%, -200=7.7%)

Gray slightly silty to silty limestone

Gray slightly silty fine sand, some shell, trace limestone

Boring terminated at a depth of 40.0 feet.

NOTES 140-lb Automatic Hammer

DRILLING EQUIPMENT CME45 Truck Mounted Drill Rig

DRILLING METHOD SPT Sampling.  Rotary Wash Drilling with Bentonitic Mud

TEST LOCATION See Boring Location Plan

LOGGED BY Kevin Ferguson

DRILLER DG/MC

DRILLING CONTRACTOR Ardaman & Associates, Inc.

DATE STARTED 2/26/18 COMPLETED 2/27/18

CHECKED BY Kevin Ferguson

GROUND ELEVATION GROUNDWATER DEPTH 2.0 ft
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BORING ID: B-1

PROJECT LOCATION See Project Location Map

PROJECT NAME SFWMD EAA A-2 Storage Reservoir ProjectCLIENT South Florida Water Management District

PROJECT NUMBER 18-1633
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>>

>>



1

2/3

4

5

6

7

8

9/10

11

12

13

14

15

16

17

18

19

20

21

22

23

24

25

26

1-1-26-9
(27)

3-3-15-50/1"
(18)

2-2-3-2
(5)

2-3-1-6
(4)

50-50/2"

25-4-4-5
(8)

4-2-2-2
(4)

2-2-2-12
(4)

13-15-15-10
(30)

10-21-50/5"

48-21-9-7
(30)

7-50/5"

50/2"

4-4-6-4
(10)

5-10-13-23
(23)

10-6-7-8
(13)

5-5-7-8
(12)

6-5-4-4
(9)

4-5-7-9
(12)

10-16-16-33
(32)

14-12-14-15
(26)

5-7-6-7
(13)

2-3-2-5
(5)

5-4-3-3
(7)

3-4-5-4
(9)

Softer drilling
noted at about
25 feet

Gradual loss of
circulation
starting at about
28.5 feet

PT

SM

SM

SM

SM

SM

SP-SM

SP-SM

SM

SP-SM

SP

SP

SP

SP-SM

Dark brown to black silty fibrous organics, trace limerock ("muck")
(MC=97.7%, OC=56.1%)
Brown silty limestone
(S/3 - MC=26.1%, -200=18.5%)
Dark grayish brown slightly organic silty fine sand, some limestone
(S/4
Gray silty fine sand, some shell and limestone
Light gray silty fine sand, some limestone
(S/6 - MC=18.0%, -200=19.6%)
Gray silty fractured limestone
(S/7 - MC=26.0, -200=26.2)

Gray silty fine sand, some shell
(S/8 - MC=27.1%, -200=22.2%)
Gray silty fine sand, some shell and limestone
(S/9 - MC=29.9%, -200=20.3%)

Gray silty fractured limestone
(S/11 - MC=24.4%, -200=29.8%)
Brown slightly silty fine sand, some shell and limestone

Gray slightly sandy fractured limestone

Gray slightly silty fine sand, some shell and limestone

Gray fractured limestone

Gray silty fine sand, some shell, trace limestone
(S/15 - MC=25.5%, -200=19.8%)

Gray slightly silty limestone

Dark gray to gray slightly silty fine sand (some silica?), some shell and
limestone
(S/19 - MC=26.2%, -200=10.2%)

Gray fine sand, some limestone

Gray fine sand, some shell
Gray fine sand, some shell and limestone
(S/23 - MC=27.2%, -200=4.1%)

Gray slightly silty fine sand, some shell, trace limestone
(S/24 - MC=26.0, -200=5.9%)

Gray slightly silty to sandy limestone
(S/25 - MC=22.8%, -200=7.7%), (S/26 - MC=18.6%, -200=6.6%)

Boring terminated at a depth of 50.0 feet.

NOTES 140-lb Automatic Hammer

DRILLING EQUIPMENT CME45 Truck Mounted Drill Rig

DRILLING METHOD SPT Sampling.  Rotary Wash Drilling with Bentonitic Mud

TEST LOCATION See Boring Location Plan

LOGGED BY Kevin Ferguson

DRILLER DG/MC

DRILLING CONTRACTOR Ardaman & Associates, Inc.

DATE STARTED 3/5/18 COMPLETED 3/5/18

CHECKED BY Kevin Ferguson

GROUND ELEVATION GROUNDWATER DEPTH 1.2 ft
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BORING ID: B-2

PROJECT LOCATION See Project Location Map

PROJECT NAME SFWMD EAA A-2 Storage Reservoir ProjectCLIENT South Florida Water Management District

PROJECT NUMBER 18-1633
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1

2

3

4

5/6

7

8/9

10

11

12

13

14

15

16

17/18

19

20

21

22

23

1-1-1-1
(2)

4-50/4"

50/4"

2-2-50/3"

60-49-12-13
(61)

8-9-9-6
(18)

3-3-15-20
(18)

15-50/4"

44-50/1"

28-50/3"

7-12-15-15
(27)

8-11-16-19
(27)

5-6-6-4
(12)

6-7-12-13
(19)

8-10-5-8
(15)

6-6-7-10
(13)

5-9-7-6
(16)

6-6-7-7
(13)

3-2-2-4
(4)

2-2-2-2
(4)

Softer drilling
noted at about
5.5 feet

PT

SP-SM

SM

SM

SP-SM

SP

SP-SM

SP

SP

SP

SP-SM

Dark brown to black silty fibrous organics ("muck")

Brown limestone

Gray silty fine sand, some limestone
(S/4 - MC=33.2%, -200=19.5%)

Brown silty fine sand, some shell and limestone
(S/5 - MC=23.9%, -200=20.4%), (S/6 - MC=21.5%, -200=36.1%)

Gray silty fine sand, some shell, trace limestone
(S/7 - MC=22.4%, -200=26.5%); (S/8 - MC=30.7%, -200=25.2%); (S/9
- MC=17.1%, -200=11.9%)

Gray limestone

Brown silty fine sand, some limestone
(S/11 - MC=23.3%, -200=15.4%)

Gray sandy to silty limestone
(S/13 - MC=17.2%, -200=11.8%)

Gray fine sand, some shell

Gray slightly silty to sandy limestone

Brown slightly silty to sandy limestone
(S/13 - MC=21.9%, -200=10.1%)
Brown slightly silty fine sand, some shell, trace limestone
(S/17 - MC=21.9%, -200=10.1%)
Gray fine sand (some silica?), some shell and limestone

Gray fine sand (some silica?), some shell

Gray fine sand (some silica?), some shell, trace limestone

Gray slightly silty fine sand, some shell
(S/22 - MC=30.7%, -200=8.8%); (S/23 - MC=28.0%, -200=12.2%)

Boring terminated at a depth of 40.0 feet.

NOTES 140-lb Automatic Hammer

DRILLING EQUIPMENT CME45 Truck Mounted Drill Rig

DRILLING METHOD SPT Sampling.  Rotary Wash Drilling with Bentonitic Mud

TEST LOCATION See Boring Location Plan

LOGGED BY Kevin Ferguson

DRILLER DG/MC

DRILLING CONTRACTOR Ardaman & Associates, Inc.

DATE STARTED 3/2/18 COMPLETED 3/2/18

CHECKED BY Kevin Ferguson

GROUND ELEVATION GROUNDWATER DEPTH 2.1 ft
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MATERIAL DESCRIPTION

PAGE  1  OF  1
BORING ID: B-3

PROJECT LOCATION See Project Location Map

PROJECT NAME SFWMD EAA A-2 Storage Reservoir ProjectCLIENT South Florida Water Management District

PROJECT NUMBER 18-1633

>>

>>

>>

>>

>>

>>



1

2

3

4

5

6/7

8

9

10

11

12/13

14

15

16

17

18

19

20

21

1-1-1-1
(2)

3-7-50/3"

50/1"

15-10-15-50/4"
(25)

13-17-20-15
(37)

7-10-7-12
(17)

20-30-10-8
(40)

38-50/3"

14-4-6-5
(10)

5-5-15-16
(20)

11-17-14-14
(31)

26-50/4"

7-10-13-10
(23)

7-7-7-6
(14)

3-3-2-3
(5)

3-4-4-5
(8)

5-6-6-9
(12)

5-7-6-7
(13)

3-4-3-3
(7)

3-3-3-3
(6)

Softer drilling
noted at about 5
feet

PT

SM

SP

SP

SP

SP

SP-SM

SP-SM

Dark brown to black silty fibrous organics, trace limerock ("muck")
(S/1 - MC=74.6%, OC=50.4%)

Brown limestone

Brown sandy limestone, some shell

Gray slightly clayey to silty fine sand, some limestone
(S/4 - MC=38.1%, -200=23.2%); (S/5 - MC=20.6%, -200=11.8%)

Brown silty fractured limestone
(S/6 - MC=20.4%, -200=13.1%); (S/7 - MC=24.4%, -200=15.2%)
Gray fine sand, some shell, trace limestone

Gray fractured limestone

Brown silty to sandy fractured limestone, some shell
(S/9 - MC=24.6%, -200=13.8%)

Gray slightly silty to sandy fractured limestone, some shell
(S/10 - MC=18.9%, -200=11.6%)

Bron slightly silty to sandy fractured limestone, some shell

Brown silty fractured limestone
(S/12 - MC=23.0%, -200=20.0%)

Gray fine sand, some shell and limestone

Gray slightly silty fine sand (some silica?), some shell
(S/15 - MC=23.5%, -200=11.7%); (S/16 - MC=24.4%, -200=8.9%)

Gray fine sand (some silica?), some shell, trace limestone

Gray slightly silty fine sand, some shell
(S/20 - MC=7.3%, -200=7.4%)

Gray slightly silty fine sand, some shell

Boring terminated at a depth of 40.0 feet.

NOTES 140-lb Automatic Hammer

DRILLING EQUIPMENT CME45 Truck Mounted Drill Rig

DRILLING METHOD SPT Sampling.  Rotary Wash Drilling with Bentonitic Mud

TEST LOCATION See Boring Location Plan

LOGGED BY Kevin Ferguson

DRILLER DG/MC

DRILLING CONTRACTOR Ardaman & Associates, Inc.

DATE STARTED 3/1/18 COMPLETED 3/1/18

CHECKED BY Kevin Ferguson

GROUND ELEVATION GROUNDWATER DEPTH 2.7 ft
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20 40 60 80

R
E

C
O

V
E

R
Y

 (
%

)

S
A

M
P

LE
R

 /
 I

N
T

E
R

V
A

L

S
A

M
P

LE
 N

O
.

BLOW
COUNTS

(N VALUE)
REMARKS

D
E

P
T

H
 (

ft
 b

gs
)

5

10

15

20

25

30

35

40

E
LE

V
A

T
IO

N
 (

ft)

G
R

A
P

H
IC

 L
O

G

U
.S

.C
.S

.
C

LA
S

S
IF

IC
A

T
IO

N

MATERIAL DESCRIPTION

PAGE  1  OF  1
BORING ID: B-4

PROJECT LOCATION See Project Location Map

PROJECT NAME SFWMD EAA A-2 Storage Reservoir ProjectCLIENT South Florida Water Management District

PROJECT NUMBER 18-1633

>>

>>

>>

>>

>>



1

2

3

4

5

6

7

8

9

10

11

12

13

14

15

16

17

18

60-21-10-8
(31)

5-5-12-50/1"
(17)

50/3"

20-23-14-12
(37)

9-8-14-25
(22)

50/2"

3-2-2-4
(4)

7-17-13-10
(30)

50/1"

30-54-9-50/4"
(63)

50/2"

50/2"

10-5-4-5
(9)

5-7-9-7
(16)

4-5-5-7
(10)

5-4-3-5
(7)

1-2-1-2
(3)

2-2-4-5
(6)

2-4-6-10
(10)

6-6-8-7
(14)

Softer drilling
noted at about
11 feet

GP-GM

PT

SP

SP

SP

SP-SM

SP

SM

SM

SP-SM

Light brown slightly silty limerock (fill)
(S/1 - MC=3.9%, -200=9.7%)

Dark brown to black silty organics ("muck")

Gray to brownish gray limestone

Gray fractured limestone

Gray fine sand, some shell and limestone

Brown slightly clayey to silty limestone
(S/6 - MC=29.3%, -200=23.5%)

Brown fine sand, some shell and limestone

Gray fine sand, some shell and limestone

Gray limestone

Gray slightly silty fine sand, some shell, trace limestone
(S/12 - MC=19.4%, -200=12.0%)

Gray fine sand, some shell and limestone

Dark gray slightly organic, silty fine sand, some shell
(S/15 - MC=27.7%, -200=12.9%)

Dark grayish brown slightly organic, slightly clayey to silty fine sand,
some shell
(S/16 - MC=30.1%, OC=2.2%)
Gray slightly fine sand, some shell

Boring terminated at a depth of 40.0 feet.

NOTES 140-lb Automatic Hammer

DRILLING EQUIPMENT CME45 Truck Mounted Drill Rig

DRILLING METHOD SPT Sampling.  Rotary Wash Drilling with Bentonitic Mud

TEST LOCATION See Boring Location Plan

LOGGED BY Kevin Ferguson

DRILLER DG/MC

DRILLING CONTRACTOR Ardaman & Associates, Inc.

DATE STARTED 2/26/18 COMPLETED 2/28/18

CHECKED BY Kevin Ferguson

GROUND ELEVATION GROUNDWATER DEPTH 3.3 ft
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MATERIAL DESCRIPTION

PAGE  1  OF  1
BORING ID: B-5

PROJECT LOCATION See Project Location Map

PROJECT NAME SFWMD EAA A-2 Storage Reservoir ProjectCLIENT South Florida Water Management District

PROJECT NUMBER 18-1633

>>

>>

>>

>>

>>

>>

>>



1

2

3

4

5

6

7

8

9

10

11

12

13

14

15

16

17

18

1-1-1-20
(2)

50/5"

45-50/4"

18-50/2"

50/4"

50/2"

50/1"

4-7-14-7
(21)

3-5-3-2
(8)

6-4-4-4
(8)

5-3-2-2
(5)

3-3-3-6
(6)

4-4-4-5
(8)

5-4-4-4
(8)

4-5-7-9
(12)

6-6-7-9
(13)

5-5-5-4
(10)

3-4-4-4
(8)

5-17-9-6
(26)

4-3-5-5
(8)

Softer drilling
noted at about 9
feet

Softer drilling
noted at about
13 feet

PT

SM

SM

SP

SP-SM

SP-SM

SP-SM

Dark brown to black silty fibrous organics ("muck")

Brown slightly sandy limestone

Gray slightly silty fractured limestone

Brownish gray to gray limestone

Gray silty fine sand, some limestone

Gray silty fine sand, some shell, trace limestone

Gray slightly silty fine sand, some shell

Gray fine sand (some silica?), some shell

Gray slightly silty fine sand, some shell and limestone

Gray slightly silty fine sand, some limestone

Boring terminated at a depth of 40.0 feet.

NOTES 140-lb Automatic Hammer

DRILLING EQUIPMENT CME45 Truck Mounted Drill Rig

DRILLING METHOD SPT Sampling.  Rotary Wash Drilling with Bentonitic Mud

TEST LOCATION See Boring Location Plan

LOGGED BY Kevin Ferguson

DRILLER DG/MC

DRILLING CONTRACTOR Ardaman & Associates, Inc.

DATE STARTED 2/26/18 COMPLETED 2/28/18

CHECKED BY Kevin Ferguson

GROUND ELEVATION GROUNDWATER DEPTH 1.5 ft
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MATERIAL DESCRIPTION
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BORING ID: B-6

PROJECT LOCATION See Project Location Map

PROJECT NAME SFWMD EAA A-2 Storage Reservoir ProjectCLIENT South Florida Water Management District

PROJECT NUMBER 18-1633
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BORING LOGS USED TO PREPARE SOIL PROFILE ACROSS THE A-1 AND A-2 SITES PERFORMED 
FOR CONCEPTUAL REPORT OF GEOTECHNICAL EXPLORATION COMPREHENSIVE EVERGLADES 
RESTORATION PLAN EVERGLADES AGRICULTURAL AREA RESERVOIRS, ARDAMAN & 
ASSOCIATES, INC. (2003) AND EAA RESERVOIR A-1 GEOTECHNICAL EXPLORATION, 

BLACK & VEATCH (2004) 



(~/ 

Boring Designation CP02-EAAR&CB-0002 

DRILLING LOG I DIVISION INSTALLATION I SHEET 1 

South Atlantic Jacksonville District OF 10 SHEETS 

1. PROJECT 9. SIZE AND TYPE OF BIT See Remarks 
CERP Evet"Qlades Agria.dtural Area Reservoirs 10. COORDINATE SYSTEM/DATUM : HORIZONTAL :VERTICAL 

Phase 1, Effort 1, Compartment A State Plane, FLE 
I 

NAD83 
I 

NAVI:l!8 I I 

2. BORING DE& IGNATION 1 LOCATION COORDINATES 11. MANUFACTURER'S DESIGNATION OF DRILL D AUTO HAMMER 
I 

CP02-EAA.RSCB-0002 I X=~.775 Y=775,52B CME-55 18] MANUAL HAMMER 
' 3. DRILLING AGoENCY 1 CONTRACTOR FILE NO. : DISTURBED : UNDISTURBED (UD) 

Ardaman 8 Associ8tes, Inc. 
I 12. TOTAL SAMPLES I I 
I 02-042 I 118 I 0 

4. NAME OF DR•LLER 13. TOTAL NUMBER CORE BOXES 5 
M.Gulick 

5. DIRECTION CIF BORING 1DEG. FROM 1 BEARING 
14. ELEVATION GROUND WATER 

IX! VERTICAL :VERTICAL I 1STARTED 1 COMPLETED I 

D INCLINED ' ' 15. DATE BORING I 
08-13-02 

I 
09-03-02 I I I I 

6. THICKNESS C>F OVERBURDEN 5.5Ft. 16. ELEVATION TOP OF BORING 12.0 Ft. 

7. DEPTH DRILLED INTO ROCK 13.4 Ft. 17. TOTAL RECOVERY FOR BORING 80% 
18. SIGNATURE AND TITLE OF INSPECTOR 

8. TOTAL DEPTll OF BORING 180.0 Ft. H. Snyder, CMI Engineer 
Cl ir:w Oi • Ill 
z 0-' RQD it: :I 
Ill % L ... 

ELEV. DEPT ... c:I CLASSIFICATION OF MATERIALS REC. ><::& 80 REMARKS o., c 
Ill oc .... ~ ... aun 1110 z 

12.0 0.0 12.0 
FILL, gravelly, mixture of fine gravel size 32 
limestone, fine to coarse grained limestone sand, 
and silt, dry, light gray 13 1 SPTSampler 32 - 40 

10.4 8 

4 -
40 2 SPTSarrper 6 

12 
9.0 3.0 9.0 6 

"" 'l") SAND, silty, mostly fine-grained , some silt, dry, / 
~ \amanC_ dark broNn f~~A\ 1 

.... 

-
.... 

-
.... 

'C 
E • £ m - • s: 
" :E 
.!!' 

- iii 

-

-

-

-

SAJ FORM 1836 
JUN02 

Limestone, hard, slightly weathered, 
medium-grained, porous to pitted, light grey-green 

"-At El. 5.0 Ft., moderately hard 

47 3 

90 4 

51 6 
BOX 

1 

100 7 

00 8 

40 9 

47 10 

SPTSamper 2 
6 

7.4 4 

16 
SPTSamper 

6.4 50/5 

RCD 4 x 5-112'' Diamond Impregnated Bit 

29 
DT=OOmins 
HP= 100 psi 

2.0 

RCD 4 x 5-112'' Diamond Impregnated Bit 
0 0.9 9 mins, 100 psi 

4 

SPTSamper 4 
33 

-0.6 29 

-1.0 SPTSamper 5013 

RCD 4 x 5-112'' Diamond Impregnated Bit 
DT=23nils 

40 HP= 100 psi 

(Continued) 

0 

-

-

-

- 5 

-

-

-

-

10 

-

-

15 
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Boring Designation CP02-EAARS-CB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agriculb.Jral Area Reservoirs Slate Plane, FLE 

LOCATION COOflllDINATES ELEVATION TOP OF BORING 

X=~.775 Y=775,52I3 12.0 Ft. 
Cl 
z 

ELEV. DEPTH Ill CLASSIFICATION Of MATERIALS 

" Ill ... 

-4.0 16.0 

~ '"At El. -3.0 Ft., vuggy 

Limestone, hard, unweathered, fine-grained, 
vuggy, trace of shell, grey 

..... 

..... 

..... 

-
-

t'--At El. -9.0 Ft., little shell 

-
r---At El. -10.6 Ft., trace silt 

-

-12.0 24.0 
SAND, poorly-graded with silt, some angular 
fine-grained quartz, some fine-grained limestone, . 

' little angular shell, trace phosphate, light brown - (SP-sM) 
' 

- . 
' 
' 

-15.0 27.0 
SAND, silty, mosUy fine-grained quartz, trace 
angular firleiJrained shell, trace clay, trace 

..... phosphale, light grey (SM) 

..... 
'-At El. -17.0 Ft., little day 

..... 

..... 
-19.6 31.5 

SAND, poOOyiJraded with silt, mostly fine-grained - quartz, litlle shell, few silt, light brown (SP-SM) . . . 
- . . 
- . 

-22.6 34.5 ... SAND, pooriyiJraded, mostly fine to . . 
SAJ FORM 1836-A 
.l.IN02 

~ ... 
0-' RQD % II. BB REC. >C::E oc 
lllfn 

47 10 ROO 
40 

LIL 
-

M ROO 81 48 
2 

BOX 
ROO 70 .....f3... 40 

33 14 

47 15 

47 16 

47 17 

73 18 

fJ1 19 

87 20 

73 21 

73 22 

75 23 

-4.0 
...4 1 

-8.0 

-9.0 

-10.6 

.-12.0 

-13.6 

-15.0 

-16.6 

-18.0 

-19.6 

-21.0 

-22.6 

I SHEET 2 
OF 10 SHEETS 

' ' : HORIZONTAL :VERTICAL 
I NAD83 I NAVD88 ' ' 

ii . Ill 

•t: ~ 

REMARKS 
... 

Oin ~ .... 
1110 z 

4 x 5-1'2'' Diamond Impregnated Bit 
DT=23ni1s 
I-IP= 1m Mi .~.1· -
"li:>T Cn........._. 

-

4 x 5-1'2'' Diamond Impregnated Bit 
DT= 15mins -
HP= 100 psi 

-

4 x 5-112" Diamond Impregnated Bit 
8 mins, 100 psi 

6 

SPT SaTlJler 7 
15 ..... 

8 

7 ..... 
SPT SaTlJier 9 

19 
10 

7 

SPT SaTlJier 10 
21 ..... 

11 

11 -
SPT&mpler 10 

21 
11 

8 

SPTSampler 9 
18 -

9 

7 
..... 

SPT SaTlJier 6 
12 

6 

8 

SPT SaTlJler 5 
10 ..... 

5 

8 
..... 

SPT SaTlJler 8 
20 

12 

10 

SPT SaTlJier 11 
24 ..... 

13 

SPTSampler 11 

(Qxi/inued) 

15 

20 

25 

30 

35 



Boring Designation CP02-EAARS-CB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville Dis1rict 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Evemlades Agricultural Area Reservoirs Sta1e Plane, FLE 

LOCATION COOfllDINATES ELEVATION TOP OF BORING 

X=73S,775 y = 775,f/2B 12.0Ft. 
Cl 
z 
Ill ELEV. DEPT ... c:I 
Ill ... ... .. ... .. 

- .. ·.·.· ... . . ... 
- .. ... .. ·.·.· ... .. - ... .. . . . .. ·.·.· 
- ... .. ... . . . . . .. 
- ·.·.· ... .. . . . .. . . . - .. ·.·.· ... .. ... 
- . . .. ·.·.· ... .. - ... 
.... .. ... . . ·.·.· ..... ... . . ... .. . . . .. 
..... . . . . . .. . . . .. . . . ..... . . .. . . . ... 
..... . . . .. .. ·.·.· ... .. ..... . .. 

-36.6 48.5 
.. ... 

..... 

-

-39.0 51.0 .. ... . . ... .. . . . - .. ·.·.· ... 
- .. ... .. ·.·.· ... .. - ... 
.... .. . .. .. ·.·.· 

SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

medium-grained quartz, some angular fine to 
medium-grained shell, few phosphate, trace silt, 
light brcmn to light grey (SP) 

r._At El. -24.0 Ft., lens of shell 

"'-At El. -30.0 Ft., lens of gravel size shell 

'-At El. -34.6 Ft., trace of gravel size limestone 

Limestone, hard, fine-grained, trace of silt, few 
fine grained sand, trace of day, grey 

SAND, poorlyi:Jraded, mostly fine-grained shell, 
trace coarse gravel-sized phosphate, trace day, 
grey (SP) 

r'-From El. -40.6 to -45.0 Ft., mostly medium to 
coarse-grained shell, trace fine gravel-sized shell, 
trace day, light brown 

~ ... 
0-' RQD % ... 

REC. ><::& BB Oc 
111111 

75 23 

93 24 

87 25 

67 26 

73 27 

60 28 

93 29 

80 :I) 

93 31 

93 32 

53 33 

80 34 

73 35 

87 36 

-24.0 

-25.6 

-27.0 

-28.6 

-30.0 

-31.6 

-33.0 

-34.6 

-36.0 

-37.6 

-39.0 

-40.6 

-42.0 

I SHEET 3 

OF 10 SHEETS 
I I 

: HORIZONTAL :VERTICAL 
I NAD83 I NAVI:m I I 

iii. Ill 

1:t:: :;) ... 
REMARKS o., ~ .... 

1110 z 

11 
SPT Sampler 

11 
22 

6 

SPT&rnpler 7 
15 

8 

3 

SPT Sa'npler 5 
10 

5 

4 

SPT Sampler 6 
13 

7 

5 

SPT Sampler 5 
12 

7 

5 

SPT Sampler 6 
13 

7 

7 

SPT Sampler 4 
11 

7 

10 

SPT&rnpler 8 
16 

8 

10 

SPTSampler 8 
19 

11 

9 

SPTSampler 29 
63 

34 

14 

SPT Sa'npler 6 
15 

9 

4 

SPTSampler 5 
11 

6 

11 

SPTSampler 19 
45 

26 

17 
SPT Sa'npler 

20 

(Continued) 

I-

I-

I-40 

I-

-

-

45 

-

-

-

-

-

-

55 



Boring Designation CP02-EMRS-CB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agricultural Area Reservoirs State Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=736,775 Y=775,52f3 12.0 Fl 
a 
z 
Ill ELEV. DEPT .. 

" Ill .. ... .. . . . .. . . . - .. ·.·.· ... .. 
-45.0 57.0 ... 

. . - . 

. . - . 

. ...... . . - . 
-49.6 61.5 . 

...... 

-
...... 

-
-

-
-55.6 67.5 . 

-

- . 
- . 
- . 
-

. 
...... 

- . 

SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

SAND, poorly-graded with clay, mostly 
medium-grained sand, little clay, little angular shell, 
trace fine gravel-sized shell, grey (SP-SC) 

!'-At El. -47.0 Ft., few shell, trace clay 

SAND, clayey, mostly fine to medium-grained 
sand, some day, little fine gravel-sized shell, grey 
(SC) 

At El. -52.6 Ft., some shell, lens of clay 

SAND, poorly-graded with day, mostly shell 
(SP-SC) 

~At El. -61.6 Ft., mostly shell 

11:111 
0 .. RQD % L 

REC. ~:E 80 oc 
11!11 

67 36 

67 37 

100 38 

60 39 

93 40 

67 41 

93 42 

73 43 

100 44 

67 45 

93 46 

53 47 

67 48 

67 49 

43.6 

-45.0 

-46.6 

-48.0 

-49.6 

-51.0 

-52.6 

-54.0 

-55.6 

-57.0 

-58.6 

-60.0 

-61.6 

-63.0 

I SHEET 4 

OF 10 SHEETS 
I I 

: HORIZONTAL : VERTICAL 
I NAD83 I NAVD88 I I 

iii. Ill 

!l:t:: :I .. 
REMARKS o., c ... ~ mo z 

SPT Sar1J1er 19 .ll:I 

15 -
SPT&mper 19 

41 
22 

12 

SPT&mper 16 
29 -

13 

14 -
SPT Sar1Jler 17 

36 
19 

10 

SPT Sar1Jler 14 
28 ...... 

14 

10 -SPT Sar1Jler 19 
00 

31 

10 

SPTSamper 13 
25 ...... 

12 

13 
...... 

SPTSamper 13 
33 

20 

10 

SPTSamper 11 
22 ,_ 

11 

10 ...... 
SPT&mper 12 

28 
16 

15 

SPT&mper 14 
26 ...... 

12 

11 ,_ 
SPTSamper 12 

28 
16 

18 

SPT Sar1Jler 14 
33 ,_ 

19 

6 
...... 

SPT Sar1Jler 12 
27 

15 

(Qxi/inued) 
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Boring Designation CP02-EAARSCB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglafdes AgriaJltural Area Reservoirs Sla1e Plane, FLE 

LOCATION COOF&DINATES ELEVATION TOP OF BORING 

X=736,775 Y=775,52f3 12.0 Fl 
a 
z .. ELEV. DEPTH 'el .. .. . 

-63.8 75.7 

-

-

-66.0 78.0 . ... . . ... .. . . . - .. 
·t··· ... . . ... 

- .. ... .. .. ... .. - ... .. . . . . . ·.·.· - ... .. ... . . ... .. - ·.·.· ... . . ... .. ... 
t- .. .. . . . . . ... 
t- .. ... .. ·.·.· ... . . 
t- ... .. . . . . . .. 
t- . . . .. ... . . . . . .. 
t- ·.·.· ... .. . . . .. . . . 
t- .. .. ... . . ... 
- .. ... .. ·.·.· ... . . - ... .. ... .. ·.·.· - ... .. 

-80.6 92.5 ... 
-

-

SAJ FORM 1836-A 
.AJN02 

CLASSIFICATION OF MATERIALS 

Limestone, fine-grained, trace of day, trace of 
phosphate, grey 

SAND, poorly-graded, mosUy fine to 
medium-grained quar1z, trace sandstone, trace 
shell, light grey (SP) 

r'-From El. -79.6 to-80.6 Fl, mosUy coarse-grained 
quartz, trace phosphate, trace shell, trace 
sandstone, light grey 
SAND, dayey, mosUy medium to coarse-grained 
sand, some day, trace phosphate, trace shell, 
grey (SC) 

'At El. -82.0 Fl, lens of sand 

At El. -82.6 Ft., little shell, little limestone 

a: .. 
0-' RQD % ... 

REC. ><:& BB g;i 

93 00 

53 51 

01 52 

01 53 

100 54 

87 55 

93 56 

53 fil 

87 59 

87 60 

73 61 

93 62 

100 63 

100 64 

-64.6 

-66.0 

-67.6 

-69.0 

-70.6 

-72.0 

-73.6 

-75.0 

-76.6 

-78.0 

-79.6 

-81.0 

-82.6 

I SHEET 5 

OF 10 SHEETS 

' ' : HORIZONTAL : VERTICAL 
I NAD83 I NAVlllS ' ' 

iii. .. 
iet: :) .. 

REMARKS Oon c ... ~ ID"' z 

20 

SPTSarper 18 
36 t-

18 

14 
t-

SPTSampler 16 
33 

17 

10 

SPTSampler 40 
85 t-

45 

26 
t-

SPTSampler 32 
81 

49 

36 

SPTSarper 65 
122 t-

fil 

10 
t-

SPTSarper 14 
34 

20 

14 

SPTSarper 28 
fil t-

29 

14 -
SPTSampler 17 

8 

SPTSarper 18 
47 -

29 

24 
t-

SPTSarper 34 
76 

42 

9 

SPTSampler 18 
38 t-

20 

4 -SPTSampler 10 
16 

6 

5 

SPTSampler 7 
19 t-

12 

SPTSampler 3 

(OJntinued) 

75 

80 

9J 

95 



~, 

( ' 

Boring Designation CP02-EMRS-CB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglaides Agria.Jltural Area Reservoirs Slate Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

x = 7?l),775 Y=775,f!2B 12.0 Ft. 
a 
z 
Ill ELEV. DEPTH C:I 
Ill ... 

-

-

-

-
.... 

-
-88.6 100.5 

-
.... 

-90.0 102.0 

r: 
-~· - .. ' 

.... 

·I - 3.' 

--
3· .. - ~-: 
~.' - ~-

r~ 
~- -- . - ' 

" . - - ;:: 
. -. 

~ -
- f: 

tr• I - .. . 
- '.: 

- - -. 
" 

- -. -. 
" . 

SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

At. El. -84.0 Ft, lens of sand 

At. El. -86.0 Ft, lens of limestone 

At. El. -87.0 Ft., some shell 

SAND, clayey, mostly fine to coarse-grained 
sand, some clay, few shell, 1race phosphate, grey 
(SC) 

Sandstone, fine-grained, few shell, trace of clay, 
1race of phosphate, grey 

'-At El. -98.0 Ft., few clay 

n=111 
0-' RQD % II. 

REC. ><:& BB oc 
lllfn 

100 64 

100 65 

87 66 

01 01 

100 68 

01 69 

100 70 

87 71 

01 72 

73 73 

93 74 

93 75 

93 76 

87 77 

-84.0 

-85.6 

-87.0 

-88.6 

-90.0 

-91.6 

-93.0 

-94.6 

-96.0 

-97.6 

-99.0 

-100.6 

-102.0 

I SHEET 6 
OF 10 SHEETS . . 

: HORIZONTAL :VERTICAL 
I NAD83 I NAVOOB . . 

-· 
Ill 

;=t: :I ... 
REMARKS o., ~ .... 

1110 z 

9 
SPTSampler 

7 
16 

10 

SPTSampler 8 
17 -

9 

18 -
SPTSampler 21 

47 
26 

12 

SPTSampler 22 
51 -

29 

14 
-

SPTSampler 9 
23 

14 

5 

SPTSampler 16 
36 -

20 

17 -
SPTSampler 16 

33 
17 

9 

SPTSampler 17 
36 -

19 

3 -
SPTSampler 19 

49 
30 

19 

SPTSampler 19 
42 -

23 

24 
~ 

SPTSampler 21 
43 

22 

22 

SPTSampler 24 
43 -19 

18 
~ 

SPTSamper 15 
35 

20 

14 
SPTSampler 

16 

(Conlinued') 

95 

100 

105 

110 

115 



Ci 

Boring Designation CP02-EMRS-CB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 'SHEET 7 

Jacksonville District OF 10 SHEETS 

' ' PROJECT COORDINATE SYSTEM/DATUM I HORIZONTAL : VERTICAL 
I 

CERP Everglatdes Agricultural Prea Reservoirs Sla1e Plane, FLE I NAD83 I NA\/008 ' ' 
LOCATION COOR;DINATES ELEVATION TOP OF BORING 

X=??i'J,775 Y=775,'32B 12.0 Fl 
Cl 111:111 iii. Ill 
z 0 .. RQD ::::0 ~t: Ill % ... .. 

ELEV. DEPTtl c:I CLASSIFICATION OF MATERIALS REC. ><:& 81J REMARKS o., Cl 
Ill .. 
.. 
.. 

..... ~ ·.: 
.. . 

- .. 
Iii·.: 
.. 

..... ~ 
. 

= .. 
Iii·.: 

..... . . 
~ 
~ .. 

.. ..... 
. ' 

p 
~ .. - .. 

. ' 

- .. 
.. 
. ' 

..... .. 
.. 

- . ' . 
.. 

·-- . ' . 
.. . - .. 
. ' . 

- .. 

·-
. ' 

- .. 
i ·.: 

- .. 
.. 

i ·.: - . ' 

.. - ·-... 
. ' 

..... .. 
i ·.: 
. ' . - .. . ' 

..... . ' 
~ .. 
11 ·.: 

SAJ FORM 1836-A 
JUN02 

oce ... ~ 11111 ... z 

fJ7 77 -103.6 SPTSampler 17 ~ 

15 

fJ7 78 SPTSampler 17 
31 

-105.0 14 

12 

93 79 SPTSampler 10 
21 

-106.6 11 

13 

100 00 SPT Sa'npler 17 
33 

-108.0 16 

12 

93 81 SPTSampler 14 
32 

-109.6 18 

17 

fJ7 82 SPTSampler 22 
39 

-111.0 17 

12 

93 83 SPTSampler 16 
32 

-112.6 16 

14 

73 84 SPT Sampler 22 
41 

-114.0 19 

15 

87 85 SPTSampler 14 
27 

-115.6 13 

14 

93 86 SPTSampler 13 
26 

-117.0 13 

13 

73 fJ7 SPTSampler 14 
24 

-118.6 10 

9 

fJ7 88 SPTSampler 10 
25 

-120.0 15 

26 

00 89 SPTSampler 15 
31 

-121.6 16 

23 

fJ7 00 SPT Sampler 24 
42 

-123.0 18 

(lnllinued) 

115 

..... 

..... 

-
120 

-
-

-
..... 125 

..... 

..... 

-130 

..... 

..... 

-
135 



c/ 

Boring Designation CP02-EAARS-CB-0002 

DRILLING LOG {Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Evergla<les Agicullural Area Reservoirs Sta1e Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=r&;,775 y = 775,'J2f3 12.0Ft. 
a 
z 

ELEV. DEPTN Ill 

" Ill ... 
.. 
.. 

.... Iii·.: 
.. 

- .. 
ii·.: 
.. 

- .. 
ii·.: 

- .. . 
.. 

ii·.: - .. . 
.. 

- .. .. . 
- .. 

.. 
-131.0 143.0 .. 

. ... . . ... .. ... - .. ·.·.· ... . . ... 
- .. ... .. ·.·.· ... . . - ... .. . . . .. ·.·.· - ... .. ... . . . . . .. 
..... ·.·.· ... .. . . . .. . . . ..... . . .. ... . . ... 
..... .. . .. .. ·.·.· ... . . ..... . .. .. ... . . ·.·.· .... ... .. ... .. . . . .. 
- ·.·.· ... . . . . . .. . . . - .. 

-142.6 154.5 ·,·.· 
~ 

SAJ FORM 18316-A 
JUN02 

CLASSIFICATION OF MATERIALS 

SAND, poorly-graded, mostly fine to 
medium-grained quartz, traoe phosphate, light grey 
{SP) 

Sandstone, fine-grained, some quartz sand. felN 

111:111 
0-' RQD 

% II. OR REC. ><:i; 
Oc UD 
men 

00 91 

-124.6 

93 92 

-126.0 

00 93 

-127.6 

73 94 

-129.0 

87 95 

-130.6 

100 96 

-132.0 

100 97 

-133.6 

100 98 

-135.0 

100 99 

-136.6 

100 100 

-138.0 

93 101 

-139.6 

100 102 

-141.0 

01 103 

-142.6 

00 104 

I SHEET 8 

OF 10 SHEETS . . 
I HORIZONTAL : VERTICAL 
I 
I NAD83 I NAV038 . . 

iii. Ill 

1t: :I 
REMARKS 

... 
o., ~ .... 
mo z 

9 

SPT~ 10 
21 

11 

17 

SPT SafTlller 24 
43 

19 

25 

SPT SafTlller 28 
48 

20 

14 

SPT SaTlJler 18 
'31 

19 

12 

SPT SafTlller 16 
55 

39 

31 

SPT SafTlller 37 
61 

24 

17 

SPT SafTlller 21 
38 

17 

14 

SPr Sarr(:ller 16 
36 

20 

12 

SPT SafTlller 25 
52 

Zl 

12 

SPT SaTlJler 18 
36 

18 

11 

SPT SafTlller 16 
34 

18 

10 

SPT SafTlller 16 
38 

22 

15 

SPT SaTlJler 26 
51 

25 

SPT SafTlller 18 

(Continued) 

135 

,.... 

-

-

- 140 

-

-

- 145 

-

-

-

150 

-

-

-

155 



C/1 

Boring Designation CP02-EAARSCB-0002 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Evergla<les Agrirultural Area Reservoirs S1ate Plane, FLE 

LOCATION COORL'DINATES ELEVATION TOP OF BORING 

X=736,775 Y=775,52.8 12.0 Ft. 
Cl 
z 
w ELEV. DEPT ... el CLASSIFICATION OF MATERIALS 
Ill ... 
•• \.clay, trace shell, trace phosphate, grey 
• 'At. El. -143.0 Ft., few shell .. 

,_ .. 
.. . 

,_ .. 
Iii·.: 

• _J'-At El. -145.6 Ft., trace clay 
,_ 

.. 
; ·.: 

,_ .. 
.. 

; ·.: ,_ 
. ' 

.. 
- ; ·.: 

.. 
- .. 

.. 
.. 

- .. 
; ·.: 

- .. . 
.. 

ii·.: - .. . 
.. 

- ii·.: 
. ' . 

- .. 
ii·.: 
. ' ,_ 
.. 
.. 

..... . . 
~ .. 

ii·.: ,_ .. 
~ 

-159.0 171.0 
... . ... SAND, poot1yiJraded, mostly fine to . . 

mediumiJrained quartz, trace fine gravel-sized ... .. sandstone, trace phosphate, light grey (SP) . . . ,_ .. 
•.t.• ... . . 

-161.0 173.0 ... 
Sandstone, mediLimiJrained, some quar1z sand, I few clay, few shell, trace of phosphate, grey 

i -

SAJ FORM 18316-A 
JUN02 

a=w 
0-' RQD % II. 

REC. )(IE BB Oc 
IHI 

00 104 
-144.0 

93 105 

-145.6 

100 106 

-147.0 

73 107 

-148.6 

00 108 

-150.0 

00 109 

-151.6 

73 110 

-153.0 

00 111 

-154.6 

00 112 

-156.0 

73 113 

-157.6 

100 114 

-159.0 

100 115 

-160.6 

100 116 

-162.0 

87 117 

I SHEET 9 
OF 10 SHEETS 

' ' : HORIZONTAL :VERTICAL 
I NAD83 I NAVDB8 ' ' 

iii. w 
r:t: :I ... 

REMARKS o., c .... ~ mo z 

20 
SPT&mpler 

19 
39 

25 

SPT&mpler 22 
46 -

24 

9 -
SPT&mpler 17 

58 
41 

16 

SPTSampler 20 
40 ,_ 

20 

15 ..... 
SPTSampler 17 

36 
19 

30 

SPTSampler 20 38 ,_ 
18 

18 
..... 

SPT&mpler 16 
'31 

21 

14 

SPT&mpler 16 
34 ,_ 

18 

10 ,_ 
SPTSampler 18 

37 
19 

6 

SPTSampler 17 
31 ,_ 

14 

14 ,_ 
SPT&mpler 14 

30 
16 

15 

SPT&mpler 24 - 43 ,_ 
19 

14 ,_ 
SPTSampler 17 

28 
11 

24 
SPT&mpler 

24 

(fu!linued) 

15.5 

160 

165 

170 

175 



Boring Designation CP02-EMRS-CB-0002 
INSTALLATION 

DRILLING LOG (Cont. Sheet) Jacksonville Disbict 
I SHEET 10 

OF 10 SHEETS 

' ' PROJECT COORDINATE SYSTEM/DATUM I HORIZONTAL :VERTICAL 

CERP Everglades Agricultural Nea. Reservoirs Stale Plane, FLE 

LOCATION COOFllDINATES ELEVATION TOP OF BORING 

X=~.775 Y=775,'32B 12.0 Ft 
Cl 
z 
w ELEV. DEPT ... c:i 
w ... 
. ' 

.. - .. 
. ' 

- .. 
.. 

. ' -- .. 
Iii·.: 

- . ' 

.. 
-168.0 180.0 .. 

-
-

-
-

-

-

-

-

-

-

..... 

-
-
-

SAJ FORM 18316-A 
JUN02 

CLASSIFICATION OF MATERIALS 

NOlES: 

1. Soils are field visually classified in accordance 
with the Unified Soils Classification System. 

2. Laboratory Testing Results 

SMIPL.E SMIPL.E LABCRATCRY 
ID DEPTH CLASSIFICATION 

119 177.0/178.5 . 
*Lab visual classification based on gradation 
curve. No Atterberg limits. 

3. Additional Laboratay Testing 

119 Moisture Conlent 

lll:w 
0-' RQD % IL 

REC. ><:& BB Oc 
11<11 

ff1 117 

67 118 

100 119 

100 120 

I 
I NAfll3 I NA\/008 ' ' 

iii. 
it: 

REMARKS o., .... mo 

-163.6 SPT&rJijer 18 

16 

SPT Saripler 16 

-165.0 18 

17 

SPTSampler 18 

-166.6 19 

25 

SPT SaTipler 26 

-168.0 29 

140# hanmer woo· drop used with 2.a split 
spoon (1-318" l.D. x 2'' O.D.). 

Abbreviations: 
DT = Drill Time. 
HP = Hydraulic Pressure. 

w 
::) ... 
~ z 

<I.<: 

34 

37 

55 

175 

-

-

-

100 

-

..... 

..... 

..... 

..... 185 

..... 

-
..... 

-

..... 190 

-
..... 

..... 

..... 

195 



f' 
' . 

DRILLING LOG I DIVISION 

South Atlantic 
1. PRO.IE CT 

CERP Everglades Agricultural Area Reservoirs 

Phase 1, Effort 1, Compartment A 
2. BORING DESIGNATION 1 LOCATION COORDINATES 

I 
0"02-EAA.RSCB-0003 I x = 7'51,f!J2 Y=774,446 . 

3. DRILLING AGOENCY 1 CONTRACTOR FILE NO. 
I 

Ardaman g Associates, Inc. I 02-042 
4. NAME OF DR ILLER 

D. Groover 
5. DIRECTION OF BORING 1DEG. FROM 1 BEARING 

C8J VERTICAL :VERTICAL I 
I 

D1NCLINED 
. ' I I 

6. THICKNESS GF OVERBURDEN 4.0Ft. 

7. DEPTH DRILLED INTO ROCK 9.9Ft. 

8. TOTAL DEPTH OF BORING 180.0 Ft. 

Q 
z 
w ELEV. DEPTHI C5 CLASSIFICATION OF MATERIALS 
w ... 

10.7 0.0 
FILL, gravelly, mixture of fine gravel size 
limestone, fine to medium grained limestone sand 
and silt, dry, light broNn -

-

-

6.7 4.0 ' "t:J 

I 
Limestone, hard, slightly weathered, fine-grained, ~ 

" pitted, light grey to grey ., 
m - ~ ,., 
'E 

... .!2' 
iii ,_ 

ram El. 4.7 to 02 A., hard, unweathered, 
fine-grained, some fine to coarse grained quartz 
sand, trace silt, trace shell, trace phosphate, grey ,_ 

,_ 

,_ 

,_ 
r---At El. 0.7 Ft., pitted, few shells 

,_ 

,_ 

-

~At El. -2.8 Ft., little shell, trace silt 
-

SAJ FORM 1836 
JUN02 

Boring Designation CP02-EAARS-CB-0003 
INSTALLATION I SHEET 1 

Jacksonville District OF 10 SHEETS 

9. SIZE AND TYPE OF BIT SeeRemarks 
10. COORDINATE SYSTEM/DATUM : HORIZONTAL :VERTICAL 

State Plane, FLE 
I 

NAD83 
I 

NAVOOB I I 

11. MANUFACTURER'S DESIGNATION OF DRILL D AUTO HAMMER 

OvlE-55 ~ MANUAL HAMMER 

: DISTURBED : UNDISTURBED (UD) 
12. TOTAL SAMPLES I I 

I 118 I 0 

13. TOTAL NUMBER CORE BOXES 5 

14. ELEVATION GROUND WATER 

,STARTED 1 COMPLETED 
15. DATE BORING I 

08-13-02 
I 

08-2'2-02 I I 

16. ELEVATION TOP OF BORING 10.7Ft. 

17. TOTAL RECOVERY FOR BORING 89% 
18. SIGNATURE AND TITLE OF INSPECTOR 

T. Harrison, Geologist 

a:w iii. .. 
0-' RQD •t:: :I 

% II. ... 
REC. ><:1 8B REMARKS o., ~ gc:! .... 

1110 z 

10.7 
0 

4 

47 1 SPT Sa'npler 7 
13 -

9.2 6 

8 -
00 2 SPTSampler 16 

45 
7.7 29 

19 
80 3 SPT Sa'npler 

6.7 29 -
10/0/0.0' -

5 
4 x 5-112'' Diamond Impregnated Bit 

~x 85 DT=:Dmirs -
HP= 100!B 

4.7 

8 

40 5 SPTSampler 12 
20 -

3.2 8 

6 -
00 6 SPTSampler 9 

18 
1.7 9 

4 

10 
80 7 SPTSampler 32 

59 -
0.2 ~ .. 

um n? ~<>~ .............. 

-

81f)< 
4 x 5-112'' Diamond Impregnated Bit 

98 DT=35rms -
HP= 100 IE 

-
-2.8 

6 -
100 9 SPTSampler 5 

19 

(Continued) 
15 

-4.3 14 



Boring Designation CP02-EMRSCB-0003 

DRILLIN~ LOG (Cont. Sheet) 
INSTALLATION 'SHEET 2 

Jacksonville District OF 10 SHEETS 

: HORIZONTAL ' PROJECT COORDINATE SYSTEM/DATUM : VERTICAL 

CERP Everglaides Agicultural Area Reservoirs Slate Plane, FLE I NAD83 I NA\/al8 ' ' 
LOCATION COORDINATES ELEVATION TOP OF BORING 

x = 7fil,'J32. Y=774,446 10.7 Ft. 
Cl 111:111 iii. Ill 
z 0-' RQD r:t: :I 
Ill % II. ... 

ELEV. DEPTH c:I CLASSIFICATION OF MATERIALS REC. ><::E OR REMARKS o,,, c 
Ill oc UD .... ~ ... 111111 •"' z 

-4.8 15.5 ~ 11 
15 

: SAND, poor1y-graded with clay, mosUy angular 100 10 SPTSampler 6 ..... fine-grained quartz, little shell, !rare day, wet, light 12 ..... 
-5.8 16.5 

. grey (SP-SC) -5.8 6 

• I 
Limestone, hard, slightly weathered, l.!l!.!lJ -:>.ts ;,st'I~ 

.... ,, medium-grained, pitted to vuggy, light grey 80X ..... 
~ 4 x 5-1/2" Diamond Impregnated B~ ., 

'i11 111 DT=OOrri'ls .c 

..... m HP= 100 p;i ..... :;: 005< ,., 
-7.8 "' n 

.!1' 

~ 
rom El. -7.8 to ~.8 Ft, hard, some fine to coarse -

iii 5 - grained quartz sand, traca silt, brown 100 12 SPTSampler ..... 
~.8 19.5 t ~.8 14 

. SAND, poorly-graded with silt, mostly subangular 10 ..... . fine-grained quartz, some angular shell, !rare silt, t- 20 
grey (SP-SM) 100 13 SPTSampler 10 . 45 . -10.3 35 

- . 
32 . . 100 14 SPTSampler 13 

- 00 -. -11.8 '31 . 
20 - . ..... 

-12.8 23.5 100 15 SPTSampler 12 
SAND, silty, mostly fine-grained sand, some shell, 22 

-13.3 10 - traca day, grey (SM) 
14 

00 16 SPTSampler 
-14.3 25.0 -14.3 5 -

Limestone, hard, slightly weathered, 50/'3!0.CJ ~ 25 

medium-grained, pitted, brown to grey 

- ..... 

~ 
4 x 5-1/2" Diamond Impregnated ~ 

100 DT=45 mils 

- HP= 100 p;i ..... 

-17.3 - rom El. -17.3 to-24.8 Ft., little silt, trace shell, 
!rare phosphate 

100 -17.8 SPTSampler 3 

3 - t-
"C 

~ 93 18 SPTSampler 10 ., 
17 .c 

iii -19.3 7 ..... ., 
:;: 30 
>- 7 
E 
.!1' 100 19 SPTSampler 5 iii - 13 t-

-20.8 8 

8 ..... ..... 
53 20 SPTSampler 16 

20 
-22.3 4 

t-

5 

53 21 SPTSampler 4 ..... 
r...At El. -23.3 Ft., some fine sand, few shell 8 ..... 

-23.8 4 

ff1 22 SPTSampler 7 

SAJ FORM 1836-A (Continued) 
35 

JUN02 



Boring Designation CP02-EMRS-CB-0003 

DRILLING LOG (Cont. Sheet) 
INSTALLATION I SHEET 3 

Jacksonville District OF 10 SHEETS 

i HORIZONTAL 
I 

PROJECT COORDINATE SYSTEM/DATUM :VERTICAL 

CERP Everglatdes Agicultural Area Reservoirs Slate Plane, FLE I NAD83 I NAVOlB I I 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=757,'i!32. Y=774,446 10.7 Ft. 
0 a=w in • Ill 
z 0-' RQD •Ii: :I 
Ill % II. ... 

ELEV. DEPTN 

" 
CLASSIFICATION OF MATERIALS REC. ><:E OR REMARKS o,,, c 

Ill oc UD .... ~ ... allll m"' z 

-24.8 35.5 • ~ 9 
SAND, silty, mostly fine-grained quartz, trace fl1 22 SPTSampler 16 

-25.3 7 - angular fine-grained shell, trace phosphate, ~ 
(SM) 11 

100 23 SPTSaTipler 11 - 20 -
-26.8 9 

12 - -
fl1 24 SPT Sa'npler 14 

18 

- -28.3 4 

6 

73 25 SPT SaTipler 6 - 12 -40 
-29.8 6 

5 - -
93 26 SPT SaTipler 7 

14 
-31.3 7 - 7 

00 Z1 SPT Sa'npler 11 - 16 -
-32.8 5 

(; 
6 - ..... 

fl1 28 SPT SaTipler 8 
17 

-34.3 9 - 45 
10 

-35.3 46.0 73 29 SPT SaTipler 12 
SAND, poorly-graded with silt mostly angular 

19 ..... 

fine-grained quartz, some angular shell, trace -35.8 7 

i:fusphate (SP.SM) 5 - -00 30 SPT Sa'npler 5 
11 

-37.3 6 -
11 

73 31 SPTSampler 11 - 22 -
-38.8 11 

10 - ..... 
-39.8 50.5 73 32 SPT SaTipler 11 

SAND, poorly-graded, mostly angular fine to 18 ... 
-40.3 7 

- .. 
coarse-grained shell, trace rnediumgrained sand, ... .. trace phosphate, light brown (SP) 8 . . . . . .. 73 33 SPTSampler 10 - ... 20 -.. ... -41.8 10 . . . . . .. 8 - .. -... 00 34 SPTSampler 7 . . 

10 ... .. 
-43.3 3 ... - .. ·.·.· 1 ... 73 35 SPTSampler . . ... 0 

SAJ FORM 1836-A (Conlinued) 
JUN02 



Boring Designation CP02-EAARS-CB-0003 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agrirullural Area Reservoirs Slate Plane, FLE 

LOCATION COOl'llDINATES ELEVATION TOP OF BORING 

x = 751,'J32 ¥=774,446 10.7 Ft. 
Q 
z 
w ELEV. DEPTH 1:1 
w ... ... .. . . . .. . . . - .. ·.·.· ... .. ... 

- . . ... .. ·.·.· ... . . - ... .. ... . . ·.·.· 
- ... .. ... .. . . . .. 
- ·.·.· ... .. . . . .. . . . - .. ·.·.· ... . . ... 
- . . ... .. ·.·.· ... .. - ... .. . . . . . 

-53.3 64.0 ·.·.· 
. 

-54.3 65.0 . ~ ... . . ... .. ... - .. ·.·.· 
.... ... . . .... . .. - .. ... .. ·.·.· ... . . - ... .. . . . .. ·.·.· 

-58.5 -69.2 ... . . 
-59.0 69.7 

-
-
-

-62.3 73.0 -... .. ... .. . . . - '. ·.·.· ... . . ... 
SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

'-At El. -50.3 Ft., some fine gravel-sized shell 

SAND, poorly-graded with clay, mostly 
fine-grained quartz, little coral, trace silt trace 
phosphate, grey (SP-SC) 
SAND, poor1y-graded, mostly angular fine to 
medum-grained shell, some fine-grained quartz, 
trace silt, trace phosphate, grey (SP) 

SAND, dayey, mostly fine-grained sandstone, 
""'"""~.,.,.II rc::r-\ 
Limestone, fine-grained, some fine to coarse 
grained limestone sand, grey 

SAND, poorly-graded, mostly fine to 
coarse-grained quar1z, some fine to coarse-grained 
shell, few fine gravel-sized sandstone, trace 
phosphate, grey (SP) 

ii=w 
0-' RQD 

% a. 
REC. >e:i; Bft Oc 

11111 

73 35 

00 36 

87 37 

113 38 

67 39 

53 40 

93 41 

fr1 42 

67 43 

100 44 

100 45 

100 46 

107 47 

100 48 

-44.8 

-46.3 

-47.8 

-49.3 

-50.8 

-52.3 

-53.8 

-55.3 

-56.8 

-58.3 

-59.8 

-61.3 

-62.8 

-64.3 

I SHEET 4 

OF 10 SHEETS 

' ' : HORIZONTAL :VERTICAL 
I NAD83 I NA\/008 I ' 

ii . w 
1:t:: :I ... 

REMARKS o., ~ .... mo z 

· SPTSanlEr 4 4 

6 

SPT&rrper 6 
13 

7 

7 

SPT&rrper 13 
23 

10 

11 

SPTSanlEr 14 
19 

5 

7 

SPTSanlEr 16 
23 

7 

13 

SPT&rrper 13 
28 

15 

22 

SPTSanlEr 31 
48 

17 

17 

SPTSanlEr 9 
16 

7 

4 

SPT Sar1J1er 4 
11 

7 

6 

SPTSanlEr 8 
11 

3 

22 

SPTSanlEr 24 
'31 

13 

13 

SPT SanlJler 13 
24 

11 

12 

SPTSanlEr 13 
28 

15 

13 

SPT SanlJler 13 
24 

11 

(Qxifinued) 

55 

-

-
-

-

-

-

-

-
-

-70 

-

-
-

75 



Ci 

Boring Designation CP02-EAARS-CB-0003 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agriculb.Jral /Wa Reservoirs Stale Plane, FLE 

LOCATION COOFllDINATES ELEVATION TOP OF BORING 

X=757,'il:r2. Y=774,446 10.7 Ft. 

a 
z 
Ill ELEV. DEPTH Cll 
Ill ... ... . . . . . .. . . . - .. ·.·.· ' .. . . - ... 

- . . ... .. ·.·.· ... .. - ... .. . . . . . ·.·.· 
- ... .. ... . . . . . .. 
- ·.·.· ... . . ... .. ... - .. ·.·.· ... . . 

-71.3 82.0 ... .. .. ·.·.· ... . . - ... .. . . . .. ·.·.· - ' .. .. ... . . . . . .. - ·.·.· ' .. .. . . . .. . . . - .. 
-75.8 86.5 ·.·.· 

.·.·. 
'•'•' ..... :' ,·: 
.:.s, ·.·.· ::::: - '•'•" 

.: .. s, ·.·.· ..... ::::: 
'•'•" 

.: .. s, - ·.·.· :: ::: 
'•'•' 

-80.4 -91.1 ::.:·: 

-81.3 92.0 
:·j ,. 

... . . 
' .. ... - .. ·.·.· ... . . ... 

- ... .. ·.·.· ... . . 
SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

'\..SAND, poorty-graded, mostly shell (SP) 

SAND, poorly-graded, mostly fine to 
medium-grained quarlz, li!He shell, trace phosphate, 
gey (SP) 

SAND, poorly-graded with clay, mostly fine to 
medium-grained quartz, little clay, little shell, trace 
ohosohate nl'P.V (SP-SC) 
SAND, poorly-graded, mostly fine to 
coarse-grained quartz, li!He shell, trace fine 
gravel-sized sandstone, trace phosphate, grey 
(SP) 

~ ... 
0-' RQD % L 

REC. >C::E 80 oc 
alfll 

93 49 

67 50 

80 51 

67 52 

100 53 

93 54 

80 55 

93 56 

100 57 

100 58 

100 59 

67 00 

40 61 

67 62 

-65.8 

-67.3 

-68.8 

-70.3 

-71.8 

-73.3 

-74.8 

-76.3 

-77.8 

-79.3 

-80.8 

-82.3 

-83.8 

I SHEET 5 

OF 10 SHEETS 

' ' I HORIZONTAL : VERTICAL 
I 
I NAD83 I NA\/alB ' ' 

iii. Ill 

-~ 
:I ... 

REMARKS o.., c .... 
~ m"' 

10 

SPT&mpler 8 
16 

8 

9 

SPT Sarrper 14 
24 

10 

12 

SPT &mpler 14 
25 

11 

15 

SPT &mpler 17 
29 

12 

10 

SPT Sarrper 10 
22 

12 

11 

SPT &mpler 20 
34 

14 

20 

SPT &mpler 25 
39 

14 

14 

SPT Sarrper 17 
30 

13 

11 

SPT &mpler 12 
20 

8 

8 

SPT &mpler 7 
13 

6 

4 

SPTSarrper 5 
16 

11 

7 

SPT &mpler 10 
29 

19 

4 

SPT&mpler 5 
22 

17 

SPTSarrper 12 

(Contb7ued) 

75 

-

-

-

- 80 

-

-

- 85 

-

-

-

-

-

-

95 



( 

~/ 

Boring Designation CP02-EMRS-CB-0003 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agrirullural Area Reservoirs S1a1e Plane, FLE 

LOCATION COOFllDINATES ELEVATION TOP OF BORING 

X=7ST,'ilJ2. Y=774,446 10.7 Ft 
a 
z 
Ill ELEV. DEPTH c:I CLASSIFICATION OF MATERIALS 
Ill .. ... . . ... .. ... - .. ·.·.· ... . . ... 

- . . ... .. ·.·.· ... . . - ... .. . . . .. 
• '-At El. -87 .9 Ft., trace clay -88.3 99.0 ·.·. 

-
-89.8 100.5 ... . . - ... .. . . . .. ·.·.· - ... .. ... . . . . . 
-92.3 103.0 .. 

- . 
-94.3 105.0 

-

-

-

-

..... 

-100.3 111.0 

..... 
-101.8 112.5 

..... 

-103.3 114.0 ... . . ... .. . . . 
SAJ FORM 1836-A 
JUN02 

Limestone, fine-grained, some fine to coarse 
grained sand. little shell, trace phosphate, grey 

SAND, poorly-graded, mostly fine to 
coarse-grained quartz, some shell, trace silt, trace 
fine gravel-sized sandstone, grey (SP) 

SAND, poorly-graded with silt, mostly fine-grained 
quartz, trace clay, trace sandstone, trace 
phosphate, grey (SP-SM) 

SAND, dayey, mostly fine-grained sand, some 
shell, little clay, few fine gravel-sized sandstone, 
trace phosphate, grey (SC) 

SAND, poorly-graded with clay, mostly 
fine-grained quartz, some shell, trace clay, trace 
phosphate, grey (SP-SC) 

SAND, dayey, mostly fine-grained quartz, little 
clay, few shell, trace phosphate, grey (SC) 

SAND, poorly-graded, mostly fine-grained quartz, 
trace silt, trace shell, grey (SP) 

11:111 
O"' RQD % .. 

REC. ><::& 80 oc 
IHI 

ff/ 62 

100 63 

93 64 

f}1 65 

100 66 

ff/ ff/ 

100 68 

100 69 

100 70 

100 71 

100 72 

100 73 

100 74 

ff/ 75 

-85.3 

-86.8 

-88.3 

-89.8 

-91.3 

-92.8 

-94.3 

-95.8 

-97.3 

-98.8 

-100.3 

-101.8 

-103.3 

'SHEET 6 
OF 10 SHEETS 

: HORIZONTAL 
I 

:VERTICAL 
I NAD83 I NAVD38 I I 

iii. Ill 

it: :i .. 
REMARKS o., ~ ... mo z 

11 
SPTSampler 

12 
23 

12 

SPTSampler 13 
26 ..... 

13 

13 -
SPTSampler 17 

34 
17 

12 

SPT SanlJler 10 
22 -

12 

10 ..... 
SPTSampler 10 

23 
13 

11 

SPTSampler 11 
22 ..... 

11 

9 ..... 
SPTSampler 14 

26 
12 

12 

SPTSampler 14 
31 ..... 

17 

11 -
SPT SanlJler 9 

19 
10 

10 

SPTSampler 12 
34 -

22 

10 -
SPTSampler 14 

41 
'Z1 

11 

SPTSampler 9 
21 -

12 

17 -
SPTSampler 15 

49 
34 

8 
SPTSampler 

'Z1 

(Continued) 

95 

100 

105 

110 

115 



(J 

Boring Designation CP02-EAARS-CB-0003 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agicullural Area Reservoirs S1a1e Plane, FLE 

LOCATION COOFllDINATES ELEVATION TOP OF BORING 

X=757,fm Y=774,446 10.7 Ft. 
Cl 
z 
w ELEV. DEPTH C5 CLASSIFICATION OF MATERIALS 
w ... ... .. . . . .. . . . - .. ·.·.· ... .. ... 

- . . ... .. ·.·.· 
-107.3 118.0 

... .. 
SAND, pool1y-graded with clay, mosUy 
fine-grained quartz, little shell, trace day, trace 
sandstone, trace phosphate, grey {SP-SC) - . . 

- . 
-110.3 121.0 . ... SAND, pool1y-graded, mosUy fine-grained quartz, .. 

trace silt, trace shell, trace phosphate, trace ... .. sandstone, grey {SP) . . . - .. 
-111.8 122.5 .·.·.· . SAND, pool1y-graded with day, mosUy 

- fine-grained quartz, little day, trace shell, trace 
phosphate, trace sandstone, grey {SP-SC) 

- . 
-114.3 125.0 

Sandstone, fine-grained, some shell, trace ~. 

~--· phosphate, trace sand, grey 

- .. 
.. . 

- .. 
.. .... .. 

~ .. 
.. 

..... . ' . 
. --~"\.. . 

·.: At. El. -118.8 Ft., little clay 
~ .. . 

.. ~ 
~ .. 

.. 
..... .. 

.. 
.. . - .. ~ 

~ ".: 

- .. . 
.. 
.. 

SAJ FORM 1836-A 
JUN02 

a:w 
0-' RQD % a. 

REC. ><:& BB Oc 
11111 

01 75 -104.8 

73 76 

-106.3 

100 77 

-107.8 

100 78 

-109.3 

87 79 

-110.8 

100 00 

-112.3 

100 81 

-113.8 

100 82 

-115.3 

100 83 

-116.8 

100 84 

-118.3 

93 85 

-119.8 

100 86 

-121.3 

100 87 

-122.8 

53 88 

-124.3 

I SHEET 7 
OF 10 SHEETS 

I I 

: HORIZONTAL : VERTICAL 
I NAD83 I NA\/al8 I I 

ii . w 
1:t: :I ... 

REMARKS o., ~ .... 
mo z 

SPTSampler 39 00 

18 ..... 
SPT SaTlJler 30 

68 
38 

22 

SPT SaTlJler 29 
50 ..... 

21 

17 
..... 

SPT SaTlJler 18 
33 

15 

13 

SPT SaTlJler 13 
22 ..... 

9 

13 ..... 
SPT SaTlJler 14 

39 
25 

17 

SPTSampler 10 
23 ..... 

13 

12 
..... 

SPT SaTlJler 16 
35 

19 

13 

SPT SaTlJler 11 
22 ..... 

11 

5 ..... 
SPT SaTlJler 17 

41 
24 

7 

SPT SaTlJler 15 
33 ..... 

18 

15 ..... 
SPT SaTlJler 19 

41 
22 

15 

SPT SaTlJler 15 
34 -

19 

17 
..... 

SPT SaTlJler 24 
49 

25 

(Continued) 

115 

120 

125 

130 

135 



Boring Designation CP02-EAARS-CB-0003 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COOROINATE SYSTEM/DATUM 

CERP Everglades Agicultural Area Reservoirs S1a1e Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=7f:il,'i!32. Y=774,446 10.7 Ft. 

Cl n=111 z 0-' RQD 
ELEV. DEPTH Ill CLASSIFICATION OF MATERIALS % II. 

811 ., REC. ><:i; 
Ill ... 

• ,
1 '-At El. -124.3 Ft., some fine sand 

.. 
..... .. 

.. . 
..... --~ .. 

.. . ..... ~ .. 
.. 

~ 

..... . . . 
.. 
.. - .. . 

.. 
..... ii·.: 

.. 
.... .. 

~ ·.: 
.. . .... .. 

~ ·.: 
.... . . . 

.. 
~ ·.: ..... .. . 
.. .... ~ ·.: 
.. . 

.... .. 
.. 
.. . .... .. 
.. 

.... .. . 
.. 
.. .... .. 

_) 
.... ~ ·.: 

.. 
- .. 

.. 
.. .... 
.. . .. 

..... . . . 
.. . .. 

SAJ FORM 1836-A 
JUN02 

oc mon 

100 89 

-125.8 

93 00 

-127.3 

93 91 

-128.8 

00 92 

-130.3 

93 93 

-131.8 

100 94 

-133.3 

100 95 

-134.8 

100 96 

-136.3 

73 97 

-137.8 

00 98 

-139.3 

93 99 

-140.8 

93 100 

-142.3 

100 101 

-143.8 

100 102 

I SHEET 8 

OF 10 SHEETS 
I I 

: HORIZONTAL :VERTICAL 
I NAD83 I NAva!B I I 

iii. Ill 

!l:t: :I 
REMARKS 

... 
Oon c .... ~ mo z 

18 

SPT San1Jler 17 
32 .._ 

15 

17 
..... 

SPTSarrper 28 
52 

24 

24 

SPT Sa'npler 24 
43 -

19 

3 -
SPT Sa'npler 21 

40 
19 

17 

SPT Sa'npler 16 
39 -

23 

14 -
SPT San1Jler 33 

71 
38 

16 

SPT SanlJler 20 
52 -

32 

7 -
SPTSarrper 35 

67 
32 

22 

SPT San1J1er 28 
54 ..... 

26 

21 
..... 

SPT San1Jler 17 
35 

18 

19 

SPT San1J1er 17 
37 ..... 

20 

13 ,_ 
SPT Sa'npler 24 

46 
22 

18 

SPT Sa'npler 24 
49 ,_ 

25 

SPT San1Jler 19 

(QJntinued) 

135 

140 

145 

150 

15.5 



(' 
I , 

Boring Designation CP02-EMRS-CB-0003 

DRILLING LOG (Cont. Sheet) 

PROJECT 

CERP Everglades Aaicultural Area Reservoirs 

LOCATION COOIPIDINATES 

x = 751,'552. y = 774,446 

INSTALLATION 

Jacksonville District 

COORDINATE SYSTEM/DATUM 

State Plane, FLE 

ELEVATION TOP OF BORING 

10.7 Ft. 

a= .. 

ELEV. DEPTH 

Cl 
z .. ., CLASSIFICATION OF MATERIALS % 

REC • 
0~ RQD 

~~ BB 

-

-

-

-

-

-

-

.. .. 

~ •• t'-.. 
•• At El. -145.3 Ft, little brown silt 

11111 

100 102 
-145.3 

100 103 

-146.8 

100 104 

-148.3 

100 105 

-149.8 

100 106 

-151.3 

60 107 

-152.8 

100 100 

ISHEET 9 

OF 10 SHEETS 

' ' : HORIZONTAL : VERTICAL 

: NAD83 : NA\/003 

REMARKS 

19 
34 

15 

18 

SPT San1Jler 15 
30 -15 

19 

SPT San1Jler 16 
29 

13 

18 

SPT San1Jler 13 
34 -160 

21 

20 

SPTSampler 27 
51 

24 

14 

SPTSampler 25 
54 -

29 

16 -
SPTSampler 18 

- l--'-1~54~·~3~~~~~~~~~~~19~+---1~165 
13 

-

--156.8 167.5 

-157.3 168.0 

-160.3 171.0 

--161.8 172.5 

-
-

-164.3 175.0 

SAJ FORM 18:36-A 
JUN02 

··~~~~~~~~~~~~~~~--! 

SAND, clayey, mostly fine-grained quartz, some 
day, some shell, trace phosphate, light brown / 
SCl 

SAND, silty, mostly fine-grained quartz, trace fine 
gravel-sized sandstone, trace phosphate, light 
IJtMn (SM) 

SAND, poorly-graded with clay, mostly 
fine-grained quartz, trace clay, trace silt, trace 
phosphate, grey brcwl (SP-SC) 

SAND, clayey, mostly fine gravel-sized quartz, 
little clay, trace silt, trace shell, grey (SC) 

100 100 SPT San1J1er 

-155.8 

100 110 SPT San1Jler 

-151.3 

100 111 SPTSampler 

-158.8 

100 112 SPTSampler 

-160.3 

100 113 SPTSampler 

-161.8 

60 114 SPT San1Jler 

-163.3 

100 115 SPTSampler 

4 
19 -

15 

17 ,.... 
31 

74 
43 

15 

18 
'31-

19 

17 
1-170 

22 
59 

28 

43 
84 ,.... 

41 

15 
I-

29 
72. 

43 

10 

16 ____________________________ ...__._ __ .._..._ ____________ ~_Continued) ____________ ..._ __ .._175 



c/ 

Boring Designation CP02-EAARS-CB-0003 
INSTALLATION 

DRILLING LOG (Cont. Sheet) Jacksonville District 
I SHEET 10 

OF 10 SHEETS 
I 

PROJECT COORDINATE SYSTEM/DATUM : HORIZONTAL : VERTICAL 

CERP Everglades Agrirultural Area Reservoirs State Plane, FLE 

LOCATION COOllllDINATES ELEVATION TOP OF BORING 

X=757,'im Y=774,446 10.7 Ft. 
a 
z 
w ELEV. DEPTH 

" w ... 

I .... 
. 

,.,. 
-166.3 1n.o 

-167.3 178.0 

.... 

-169.3 180.0 

-

-

-

-

-

-

-

-

-

-
-
.... 

..... 

..... 

SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

Sandstone, fine-gained, grey 

SAND, silty, mostly fine-grained quartz, little silt, 
few fine gravel-sized sandstone, trace clay, light 
lroM1 (SM) 
SAND, dayey, mostly fine-grained quartz, little 
day, trace shell, trace phosphate, light grey (SC) 

NOTES: 

1. Soils are field visually classified in accordance 
with the Unified Soils aassification System. 

2. Laboratory Testing Results 

SMtPl..E SblvA..E l.ABORATCRY 
ID IEPTH a.A'3SIFICATION 

117 1n.ot178.5 * 

*Lab visual dassification based on gradation 
curve. No Atterberg limits. 

3. Additional Laboratoly Testing 

117 Moisture Conlerrt 

a:w 
0-' RQD % >CL 

REC. o::i;; BR 
111'.1! 

100 115 

93 116 

100 117 

87 118 

I NAD83 I NAVD88 I I 

iii. 
•t: REMARKS o., .... 
110 

-164.8 SPTSampler 20 

10 

SPTSampler 16 

-166.3 15 

22 

SPTSampler 37 

-167.8 48 

26 

SPTSampler 47 

-169.3 48 

140# hanmerw/30'' drop used with 2.CJ sprrt 
spoon (1-318" l.D. x 'Z' O.D.). 

Abbreviations: 
DT = Drill Time. 
HP = Hydraulic Pressure. 

w 
:I ... 
c 
~ z 

"° 
.... 

31 

85 .... 

.... 
95 

..... 

..... 

.... 

..... 

.... 

..... 

..... 

..... 

-
..... 

..... 

..... 

..... 

..... 

175 

100 

185 

190 

195 



{', 
I / 

c~ 

I DIVISION 
DRILLING LOG South Alfantic 

1. PROJECT 

CERP Everglades Agicultural Area Reselvoirs 

Phase 1, Effort 1, Compartment A 
2. BORING DESIGNATION 

3. DRILLING AG>ENCY 

1 LOCATION COORDINATES 
I 
: X=741,707 Y=784,785 

1 CONTRACTOR FILE NO. 

Boring Designation CP02-EMRSCB-0009 
INSTALLATION 

Jacksonville District 
9. SIZE AND TYPE OF BIT See Remarks 
10. COORDINATE SYSTEM/DATUM : HORIZONTAL 

Slate Plane, FLE : NAD83 

ISHEET 1 

OF 4 SHEETS 

:VERTICAL 

: NA\/008 
11. MANUFACTURER"& DESIGNATION OF DRILL 0 AUTO HAMMER 

CME-55 C8J MANUAL HAMMER 

Ardaman S Associates, Inc. : 02-042 12. TOTAL SAMPLES 
: DISTURBED 
I 
I 35 

: UNDISTURBED (UD) 

: 0 
4. NAME OF DR•LLER 13. TOTAL NUMBER CORE BOXES 2 
___ J_. R_e.-yome. _______ --r-----r-------t 14. ELEVATION GROUND WATER 

5. DIRECTION CtF BORING 1 DEG. FROM 1 BEARING 
18] VERTICA.. : VERTICAL : 

D INCLINED : : 

6. THICKNESS C>F OVERBURDEN 5.0 Ft. 

7. DEPTH DRILLED INTO ROCK 14.0 Ft. 

15. DATE BORING 
,STARTED 
I 
I 04-04-03 

16. ELEVATION TOP OF BORING 10.7 Ft. 
17. TOTAL RECOVERY FOR BORING 52 % 

t----------------------------t 18. SIGNATURE AND TITLE OF INSPECTOR 
8. TOTAL DEPTH OF BORING 

ELEV. DEPT ... 

a 
z 
w 
It 
w ... 

60.0Fl 

CLASSIFICATION OF MATERIAL5 % 
REC. 

K. Sandhu, CMI Engineer 
a=w 
O~ RQD 

~~ BR 
11111 

REMARKS 

1 COMPLETED 
I 
I 04-00-03 

1-~10~.1"-l-~o~.o _ __, ..... ,.,.._~=----::----:-.,.----:--=-----.,.....,....---+--+--+--+--'1~0.~1------------+--1-o 
FILL, gravelly, mixture of fine gravel size 

-

-

7.7 3.0 

-

5.7 5.0 

4.1 6.6 

1.4 .... 9.3 

-

-

-

limestone, ooarse grained limestone sand and silt, 
dry, brcMnl 

"-At El. 8.2 Ft, lens of dark brown fine grained sand 

"' ""Limestone, hard, slightly weathered, aphanitic, f thick, porous, light brown 
~ 

; 
~ 'l~;'. Sandstone, soft, moderately weathered, 

.~ .. ~· mediul"Tli;lrained, thin, porous, liWe shell, gray 
:i;.~ 
ijjP.i 
l·l: t.); 
.~ .. ~­
:i;.~ 
ijjP.i 
{~l 

Limestone, soft, moderately weathered, 
mediul"Tli;lrained, thin, porous, some shell, gray 

47 

40 

40 

59 

RCV 
1 47 

2 RCV 
40 

3 RCV 
40 

RCV 
5 14 

31 

16 

9.2 11 

7 

6 

7.7 6 

4 

11 

6.2 14 

1.4 

4 x 5-1/2' Diamond Set Bit 
DT= 15 mils 
HP= 100 psi 

Zl .... 

12 

25 .... 

.... 
RCV 4 x 5-1/2' Diamond Set Bit 

~1_14--1-!:85~1 ~~~0--1-____:0~.7:..._ ___ 5::...:.:;m~ins~,~100::;;,.cnsi=·~---.i-~ 10 

44 7 RCV 
Zl 

4 x 5-1/2' Diamond Set B~ 
DT=24mins 
HP= 100 psi 

.... 

.... 



Boring Designation CP02-EAARSCB-0009 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agia.lllural Area Reservoirs State Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=741,707 Y=784,785 10.7 Ft. 
a 
z 

ELEV. DEPTH Ill CLASSIFICATION OF MATERIALS 

" Ill ... 

-5.3 16.0 
g 

,, Sandstone, soft, moderately weathered, J!. medium-grained, some shell, some silt, little sand, 

~ 
r;Jey -

~ - ~;i 
~~ 

- :t~· . i 
~ - t§. 

•;t 
- ~ 

f ~ ·i -
::t; 

f~ -
~ - ~ 

' ! 
: ~ - ~ 

! - r. 

~-! -At El. -15.3 Ft., 1race phosphate 

-~i - ;i; 

?:; 

·I -
~ .. - ·'i'-At El. -18.3 Ft., few phosphate 
.. 

- .. 
. 
.. -

.. 
. - ~ 

~~. - "i 
::t; 
-~ - . ;t 
~~ 

SAJ FORM 1836-A 
JUN02 

~ ... 
0-' RQD % II. BB REC. ><:I! Oc 
lllft:I 

RCO 80 8 80 

-
80)( 

1 

RCO 80 ~ 62 
2 

47 10 RCO 
47 

47 11 RCO 
47 

RCO Z1 12 Z1 

RCO 80 13 
80 

47 14 RCO 
47 

RCO 80 15 80 

50 16 
RCO 

50 

RCO 45 17 45 

RCO Z1 18 Z1 

47 19 

-5.3 

-9.3 

-10.8 

-12.3 

-13.8 

-15.3 

-16.8 

-18.3 

-20.3 

-22.3 

-23.8 

I SHEET 2 

OF 4 SHEETS 
I I 

: HORIZONTAL : VERTICAL 
I NAD83 I NAVDB8 I I 

iii. Ill 

•t: :I 
REMARKS 

... 
o., c .... ~ 1110 z 

20 
SPT SanlJler 

14 
50/'Z'/OJJ 

-

4 x 5-112'' Diamond Set Bit 
DT=44mins -
HP= 100 psi 

-

9 

SPT San1Jler 8 
17 -

9 

7 -
SPT SanlJler 6 

12 
6 

8 

SPT SanlJler 9 
19 -

10 

7 -
SPTSampler 8 

18 
10 

8 

SPTSampler 9 
18 -

9 

7 -
SPT San1Jler 8 

18 
10 

7 

7 
SPTSallEr 15 -

8 

6 

7 
SPT SanlJler 14 -

7 

7 

7 

SPTSampler 5 
11 -6 

SPT San1Jler 6 

(Qxitinued) 

15 

20 

25 

30 

35 



Boring Designation CP02-EAARS-CB-0009 

DRILLINC3 L OG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COOROINATE SYSTEM/DATUM 

CERP Everglachs AgriOJltural Area Reservoirs S1ate Plane, FLE 

LOCATION COORE INA TES ELEVATION TOP OF BORING 

X=741,707 ' = 784,785 10.7Ft. 
a 
z 
Ill ELEV. DEPTH 

" 
CLASSIFICATION OF MATERIALS 

Ill ... 
. ' . 
~ .. 

..... Iii·.: 
. ' 

- .. 
Iii·.: 

. ' 
..... ~ 

~ .. .. - . ' 

.. 
.. ..... 
. ' 

~ .. . - .. 
.. 

- .. 
.. .. 

..... 
. · · 5 '-From El. -32.4 to -32.8 Ft, lens of gravel size .. sandstone - .. . 
.. 5 
.. ..... .. . 

.. 5 - .. .. . 
..... .. 

~ ·.: 
.. . - .. 

Iii·.: 
..... . . . 

.. 
~ ·.: - .. 
.. 

- ~ • .: t'--From El. -40.3 to -41.8 Ft., some gravel size 
. ' sandstone . 

- .. 
Iii·.: 

. ' 
- .. 

.~ .. 
-43.3 54.0 

. SAND, poorly-graded with silt, mostly fine-grained 
quartz, little shell, little silt, trace phosphate, trace . fine gravel-sized sandslone, green gray (SP.sM) . 

SAJ FORM 11136-A 
JUN02 

11:111 
0-' RQD 

% L 
REC. >C::E BB oc 

lllfn 

RCD 47 19 47 

RCD 27 20 27 

RCD 33 21 33 

RCD 20 22 
20 

RCD 20 23 20 

33 24 RCD 
33 

RCD 40 25 33 

67 26 RCD 
67 

53 27 RCD 
53 

40 28 RCD 
40 

RCD 87 29 87 

RCD 73 30 
73 

RCD 80 31 80 

RCD 40 32 40 

-25.3 

-26.8 

-28.3 

-29.8 

-31.3 

-32.8 

-34.3 

-35.8 

-37.3 

-38.8 

-40.3 

-41.8 

-43.3 

I SHEET 3 

OF 4 SHEETS 
I I 

: HORIZONTAL : VERTICAL 
I NAD83 I NAvalB I I 

iii. Ill 

:r::t: :I ... 
REMARKS o., c .... =:-1110 z 

5 
SPTSanlJler 10 

5 

5 

SPTSanlJler 4 
8 -

4 

4 -
SPT SaTipler 3 

6 
3 

4 

SPTSampler 4 
8 -

4 

4 -
SPT &mpler 4 

9 
5 

5 

SPT SaTipler 10 
16 -

6 

8 -
SPT SanlJler 9 

18 
9 

6 

SPT SanlJler 5 
15 -

10 

9 -SPT SaTipler 7 
13 

6 

9 

SPT SaTipler 7 
14 -

7 

6 ... 
SPT &mpler 5 

8 
3 

5 

SPT SaTipler 4 
7 -3 

2 ... 
SPT SaTipler 1 

3 
2 

3 
SPT SaTipler 

4 

(Continued) 

35 

40 

45 

55 



(~ 

Boring Designation CP02-EAARS-CB-0009 
INSTALLATION 

DRILLING LOG (Cont. Sheet) Jacksonville District 
I SHEET 4 

OF 4 SHEETS 

' ' PROJECT COORDINATE SYSTEM/DATUM : HORIZONTAL :VERTICAL 

CERP Everglaides Agrirultural /vea Reser\/oirs Stale Plane, FLE 

LOCATION COOl'IDINATES ELEVATION TOP OF BORING 

X=741,707 Y=784,785 10.7 Ft 
Cl 
z 
Ill ELEV. DEPTH 0 
Ill ... . 

- . . - . . -
- . 

-49.3 60.0 

-
-
-
-
,_ 

-

-

-

-

-

-

-
..... 

-
SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

NOlES: 

1. Soils are field visually classified in accordance 
with the Unified Soils Classification System. 

2. Lal:xJratory Testing Results 

&JVA.E S6M'l.E ~TORY 
ID IEPTH a.ASSIFICATION 

14 26.0f2.7.5 SPSM* 
32 54.0/55.5 fM 

*Lab visual dassification based on gradation 
curve. No Atterberg limits. 

3. Additional Labora!ay Testing 

14 Moisture Content 
14 Specific Gravity 
32 Moisture Content 
32 Specific Gravity 

ii=111 
0-' RQD 

% II. 
REC. ><I! BB Oc 

111111 

40 32 

RCV 00 33 00 

00 34 RCV 
00 

RCV 00 35 00 

I NAD83 I NAVDBB ' ' 

iii. 
1:t:: 

REMARKS o., .... 
Ill"' 

-44.8 SPT Sa'npler 7 

9 

SPTSampler 15 

-46.3 23 

11 

SPT SanlJler 13 

-47.8 18 

13 

SPT Sa'npler 12 

-49.3 22 

140# hammer wro· drop used with 2JJ spit 
spoon (1-318" l.D. x Z' O.D.). 

Abbreviations: 
DT=DrillTme. 
HP = Hydraulic Pressure. 

Ill 

= ... 
~ z 
11 

38 

31 

34 

,_ 

,_ 

,_ 

,_ 

,_ 

,_ 

,_ 

,_ 65 

,_ 

..... 

..... 

..... 

..... 70 

..... 

-
..... 

-
75 
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Boring Designation CP02-EMRS-CB-0011 

DRILLINO LOG 
I DIVISION INSTALLATION I SHEET 1 

South AUantic Jacksonville District OF 5 SHEETS 

1. PROJECT 9. SIZE AND TYPE OF BIT See Remarks 
CERP Everglades Agirultural Area Reservoirs 10. COORDINATE SYSTEM/DATUM : HORIZONTAL •VERTICAL 

I 

Phase 1, Effort 1, Compartment A Slate Plane, FLE 
I 

NAD83 
I 

NA\/al8 I I 

2. BORING DE&.11GNATION 1 LOCATION COORDINATES 11. MANUFACTURER'S DESIGNATION OF DRILL D AUTO HAMMER 
I 

(YQ2-EAA.RS-CB-0011 I X=758,046 Y=764,523 CME-55 C8J MANUAL HAMMER . 
3. DRILLING AGiENCY 1 CONTRACTOR FILE NO. : DISTURBED : UNDISTURBED (UD) 

I 12. TOTAL SAMPLES I I 
Ardaman a Associates, Inc. I 02-042 I 51 I 0 

4. NAME OF DR ILLER 13. TOTAL NUMBER CORE BOXES 3 
R. Lockley-

14. ELEVATION GROUND WATER 
5. DIRECTION CIF BORING 1DEG. FROM 1 BEARING 

[81 VERTICA..L :VERTICAL I ,STARTED 1 COMPLETED I 

01NCLINEm 
. . 15. DATE BORING I 

04-07-03 
I 

Q4.00-03 I I I I 

6. THICKNESS OF OVERBURDEN 13.2 Ft. 16. ELEVATION TOP OF BORING 10.5Ft. 

7. DEPTH DRIL .. ED INTO ROCK 12.8Ft. 17. TOTAL RECOVERY FOR BORING 74% 
18. SIGNATURE AND TITLE OF INSPECTOR 

a. TOTAL DEPIH OF BORING 80.0Ft. H. Snvder, CMI Enaineer 
Cl lhl iii. Ill 
z 0..1 RQD ~t: ~ 
Ill % L ... 

ELEV. DEPTH c:I CLASSIFICATION OF MATERIALS REC. ><:& OR REMARKS Oon ~ Ill oc UD .... ... alflJ mo z 

10.5 0.0 10.5 
~ FILL, dayey, mostly peat and organic matter, dark 

~'°'"";'a• Ft . .,. """""'""' """"" 

2 

-
8.5 2.0 ~ 

..... 

-
..... 

-
..... 

-
1.5 9.0 

' '"J;'J:.. 
&l'lt: 

~i;~ - ;;ii-I): 
',&,?.t . , .. 
7Jl'lY. 
& t - ~~ ;;ii-I): 

';,~"t.t 
:;; i':r.. 

- 5 &l'lt: 

~~i;~ 
c:;jl.I): 
~ ~"t.t 

- '1}'7. 
&l'lt: 

~i;~ 
;;ii-I): .... ~"t.t 
·11':r.. 
&l'lt: 

~~~ 
SAJ FORM 183> 
JUN02 

80 1 

FILL, gravelly, mixture of fine gravel size 73 2 
limestone and sandstone, trace of silt, shell, 
phosphate and quartz sand, gray 

53 3 

40 4 

13 5 

67 6 

Sandstone, moderately haftt, unwealhered, 
fine-grained, porous, litUe shell, trace silt, trace of 
quartz sand, liglt broMl 00 7 

20 8 

72 9 

101 ~ 

SPTSampler 7 
24 ..... 

9.0 17 

14 -SPTSampler 16 
27 

7.5 11 

7 

SPTSampler 5 
7 -

6.0 2 

9 -
SPT&rnpler 2 

5 
4.5 3 

4 

SPTSampler 5 
10 -

3.0 5 

5 -
SPTSampler 6 

15 
1.5 9 

18 

SPTSampler 20 
25 -

0.0 5 

5 -
SPTSampler 8 

12 
-1.5 4 

1 
SPTSampler 22 

-2.8 .&;;;. 1r.Jt'H1·~1 22+ -
4 x 5-112" Diarmnd Set Bit RCJ) -74 

DT= 15ni1s 
HP =225 psi 

(Continued) 

0 

5 

10 

15 
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Boring Designation CP02-EAARS-CB-0011 
INSTALLATION 

DRILLING LOG (Cont. Sheet) Jacksonville District 

PROJECT 

CERP Everglades Agicultural Area Reservoirs 

COORDINATE SYSTEM/DATUM 

Slate Plane, FLE 

LOCATION COORDINATES 

x = 758,046 y = 764,523 
ELEVATION TOP OF BORING 

10.5 Ft. 

ELEV. DEPTH 

-7.5 18.0 

-

-

-
~11.0 21.5 

-

-15.5 26.0 

JUN02 

Cl 
z 
w 
c:I 
w ... 

... . . •.·.· ... 

·.·.· ... 

•.·.· ... 

CLASSIFICATION OF MATERIALS 

Sandstone, moderately ha"d, unweathered, 
fine-grained, trace quartz sand, trace silt, trace 
plDsphate, light l:roNn 

SAND, poorly-graded, mostly angular fine-grained 
quartz, few shell, trace phosphate, trace silt, gray 
(SP) 

Sandstone, soft, unweathered, medil.111-Qrained, 
some fine grained quartz sand, li!Ue shell, trace 
phosphate, trace silt, gray 

a=w 
O~ RQD 

Rt'°c. ~~ 8B 
111111 

101 v~ 

80)( 

W-
100 11 ~ 

73 12 

87 13 

67 14 

100 15 

7 16 

60 17 

87 18 

47 19 

73 20 

73 21 

-7.5 

-9.0 

-10.5 

-12.0 

-13.5 

-15.0 

-16.5 

-18.0 

-21.0 

-22.5 

-24.0 

ISHEET 2 

OF 5 SHEETS 

' ' : HORIZONTAL :VERTICAL 

: NAD83 : NA\/Ol8 

REMARKS 

4 x 5-1/2" Diamond Set Bit 
OT= 15 rnins 
HP=225psi 

4 x 5-1/2" Diamond Set Bit 
DT=2rnins 
HP=225osi 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

SPTSanpler 

9 

19 

6 

5 

8 

9 

7 

9 

10 

10 

18 

18 

11 

11 

11 

10 

10 

10 

9 

5 

7 

7 

8 

8 

9 

8 

8 

11 

11 

w 
:I ... 
~ z 

25 

17 .... 

19 

36 >-25 

-
22 

20 -

-
12 

14 -

-
17 

19 .... 



Boring Designation CP02-EAARSCB-0011 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everglades Agricultural Area Reservoirs Slate Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=758,046 Y=764,523 10.5 Ft. 
a a=w z 0-' RQD w % II. 

ELEV. DEPTH c:I CLASSIFICATION OF MATERIALS REC. )(& BR w ... 
:.ti-;. 
:t~t. 
:t~· - ~;~ 
~'t.··· • f;r;. 
:.t~l· 
:t~t. - :t~; 
~·~= ~'t.··· • f;r;, 
:.t~l· - :t~t. 
:t~; 
~·~= ~'t.··· • f;r;. 

- :.ti'I:· 
:t~t. 
:\~· 

~·~= ~'t.··· - • f;r;. 
:.ti'I:· 
:t~t. 
:\~· - ~·~= ~'t.··· • f;r;. 
:.ti~· 
:t~i· - :t~; 
~·~ ~'t.··· • f;r;. 
:.ti~· - :t~i· 
:t~· 
~·~ ~'t.··· • f;r;. 

- :.t~~· 
"C :t~t. 
"':t~· 
:;;~·~ 
£i ~ti;. - "'. f • 
~ :.t~~· 

:::> :tl'i' 
:t~; ..... ~·~ ~'t.··· • f;r;. 
:.tt~· 
:t~t. ..... :t~; 
~·_!;} ~'t.··· • f;r;. 
:.tt~· ..... :t~t . 
:t~· 
~·~ ~'t.··· • f;r;. 

..... :.tt~· 
IC~t. 
:\~· 
~·~ ..... ~'t.··· • f;r; • 
:h;· 
IC~f. 
:t~; - ~·_!;} ~'t.··· . f;r;. 
:·H~· 
IC~i· ..... :t~; 
~·~ ~'t.··· • f;r;. 
:-t~-;. - 'IC~i· 
:t~; 
~·~ ~'t.··· • f;r;. 

- :.t~'(· 
IC~t. 
~~· 
~i~ 

SAJ FORM 1836-A 
JUN02 

Oc 
111111 

80 22 
-25.5 

93 23 

-27.0 

100 24 

-28.5 

00 25 

-30.0 

80 26 

-31.5 

80 27 

-33.0 

80 28 

-34.5 

67 29 

-36.0 

93 30 

-37.5 

80 31 

-39.0 

33 32 

-40.5 

90 33 
-41.5 

112 33 ROO 
0 -42.3 

BOX 
3 

ROO 66 L3L 29 

[005( 

I SHEET 3 

OF 5 SHEETS 

' ' I HORIZONTAL : VERTICAL 
I 
I NAD83 I NA\/alB ' ' 

iii. w 
!l':t: :I ... 

REMARKS o., ~ .... 
me z 

12 
SPT &rnpler 

13 
25 

7 

SPT&rrper 9 
18 

9 

5 

SPT&rrper 5 
12 

7 

6 

SPTSampler 8 
15 

7 

7 

SPT &rrper 8 
16 

8 

9 

SPT&rrper 9 
20 

11 

20 

SPTSampler 7 
16 

9 

10 

SPT&rrper 14 
29 

15 

18 

SPT&rrper 17 
35 

18 

35 

SPT&rrper 49 
83 

34 

81 

SPT&rrper 54 
128 

74 

61 
SPT&rrper 

65 

4 x 5-112'' Diamond Set Bit 
6 mins, 250 psi 

4 x 5-112'' Diamond Set Bit 
DT=30ni1s 
HP= 300 psi 

(Qxitinued) 

35 

-
-

..... 40 

..... 

..... 

-
45 

..... 

..... 

..... 

..... 

..... 

..... 

55 
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Boring Designation CP02-EMRS-CB-0011 

DRILLING LOG (Cont. Sheet) 
INSTALLATION 

Jacksonville District 

PROJECT COORDINATE SYSTEM/DATUM 

CERP Everalades Agricultural /'lea Reservoirs Slate Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X.=758,046 Y=764,523 10.5 Ft 

ICI 11!111 z 0-' RQD 
Ill % II. 

ELEV. DEPTH c:i CLASSIFICATION OF MATERIALS REC. ><2 8D 
Ill ... 

:.t!'(· 
i:t. 
~~: - i.li•.!ii ~l.··· i:r;. 
:,\~~-
i:i. ... ~~-
i.li•.!ii ~l.··· . i:r;. 
:,\~~-... i:i. 
~~: 
i.li•Jii ~l.··· • i:r;. ... :,\~~· 
i:i. 
~~: 
i.li·~ ~l.··· ... . i:i:' 
:,\~~-:tMf, 
:t~: - ;.Ji•~ ~l.··· i:i:' 
:,\{~· 
:i:i. - ~~-
i.li•~ ~l.··· • i:r;. 
:,\{~· - :i:i. 
~~-
i.I;!~ 
~l.··· • i:i:' - :,\{~· 
:i:i. 
~~: i.J;;]!] 

- ~l.··· • i:r;. 
:,\~~-
•:i:i. 
~~: - i.1; ;]!] 
~l.··· • -ti:' 
:.\~~-
:itt. - ~~: 
i.J;;.J!> 
~t·-· • i:r;' 
:.t{B - :ttt. 
~~: 
i.li•.1!> ~t·-. • i:r;' - :,\~°(-
:ttt. 
~~: 
i.li•.11.i - ~i~ :,\· . 
:ttt. 
~~-- i.J;;~ 
~t·-· • i:r;. 
:.t~..:-
:t~i-- ~?-': i.J;;_J;.i 
~l.··· • i:i:' - :.ttj - :ttt-
~?-': 
i.J;;~ 
~l·-. • i:i:' - :.ti~ 
:itt-
~?.!': 
~;iy 

SAJ FORM 1836-A 
JUN02 

66 

64 

93 

00 

00 

73 

100 

00 

00 

87 

87 

00 

87 

oc 
IDfll 

,j 

34 
RC[) 

29 
-45.8 

35 
RC[) 

0 

-48.0 

36 

-49.5 

37 

-51.0 

38 

-52.5 

39 

-54.0 

40 

-55.5 

41 

-57.0 

42 

-58.5 

43 

-60.0 

44 

-61.5 

45 

-63.0 

46 

-64.5 

I SHEET 4 

OF 5 SHEETS 
I I 

: HORIZONTAL :VERTICAL 
I NAD83 I NA\/a!8 I I 

iii. Ill 

1t: :I ... 
REMARKS o., c .... ~ 1110 z 

4 x 5-1fZ' Diamond Set Bit 
DT=30rrils 
HP=300psi 

4 x 5-1fZ' Diamond Set Bit 
DT=2rrils 
HP=200 psi 

6 

SPT SaTipler 7 
13 

6 

15 

SPTScmpler 21 
37 

16 

17 

SPT Scrnpler 16 
31 

15 

14 

SPTScmpler 13 
25 

12 

11 

SPT Sarr1J1er 13 
23 

10 

12 

SPTScmpler 14 
31 

17 

16 

SPT Sarr1J1er 20 
39 

19 

21 

SPT SaTipler 26 
00 

24 

23 

SPT Scmpler 24 
49 

25 

20 

SPTScmpler 22 
39 

17 

21 

SPT Scrnpler 18 
34 

16 

(O:nlinued) 

55 

-

-

-

-

60 

-

.... 

... 

... 65 

... 

.... 

.... 70 

.... 

.... 

-

75 
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Boring Designation CP02-EMRSCB-0011 
INSTALLATION 

DRILLING LOG (Cont. Sheet) Jacksonville District 
I SHEET 5 

OF 5 SHEETS 
I I 

PROJECT COORDINATE SYSTEM/DATUM : HORIZONTAL :VERTICAL 

CERP Everglades Agicultural Area Reservoirs Stale Plane, FLE 

LOCATION COORDINATES ELEVATION TOP OF BORING 

X=758,046 Y=764,523 10.5 Ft. 
Cl 
z 

ELEV. DEPTH IU 
c:I 
IU ... 

:.th 
:t~t. 
;t~. ,_ ~t~: 
;.-t~le: 
:-t~~· 

"O :tt'i;. ,_ "':l.~; 
iii~;~: 
£~lie· 
~ ;-tl~: ,_ 5 :t~t. 
;t~. 
~;~: 
~l··· • ~Z:· ,_ :-ti~· 
:t~t. ... ll~i 

-69.5 ... 80.0 ·~-t~. 
... 

-

-

-

-

-

-

,_ 

,_ 

,_ 

,_ 

-
,_ 

,_ 

-
SAJ FORM 1836-A 
JUN02 

CLASSIFICATION OF MATERIALS 

NOTES: 

1. Soils are field visually classified in accordance 
wi1h the Unified Soils Classification System. 

2. Laboratory Testing Results 

S6lltR..E S6lvA..E LABrnATORY 
ID l:EPTH a..ASSIFICATION 

1 0.0/1.5 

3. Additional Laboratory Testing 

1 Moisture Content 
1 Specific Gravity 

ai:w 
0-' RQD % >CL 80 REC. Olli 
111:il 

80 47 

80 48 

73 49 

100 50 

I NAD83 I NAVDBB I I 

iii. 
r:t: 

REMARKS o., .... 
1110 

16 

SPTSan'µer 19 

-66.0 24 

22 

SPTSan'µer 18 

-67.5 17 

19 

SPTScmpler 18 

-69.0 18 

-69.5 SPTSan'µer 20 

140# harrmer wOO' drop used with 2.CY spllt 
spoon (1-318" l.D. x Z' O.D.). 

Abbreviations: 
DT=DrillTme. 
HP = Hydraulic Pressure. 
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F319913F BRDGWI 

DATE BY 

BORING NO. CP04-EAARS-CB0066 
N782119.26 £757939.03 
ELEV 8.3 
DATE 4/14/2DD4 

¥ 4 
(2) 

50=6" (3A) 

10 (3C) NM -g -200 = 
13 (38) LL= 
52 Pl -
18 ORG -

6 
7 

20 
5/50~5" (3A) 

16 
50=1" 

10 (38) NM = 
10 -200 = 

10 ::.:.::: (4) 

12 
-~~:~~:~: 8 

13 

·~::~.:~: 10 
11 ·::·:·::: 

10 -:.:.·:. 
10 .... 

BOR!Nf, ~MINA TED 

¥ 
33 
42 
39 
22 
3 

25 
12 

REVISIONS 

DESCRIPTION 

BORING NO. CP04-EAARS-CB0067 
N778638.59 £757976.89 
ELEV 8.6 
DA TE 4/13/2D04 

(2) 
(3C) 

24 
9 
4 

18/50~3· 

7 (38) 

4 
10 
12 

23/50~5" (3A) 

15 
41 

50=5" 
(4) 

11 
-~~:~~:~: 5 

6 

·~~:~~:~: 8 
9 ·::·:·::: 

11 ·:.:.·:. 
11 

-~~:~~:~: 7 
13 .... 

BORING TERM/NA TED 
0 52' 

NM 
-200 

¥ 

~ 

= 

BORING NO. CP04-EAARS-CB0068 
N776630.20 £758016.85 
ELEV 10.7 
DA TE 4/6/2DD4 

WOH/5s~i~ 
(2) 

¥ (3A) 

25 
7 

13 
2/50~2· 

(38) 27 
12 
8 

17 
31 
21 

13/51F3" 
(3A) 

52 
11 ·:.:.·;. (4) 

9 
-~~:D~: 13 

13 

-~~:D~: 8 
16 

-~~:D~: 24 
20 .··.:-:. 
30 .···· 
18 (38) 

BORING TERM/NA TED 
0 52' 

NM = 135 
-200 = 43 

LL= 96 
Pl = 51 

ORG = 68 

BORING NO. CP04-EAARS-CB0069 
N773623.87 £758088.04 
ELEV 8.9 
DA TE 4/6/2DD4 

(2) 
(3A) 

50=2" 
(38) 

3 
3 
5 

9/50~5" 
g 

11 
6/50~3" 

8 
11 

(3A) 50~5· 

45 
(4) 

17 -:.:.·;. 
13 ·~~:{:~-~ 10 
12 -::·:·::: 
6 ·:.:-·:. 
5 

-~~:{:~: 7 
9 

-~~:{:~·~ 11 
13 .... 

BORING TERM/NA TED 
@ 52' 

DATE BY DCSCR/PTION 
ENGINEER OF RECORD 

WILLIAMS EARTH SCIENCES, INC. 
DANIEL C. HART ff, PF 55438 

1900 NW 40th COURT 
POMPANO BEACH, FL 33064 

EB-0006378 

¥ 

BORING NO. CP04-EAARS-CB0070 
N771141.73 £758151.77 
ELEV 8.7 
DA TE 4/5/2004 

3 
50=1" 
50=3" 

4 
8 
7 

32 
3 
8 

26 
10 
24 

50~6" 

5 
9 

14 
20 
13 
10 
10 
7 
6 
9 

(2) 
(3A) 

(3C) 

(4) 

(38) 

BORING TERM/NA TED 
@ 52' 

SOUTH FLORIDA 
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WATER MANAGEMENT DISTRICT 

COUNTY LOCATION NO. 

PALM BEACH WEST LINE, 1 OF 3 

"' ~ 
~ 
>-
t:J 
" ;;:; 

~ 
"' '!ii 
'" <ii 

/FGFND 

§§§ (7) = Fill-gray to brown crushed limerock with silt, c/oy, organics ond shell 

B (2) = Dark brown organic SILT and clay with some limestone {PT) 

II {3A) = Gray, brown, and tan LIMESTONE 

9 (38) Gray ta tan silty to slightly silty calcareous SAND {SM) and 
limestone seams and shell 

9 
8] 

{3C) = Dark gray and brown silty SAND to sandy calcareous silt and 
clay with li'rnestone fragments and shell {SM) (ML){CH){Marl) 

(4) = Gray, green slightly silty to silty fine SAND with limestone seams 
and shell {SP-SM){SM) 

(5) = Gray shelly SAND with limestone (SP) 

GENERAi NOTfS 

DRIU AND PENETRAT10N TEST1NG WERE PERFORMED IN A9,PORDANfE WITH ASTM D 1586. 
NUJIBER TO LEFT OF EJORING INDICATES BLO'HS OF 1 J/8 l.D., 2 O.D. SPLIT-SPOON FOR 
12 OF PENETRAT10N (UNLESS OTHERWISE NOTED) Wirf-I A 140 LB. HAMMER DROPPED 30 INCHES 

THE BORING LOGS SHOWN REPRESENT SUBSURFACE CONDIT10NS WITHIN THE BOREHOLE AT THE 

~s?trftftV-'gffnf!&N W~R~!J,tfES B~1!fcELfJi:~Wrftt7'§ fffiftFffb ?Jr1Jftu~§Pfr ~t~kAWING. 
REFER TO GEO TECHNICAL REPORT BY WfWAMS EARTH SCIENCES FOR DETAILED BORING INFORMA T10N. 

CREW CHIEF: DERUBEIS 
DRILL RIG TYPE: CME-45 
HAMMER TYPE: AUTOMA T1C 

/'fumbers ta the left of Qorings indicate SPT values for 12" penetration. 
(Unless otherwise noted.) 

Water Table 

IOI Casing used 

NM = % Natural Moisture Content 
-200 = % Possing #200 Sieve 

LL = Liquid Limit 
Pl = Plasticity Index 

ORG = % Organic Content 

GRANULAR MATERIALS-

Relative Density 

Very Loose 
Loose 
Medium or Compact 
Dense 
Very Dense 

Consistency 

Very Soft 
Soft 
Firm 
Stiff 
Very Stiff 
Hard 

Safety Hammer 
SPT N-Value 

Blow/Foot 

Less than 4 
4 - 10 
10 - 3D 
30 - 50 
Greater than 5D 

SIL TS AND CLAYS-

Safety Hammer 
SPT N-Value 

Blow/Foat 

Less than 2 
2 - 4 
4 - 8 
8 - 15 
15 - 30 
Greater than 30 

Automatic Hammer 
SPT N-Value 

Blow/Foot 

Less than 3 
3-7 
7 - 21 
21 - 35 
Greater than 35 

Automatic Hammer 
SPT N-Value 

Blow/Foat 

Less than 
1 - 3 
3 - 6 
6 - 11 
11 - 21 
Greater than 21 

REPORT OF CORE BORINGS 

EAA 

SHEET 
NO. 



       
      

        

LABORATORY TESTING PERFORMED FOR THE PREPARATION OF THE CONCEPTUAL REPORT OF 
GEOTECHNICAL EXPLORATION COMPREHENSIVE EVERGLADES RESTORATION PLAN 
EVERGLADES AGRICULTURAL AREA RESERVOIRS, ARDAMAN & ASSOCIATES, INC. (2003) 
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U.S. STANDARD SIEVE OPENING IN INCHES U. S. STANDARD SIEVE NUMBERS 
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GRAIN SIZE IN MILLIMETERS 

COBBLES 
GRAVEL I SAND I 

COARSE FINE COARSE MEDIUM FINE 

Sample No. Depth Classificatlon co.% G• Org% w. LL PL Pl 

• 111 171.0 to 172.5 Ft. SM() 25.4 

GRADATION CURVES 
SAJ FORM 2087 
JUN 02 
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SILT OR CLAY 

PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0001 

BORING ELEV. 10.4 Ft., NAVD88 

DATE 9/16/2002 
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U.S. STANDARD SIEVE OPENING IN INCHES U. S. STANDARD SIEVE NUMBERS 

6 4 3 2 1~ 1 
3 1 3 

3 4 6 8 10 1416 20 30 40 50 140 200 "i 2 ii 70 100 
100 I II II I ~!I I I I I I I I I I I I I 
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GRAIN SIZE IN MILLIMETERS 

COBBLES 
I GRAVEL SAND l 
I COARSE FINE COARSE MEDIUM I FINE I 

Sample No. Depth Classificatlon C03 % o. Org% w. LL PL Pl 

• 119 177.0 to 178.5 Ft. SM() 17.4 
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SAJ FORM 2087 
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PROJECT CERP Everglades Agricultural Area Reservoir~ 

BORING NO. CP02-EAARS-CB-0002 

BORING ELEV. 12.0 Ft., NAVD88 

DATE 9/16/2002 
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U. S. STANDARD SIEVE OPENING IN INCHES U. S. STANDARD SIEVE NUMBERS 

6 1~ 3 1 3 
4 3 2 1 i. 2 - 3 4 6 8 10 1416 20 30 40 50 70 100 
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COBBLES 
I GRAVEL SAND 

COARSE FINE COARSE MEDIUM I FINE 

Sample No. Depth Classlflcatlon C03 % Ga Org% w. LL PL 

• 117 177.0 to 178.5 Ft. SP-SM () 17.4 
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SAJ FORM 2087 
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PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0003 

BORING ELEV. 10.7 Ft., NAVD88 

DATE 9/16/2002 
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U.S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 
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GRAIN SIZE IN MILLIMETERS 

COBBLES I GRAVEL I SAND I 
I COARSE I FINE I COARSE MEDIUM FINE 

Sample No. Depth Classification C03 % Ga Org% w. LL PL Pl 

• 99 157.5to 159.0 Ft. SM() 
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SAJ FORM 2087 
JUN 02 
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9.9 Ft., NAVD88 

10/4/2002 



U.S. STANDARD SIEVE OPENING IN INCHES U. S. STANDARD SIEVE NUMBERS 
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I COARSE I FINE I COARSE MEDIUM I FINE I 

Sample No. Depth Classification C03 % Ga Org% w. LL PL Pl 

• 77 114.0 to 115.5 Ft. 14.9 

Ill 80 118.5 to 120.0 Ft. 13.1 
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DATE 9/16/2002 
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U. S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 
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Sample No. Depth Classification C03 % o. Org% w. LL PL Pl 
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DATE 9/16/2002 
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U.S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 
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Sample No. Depth Classification C03 % Go Org% w. LL PL Pl 

• 2 1.5 to 3.0 Ft. SM 2.37 35.3 

IZI 9 18.0 to 19.5 Ft. CL 19.9 25 16 9 

& 11 21.0 to 22.5 Ft. SC-SM 22.3 24 19 5 

* 30 58.5 to 60.0 Ft. SM 2.73 25.3 0 0 NP 

GRADATION CURVES 
SAJ FORM 2087 
JUN 02 

HYDROMETER 

0 

10 

20 

30 
I-
::c 
!2 
w 

40 :!:: 
> m 
ci:: 
w 
UJ 50 ci:: 

~ u 
I-

60 z 
w 
u 
ci:: 
w 
IL 

70 

.. "' la. ,_ - ........., 80 ... 
....... t-e.. -

90 

100 
0.05 0.01 0.005 0.001 

SILT OR CLAY 

PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0007 

BORING ELEV. 10.4 Ft., NAVD88 

DATE 4/16/2003 
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U. S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 
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GRAIN SIZE IN MILLIMETERS 

COBBLES 
I GRAVEL SAND 

COARSE I FINE I COARSE MEDIUM FINE 

Sample No. Depth Classificatlon C03 % G, Org% w. LL PL Pl 

• 5 8.5 to 10.5 Ft. SM 2.73 21.6 

IZI 11 24.0 to 25.5 Ft. SP-SM 2.68 19.4 

... 28 49.5 to 51.0 Ft. SM-SP 2.78 16.3 

GRADATION CURVES 
SAJ FORM 2087 
JUN 02 

HYDROMETER 
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SILT OR CLAY 

PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0010 

BORING ELEV. 10.5 Ft., NAVD88 

DATE 4/22/2003 



c 
U.S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 

6 4 3 2 1! 1 
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GRAIN SIZE IN MILLIMETERS 

COBBLES 
GRAVEL SAND 

COARSE FINE COARSE MEDIUM FINE 

Sample No. Depth Classification C03 % Go Org% w. LL PL Pl 

• 1 0.0 to 1.5 Ft. SILT, inorganic-H (MH) 2.27 58.0 91 84 7 

GRADATION CURVES 
SAJ FORM 2087 
JUN 02 

) 
/ 

HYDROMETER 
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SILT OR CLAY 

PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0011 

BORING ELEV. 10.5 Ft., NAVD88 

DATE 4/22/2003 



n 

U.S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 

6 4 3 1! 
3 1 3 2 1 i. 2 - 3 4 6 810 1416 20 30 40 50 70 100 140 200 100 I II I I 

\~ " 
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GRAIN SIZE IN MILLIMETERS 

COBBLES 
GRAVEL I SAND I 

I COARSE I FINE I COARSE MEDIUM FINE I 

Sample No. Depth Classlficatlon C03 % G, Org% w. LL PL Pl 

• 6 7.5 to 9.0 Ft. SC 16.4 31 13 18 

IZI 8 10.5 to 12.0 Ft. SM 21.0 

... 15 21.0 to 22.5 Ft. SP-SM 12.1 

GRADATION CURVES 
SAJ FORM 2087 
JUN 02 

HYDROMETER 
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90 
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SILT OR CLAY I 
PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0012 

BORING ELEV. 16.3 Ft., NAVD88 

DATE 4/8/2003 



c n 
' ' 

U.S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS 

6 4 3 2 1i 1 
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GRAIN SIZE IN MILLIMETERS 

COBBLES 
GRAVEL SAND I 

I COARSE I FINE I COARSE I MEDIUM I FINE I 

Sample No. Depth Classification C03 % Gs Org% w. LL PL Pl 

• 5 6.0 to 7.5 Ft. CL 24.0 31 11 20 

IZI 16 22.5 to 24.0 Ft. SM-SP 18.4 

& 29 42.0 to 43.5 Ft. SM-SP 16.5 

* 34 49.5 to 51.0 Ft. SP-SM 21.0 

GRADATION CURVES 
SAJ FORM 2087 
JUN02 

HYDROMETER 
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SILT OR CLAY 

PROJECT CERP Everglades Agricultural Area Reservoir 

BORING NO. CP02-EAARS-CB-0013 

BORING ELEV. 10.8 Ft., NAVD88 

DATE 4/8/2003 



c ~. 

.) 

U.S. STANDARD SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER 
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COBBLES 

Sample No. Depth 

• 10 13.5 to 15.0 Ft. 

Ill 15 21.0 to 22.5 Ft. 

& 23 33.0 to 34.5 Ft. 

SAJ FORM 2087 
JUN 02 
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GRAIN SIZE IN MILLIMETERS 

SAND I 
SILT OR CLAY 

MEDIUM I FINE l 
G, Org% w. LL PL Pl 

2.72 50.6 93 25 68 
PROJECT CERP Everglades Agricultural Area Reservoir 

2.70 21.0 0 0 NP 

2.70 29.9 
BORING NO. CP02-EAARS-CB-0014 

BORING ELEV. 14.4 Ft., NAVD88 

DATE 4/16/2003 



c 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE F ILLED BOLLARD 

164' y 

166' 

~173.8' 

TOP OF SEAL 

TOP OF FILTER 

176' 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0001 
DATE STARTED: 090402 
DATE FINISHED: 090502 
INSTALLED BY: R. LOCKLEY 
SUPERVISOR: N. SCOTT 
EASTING: 781635.92 
NORTHING: 764245.56 
TOP OF CASING: 13.45' 

File No.: 02-042 

http:764245.56
http:781635.92


(~ CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE F ILLED BOLLARD 

168' y 

170' 

181.3' 

TOP OE SEAL 

roe OE FILTER 

182' 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0002 
DATE STARTED: 091302 
DATE FINISHED: 091702 
INSTALLED BY: M. GULICK 
SUPERVISOR: H. SYNDER 
EASTING: 736775.00 
NORTHING: 775528.47 
TOP OF CASING: 11.50' 

MP 

File No.: 02-042 

http:775528.47
http:736775.00


CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

175' y 

176' 

182.3' 

TOP OE SEAL 

TOP OF FILTER 

183' 

BOTTOM OE WELL 

BOTTOM OF BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0003 
DATE STARTED: 082702 
DATE FINISHED: 082802 
INSTALLED BY: D. GROOVER 
SUPERVISOR: T. HARRISON 
EASTING: 757931.67 
NORTHING: 774446.35 
TOP OF CASING: 10.52' 

File No.: 02-042 

http:774446.35
http:757931.67


CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

148' y 

149' 

·161.5' 

TOP OF SEAL 

roe OF FILTER 

162' 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

CP02-EAARS-MW-0004 
DATE STARTED: 100302 
DATE FINISHED: 100402 
INSTALLED BY: D. GROOVER 
SUPERVISOR: N. SCOTT 
EASTING: 810299.84 
NORTHING: 743306.33 
TOP OF CASING: 12.98' 

File No.: 02-042 

http:743306.33
http:810299.84


c 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

107' y 

109' 

121.5' 

TOP OF SEAL 

roe OF FILTER 

123' 

BOTTOM OF WELL 

BOTTOM OE BOREHOLE 

CP02-EAARS-MW-0005 
DATE STARTED: 091202 
DATE FINISHED: 091302 
INSTALLED BY: D. GROOVER 
SUPERVISOR: T. HARRISON 
EASTING: 694011.07 
NORTHING: 762894.74 
TOP OF CASING: 15.89' 

File No.: 02-042 

http:762894.74
http:694011.07


c 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

111' y 

113' 

'126.5' 

TOP OE SEAL 

roe OE FILTER 

127' 

BOTTOM OE WELL 

BOTTOM OF BOREHOLE 

CP02-EAARS-MW-0006 
DATE STARTED: 091302 
DATE FINISHED: 091502 
INSTALLED BY: R. LOCKLEY 
SUPERVISOR: N. SCOTT 
EASTING: 686902.38 
NORTHING: 737355.19 
TOP OF CASING: 16.68' 

File No.: 02-042 

http:737355.19
http:686902.38


(' 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

62' y 

63' 

74.5' 

TOP OE SEAL 

TOP OE FILTER 

76' 

BOTTOM OE WELL 

BOTTOM OF BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0007 
DATE STARTED: 041403 
DATE FINISHED: 041503 
INSTALLED BY: R. LOCKLEY 
SUPERVISOR: H. SNYDER 
EASTING: 791120.45 
NORTHING: 750710.17 
TOP OF CASING: 13.37' 

File No.: 02-042 

http:750710.17
http:791120.45


c: 

L 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

54' y 

55' 

6t5.5' 

TOP OF SEAL 

roe OF FILTER 

67' 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0008 
DATE STARTED: 041103 
DATE FINISHED: 041503 
INSTALLED BY: D. GROOVER 
SUPERVISOR: J. SUTTON 
EASTING: 772694.00 
NORTHING: 776923.56 
TOP OF CASING: 12.99' 

-62' 

File No.: 02-042 

http:776923.56
http:772694.00


c 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FI UED BOLLARD 

44' y 

45' 

S5.~' 

TOP OF SEAL 

57' 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

::f.@1· 

CP02-EAARS-MW-0009 
DATE STARTED: 041703 
DATE FINISHED: 041903 
INSTALLED BY: D. GROOVER 
SUPERVISOR: J. SUTTON 
EASTING: 741706.68 
NORTHING: 784785.27 
TOP OF CASING: 13.46' 

l,~r.1:{r-,:;(;,.;.(o1-><<...0o:1c...J...!"'"-l.~~""'"'-..:tl"-'-JU.<.~WL.---

File No.: 02-042 

http:784785.27
http:741706.68


c 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Weli 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

60' y 

61' 

71.9' 

TOP OF SEAL 

roe OF FILTER 

73' 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

CP02-EAARS-MW-0010 
DATE STARTED: 041503 
DATE FINISHED: 041603 
INSTALLED BY: D. GROOVER 
SUPERVISOR: J. SUTTON 
EASTING: 760575.24 
NORTHING: 751163.65 
TOP OF CASING: 13.38' 

UMP 

File No.: 02-042 

http:751163.65
http:760575.24


CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

68' y 

69' 

80.0' 

TOP OE SEAL 

81' 

BOTTOM OE WELL 

BOTTOM OF BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0011 
DATE STARTED: 041503 
DATE FINISHED: 041603 
INSTALLED BY: R. LOCKLEY 
SUPERVISOR: H. SYNDER 
EASTING: 758045.65 
NORTHING: 764522.95 
TOP OF CASING: 13.66' 

File No.: 02-042 

http:764522.95
http:758045.65


c~ 

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

36' y 

37.5' 

~9.0' 

TOP OE SEAL 

roe OF FILTER 

50' 

BOTTOM OE WELL 

BOTTOM OE BOREHOLE 

4"x4" l.D. 

~ 8"7 

CP02-EAARS-MW-0012 
DATE STARTED: 040403 
DATE FINISHED: 040803 
INSTALLED BY: R. LOCKLEY 
SUPERVISOR: H. SYNDER 
EASTING: 673825.94 
NORTHING: 762960.37 
TOP OF CASING: 19.37' 

File No.: 02-042 

http:762960.37
http:673825.94


(. 

(-

CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

21' 

32.2' 

33' 

20' y 

TOP OE SEAL 

roe OE FILTER 

BOTTOM OF WELL 

BOTTOM OF BOREHOLE 

CP02-EAARS-MW-0013 
DATE STARTED: 040303 
DATE FINISHED: 040403 
INSTALLED BY: J. RYOME 
SUPERVISOR: P. SANDHU 
EASTING: 695024.37 
NORTHING: 744559.80 
TOP OF CASING: 13.76' 

File No.: 02-042 

http:744559.80
http:695024.37


CERP - Everglades Agricultural Area Reservoirs 
Monitoring Well 

LOCKABLE PROTECTIVE CASING 
PAINTED YELLOW 

4" CONCRETE FILLED BOLLARD 

4.9' 

38' y 

39' 

50.0' 

TOP OF SEAL 

roe OF FILTER 

51' 

BOTTOM OE WELL 

BOTTOM OE BOREHOLE 

~ 8"7 

CP02-EAARS-MW-0014 
DATE STARTED: 040203 
DATE FINISHED: 040303 
INSTALLED BY: R. LOCKLEY 
SUPERVISOR: H. SYNDER 
EASTING: 686492.71 
NORTHING: 752500.91 
TOP OF CASING: 17.57' 

MP 

File No.: 02-042 

http:752500.91
http:686492.71


MV 
Geophysical 

BOREHOLE COMPEN8ATED 
SONIC 

w/ VARIABLE DENSITY 
LOG 

'. company Ardaman & Associates, Inc. 
...... Q) 

(.') 0 C) 

.E 0 ~ 
· Well CP02-EAARS-GL-0001 

=-er .s 
(J _J Cl) 

~ li ~ 
ff) Cl) ·-
<t: a::: ~..c: 

Field 

: County 
oes <t: a> u . 
c: <( w ca : Location 
mwa>a> : E .n:::mc:ti; 

EAA Reservoirs Storage 
Palm Beach state/Prv Florida 

CP02-EAARS-GL-0001 
other Services 

DIUSP 
XY/GR CO~<( E'.°g' 

"E Cl.. <( cti ..Q ! 
<((.)WC...LLj C: ,___ __________________ __. Elevation 

>. a.. ! Permanent Datum Ground Level Elevation i 
File No.: 02-042 

§ ~ i Log Measured From Ground Level I~:~: 
0 w' o U5 ! Drilfing Measured From Ground Level I G.L. 

Date 22-AUG-2002 
ONE 
. 183' 
183' 
175' 
65' 

5.875" 
MUD 
na/na 

RecordedB 
Witnessed B 

Borehole Record 
Run Number Bit From Size To 

ONE I 5.875" 79' 183' 

w ,t ~ Bottom 
6" Tern ora 79' 

i \ v 

rj 

13 
I 
v 

t1-· 

0 
0 ..... 

) 



MV 
Geophysical 

! 

DUAL INDUCTION 
LL3 I SP 

LOG 

: company Ardaman & Associates, Inc. 
<i ..... & ! Well CP02-EMRS-GL-0001 £8 ~ I 
~f ~ ~ I Field EM Reservoirs Storage 
~ r.h -~ I county Palm Beach state/Prv Florida 

0:: ~ .s:: !---~~~~~~~~~~~~~~~~~~---.~~~~~ 
~ ~ m m I Location 
«lLI;J~o:i m 
!ij~<C E:g 
"Oc..<(a; 0 
,d: <..> w CL Li: 

CP02-EAARS-GL-0001 

File No.: 02-042 

Other Services 

DIUSP 
BHCNDL 

~ ~ !--~~~~~~~~~~~~~~~~~~--; 

B_ l:' ~ Permanent Datum Ground Level Elevation K.B. 
E 'ill :2 § m Log Measured From Ground Level D.F. 

Elevation 

8 3 ~ 8 i'i5 DriDing Measured From Ground Level G.L. 
Date 22-AUG-2002 

, Run Number ONE 
Depth Driller 183' 
LJeDln Laom!r 183' 

! Bottom Loaaed Interval 181' 
Top Log Interval 79' 
Ooen Hole Size 5.875" 
TweFluid MUD 
Density I Viscositv nalna 
Max. Recorded Temo. na 
Estimated Cement Toe na 
Time Well Readv 18:30 8122J02 
Time Loa""r on Bottom 19:30 Bn.2/02 
Eauioment Number MVGS-1 
Location Ft.M"""' 
Recorded Bv S.MiHer 
Witnessed Bv R.BUJT !P.G. 

Borehole Record Tubinn Record 
Run Number Bit From To Size Weialll From To ONE 5.875" 7g 183' 

( 
"-._..,. 
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C'l1C'l I'll I 

MV 
...... ... I 

X-Y CALIPER I I 

GAMMA RAY : ! I 

Geophysical LOG ! I I 
i I 

! i I i 
I 

I 
; 

i Company Ardaman & Associates, Inc. 
I I 

I I I 
I 

...... (I) CP02-EAARS-GL-0001 0 8 0) Well I ! i c: ro i - ..... -Cf 0 Field EAA Reservoirs Storage 'C'• 'C' '21 I . I o....J Ci.5 c:c 
5! Ci> !!! 

C:: I C:: 
:::;. 

County Palm Beach State/Prv Florida UJ I UJ UJ 
w en ·- a.• a. t::l 
<Co:: ~..c: 

_,_ 
...J1...J en 

~ ~ m al I Location 1 Other Services (3: C3 ~, 1 I I 

~Ll;I~~ m CP02-EAARS-GL-0001 I DIUSP 
>•>< 

ro~~ E:g j BHCNDL 
I 

"Ea.. a; ..2 I <( (.) a.. LI.. File No.: 02-042 r >- 2: Elevation 
c: Ground Level 

IKB. 
llJ >- ll.. Permanent Datlm Elevation a. t: en E = -o ::J iti Log Measured From Ground Level D.F. 
8~~ 8w DrilDng Measured From Ground Level G.L 

(ti' 
Date 22-AUG-2002 I e 
Run Number ONE QI 

Depth DriOer 183' -~ E 
.2-ti Depth Lnnner 183' 

I'll Bottom Loaaed Interval 182' 
~~ ~ 

Too Loa lnteival SURFACE C'l C'l QI ---o 
Open Hole Size 5.875" J: 
TvneFluid MUD 
Densitv I Viscosi Iv na/na 0 
Max. Recorded Temo. na 
Estimated Cement Too na 
Time Well Readv 18:30 Bf}.2102 >--

0 
Time Loaaer on Bottom 18:30 8/2'l/02 0 

Eauloment Number MVGS.1 
T" 

Location Ft.M·~ 

Recorded Bv S.MiHer 0 
Witnessed Bv R.BurrlP.G. a. 

c( 
Borehole Record Tubinn Record ~ Run Number Bit From I To Size Weiaht From To 

ONE 5.875" 79' l 183' i l 
l ~~ & 

I ,, 
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LABORATORY TESTING PERFORMED DURING THE TEST CELL CONSTRUCTION WITHIN THE 
A-1 RESERVOIR SITE 

TEST CELL PROGRAM – TECHNICAL MEMORANDUM, 
BLACK & VEATCH (2006) 



 
 

   

 
 
 

  

    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    
    

 

Test Cell Construction and Testing – Technical Memorandum 1 

TABLES 

Table 1 December 2004 Boring Rock Testing Results 

Boring % Recovery % RQD UCS 
TC-01 54 46 3970 
TC-01 4740 
TC-02 42 21 
TC-03 34 0 
TC-04 48 28 4370 
TC-04 6060 
TC-05 72 40 8160 
TC-05 7310 
TC-06 19 10 
TC-07 25 20 
TC-08 44 26 7310 
TC-08 5700 
TC-09 56 50 6650 
7C-09 4080 
TC-10 16 14 
BA-01 50 22 10460 
BA-02 48 42 3110 
BA-02 8590 
BA-03 50 28 5970 
BA-04 53 31 
BA-05 56 42 
BA-06 35 22 3450 
BA-06 3170 
BA-07 32 6 
BA-08 66 52 10350 
BA-08 3310 
BA-09 70 52 
BA-10 48 30 7110 
BA-10 10350 
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Test Cell Construction and Testing – Technical Memorandum 1 

Table 2 December 2004 Boring Soil Testing Results 

Gradation: Percent Passing Sieve Hydrometer 

Boring Depth 

Moisture 
Content 

% 

Carbonate 
Content % 

3/4--
inch 

3/8-
inch #4 #10 #20 #40 #60 #100 #140 #200 Silt Clay 

BA-01 5.5 - 7 87.4 
BA-01 28.5 - 30 29.1 
BA-01 43.5 - 45 10.9 
BA-01 48.5 - 50 100 97.9 97.6 97.4 95.5 89.4 80.6 58.1 17.5 7.5 
BA-02 18.5 - 20 81.3 65.6 55.4 47.1 37.3 28.7 20.9 15.7 12.9 11.4 
BA-03 8.5 - 10 82.6 
BA-03 13.5 - 15 98.6 97.2 93.1 85.6 74.3 58.3 45.2 36.9 31 28.1 
BA-03 29 - 30.5 40.5 
BA-03 43.5 - 45 37.3 
BA-03 48.5 - 50 100 100 99.3 96.5 88.9 86.1 73.7 21.9 18.3 3.6 
BA-04 6 - 7.5 87.7 
BA-04 13.5 - 15 70.5 63.6 60.6 55.4 43.4 30 20.1 20.2 14.4 5.8 
BA-04 18.5 - 20 82.7 
BA-04 33.5 - 35 31.4 
BA-04 48.5 - 50 100 100 99.3 97.7 94.5 91.3 88.3 50.1 14.5 6.4 
BA-05 8.5 - 10 86.2 
BA-05 28.5 - 30 36.8 100 93.4 79.2 63.5 54.6 50.2 45.7 31.1 17.2 11.4 
BA-05 38.5 - 40 31.4 
BA-06 6 - 7.5 84.7 
BA-06 13.5 - 15 100 100 99.1 95.4 87.9 77.6 65.7 54.4 45.5 39.5 
BA-06 28.5 - 30 27.6 
BA-06 48.5 - 50 34.6 
BA-07 6 - 7.5 83 
BA-07 18.5 - 20 84.8 
BA-07 38.5 - 40 28.5 
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Test Cell Construction and Testing – Technical Memorandum 1 

Gradation: Percent Passing Sieve Hydrometer 

Boring Depth 

Moisture 
Content 

% 

Carbonate 
Content % 

3/4--
inch 

3/8-
inch #4 #10 #20 #40 #60 #100 #140 #200 Silt Clay 

BA-07 43.5 -45 100 98.5 89.6 78.9 70.8 66.7 62.4 36.3 13.8 8.4 
BA-08 8.5 - 10 85.9 

BA-08 13.5 - 15 83.7 
BA-08 38.5 - 40 32 
BA-08 28.5 - 30 93.9 83 77 70.1 63.6 59.1 53.2 32.9 16.9 12.2 
BA-09 13.5 - 15 100 96.7 91.3 84.9 76.9 67.6 54.8 43.1 34.1 29 
BA-09 23.5 - 25 78.5 
BA-09 38.5 - 40 25.3 
BA-09 43.5 - 45 100 97.8 95 88.5 82.6 81 72.6 39.8 33.2 6.6 
BA-10 13.5 - 15 83.5 
BA-10 33.5 - 35 26.7 
TC-01 38.5 - 40 24.5 10.3 
TC-01 48.5 - 50 91.1 97 81.9 72 56.1 48.1 34.1 10.4 8.5 1.9 
TC-02 8.3 - 9.8 100 93.6 88.7 82 66.4 46.5 32.8 26.7 24 22.1 
TC-03 13.5 - 15 100 98.2 95.2 90.8 84.1 74 60.6 45.1 32.6 26.6 
TC-04 6.5 - 9 100 88.4 7302 58.6 38.9 32.6 27.2 22.1 13.3 8.8 
TC-04 48.5 - 50 26.8 6.7 
TC-05 48.5 - 50 87.4 86.8 84.3 79.9 73.4 69.3 66.3 53.7 22.3 13.2 
TC-06 8 - 9.5 17.2 11.5 
TC-06 18.5 - 20 100 97.8 91.8 79.8 61.2 45.4 31.5 25.4 17.4 13.1 
TC-06 28.5 - 30 100 93.2 85.9 78.1 68.7 64.2 39.9 9.2 7.8 1.4 
TC-07 28.5 - 30 100 75.5 65 56.2 51.5 49 46.5 35.8 16.6 9.5 
TC-08 43.5 - 45 100 100 98.2 96 95.4 95.2 94.7 85.8 45.4 28 
TC-09 23.5 - 25 26.2 23.3 
TC-10 18.5 - 20 100 100 97 93.4 86 79.2 72.3 65.8 49.6 44.9 
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Test Cell Construction and Testing – Technical Memorandum 1 

Table 3 Construction Boring Soil Testing Results 

Gradation: Percent Passing Sieve 

Boring Depth 

Moisture 
Content 

% 

Carbonate 
Content % 2-inch 1-inch 

3/4-
inch 

3/8-
inch #4 #10 #20 #40 #60 #100 #140 #200 

TC1-N 5.5 - 7 15 100 94.9 83.2 70.8 56.8 44.4 34.3 27.7 23.9 21.5 
TC1-N 8.5 - 10 79 
TC1-N 33.5 - 35 26 100 98.3 98.1 95.6 90.5 85 72.5 30.9 9 5.6 
TC1-N 53.5 - 55 15 100 75 71.2 67.8 61.6 53.2 43.1 34.8 27.2 19.9 15.4 12.8 
TC1-N 58.5 - 60 63.2 
TC1-N 68.5 - 70 18 100 95.2 82 71.2 55.1 39.1 28.9 22.2 15.7 13 11.4 
TC1-N 73.5 - 75 24 100 94.8 88 79.7 62.6 44 29.7 19.6 11.4 9.1 8 
TC1-N 78.5 - 80 45.9 
TC1-N 88.5 - 80 25 100 95.1 86.5 75.6 61.7 50.2 37 20.9 17.7 16.8 
TC1-E 9 - 10.5 82.3 
TC1-E 13.5 - 15 21 100 83.1 74.7 68.5 62.1 53.1 43.8 35.3 28 24.8 
TC1-E 28.5 - 30 14.5 
TC1-E 53.5 - 55 17 100 95.7 77 63.9 49.7 36.5 28.1 22.3 17.7 15.1 13.6 
TC1-E 58.5 - 60 25 100 90.3 88 85.3 78.5 64.4 43 30 20 17 15.3 
TC1-E 63.5 - 65 41.6 
TC1-E 73.5 - 75 69.1 
TC1-E 83.5 - 85 22 100 83.5 72.8 59.8 45.4 34.1 22.8 13.3 11.2 10 
TC1-E 88.5 - 90 21 100 96.8 89.9 82.4 66.7 48.7 28.9 14.1 12.4 11.7 
TC1-E 98.5 - 100 15 100 96.5 89.5 72.9 47.8 34.5 24.8 15.7 13.2 12 
TC1-W 13.5 - 15 26 100 85 76.3 68.8 62.2 55.1 46.3 36.4 27.1 22.5 
TC1-W 18.5 - 20 91.9 
TC1-W 33.5 - 35 56.5 
TC1-W 48.5 - 50 26 100 94 92.1 88.2 82.8 78.6 75.2 53.1 22.8 15 
TC1-W 68.5 - 70 19 100 96 86.2 72.5 56.1 40 29.3 22.3 14.8 12.7 11.5 
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Test Cell Construction and Testing – Technical Memorandum 1 

Gradation: Percent Passing Sieve 

Boring Depth 

Moisture 
Content 

% 

Carbonate 
Content % 2-inch 1-inch 

3/4-
inch 

3/8-
inch #4 #10 #20 #40 #60 #100 #140 #200 

TC1-W 73.5 - 75 65 

TC1-W 78.5 - 80 22 100 91.7 90.8 84.3 69.2 50.6 37 24.6 15.1 12.7 11.5 
TC1-W 93.5 - 95 22 100 99 96.1 83.9 59.5 39.3 23.3 17 14.9 13.7 
TC1-W 98.5 - 100 67.7 
TC1-S 13.3 - 15 21 100 96.3 90.5 83.8 76.2 68.2 56.6 42.9 30 24.9 
TC1-S 18.5 - 20 87.1 
TC1-S 33.5 - 35 20 100 88 87.5 87.5 86.4 81.8 68.4 53 33.7 19.2 8.9 6.1 
TC1-S 38.5 - 40 40.7 
TC1-S 43.5 - 45 25.3 
TC1-S 48.5 - 50 100 100 96.4 89.9 84.3 80 77 64 33.1 21.2 
TC1-S 68.5 - 70 20 100 94.2 79.8 62.9 45.2 33.2 25.1 16.5 14.1 12.8 
TC1-S 73.5 - 75 68.9 
TC1-S 78.5 - 85 67.8 
TC1-S 93.5 - 95 23 100 98 92.2 81.6 58.8 38.5 21.6 14.4 13.6 12.3 
TC2-E 18.5 - 20 80.6 
TC2-E 28.5 - 30 100 86.4 77.2 69.5 64.1 60.4 56.5 35.5 15.4 10 
TC2-E 48.5 - 50 72.1 63.4 52.6 44.8 37.2 32.7 29.1 21.3 11 7.9 
TC2-E 78.5 - 80 95 85.7 76.6 62.1 43.7 30.6 21 13.2 10.8 9.6 
TC2-N 5.5 - 7 66.1 61.6 53.9 45.6 28.5 14.7 7.2 4.5 3.6 3.2 
TC2-N 8.5 - 10 78.7 64.4 34.4 26.6 21.2 18.2 16.4 15 14.2 13.6 
TC2-N 11 - 12.5 81.6 47.2 31.3 17.6 11.6 9 7.5 6.4 5.9 5.5 
TC2-N 13.5 - 15 77.5 68.2 53.6 41.6 32.6 25 19.2 14.9 12.4 10.8 
TC2-N 28.5 - 30 68.6 59 48.6 35.9 29.3 26.2 23.9 18.8 11.9 7.3 
TC2-N 33.5 - 35 100 98.9 97.5 96.2 94.3 64 12.2 4.3 
TC2-N 38.5 - 40 84.1 80.5 79.4 77.7 76.2 75.1 73.6 58.8 18.6 8.8 
TC2-N 58.5 - 60 93.5 83.8 75 64.7 53.4 4104 32 23.3 19 16.2 
TC2-N 63.5 - 65 93.6 86.8 76.3 62 46.6 33.6 23.2 14.3 12.2 10.8 
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Test Cell Construction and Testing – Technical Memorandum 1 

Gradation: Percent Passing Sieve 

Boring Depth 

Moisture 
Content 

% 

Carbonate 
Content % 2-inch 1-inch 

3/4-
inch 

3/8-
inch #4 #10 #20 #40 #60 #100 #140 #200 

TC2-N 68.5 - 70 81.1 46.5 33.5 23.9 18.5 15 12.2 9.1 7.3 6.4 
TC2-S 8.5 - 10 100 99.2 87.9 79.2 68.8 61.2 55.5 50.3 46.4 43 
TC2-S 11 - 12.5 89.5 
TC2-S 43.5 - 45 100 93.4 89.3 84.2 82.7 81.5 80.3 67.7 28.5 16.3 
TC2-S 53.5 - 55 100 96.6 86 66.3 43.2 31.3 12.7 16.7 11.8 9.6 
TC2-S 78.5 - 80 100 91.2 80.1 65.1 47.9 35.4 24 13 10.7 9.3 
TC2-S 83.5 - 85 92.1 74.8 60.4 45.8 33.3 25.5 19.2 12.5 10.8 9.7 
TC2-W 11 - 12.5 78.6 
TC2-W 33.5 - 35 23.3 100 98.7 94.3 88.5 84.7 79.6 61.2 22.6 14.4 
TC2-W 53.5 - 55 97 83.5 60.1 40.4 27.9 22.4 18.3 13.6 10.4 8.9 
TC2-W 73.5 - 75 90.1 81.8 70.8 57.8 42.4 30.5 21 12.6 10.2 8.9 
TC2-W 83.5 - 85 100 83.3 66.3 52.6 40.5 32.7 26 19 17.3 16.2 
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Test Cell Construction and Testing – Technical Memorandum 1 

Table 4 Test Cell 2 Soil-Bentonite Cutoff Wall Backfill Slurry Testing Results 

Sample 
Station 

Specific 
Gravity 

Gradation (Percent Passing) Hyd. 
Cond. 
cm/sec 3/4-inch 3/8-inch No. 4 No. 10 No. 20 No. 40 No. 60 No. 100 No. 140 No. 200 

0+70 2.7 100 100 90.1 76.5 63.3 52.7 44.2 38.1 33.4 29.2 7.9E-08 
2+70 2.7 100 100 86.1 72.8 60.5 50.8 43.4 37.4 33.2 29.1 1.9E-08 
4+80 2.7 100 100 83.5 66.5 54 43.2 39.1 34.1 30.8 27.6 2.4E-08 
6+40 2.7 100 100 92 80 68.1 58 49.9 44.4 39.5 36.5 4.0E-09 
8+40 2.7 100 100 90.7 77.4 65.2 55.1 47.2 41.8 37.7 33.7 1.4E-08 
10+40 2.7 100 99.6 89.4 76.6 64.2 54 46.4 41.2 37 33.3 2.3E-08 
12+40 2.7 100 100 89.5 76.1 63.1 52.6 44.9 39.1 35.2 31.7 6.8E-08 
14+40 2.7 100 100 89.5 75.6 61.9 51.1 43.2 37.3 33.3 29.5 8.9E-08 
16+30 2.7 100 100 89 75.4 62.7 52.3 44 38.2 33.9 29.9 4.0E-08 
13+30 2.7 100 100 88.7 74.9 62.4 52.4 44.3 38.5 34 29.7 6.0E-08 
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Test Cell Construction and Testing – Technical Memorandum 1 

Table 10 Moisture and Density Testing at Time of Breaching 

Test 
cell 

Approximate 
elevation in 
embankment 
(ft) 

Approximate 
depth (ft) 

Method Wet density 
(pcf) 

Dry density 
(pcf) 

Moisture 
content (%) 

1 10 12 Nuclear 139.4 120.9 15.3 
10 12 Nuclear 136.4 116.9 16.7 
14 8 Nuclear 133.5 113.4 17.7 
14 8 Nuclear 141.4 119.2 18.6 
18 4 Nuclear 131.1 110.5 18.7 
10 12 Sand cone 132.8 115.2 15.3 
14 8 Sand cone 137.2 116.5 17.8 
18 4 Sand cone 133.3 112.8 18.2 

2 10 12 Nuclear 134.1 117.8 13.8 
10 12 Nuclear 134.1 114.3 17.3 
14 8 Nuclear 133.5 115.9 15.1 
14 8 Nuclear 130.6 112.4 16.2 
18 4 Nuclear 136.8 117.4 16.5 
18 4 Nuclear 135.1 114.1 18.5 
20 2 Nuclear 128.7 109.9 17.1 
20 2 Nuclear 133.8 113.6 17.8 
10 12 Sand cone 136.1 118.1 15.3 
14 8 Sand cone 133.9 117.6 13.9 
18 4 Sand cone 137.6 117.1 17.5 
20 2 Sand cone 132.5 112.6 17.7 
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EAA Reservoir A-1 Geotechnical Data Report March, 2006 

Note: The borings at the Test Cell Site and the supplemental borings were assigned 
temporary identification numbers prior to drilling. These temporary boring numbers are 
referred to as old boring numbers in the report text. After completion of the test cell and 
supplemental borings, a block of new boring numbers was received from the USACE 
Jacksonville District office. Software used for the test results from the summer 2005 
borings did not permit the old boring number to be altered. The refore, the test results for 
the supplemental borings contain both the old boring number and its corresponding new 
number. The new boring number was inserted in the remarks column of the test results 
for the supplemental borings. The laboratory test results for the Test Cell borings contain 
only the old boring numbers. For ease of reference, the table below shows the old boring 
numbers for the Test Cell boring and the corresponding new boring number. 

Test Cell Borings 
Old Boring Number New Boring Number 

BA-01 CP05-EAARS-CB-0168 
BA-02 CP05-EAARS-CB-0169 
BA-03 CP05-EAARS-CB-0170 
BA-04 CP05-EAARS-CB-0171 
BA-05 CP05-EAARS-CB-0172 
BA-06 CP05-EAARS-CB-0173 
BA-07 CP05-EAARS-CB-0174 
BA-08 CP05-EAARS-CB-0175 
BA-09 CP05-EAARS-CB-0176 
BA-10 CP05-EAARS-CB-0177 
TC-01 CP05-EAARS-CB-0178 
TC-02 CP05-EAARS-CB-0179 
TC-03 CP05-EAARS-CB-0180 
TC-04 CP05-EAARS-CB-0181 
TC-05 CP05-EAARS-CB-0182 
TC-06 CP05-EAARS-CB-0183 
TC-07 CP05-EAARS-CB-0184 
TC-08 CP05-EAARS-CB-0185 
TC-09 CP05-EAARS-CB-0186 
TC-10 CP05-EAARS-CB-0187 
TC1-E CP05-EAARS-CB-0188 
TC1-N CP05-EAARS-CB-0189 
TC1-W CP05-EAARS-CB-0190 
TC1-S CP05-EAARS-CB-0191 
TC2-E CP05-EAARS-CB-0192 
TC2-N CP05-EAARS-CB-0193 
TC2-W CP05-EAARS-CB-0194 
TC2-S CP05-EAARS-CB-0195 
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0.0 0.0 2.4 0.2 8.0 I 81. 9 7.5 

SJ EVE 

SIZE 

3/4 in. 
3/X in; 

1f4 
#10 
1120 
#4() 
1t60 

ffl.00 
#140 
#200 

PERCENT 
. 

FINeR 

100.0 
97.9 
97.6 
97.4 
95.S 
89.4 
80.6 
5lU 
17.S 
7.5 

• (no spccificadon provided) 

Sample No.: B234 
Location: BA-0 I 

SPEC;" 
PERCENT 

PASS? 

(X-NO) 

Source of Sample: 

Client: 

PL= 

0 85= o.324 
030= 0.119 
Cu= 1.65 

USCS= 

NODARSE & ASSOCIATES, INC. Project: EAA 

Proi~et No: W04-G-487 

Soil Description 

Atterbera Limits 
LL= 
Coefficients 

0 60= oJsJ 
D15= 0.103 

. Cc=.1.01 

Classification 
AASHTO= 

Remarks 

Pl= 

Dso= 0.140 
01 o= 0.01>20 

Date: 
ElevJDepth: 48.5-50.0' 

Plate 
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o/o COBBLES % GRAVEL 
l--------1-........;C~R~. RNE 

SIEVE 

SIZE 
3/4 in. 
3/8 in. 

- #4 
#l() 
#20 
#40 
#60 

#100 
#140 
#200 

PERCENT 
FINER 
SL.3 
65.6 
55.4 
47.1 
37.3 
2~.7 
20.9 
IS.7 
12.9 
11.4 

25.9 

SPEC: 

PERCENT 

CRS. 

8.3 

..PASS? _ 

(X=NO) 

GRAIN SIZE - mm 
Va SAND 

MEDIUM 

18.4 

PL= 

FINE 
17.3 

Dss= 
D30= 0.466 
Cu= 

USCS= 

~ {no spec:ifii;aliaJ1 provided) 

Sample No.; B801 
Location: BA-02 

Source of Sample: 

SILT 

Soil Descrielion 

Atterbem Limits 
LL= 

Coefficients 
0 60= 6.82 
D15= 0.139 
Cc=-

Classlflcation 

Vo FINES 
CLAY 

11.4 

Pl= 

D50= 2.72 
010= 

AASHTO= 
-Remarks 

Date: 
Elev./Depth: 1 &.5-20.0' 
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Particle Size Distribution Report 
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500 100 10 1 0.1 0.01 0.001 
GRAIN SIZE-mm-

%COBBLES 1---__..%__..G_RA,VEL % SAND % FINES ·-
CRS. ~~F~IN-E,,.---t--CR~S-.-.-~M-E-D~IU~M=.::~~-Fl_N_E~-1-~~~-S-IL-T~~==...-~C-LAY .. _ 

SIEVE PERCENT 
SIZE FINER 

J/4 in. 98.6 
3/8 in. 117.2 

ft4 93.1 
#10 85.9 
#20 74.J 
#40 58.3 
#60 45.2 

ff.100 36.9-
#140 31.0 
#200 28.l 

~ (net spcciticaliou provided) 

Sample No.: ll280 
Location: BA-03 

5.5 7.2 27.6 30.2 -

SPEC: 
PERCENT 

PASS? 
(XsNO)-

Source of Sample: 

PL= 

Da_s= 1.83 
030= 0.0CJ72 
Cu= 

USCS;; 

Soil Descr!Dtlon 

Atterberg Limits 
LL= 
Coefficients 

Qoo= o.4S4 
015= 
Cc= 
Classification 

28.l 

Pl= 

AASHTO= 

Remarks 

Date: 
Elev./Depth: 13.5-15.0' 

I Noo~Rse & ~~soc~r~ •. 1Nc.1 

Client: 
Project: EAA 

Pr~ject No: W04-0-487 Plate 
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Particle Size Distribution Report 
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%GRAVEL i---"'-· _c_o_e_e_L_es_--i __ c"_Rs. FINE CRS. 

1.6 0.0 

SIEVE_ 

SIZE 

3/4in. 
:vs in. 

#4 
ffl 0 
#20 
#40 
tf60 

fflOO -
#140 
#200 

PERCENT 
FINER 
100.0 
100.0 
99.3 
97.7 
94.S 
91.3 
88.J 
.S0.1 
14.S 
6.4 

0.0 0.7 

SPEC.• - PASS? _ 

PERCENT (X=NO) 

: : : ~I 
I I I I 
I I I I 

%SAND 
MEDIUM 

6.4 

PL= 

FINE 

84.9 

Dss= 0.237 
030= 0.125 
Cu= I.71 

SILT 

Soil Description 

Atterberg Limits 
LL= 

Coefficients 
0 60= 0.166 
015• 0.107 
Cc==- 0.97 

Classification 

%FINES 

CLAY 
6.4 

Pl= 

D50= 0.150 
010• 0.0973 

USCS= MSHTO= 

" (110 spec:ilicalion provided) 

Sample No.; 0262 
Location: BA-04 

Source of Sample: 

Client: 

NODARSE & ASSOCIATES, INC. Project: EAA 

Prolect No: W04-G-487 

Remarks 

Date: 
Elev./Depth: 48.5-50.0' 
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Particle Size Distribution Report 
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GRAIN SIZE • mm 
'-----'-~~·G=-;R~AV~E~l=,,..,.-,--+....,...-...,---%:..:;..;;S~A~N~D-_.. ___ ,...--l-----:-..,.......-%:.:.:..f~IN~E~S::..,... __ ~-·-%COBBLES r 

~~~~~~~-+-~C~R~S-·~+--FIN~~ .f~R~S~ • ...J.-~M~E~Dl~U~M:::......~~~F~IN~E=-___,1--~~~S~L~T=-~~--L..~~C~LA~Y.:.---l 
0.0 0:0 20.8 15.7 133 38.8 

SIEVE 
SIZE 

3/4in. 
J/8 in. 

#4 
#10 
ttW 
#40 
#60 

#100 
#140 
11200 

PERCENT 
FINER 
100.0 
93.4 
79.2 
63.S 
S4.Ci 
50.2 -
45.7 
31.l 
17.2 
11.4 

" (no specitication provided) 

Sample No.: BCBR 
Location: BA-05 

SPEC: 
PERCENT. 

PASS? 

(X.,NO) 

Souree of Sample: 

Client: 

PL= 

uses= 

NODARSE & ASSOCIATES, INC. Project: EAA 

Proiect No: W04-G-487 

Soil Description 

Atterberg Limits 
LL= 
Coefficients 

060= i.s2 
015= 0.0972 
Cc= 

Classification 

11.4 

Pl= 

050~ 0.408 
D10= 

AASHTO= 

Remarlss 

Date: 
Elev./Depth: 28.5-30.0' 
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Particle Size D stribution Report 
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GRJ IN SIZE - mm 
% GRAVEL % SAND % FINES 

__ _::_c~e~.:.E~.~+,__~C~R~S~·~+--F~l~NE=---1-~C~R~S·=-i--*'n=ED~l~U=M--1~......:..F~IN=E=---+~~~~S=IL~T~~~l-_::;C=LA~Y~......1 
0.0 0.0 0.9 3.T 17.8 38.1 

SIEVE 

SIZE 

J/4 in. 
3/8 In. 

ft4 
#10 
ff20 
#40 
#QO 

#100 
#140 
#200 

PERCENT 
FINER. 

100-.0 
100.0 
99.1 
95.4 
87.9 
77.6 
65.7 
54.4 
45.4 
39.S 

• (nn spc:citication pTOvirlc:d) 

Sample No.: B237 
Location: IlA-<l6 

SPEC." 
PERCENT 

P-ASS? 

(X=NO) 

~ource of Sample. 

PL= 

USCS= 

I NODARS~ & ASSOCIATES, INC. 

Client: 

Project EAA 

1 Proieet N9.i- 1\'0_4·G_:487 

Soil Descriotlan 

Atterberg limits 
LL= 

Coefficients 
060= 0.191 
D15= 
Cc= -

Classification 

39.5 

Pl= 

050= 0.127 
010= 

AASHTO= 

Remarks 

Date: 
ElevJDepth: 13.5-15.0' 

Plate 
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Particle Size Distribution Report 
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"I.COBBLES i----%_G~VeL 

---o~o .. _ --· 
SIEYE 

SIZE 

Ji4 in. 
J/~r1n. 

#4 
#10 
#20 
#40 
#60 

11100 
#J40 
#200 

PERCENT 

FINER 

100.0 
98.S 
89.6 
78.9 
70.11 
GG.1 
62.4 
36.J 
13.1'! 
8.4 

CRS. FINE 

0.0 10.4 

SPEC." -

PERCENT 

CRS. 

10.7 

PASS? 

(X"'NO) 

GRAIN SIZE - mm 
'Ye SAND 

MEDIUM 
12.2 

PL= 

FINE 

58.3 

085= 3.32 
030= (l.138 
Cu= 2.49 

USCS• 

• (no spdtificatiuu provided) 

Sample No.: B259 
Location: BA-07 

Source of Sample: 

·-=== .... ~ 
Cllent: 

Project: EAA 

Proiec!J'!~: W04-G-487 

•.4 FINES 
SILT CLAY 

Soll Description 

Attorberq Limits 
LL= 

Coefficients 
Deo= 0.231 . 
015= 0.109 
ec= 0,88 

C!assjfication 
AASHTO= 

Remarks 

8.4 

Pl= 

050= 0.186 
010= 0.0929 

Date: 
Elev./Depth: 43.5-45.0' 

Plt!_te. 



MAR-07-2005 15:46 From:NODARSE & ASSOC. To:19134583323 

Particle Size Distribution Report 
... 
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I 

I I I I I I I I I . ' I ' I ' I I I 
I ' I I I I I I I I I 
I I I I - I I I I I I 

10 . 
I 
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I I I I r I I I I I I 
I I I ' I 1- I I I I I ! 

-

0 I I I ' I 
" 

I I I I I I 

SOD 100 10 1 - 0.1 0.01 0.001 
" 

GRAIN SIZE - mm - -

%COBBLES 
%GRAVEL %SAND ~FINES 

CRS. FINE CRS. MEDIUM FINE SILT CLAY 
16.9 6.9 1 t.0 46.9 12.2 

SIEVE - PERCENT ·spec: PASS? - Soil Description 
-

SIZE FINER PERCENT (X•NO) 

314 in. 93.9 
3/8 in. 83.0 

#4 77.0 
#10 70.l Atterberg Limits 
#20 63.6 PL= LL= Pl= ff40 59.1 
ff60 53.2 - Coefficients #JOO 32.9 

-:Oas= 1u 060= o.499 0 50= 0.223 #140 ICi.9 
#200 J2.2 030= 0.142 015= 0.0984 D10= _ 

Cu= Ce= 
" c11111f1~au2c 

uses= AASHTO= 

Remarks 
--

~ (no l!pei.:i licaliou provided) 

Sample No.; 0300 Source of Sample: Date: 
Location: BA-08 ElevJDepth: 28.S-30.0' 

- . - ·-·-- I ... ·- .......... ,;-- _, -
Cllent: 

I 

' 

NODARSE & ASSOCIATES, INC. Project: BAJ\ 

" - ProiectNo: W04-t.-4ll7 Pla~e 



MAR-07-2005 15:46 From:NODARSE & ASSOC. To:19134583323 P.42"42 
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Particle Size Distribution Report 
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"!.GRAVEL 
..% COBBLES 

i-----· .. ·---+-.,,£_RS. FINE 
0.0 - 0.0 8.7 

SIEVE 

SIZE 

J/4iu. 
3/8 in. 

'#4 
1fl 0 
ff20 
#40 
#60. 

ffl()IJ 
#140 
#200 

PERCENT 
FINER 

100.0 
96.7 
91.3 
84.9 
76.9 
67.6 
54.8 
43.l 
34.1 
29.0 

spec: 
PERCENT 

CRS. 
6.4 

PASS? 

(X~NO) 

GRAIN SIZE. - mm 
%SAND 

MEDIUM 
17.3 -

PL.= 

FINE 

38.6 

085= 2.02 
030= 0.0817 
Cu= 

USCS= 

• (no 8f1et:ific:.uion pmvidcd) 

Samplo No.: 8305 
Location: BA·09 

Source of Sample: 

Client: 

SILT 

Soll Description 

Atterberq Limits 
LL= 

Coefficients 
060= 0-108 
D15= 
Cc= 

9/eFINES 
CLAY 

29.0 

Pl= 

050= 0.202 
D10= 

Classification 
AASHTO= 

Rem.arks 

Date: 
Elev./Depth: 13.5-15.0' 

NODARSE & ASSOCIATES, INC. Project: EAA 

....... _ .......... - -··-··- ·- Plate Proiect No: W04-,9-487 
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Particle Size Distribution Report 
n 
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-GRAIN SIZE - mm 
%GRAVEL %SAND %FINES 

%COBBLES 
CR$. FINe CRS. MEDIUM FINE SILT CLAY 

-----···---+-....;;.;;..;;.;;;;;._-t--~~-~~~f-=::~;=.--jf--~~--+---~~----1---==--1 
9.2 9.9 15.9 4S.7 8 • .S 1.9 

SIEVE 

size 
314 in. 
318 ill. 

114 
#10 
#40 
tf-60 

#1100 
#200 

PERCENT 

FINER 
91.l 
87.0 
Rl.9 
72.0 
56.1 
48.l 
34.l 
10.4 

• (n<> specification prnvidcd) 

Sample No.: T 
Location: TC.1·11 

SPEC: 
PERCENT 

PASS?_ 

(XmNO) 

Source of Sample: 

Client: 

PL= 

055::: 6,!J7 -
D3Cf= 0.134 
Cu= 8.24 

USCS• 

NODARSE & ASSOCIATES, INC. Project: EAJ\ 

Prolect No: .W04-0-487 

Soil Description 

Atterberg Limits 
LL= 

Coefficients 
060= 0.601 
D15= 0.0888 
Cc= 0.40 

Classlfl'fioR S TO= 

Remarks 

Pl• 

050= 0.276 
010= 0.0736 

Date: 
ElevJDepth: 48.S' 

Plate 
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Particle Size Distribution Report 
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500 100 10 1 0.1 0.01 0.001 
- GRAIN SIZE - mm -

o/a COBBLES 
%GRAVEL %SAND %FINES 

CRS. FINE CRS. i _ MEDIUM FINE SILT CLAY -----·-· __..;;._ --0.0 0.0 t t.3· 6.7 35.5 24.4 22.1 -

SIEVE PERCENT SPEC: 
-

PAsS? Soll DescriDtion -

SIZE FINER PERCENT (X•NO) 

314 in. 100.0 
:us iri. 93."6 

--114 88.7 -
#10 82.0 AlltdHHll l.imiS! H20 66.4 PL= LL• Pl= #40 46.5 
#(j() _J2.8 Coefficients HIOO 26.7 

Hl40 24.0 - 085= 2.12 060= 0.610 ·o50= o.478 
#200 22.l D30• 0.209 D15= 010-

Cu• Cc::1 

USCS= 
c1auwat12~ 

AAS TO= 
L. 

'Remarks 

--

• (no ~1Jci.;1icuti1m provided) 

Sample No.: 999 Source of Sample: Date: 
Location: 'TC-2-2 Elev./Depth: 8.3' 

~-- - .. -.- _ ...... ------- .. 
Client: 

.._ 

NODARSE & ASSOCIATES, INC. Project: EAA 

.. Prolect No: W04-G-48J Plate -· 
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Particle Size Distribution Report 
.!Ii • Ji ,; . .: 8 ! g ~ 0 i e .. • c Ji .i ..:. .c ll: !J ~ 4 ~ ' ; ... ll! .. .. .. - ,. 

r 
100 

I ! I 
I ! :1 

I 

~ ~~-L J 
I ' i I I ' I I I I I 

' ' I I I I ' I I I 
I ' I I I I I I ' I I 

I I : I I I I I : I 

00 t" I I 

' 
... 

: I 
1: 

I ' I I ' I . • I 
l I ' I I I ; I I ' ' I 

l' 
,• 

I I I I 

'~!\lo 
I I I I ,. 

: I • ., I ' I I I I . I 
80 . ... 

I I I I I :· I \; I I 

' I ' I I I I I 

' ' I . I I I I • I 
l I I I I I ,, : I l I 

70 .. • ..... ~ I I• ..... - .. 
I . I I ' ' I I 

,, 
I ' ' I I I I I I ! I I 

I I I I I I I I 

~ 
I 

ffi I I I I I I I I I I 

60 I L ... J -. I I ' ' I I I ~ I z . g I ' I I I I 

Li: : . I I I I ' I I I . I ' •I I . I I I I 

~ 
1. - . I-

50 I I I I j I I l. ... z I ' I I I ! I 
UJ I ' I I I 1 
(.) I .. I r I I 

' I I I I I • a: I . I 1 . -w 40 t i" -· i - ' 
.. 

j' I a.. I I I I .I 
I I ' I I 

I I I I 

' I I I 
30 .. I -

' ' I I ' I 
! I ! I I I I I 

I ' I I I I I I 
I ' ' I I ' I I I I 

20 .. I ·- -· I -! r I ' : I I I ' I I 
I I r I I I r r I r 
r r (: ,, I I I I r I : -

i I I ~· I I I r ' I 

10 'I ·- .. 
I I I I I I . I r 
I I I I I I I r I I I - I r ' I I I I I I I I 

0 I I -' I ' ' I ' ! I ! 
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- GRAIN SIZE ·mm 
%GRAVEL ~SAND %FINES %COBBLES 

CRS. FINE CRS. MEDIUM FINE SILT CLAY -
o.o·. o.o I 4,8 4.4 16.8 47.4 ")f.: It:: 

-

SIEVE PERCENT SP Ee.• PASS? Soll Deserlptlon -
SIZ2 FINER PERCENT (.X=NO) 

3/4 in. 100.0 
3/R in. 98.2 

'/f4 - 95.2 -
HIO 90.8 Atterbem blmlm #20 84.l PL= LL= Pl= #40 74.0 
#60 60.Ci 

~oernc11mt1 ftlOO 45.1 -

ftl40 32.6 - 085= o.931 6o= 0.245 Dso= 0.173 
11200 26.6 030= 0.0948 015= 010= cu= Cc= 

uses= Classiflcatto~ 
AAS TO= 

Remarks -

- --

• (nu specilicaLinn prc.>vided) 

Sample No.: 211 Source of Sample: Data: 
Location: TC·3-3 ElevJDepth: 1.3.5' ·- --. 

Client: 

NODARSE & ASSOCIATES, INC. Project: EAA 

- -. .. ... Prolect No: W04-G-487 ---·-·· Plate 
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Particle Size Distribution Report 
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GRAIN SIZE - mm 
%COBBLES 

% GRAVEL % SAND % FINES 
CRS. FINE CRS. MEDIUM I FINE SILT CLAY 

1---------~-·-·--:.~=--"t----:::-:-=----1~-:--:--t----::~=--t---~---11-------.,---------+--.;;;.;;;~-.... o.o o.o 26.8 14.6 19,7 - L 16 8 13.3 u 

SIEVE 

SIZE 

J/41n. 
3/8 in. 

114 
#10 
#40 
#60 

#100 
#200 

PERCENT 

FINER 

100.0 
88.4 
73.2 
58.6 
38.9 
32.6 
21.2 
22.l 

SPEC.• 

'PERCENT_ 

PASS? 

(X•NO) 

PL• 

Das= s.10 
030= 0.19"9 
Cu= 346.52 

uses= 

~ (no spie:ci1iculion pruvided) 

Sample No.: A Source of Sample: 
Location: TC-4-2 

Client: 

NODARSE & ASSOCIATES, INC. Project: EAA 

ProJ_!!ct No: W04-G-487 

Soil Description 

Atterberg Limit! 
CL-
Coefficients 

060• 2 .. 20 
D15• 0.0171 
Cc= 2.82 

Classification 
AASATO= 

Remar1ss 

Pl= 

Date: 
Ele\fJDepth: 7.4' 

Plate 



JAN-31-2005 15:48 From: 407 740 5961 To:19134583323 P.18"30 

Particle Size Distribution Report 
!i .Ii .. !Ii 
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- I I - .. f z ' ' I I I I I 
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w 40 ·- . ' I I I I 11 ' 
.. 

I I 

a.. i I I I . I I I 
I I I ' I I 'I I j 
I I I ' I I j I I I I 

'· I I l~ I ! I I I I 
30 ' .. .. I 1 

I I I II I i I I I I I I I I I I I I I I 

I I I I I I I I I 
I I I I I I I I I -

20 .. - ; -
I I I I I I I I I 

~ I I I I I I I I 

~· ' I I I I I I I I I . I I I I I I I r• 
10 I -· ·' ... ..I j ,, I I I . I I I I I I 

I I I I I ' - I I I I I I 

i 'J 
I 
-

I I I : I I I I I I 

i : I I ' I I - I I I I I I -
- 0 I I 

500 1110 10 - 1 D.1 0.01 0.001 
- GRAIN SIZE· mm 

%COBBLES 
%GRAVEL ,..SAND %FINES 

CRS. FINE CRS. MEDIUM FINE - SILT CLAY ·--.. ~ .. -
3.1 4.4 10.6 56.1 13.2 -

SIEVE PERCENT SPEC." PASS? Soil Oescriptjon -

SIZE FINER PERCeNT (X-NO) 

3/4 ifl. 87.4 
3/8 in. 86.ll -

#4 84.3 
#10 19.9 Att1rberg Limits #20_ 73.4 PL= LL= Pl= 1t41l 69.3 
1f(j0 66.3 Coefficients #100 S3.7 -Das= S.61 050= 0.167 050= 0.143 #140 22.3 -

#200 13.2 D30= 0.117 015= 0.0888 D10• 
cu= Cc= 

USCS= 
ClasslflcatJoo 

AASHTO= 

Ram arks 
-

• (111> &pccifu;11liun pruviclcd) 

Sample No.: 269 Source of Sample: Date: 
Location: TC-5-10 ElevJDepth: 48.S' 

-·-· I 

Client: 

NODARSE & ASSOCIATES, INC. Project: EAA 

-···- Protect No: W04-G-487 Plate 

http:P.18,.30


JAN-31-2005 15:49 From: 407 740 5961 To:19134583323 P.20"30 

Particle Size Distribution Report 

c .Ii 
.. .c .!! 
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w 60 L. .... - .. ... . 
i ' I I I :~ I I I z I I I I I I I 

iI ' ' I I I I 

' ' 
I I I 

~ 
: 

= .... I I ' I 50 - .. 
I I . ., . I 

~ 
I 

I w . I I I ' ' I ' I 0 l I 

ct: b . ' I :~ I 
I I ' .... ~ ·-w 40 ....... u "I. I I ,, -, 

ll. I I I 
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.. ~ I I I 

' I ' .. ..._ .. __ 30 l 

~ ' ' I I I . 
I I I I 
I I I I 

: I I I I 

20 r .. , --
~ - I I I I ' I I 

I I I I I I I 

' 
I I I I I I I I ~ I 

' I I I ' I ' I I M 
10 
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.I ~..- • • I .. ...... 
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l1 
' ; I I 

I 
I ' I I 

I ' I I - I I I ' I ' ' ' ' I ' I I I -
0 I :' - I I I I I I -1 I 

500 100 10 1 - 0.1 0.01 0.001 
GRAIN-SIZE. mm 

•kCOBBLES 
%GRAVEL %SAND %FINES 

CRS. FINE CRS. MEDIUM FINE SILT - CLAY -
0.0 o.o 8.2 12.0 3"" I -32.3 13.l 

SIE;VE PERCENT SPEC; PASS? Soll i;zescr!e!i2D 
SIZE FINER PERCENT (X=NO) 

314 in. 100.0 
318 in. 97.8 

·- - 114 91.8 
#10 79.8 AU1u:l!t!e Llmil! 1t20 61.2 PL= LL= · Pl== #40 45.4 
1160 31.S 

Co!fflcleng #100- 25.4 
-#14C} 17.4 0 85= 2.74 060= o.so4 - 050= 0.509 

#200 13.1 D30= 0.225 015= 0.0909 010= 
Cu= Cc= 

- Classmcatloo 
USCS= MSHTO= 

R1marks 
-

• (110 ~1n:ci ficalil)ll provided) 

Sample No.; 307 Source of Sample: Date: 
Location: TC-6-4 l!levJDepth: 18.5' 
.. -· 

Cllent: 

NODARSE & ASSOCIATES, INC. Project: EM 

ProlectNo: W04-G-487 Plate 



JAN-31-2005 15:49 From: 407 740 5961 To: 19134583323 

Particle Size Distribution Report 
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%COBBLES 

0.0 

SIEVE 

SIZE! 

3/4 in. 
3/8 in. 

#4 
#10 
Jl.40 
#60 

#1 ()() 
ff200 

PERCENT 

FINER 

100.0 
93.2 
85.9 
78.1 
68.7 
64.2 
39.9 

c.1.2 

•/.GRAVEL 
CRS. FINE 
0.0 14.l 

SPEC: 
PERCENT 

CRS. 

7.8 

PASS? 

(X=NO) 

GRAIN SIZE - mm 
%SAND 

Ml!DIUM FINI! 
9.4 

PL= 

Das= 4.33 
D30= 0.123 
Cu= 2 .. 96 

USCS= 

Sourc.e of Sample: 

% FINES 
SILJ 
7.8 

Soil DescrJetlon 

Atferbera L1m1ts 
L = 

Coeffic;Jants 
Q60• o.22s 
D15• 0.0892 
Cc• 0.87 

Class!ficat!on 
AASHTO= 

Remarks 

Pl!ll 

Date: 

CLAY 

1.4 

• (no icpcoc:ific:.a.rinn JITOviclccl) 

Sample No.: AS 
Location: TC-6-6 Elev./Dapth: 28.5' 

Client: 

NODARSE & ASSOCIATES1 INC. Project: F.AA 

PrOJ!ft. ft.!o: W04-G-487 __ Platei 
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Particle Size Distribution Report 
i. .c: i Ji 8 ! .Iii ... i. s .Ii ~ g l 2 ~ ~ " ~ 8 
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500 100 10 1 O.t 0.01 0.001 
GRAIN SIZE - mm-

%COBBL1;S 
%GRAVEL %SAND %FINES ,_____ 

I CRS. FINE CRS. MEDIUM FINE SILT I - CLAY 
00 - 0.0 35.0 8.8 7.2 I 39.5 9.5 

-

SIEVE PERCENT SPEC: PASS? §oil Descclell2!1 
SIZE FINER PERCENT (X'"NO) 

314 in. 100.0 
3/8 in. 75.S 

#4 65.0 -
-- - #10 56.2 Atterbem Limits ft20 Sl.S PL= [[= Pl= #40 49.0 

#60 46.S 
~oefflcl1ots #100 35.8 -

#140 16.6 085= 13.o Dso= 2.99 05o= 0.561 
--#20() 9.5 030= 0.135 015= 0.102 010= 0.0789 cu= 37.83 Cc= 0.08 

USCS= 
c1ass1t1cat1e~ 

AAS TO= 

f!emarg 
-

-

• (110 tipcCilii:.atio11 pnn1ided) 

Sample No.: 254 Source of Sample: Date: 
Location: TC-7-6 ElevJDepth: 28.S' 

... .. - ·--· .. - .... 

1 
Client: 

NODARSE & ASSOCIATES, INC. Project: EAA 

...... --·· . ., Proiect No: W04·G-487 Plate l 



JAN-31-2005 15:47 From: 407 740 5961 To:19134583323 P.10"30 

Particle Size Distribution Report 
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1 
GRAIN SIZE - mm 

I I 
l I 
I I 
I I 

0.1 0.01 0.001 

0.0 

% GRAVEL. % SAND % FINES 
___ ,._c_OB~~'=~~-1---C_R~S~---~-~F~•~NE""--+-C~R~S~·-r-~M-E~D~•u~M~-+---~F~•N-&'---l,__--~-S~•L~T;._~~-1----CLA=..:.Y,;_-1 

0.0 1.8 2.2 0.8 67.2 

SIEVE 
SIZE 

3/4 in. 
318 in. 

ff4 
#10 
#20 
#40 
#GO 

#JOO 
#140 
#200 

PERCENT 
FINER 
100.0 
100.0 
98.2 

""96.0 
95.4 

- 9$.2 
94.7 
85.8 
4SA 
28.0 

,. (nu spc::ctlicarion pmvidcd) 

Sample No.: 203 
Location: TC-8-9 

SPEC.* 

PERCENT 
PASS? 
(X•NO) 

Source of Sample: 

Client: 

PL= 

USCS= 

NODARSE & ASSOCIATES, INC. ProJec:t: EAA 

Protect No: _V!.,04-G-487 

Soil Description 

Atterberg Umlts 
l.L= 

Coefficients 
DG()ll 0.122 
D1s= 
Cc= 
Classification 

28.0 

Pl= 

AASHTO:: 

BemarJss 

Date: 
Elev./Depth: 43.5-45.0' 

Plate 
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Particle Size Distribution Report 
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!.JOO 100 10 1 0.1 0.11 0.001 -
GRAIN SIZE· mm - -

%GRAVEL %SAND %FINES 
-·-~ ,.COBBLES 

CRS. FINE CRS. MEDIUM FINE SILT CLAY 
00 0.0 3.0 3.6 14.2 ti3 44.9 

-

SIEVE PERCENT SPEC." - PASS? Soll Deserlmion 
SIZE FINER PERCENT (».NO) 

3/4in. 100.0, 
318 in. 100.0 

#4 97.0 -1t10 93.4 Attereerg Limits 11-20 86.0 PL= LL• -Pl= 1140 79.2 
#60 72.:l Coefficients #100 CiS.8 

055'= 0~7SS 060= 0.132 050= 0.107 #140 49.6 
#200 44.9 030= D15= D10= 

Cu= Cf? 

USCS= 
Classlflcatle~ 

AAS TO= 

Bem!rkl 
-

- -

. 
(nu h'JICCific.:aliun provided) 

Sample Na.: 249 Source of Sample: Date: 
Location: TC-10-4 Elev./Depth: 18.5' -- "· ..... ....... 

Cllent: 

NODARSE & ASSOCIATES, INC. Project: BAA 

... ··- PraJect No; W04-Cl-487 Plate 



Approximate 
Sample Boring 
Depth 

Number 
(feet) 

TCl-N 5.5' 

TCl-N 33.5' 

TCl-N 53.5' 

TCl-N 68.5' 

TCl-N 73.5' 

TCl-N 88.5' 
' TCl-E 13.5' 

' 

TCl-E 53.5' 

TCl-E. 58.5' 

TCl-E 83.5' 

TCl-E 88.5' 
' 

TCI-E, 98.5' 

TCl-W 13.5' 

TCl-W 48.5' 

LABORATORY TEST RESULTS FOR 
EAA RESERVOIR 

'PROJECT No: 05-05-0013-101. 
N&A 

Passing Sieve Number 
Moisture Organic (%) 
Content Content 

10 40 60 100 200 (%) (%) 

71 44 34 28 22 15 -
96 85 73 31 6 26 -
53 35 27 20 13 15 -
55 79· 22 16 11 .18 -
63 30 20 11 8 ' 24 -
76 50 37 21 ' 17 25 -
69 53. 44 35 25 21 -
50 28 22 18 14 I 17 -
79 43 30 20 15 25 -
60 34 23 13 10 22 -
82 49 29 14 12 21 -
73 35 25 16 12 15 -
69 55 46 36 . 23 26 -
88 79 75 53 ' 15 26 -

Atterberg 
Limits Stratum 

Classification 
Number 

LL PI 

- -I 
- -
- -
- -
- -
- -
- -
- -
- -
- .. 
- -
- -
- -
- -



Approximate Passing Sieve Number 
Moisture Organic 

Atterberg 
Sample (%) Limits Stratum Boring Content Content I Classification Depth Number Number 
(feet) 10 40 60 100 200 (%) (%) LL PI 

TCl-W (;8.5' 56 29' 22 15 12 19 - - -
TCl-W 78.5' 69 37 25 15 12· 22 - - -
TCl-W 93.5' 84 39 23 17 14 22 - - -
TCl-S 13.5' 84 68 57 43 ' 25 21 I - - -
TCl-S ' 33.5' 82 53 34 19 6 20 - - -
TCl-S 68.5' 63 33 25 17 13 20 - - -
TCl-S 93.5' 82 39 22 14 12 23 - - -
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Particle Size Distribution Report 
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% COBBLES 

0.0 

SIEVE PERCENT 

SIZE FINER 

3/4 in. 100.0 
3/8 in. 100.0 

#4 96.4 
#10 89.9 
#20 84.3 
#40 80.0 
#60 77.0 

#100 64.0 
#1~0 33.1 
#200 21.2 

% GRAVEL 
CRS. I ·FINE CRS. I 
0.0 r 3.6 ·6.s I 

-

SPEC.* PASS? 

PERCENT (X=NO) 

-

-

-

%SAND 
MEDIUM I FINE 

9.9 I 58:8 

PL= 

_o85= o.954 
030= 0.101 
Cu= 

USCS= 

• (no specitication provided) 

Sample No.: 282 
Location: TCIS-10 

Source of Sample: 

Client: 

NODARSE & ASSOCIATES, INC. 
Project: EAA 

Pro·ect No: W04-G-487 

SILT 

Soil Description 

Atterberg Limits 
LL= 

Coefficients. 
D50= 0.143 
D15= 
Cc= 
Classification 

"lo FINES 

I CLAY 

21.2 

Pl= 

050= 0.128 
D10= 

AASHTO= 

Remarks 

Date: 
Elev./Oepth: 48.5' 

Plate 



Approximate 

Boring Sample 

Number Depth 
(feet) 10 

CB-157 
CP05-EAARS-CB- 9.0' 74 

0255 

CB-157 
CP05-EAARS-CB- 13.5' 81 

0255 

CB-157 
CP05-EAARS-CB- 18.5' 54 

0255 

CB-158 
CP05-EAARS-CB- 50.5' 75 

0256 

CB-158 
CP05-EAARS-CB- 55.0' 97 

0256 

CB-158 
CP05-EAARS-CB- 65.5' 74 

0256 

CB-158 
CP05-EAARS-CB- 70.0' 93 

0256 

CB-158 
CP05-EAARS-CB- 38.5' 86 

0256 

CB-158 
CP05-EAARS-CB- 44.5' 99 

0256 

LABORATORY TEST RESULTS FOR 
EAA RESERVOIR - W0#2 

PROJECT No: 05-05-0013-101 
N&A 

Passing Sieve Number 
Moisture Organic 

(%) 
Content Content 

20 60 100 200 (%) (%) 

44 35 29 24 33 -

66 57 47 32 27 -

35 27 20 11 19 -

46 32 17 10 19 -

61 39 17 8 23 -

49 34 21 14 21 -

83 67 35 13 28 -

81 79 59 22 28 -

97 92 27 8 29 -

Atterberg 
Limits Stratum 

Classification 
Number 

LL PI 

- - SM Silty sand with gravel 

- - SM Silty sand with gravel 

Well graded sand with - - SW-SM silt+ gravel 

Well graded sand with - - SW-SM silt+gravel 

Poorly graded sand - - SP-SM 
with silt 

Well graded sand with - - SW-SM gravel 

Poorly graded sand - - SP-SM with silt 

- - SM Silty sand 

Poorly graded sand - - SP-SM with silt 



Approximate Passing Sieve Number 
Moisture Organic 

Atterberg 
Boring Sample (%) Limits Stratum 

Number Depth Content Content Classification 
Number 

(feet) 10 20 60 100 200 (%) (o/o) LL PI 

CB-158 
CP05-EAARS-CB- 23.5' 72 43 33 26 19 29 - - - SM Silty sand with gravel 

0256 

CB-158 21.5' 65 41 34 30 23 21 - - - SM Silty sand with gravel 
CP05-EAARS-CB-

0256 

CB-158 
Poorly graded sand 

CP05-EAARS-CB- 76.0' 54 29 21 16 II 28 - - - SP-SM 
with gravel 

0256 

CB-158 Poorly graded sand 
CP05-EAARS-CB- 80.5' 55 26 18 12 IO 26 - - - SP-SM with silt 

0256 

CB-158 Well graded sand with 
CP05-EAARS-CB- 85.0' 55 26 18 12 IO 26 - - - SW-SM 

silt+gravel 
0256 

CB-158 Well graded sand with 
CP05-EAARS-CB- 89.5' 53 27 14 II 9 22 - - - SW-SM silt+gravel 

0256 

CB-158 
CP05-EAARS-CB- 91.0' 57 43 38 23 17 21 - - - SM Silty sand with gravel 

0256 

CB-158 
CP05-EAARS-CB- 98.5' 71 61 56 34 20 22 - - - SM Silty sand with gravel 

0256 
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Approximate 
Boring Sample 

Number Depth 
(feet) 10 

CB-0169 

CP05-EAARS-CB-0266 
5.5' 37 

CB-0169 
11.5' 

CP05-EAARS-CB-0266 
72 

CB-0169 
CP05-EAARS-CB-0266 

14.5' 48 

CB-0169 

CP05-EAARS-CB-0266 
16' 81 

CB-0169 
CP05-EAARS-CB-0266 

20.5' 87 

CB-0169 
CP05-EAARS-CB-0266 

26.5' 87 

CB-0169 

CP05-EAARS-CB-0266 
31.0' 81 

CB-0169 

CP05-EAARS-CB-0266 
37.0' 75 

CB-0169 
CP05-EAARS-CB-0266 

44.5' 99 

CB-0169 
CP05-EAARS-CB-0266 

49.0' 57 

CB-0169 55.0' 86 
CP05-EAARS-CB-0266 

CB-0169 61.0' 44 
CP05-EAARS-CB-0266 

LABORATORY TEST RESULTS FOR 
EAA RESERVOIR - W0#3 

PROJECT No: 05-05-0013-101 
N&A 

Passing Sieve Number 
Moisture Organic 

(%) 
Content Content 

20 60 100 200 (%) (%) 

25 14 11 8 13 -

59 39 33 28 24 -

36 22 18 14 34 -

65 41 32 25 36 -

76 54 42 27 28 -

72 48 35 13 22 -

71 53 41 25 22 -

60 39 27 9 27 -

94 22 8 3 25 -

47 20 13 7 21 -

81 75 59 22 30 -

36 23 17 11 30 -

1 

Atterberg 
Limits 

Classification 
Stratum 
Number 

LL PI 

Well graded sand with - - (SW-SM) 
silt+gravel. 

- - Silty sand with gravel. (SM) 

Well graded sand with silt and (SW-SM) - - gravel. 

- - Silty sand. (SM) 

- - Silty sand. (SM) 

- - Well graded sand with silt. (SW-SM) 

- - Silty sand. (SM) 

- - Well graded sand with silt. (SW-SM) 

- - Poorly graded sand. (SP) 

Well graded sand with silt and - - (SW-SM) 
gravel. 

Silty sand. (SM) - -

Well graded sand with (SW-SM) - - silt+gravel. 



CB-0169 65.5' 94 81 35 18 9 22 
CP05-EAARS-CB-0266 - - - Well graded sand with silt. (SW-SM) 

CB-0169 68.5' 62 50 26 18 8 22 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0266 - - - silt+gravel. 

CB-0169 73.0' 64 56 38 19 IO 21 Well graded sand with (SW-SM) 

CP05-EAARS-CB-0266 
- - - silt+gravel. 

CB-0169 76.0' 56 48 29 17 II 18 Well graded sand with (SW-SM) 

,CP05-EAARS-CB-0266 - - - silt+gravel. 

CB-0169 85.0' 33 25 12 8 6 14 Well graded gravel with silt (GW-GM) 

CP05-EAARS-CB-0266 - - - and sand. - . 

CB-0169 89.5' 52 39 13 10 8 14 Well graded sand with (SW-SM) 

CP05-EAARS-CB-0266 - - - silt+gravel. 

CB-0171 13.5' 84 71 46 37 27 30 Silty sand. (SM) 
- - -

CP05-EAARS-CB-0268 

CB-0171 18.5' 42 38 25 18 9 22 Poorly graded gravel with silt (GP-GM) 

CP05-EAARS-CB-0268 
- - - and sand. 

CB-0171 33.5' 76 66 47 30 9 18 Well graded sand with (SW-SM) 

CP05-EAARS-CB-0268 
- - - silt+gravel. 

CB-0172 0.0' 76 72 35 21 14 137 Silty sand with gravel. (SM) - - -
CP05-EAARS-CB-0269 

CB-0172 8.5' 57 39 21 16 12 24 Well graded sand with (SW-SM) 

CP05-EAARS-CB-0269 
- - - silt+gravel. 

CB-0172 13.5' 78 71 49 38 25 32 Silty sand with gravel. (SM) - - -
CP05-EAARS-CB-0269 

CB-0172 18.5' 85 68 40 27 IO 23 Well graded sand with silt (SW-SM) - - -
CP05-EAARS-CB-0269 

CB-0172 33.5' 56 51 40 28 3 16 Poorly graded sand with (SP) 

CP05-EAARS-CB-0269 - - - gravel. 

CB-0172 38.5' 74 65 52 22 6 21 Well graded sand with (SW-SM) 

CP05-EAARS-CB-0269 - - - silt+gravel. 

CB-0173 1.5' 45 31 15 IO 7 158 Well graded sand with (SW-SM) 

CP05-EAARS-CB-0270 
- - - silt+gravel. 

CB-0173 3.5' 26 22 18 16 14 27 Silty gravel with sand (GM) 
- - -CP05-EAARS-CB-0270 

2 



CB-0173 13.5' 77 65 47 41 35 36 Silty sand. (SM) 
- - -CP05-EAARS-CB-0270 

CB-0173 18.5' 46 37 24 18 11 26 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0270 - - - silt+gravel. 

CB-0175 0.0' 58 47 33 28 22 12 Silty sand with gravel. (SM) 
- - -

CP05-EAARS-CB-0271 

CB-0175 2.0' 60 50 36 29 22 20 Silty sand with gravel. (SM) - - -
CP05-EAARS-CB-0271 

CB-0175 10.5' 46 37 26 21 18 24 Silty sand with gravel. (SM) 
- - -

CP05-EAARS-CB-027 l 

CB-0175 18.5' 82 73 51 37 25 25 
(SM) 

CP05-EAARS-CB-027 l 
- - - Silty sand. 

CB-0175 23.5' 67 59 39 26 12 22 Well graded sand with 
(SW-SM) 

CP05-EAARS-CB-027 l - - - silt+gravel. 

CB-0175 38.5' 82 77 55 25 10 24 Poorly graded sand with silt (SP-SM) 

CP05-EAARS-CB-027 l 
- - - and gravel. 

CB-0176 5.l' 45 33 21 18 15 19 Silty sand with gravel. (SM) - - -
CP05-EAARS-CB-0272 

CB-0176 10.0' 79 69 55 39 24 29 Silty sand with gravel. (SM) - - -
CP05-EAARS-CB-0272 

CB-0176 18.5' 52 46 36 22 9 11 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0272 

- - - silt+gravel. 

CB-0176 23.5' 47 42 37 22 7 15 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0272 

- - - silt+gravel. 

CB-0176 28.5' 98 97 94 38 5 29 Poorly graded sand. (SP) 
- - -

CP05-EAARS-CB-0272 

CB-0176 33.5' 53 48 27 16 5 16 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0272 

- - - silt+gravel. 

CB-0179 5.5' 41 30 17 13 10 24 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0275 

- - - silt+gravel. 

CB-0179 7.5' 58 46 27 21 17 25 Silty sand with gravel. (SM) 
- - -

CP05-EAARS-CB-0275 

CB-0179 13.5' 50 40 26 23 19 18 Silty sand with gravel. (SM) - - -
CP05-EAARS-CB-0275 

3 



CB-0179 23.5' 38 29 22 14 5 14 
Well graded sand with gravel. (SW) 

CP05-EAARS-CB-0275 - - -

CB-0179 28.5' 52 48 39 21 7 15 Poorly graded sand with silt. (SP-SM) 
CP05-EAARS-CB-0275 - - -

CB-0179 33.5' 91 91 86 27 7 25 Poorly graded sand with silt. (SP-SM) - - -CP05-EAARS-CB-0275 

CB-0179 38.5' 72 71 49 15 4 21 Poorly graded sand with (SP) 

CP05-EAARS-CB-027 5 - - - gravel. 

CB-0179 48.5' 83 83 75 17 6 21 Poorly graded sand with (SP-SM) 

CP05-EAARS-CB-0275 
- - - silt+gravel. 

CB-0179 58.5' 61 53 35 20 9 23 Well graded sand with (SW-SM) 
CP05-EAARS-CB-027 5 - - - silt+gravel. 

CB-0179 63.5' 57 48 33 16 7 28 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0275 - - - silt+gravel. 

CB-0179 73.5' 99 96 70 15 10 22 Poorly graded sand with silt. (SP-SM) - - -
CP05-EAARS-CB-0275 

CB-0179 83.5' 57 38 20 14 II 20 Well graded sand with (SW-SM) - - - silt+gravel. CP05-EAARS-CB-0275 

CB-0179 93.5' 64 42 21 16 12 18 Well graded sand with silt. (SW-SM) - - -
CP05-EAARS-CB-0275 

CB-0180 8.0' 43 32 21 17 12 17 Well graded sand with (SW-SM) - - - silt+gravel. CP05-EAARS-CB-0276 

CB-0180 13.5' 54 43 27 21 13 25 Well graded sand with (SW-SM) 
- - - silt+gravel. CP05-EAARS-CB-0276 

CB-0180 18.5' 88 84 76 29 9 26 Poorly graded sand with silt. (SP-SM) 
- - -

CP05-EAARS-CB-0276 

CB-0180 23.5' 87 81 58 19 4 25 Poorly graded sand. (SP) 
- - -

CP05-EAARS-CB-0276 

CB-0180 28.5' 99 97 82 22 6 27 Poorly graded sand with silt. (SP-SM) 
- - -

CP05-EAARS-CB-0276 

CB-0180 33.5' 96 95 92 44 9 27 Poorly graded sand with silt. (SP-SM) - - -
CP05-EAARS-CB-0276 

CB-0181 23.5' 82 74 63 44 16 25 
Silty sand. (SM) 

CP05-EAARS-CB-0277 - - -

4 



CB-0181 28.5' 83 82 80 59 13 24 Poorly graded sand with silt (SP-SM) 
CP05-EAARS-CB-0277 - - - and gravel. 

CB-0181 33.5' 93 84 71 50 16 30 
Silty sand. (SM) CP05-EAARS-CB-0277 - - -

CB-0183 18.5' 57 43 25 19 14 21 Well graded sand with (SW-SM) 
CP05-EAARS-CB-0278 silt+gravel. 

CB-0183 23.5' 81 64 40 29 19 24 Silty sand with gravel. (SM) 
CP05-EAARS-CB-0278 

CB-0183 28.5' 52 45 37 24 9 12 Well graded sand with 
(SW-SM) 

CP05-EAARS-CB-0278 silt+gravel. 

CB-0183 33.5' 93 93 91 26 6 24 Poorly graded sand with silt. (SP-SM) 
CP05-EAARS-CB-0278 

5 



Approximate 

Boring Sample 

Number Depth 
(feet) 10 

CB-0174 
5-10' 71 CP05-EAARS-VB-0283 

CB-0174 
CP05-EAARS-VB-0283 10-15' 69 

CB-0174 
CP05-EAARS-VB-0283 100-105' 85 

CB-0174 
CP05-EAARS-VB-0283 110-115' 81 

CB-0174 
CP05-EAARS-VB-0283 115-120' 66 

CB-0174 
CP05-EAARS-VB-0283 125-130' 41 

CB-0174 
CP05-EAARS-VB-0283 140-145' 76 

CB-0174 
CP05-EAARS-VB-0283 150-155' 53 

CB-0174 
CP05-EAARS-VB-0283 160-165' 50 

LABORATORY TEST RESULTS FOR 
EAA RESERVOIR - W0#5 

PROJECT No: 05-05-0013-101 
N&A 

Passing Sieve Number 
Moisture Organic 

(%) 
Content Content 

20 60 100 200 (%) (%) 

63 50 45 39 10 -

61 50 46 41 23 -

49 13 ll 9 ll -

52 22 17 14 18 -

46 20 15 12 16 -

28 15 10 7 13 -

63 45 15 10 19 -

37 22 12 8 13 -

35 21 15 9 14 -

1 

Atterberg 
Limits Stratum 

Classification 
Number 

LL PI 

Sandy silty clay with 
(CL-ML) - - gravel. 

Sandy silty clay with - - gravel. 
(CL-ML) 

Poorly graded sand - - with silt. 
(SP-SM) 

Silty sand with - - gravel. 
(SM) 

Well graded sand - - with silt and gravel. 
(SW-SM) 

Well graded sand - - with silt and gravel. 
(SW-SM) 

Poorly graded sand - - with silt and gravel. 
(SP-SM) 

Well graded sand - - with silt and gravel. 
(SW-SM) 

Well graded sand - - with silt and gravel. 
(SW-SM) 



CB-0174 
CP05-EAARS-VB-0283 165-170' 92 87 78 40 23 20 - - - Silty sand. (SM) 

CB-0174 
CP05-EAARS-VB-0283 180-185' 92 92 88 55 29 20 - - - Silty sand. (SM) 

CB-0174 
Silty sandy with CP05-EAARS-VB-0283 185-190' 90 85 82 66 41 20 - - - gravel. 

(SM) 

CB-0174 
Silty sand with CP05-EAARS-VB-0283 195-200' 89 86 81 70 27 17 - - - gravel. 

(SM) 

CB-0174 
CP05-EAARS-VB-0283 200-205' - - 100 100 22 25 - - - Silty sand. (SM) 

CB-0174 
CP05-EAARS-VB-0283 205-210' - - 100 100 25 26 - - - Silty sand. (SM) 

2 



LABO RA TORY TEST RESULTS FOR 
PROJECT NAME: EAA RESERVOIR (BLACK AND VEATCH) Work Order No. 6 
PROJECT No: 05-05-0013-101 
PALM BEACH COUNTY, FLORIDA 
N&A 

Approximate Passing Sieve Number 
Boring Sample (%) 

No Depth 10 40 60 100 
(feetO 

CB-164 
5.0-10.0 37 CPOS-EAARS-VB-0282 24 20 17 

CB-164 
10.0-15.0 70 CPOS-EAARS-VB-0282 46 38 33 

CB-164 
30.0-35.0 50 39 34 26 CPOS-EAARS-VB-0282 

CB-164 
45.0-50.0 78 21 9 5 CPOS-EAARS-VB-0282 

CB-164 
55.0-60.0 51 30 20 15 CPOS-EAAaS-VB-0282 

CB-164 
70.0-75.0 31 22 17 12 CHOS-EAARS-VB-0282 

CB-164 
95.0-100.0 78 36 17 8 CPOS-EAARS-VB-0282 

CB-164 
115.0-120.0 67 56 53 42 

CPOS-EAARS-VB-0282 
CB-164 

120.0-125.0 77 67 64 46 CPOS-EAARS-VB-0282 
CB-164 

130.0-135.0 89 84 83 40 CPOS-EAARS-VB-0282 
CB-164 

135.0-140.0 64 51 49 30 CPOS-EAARS-VB-0282 
CB-164 

145.0-150.0 60 43 39 18 CPOS-EAARS-VB-0282 
CB-164 

165.0-170.0 37 21 18 12 CPOS-EAARS-VB-0282 
CB-164 

180.0-185.0 81 68 65 51 CPOS-EAARS-VB-0282 
CB-164 

200.0-205.0 99 98 97 72 CPOS-EAARS-VB-0282 

Moisture Organic 
Content Content 

200 (%) (%) 

14 6 -
27 21 -
17 8 -

2 14 -

8 10 -

7 7 -
6 22 -

27 20 -
26 22 -

25 21 -
21 21 -
l1 13 -

7 14 -
20 20 -
34 20 -

Atterberg AASHTOor 
Limits u.s.c.s. 

LL PI Classification 

- - GM 

- - SM 

- - SM 

- - SP 

- - SP-SM 

- - GP-GM 

- - SP-SM 

- - SM 

- - SM 

- - SM 

- - SM 

- - SP-SM 

- - GP-GM 

- - SM 

- - SM 



CB-164 I 
215.0-220.0 

CPOS-EAARS-VB-0282 100 100 100 100 29 28 - - - SM 

CB-164 
225.0-230.0 

CPOS-EAARS-VB-0282 100 100 99 98 75 36 - - - ML 

CB-170 
88.5-90.0 CPOS-EAARS-CB-0267 96 85 75 46 29 21 - - - SM 

CB-171 
78.5-80.0 

CPOS-EAARS-CB-0268 99 92 86 65 39 26 - - - SM 

CB-174 
40.0-45.0 

CPOS-EAARS-VB-0283 88 82 79 43 6 17 - - - SP-SM 

CB-174 
60.0-65.0 CPOS-EAARS-VB-0283 46 34 26 15 8 8 - - - SP-SM 

CB-176 
58.5-60.0 

CPOS-EAARS-CB-0272 64 40 31 18 5 21 - - - SP-SM 

CB-182 
10.0-15.0 

CPOS-EAARS-VB-0284 63 52 46 39 26 18 - - - SM 

CIJ-182 
20.0-25.0 

CPOS-EAARS-VB-0284 97 95 91 31 4 26 - - - SP 

CB-182 
40.0-45.0 CPOS-EAARS-VB-0284 31 20 13 8 4 2 - - - GP 

CB-182 
55.0-60.0 

CPOS-EAARS-VB-0284 50 39 31 18 9 16 - - - SP-SM 

CB-182 
70.0-75.0 

CPOS-EAARS-VB-0284 53 20 14 IO 7 9 - - - SP-SM 

CB-182 
90.0-95.0 

CPOS-EAARS-VB-0284 65 25 15 9 7 15 - - - SP-SM 

CB-182 
100.0-105.0 

CPOS-EAARS-VIJ-0284 
49 17 II 8 6 II - - - GP-GM 

CB-182 
120.0-125.0 

CPOS-EAARS-VB-0284 
53 30 25 19 13 13 - - - SM 

CB-182 
125.0-130.0 

CPOS-EAARS-VIJ-0284 
40 19 14 II 8 10 - - - SP-SM 

CB-182 
140.0-145.0 

CPOS-EAARS-VIJ-0284 
54 29 10 8 7 9 - - - SP-SM 

CIJ-182 
155.0-160.0 

CPOS-EAARS-VB-0284 
63 50 46 19 11 12 - - - SP-SM 

CB-182 
175.0-180.0 

CPOS-EAA RS-VB-0284 
78 66 63 52 22 17 - - - SM 

CB-182 
185.0-190.0 

CPOS-EAARS-VIJ-0284 93 83 82 75 35 15 - - - SM 

CIJ-182 
205.0-210.0 

CPOS-EAARS-VB-0284 
100 100 100 100 45 23 - - - ML 

CB-182 
CPOS-EAARS-VB-0284 210.0-215.0 100 100 100 99 43 26 - - - ML 



CB-182 
225.0-230.0 CP05-EAARS-VB-0284 100 100 100 99 99 75 - - - ML 

CB-190 
215.0-220.0 

CP05-EAARS-VB-0285 100 97 95 91 71 43 - - - CL 

CB-190 
220.0-225.0 CP05-EAARS-VB-0285 100 90 80 71 62 88 - - - CL 

CB-190 
225.0-230.0 CP05-EAARS-VB-0285 100 95 92 89 86 148 - 127 66 CH 

CB-205 
5.0-10.0 CP05-EAAHS-VB-0286 52 31 25 21 16 14 - - - SM 

CB-205 
15.0-20.0 

CP05-EAARS-VB-0286 67 49 40 31 20 18 - - - SM 

CB-205 
30.0-35.0 

CP05-EAARS-VB-0286 77 56 43 25 6 16 - - - SP-SM 

CB-205 
35.0-40.0 CP05-EAARS-VB-0286 100 97 93 46 5 24 - - - SP-SM 

CB-205 
60.0-65.0 

CP05-EAARS-VB-0286 49 31 23 16 11 14 - - - SP-SM 

CB-205 
65.0-70.0 CP05-EAARS-VB-0286 91 79 71 45 16 21 - - - SM 

CB-205 
75.0-80.0 

CP05-EAARS-VB-0286 52 33 24 16 13 13 - - - SM 

CB-205 
80.0-85.0 

CP05-EAARS-VB-0286 
40 21 15 8 7 12 - - - SP-SM 

CB-205 
95.0-100.0 

CP05-EAARS-VB-0286 
87 48 24 11 8 17 - - - SP-SM 

CB-205 
105.0-110.0 

CP05-EAARS-VB-0286 
52 16 12 9 7 14 - - - SP-SM 

CB-205 
110.0-115.0 CP05-EAARS-VB-0286 62 46 43 37 30 20 - - - SM 

CB-205 125.0-130.0 50 
CP05-EAARS-VB-0286 

25 20 16 12 17 - - - SP-SM 

CB-205 140.0-145.0 
CP05-EAARS-VB-0286 

58 38 32 13 7 15 - - - SP-SM 

CB-205 160.0-165.0 58 
CP05-EAARS-VB-0286 

39 35 24 12 20 - - - SP-SM 

CB-205 175.0-180.0 
CP05-EAAHS-VB-0286 

77 67 66 56 19 18 - - - SM 

CB-205 180.0-185.0 96 
CP05-EAARS-VB-0286 

91 90 82 37 21 - - - SM 

CB-205 
195.0-200.0 CPOS-EAARS-VB-0286 95 90 89 74 31 19 - - - SM 

CB-205 
CP05-EAARS-VB-0286 215.0-200.0 100 100 100 100 53 25 - - - ML 



CB-219 
CP05-EAARS-CB-03 l 7 

14.0-15.5 94 77 70 64 52 23 - ML - -
CB-219 

34.0-35.S 
CP05-EAARS-CB-03 l 7 95 77 47 25 12 25 - - - SP-SM 

CB-228 
4.0-5.5 

CPOS-EAARS-CB-0326 23 11 8 6 4 5 - - - GP 

CB-228 
14.0-15.5 

CP05-EAARS-CB-0326 
74 44 32 24 11 23 - - - SP-SM 

CB-231 
8.5-10.0 

CP05-EAARS-CB-0329 61 32 25 20 14 17 - - - SM 

CB-231 
13.5-15.0 

CP05-EAARS-CB-0329 88 60 50 38 14 22 - - - SM 

CB-231 
18.5-20.0 

CP05-EAARS-CB-0329 54 38 32 22 12 13 - - - SP-SM 

CB-231 
23.5-25.0 

CPOS-EAARS-CB-0329 87 69 54 18 6 26 - - - SP-SM 

CB-231 
33.5-35.0 

CP05-EAARS-CB-0329 
65 60 58 40 8 16 - - - SP-SM 

CB-235 
8.5-10.0 

CPOS-EAARS-CB-0333 63 38 32 29 24 24 - - - SM 

CB-248 
10.0-11.5 

CP05-EAARS-CB-0346 55 29 20 14 9 10 - - - SP-SM 

CB-260 
13.0-14.5 

CP05-EAARS-CB-0358 70 40 31 26 20 21 - - - SM 

CB-262 
8.5-10.0 

CP05-EAARS-CB-0360 
38 21 15 11 8 26 - - - GP-GM 

CB-262 
13.5-15.0 

CP05-EAARS-CB-0360 
82 59 53 49 46 31 - - - SM 

CB-262 
18.5-20.0 

CP05-EAARS-CB-0360 
89 67 55 45 32 24 - - - SM 

CB-262 
23.5-25.0 

CP05-EAARS-CB-0360 
69 46 38 29 15 22 - - - SM 

CB-268 
0.0-1.5 

CP05-EAARS-CB-11365 
72 48 38 31 24 IO - - - SM 

CB-268 
1.5-3.0 

CPOS-EAARS-CB-0365 
60 41 35 30 24 13 - - - SM 

CB-268 
3.5-5.0 

CP05-EAARS-CB-0365 
68 33 22 15 9 88 - - - SP-SM 

CB-268 
5.0-6.5 

CP05-EAARS-CB-0365 
37 17 13 IO 7 I3 - - - SP-SM 

CB-268 
11.5-13.0 

CP05-EAARS-CB-0365 
75 48 39 29 19 29 - - - SM 

CB-268 
18.5-20.0 

CP05-EAARS-CB-0365 
96 82 71 59 41 23 - - - SM 



CB-268 
CP05-EAARS-CB-0365 23.5-25.0 90 68 57 48 36 23 - - - SM 

CB-268 
28.5-30.0 CP05-EAARS-CB-0365 86 63 55 46 31 21 - - - SM 

CB-268 
33.5-35.0 

CP05-EAARS-CB-0365 53 30 26 20 11 13 - - - SP-SM 

CB-276 
14.5-16.0 

CP05-EAARS-CB-0372 93 75 68 62 53 19 - - - ML 

CB-277 
19.0-20.5 

CP05-EAARS-CB-0373 83 67 56 41 21 25 - - - SM 

CB-277 
29.0-30.5 

CP05-EAARS-CB-0373 66 49 40 28 19 22 - - - SM 

CB-277 
34.0-35.5 

CP05-EAARS-CB-0373 100 98 95 37 5 26 - - - SP 

CB-281 
15.5-17.0 CPOS-EAARS-CB-0377 79 42 32 26 19 18 - - - SM 

CB-281 
19.0-20.5 CP05-EAARS-CB-0377 92 68 54 40 25 26 - - - SM 

CB-281 
24.0-25.5 CPOS-EAARS-CB-0377 67 43 35 28 18 19 - - - SM 

CB-281 
29.0-30.5 

CPOS-EAARS-CB-0377 72 49 41 31 17 15 - - - SM 

CB-310 
23.5-25.0 CP05-EAARS-CB-0406 85 64 52 41 28 26 - - - SM 

CB-310 
33.5-35.0 CP05-EAARS-CB-0406 53 34 30 21 9 13 - - - SP-SM 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 14 12 30 I 20 24 i 

I 
[X LL PL Doi:. Di:.n Di:.n 0-in D15 Orn Cr. Cu 
0 4.3800 1.0135 0.6025 0.1656 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 32.6 CP05-

o Source of Sample: CB-157 Depth: 9.0' Sample Number: 4 EAARS-CB-0255 @9.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse I Fine Coarse Medium Fine Silt Clay 
0 0 0 13 6 15 34 32 

I 
I I I 

x LL PL Da.:: Di:n D.::n Do:tn Dii;: Din C,. c .. 
0 3.9736 0.2950 0.1690 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 27.l CP05-

o Source of Sample: CB-157 Depth: 13 .5' Sample Number: 5 EAARS-CB-0255@ 13.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Coarse Medium Coarse Fine Fine Silt Clay 

0 15 23 8 19 24 11 

LL PL Ocie o~n Den D-in C,. c .. 
19.0162 4.0228 1.3320 0.3078 0.1113 

Material Description uses AASHTO 
o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-157 Depth: I 8.5' Sample Number: 6 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
a Moisture Content% 19.3 CP05-

EAARS-CB-0255 @ 18.5' 

Figure 
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GRAIN SIZE - mm. 
% Gravel % Sand 

%+3" 
% Fines 

Silt Clay Coarse I Fine Coarse1 Medium Fine 

0 0 : 15 10 29 36 10 

I 

LL PL DR~ Di::n D~n D'1n c~ c .. 
4.6208 0.8654 0.5214 0.2327 0.1338 

Material Description uses AASHTO 
o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-158 Depth: 50.5' Sample Number: 32 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
a Moisture Content% 18.6 CP05-

EAARS-CB-0256 @ 50.5' 

Figure 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse! Coarse Fine Medium Fine Silt i Clay 

0 0 0 3 I 36 I 53 8 

LL PL Di::n Den D-:tn Cr.. c .. 
0.9438 0.4093 0.3169 0.2063 0.1419 0.1048 0.99 3.91 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-158 Depth: 55.0' Sample Number: 35 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
oMoisture Content% 23.l CP05-

EAARS-CB-0256@ 55.0' 

Figure 
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x LL PL Dsu; Di::n Os;n D"ln 01~ D1n C,.. c .. 
0 4.4869 0.7184 0.4491 0.2138 0.0931 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 21.2 CP05-

o Source of Sample: CB-158 Depth: 65.5' Sample Number: 42 EAARS-CB-0256@ 65.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 27.6 CP05-

o Source of Sample: CB-158 Depth: 70.0' Sample Number: 45 EAARS-CB-0256 @ 70.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 27.7 CP05-

o Source of Sample: CB-158 Depth: 38.5' Sample Number: 24 EAARS-CB-0256@ 38.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) oMoisture Content% 31.2 CP05-

o Source of Sample: CB-158 Depth: 44.5' Sample Number: 28 EAARS-CB-0256 @ 44.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 29.3 CP05-

o Source of Sample: CB-158 Depth: 23.5' Sample Number: 14 EAARS-CB-0256@ 23.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 21.4 CP05-

o Source of Sample: CB-158 Depth: 21.5' Sample Number: 16 EAARS-CB-0256@21.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 27.5 CP05-

o Source of Sample: CB-158 Depth: 76.0' Sample Number: 49 EAARS-CB-0256@ 76.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 19.9 CP05-

o Source of Sample: CB-158 Depth: 80.5' Sample Number: 52 EAARS-CB-0256 @ 80.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Material Description uses AASHTO 
o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 26.2 CP05-

o Source of Sample: CB-158 Depth: 85.0' Sample Number: 55 EAARS-CB-0256@ 85.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 20 17 10 26 18 9 

I I I 
~ LL PL Dai: Den Di::n D'ln 01~ Orn Cr c .. 
0 20.8086 3.8827 1.5585 0.4729 0.2594 0.1252 0.46 31.01 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 26.2 CP05-

o Source of Sample: CB-158 Depth: 89.5' Sample Number: 58 EAARS-CB-0256@ 85.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE- mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium I Fine Silt I Clay 
0 0 0 32 11 I 14 26 17 

I I 
i 

IX LL PL DR~ Di::.n o~n D"tn D1i:; D1n c~ c .. 
0 9.7706 2.5428 1.0211 0.1905 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 21.l CP05-

o Source of Sample: CB-158 Depth: 91.0' Sample Number: 59 EAARS-CB-0256@ 91.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Particle Size Distribution Report 
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GRAIN SIZE - mm. 
% Gravel % Sand 

%+3" 
% Fines 

Coarse l Fine Coarse Medium Fine Silt Clay 
0 6 20 10 10 34 20 

LL PL Ds:u:: Dr::n Dr::n D"ln c .. 
11.3755 1.1886 0.2525 0.1450 

Material Description uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-158 Depth: 95.5' Sample Number: 62 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 19.3 CPOS­

EAARS-CB-0256@ 95.5' 

Figure 
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Particle Size Distribution Report 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt I Clay 
0 0 19 IO IO 41 20 

LL PL D.:n 0-:in Drn c~ c .. 
6.923I 0.3181 0.2097 0.1346 

Material Description uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-158 Depth: 98.5' Sample Number: 69 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
o Moisture Content % 21.6 CP05-

EAARS-CB-0256 @ 98.5' 

Figure 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt I Clay 
0 0 0 53 16 12 7 12 

I 
x LL PL DRr: D~n Dr:n D-:i.n D1i:;; D1n C,. c .. 
0 10.6373 6.3584 5.1205 1.8548 0.1816 

Material Description uses AASHTO 
o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 62.9 CP05-

o Source of Sample: CB-158 Depth: 14.5' Sample Number: 8 EAARS-CB-0256@ 14.5' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
Silt 

% Gravel % Sand % Fines 
l----~-----+------------1--------------- .. -

Coarse Fine Coarse Medium i Fine Clay 
0.0 o.o I 30.1 19.1 31.1 I 18.8 0.9 

LL PL D~n Di:::n D"!ln c~ C11 
8.0475 3.1055 1.9281 0.7896 0.2908 0.2084 0.96 14.90 

Material Description uses AASHTO 
o WELL GRADED SAND WITH GRAVEL SW 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A(Reservoir) W/O #4 

o Depth: 4.5-9.5' Sample Number: CB-0168 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
oMoisture Content% 13 CP05-

EAARS-CB-0256@ 4.5'-9.5' 

Figure 

Tested By: ~C~a~m~a_ra_z_a _______ Checked By: ~M~B~r~ow~n _______ _ 
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I I I I I I I I I I I I 'r -l'r 

I 
I I: I I I I I I I I I I I I 

I 0 I I I II I I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 16 30 17 18 11 8 

. 

IX LL PL Dai:: Di::n Den D'ln D1i; D1n c~ c .. 
0 19.3721 6.2672 3.9118 1.2546 0.2694 0.1274 1.97 49.20 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 13.4 

o Source of Sample: CB-0169 Depth: 5.5' Sample Number: 3 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . E . c . c 0 0 0 

.5 .5 .!i ~ c ·- 0 0 
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10 I II II I I I II II I I I I I I 

I 
I I I I I I I I I I I I I I 

I 
I I I I I I I I I I I 

I 
I I I 

I 0 I II I I I I II I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand %Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 12 8 8 24 21 27 

x LL PL Dai::. Di::n Di::.n D'ln D1~ Orn C,. c .. 
0 7.7404 0.8895 0.4916 0.1110 

Material Description uses AASHTO 

o Silty sand with gravel SM 

t 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) o Moisture Content % 24.0 

o Source of Sample: CB-0169 Depth: 11.5' Sample Number: 7 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c 

.5 .5 
. c 0 0 0 
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I I I I I I I rT!"- I I 
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~ 
I I I I 

I I I I I I I I I I ~ I I I 
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I I I I I I I I I I l~I 
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10 I I Ii I I I II I I I I I II 
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Ii 
I I I I I I I I I I I I 

I I I I I I I I I I I I 
:1 0 I II I I I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 4 34 14 21 13 14 

[X LL PL D1:u=: D~n D1:.n D"ln D1i:. D10 C,. c .. 
0 13.3363 4.0871 2.2470 0.5460 0.0976 

Material Description uses AASHTO 

o Well graded sand with silt gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 34.3 CP05-

o Source of Sample: CB-0169 Depth: 14.5' Sample Number: 9 EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .5 

. c 0 0 0 
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0 I II I i I I Ii I Ii i I i I i 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

'%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 9 IO 30 26 25 

x LL PL Dcu: o~n Di:n D~n D1i:: Orn C,. c .. 
0 2.7798 0.6608 0.4050 0.1312 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 36.2 

o Source of Sample: CB-0169 Depth: 16.0' Sample Number: 10 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . 5 . c 0 0 0 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 8 5 23 37 27 

x LL PL Dsu~ D~n Di;:n D~n D1~ D1n c~ c .. 
0 1.6852 0.3360 0.2016 0.1011 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) o Moisture Content % 27.5 

o Source of Sample: CB-0169 Depth: 20.5' Sample Number: 13 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .E 
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20 I II I I II I II I I I I I 

I I I I I I I I I I I I ~ I 
I I I I I I I I I I I I I ~J. 
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0 I I ,\ I II I ,1 I " I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand %Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 3 9 29 46 13 

x LL PL Ds:u; D~n Oi;n D-:tn 01~ Orn c~ c .. 
0 1.7068 0.4558 0.2839 0.1373 0.0979 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) a Moisture Content% 22.0 CP05-

o Source of Sample: CB-0169 Depth: 26.5' Sample Number: 17 EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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I I I I I I I I I I I I I I 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 10 9 19 37 25 

IX LL PL DR&: D~n D&:n D-:tn D1&: D10 C,. c .. 
0 2.9309 0.3809 0.2156 0.1050 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) a Moisture Content% 22.0 CP05-

o Source of Sample: CB-0169 Depth: 31.0' Sample Number: 20 EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
%Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 17 8 28 38 9 

'X LL PL DRi::: Di:::n Di:::n D~n D1i:. D1n Cr c .. 
0 6.3126 0.8590 0.4962 0.1634 0.1098 0.0835 0.37 10.28 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 26.6 

o Source of Sample: CB-0169 Depth: 37.0' Sample Number: 24 CP05-EAARS-CB-0266 

L 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 0 1 34 62 3 

x LL PL Ds:u=: Di::n Di::.n D'2n D1~ D1n c~ c .. 
0 0.6013 0.3988 0.3559 0.2827 0.2173 0.1756 1.14 2.27 

Material Description uses AASHTO 

o Poorly graded sand SP 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) o Moisture Content % 24.9 

o Source of Sample: CB-0169 Depth: 44.5' Sample Number: 29 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 27 16 23 27 7 

x LL PL DR.:: Di::n Di::n D-:tn D1~ Din C,. c .. 
0 8.3569 2.4481 1.1035 0.3709 0.1820 0.1251 0.45 19.58 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 20.9 

o Source of Sample: CB-0169 Depth: 49.0' Sample Number: 32 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 

http:B0t-+--+--+-.-1----t+t.tl
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I I I I I I I I I I 

0::: 60 
I I I I I I I I I I 

w I I I I I I I I l I I z 
u: I I I I I I I I I I 
I- 50 I I I I I I I I I l I I 
z I I I I I I I I 

1\1 
I w 

u I I I I I I I I I I I 
0::: I I I I I I I I I w 40 a.. I I I I I I I I I I ~ I 

I I I I I I I I I I I 

30 I II I I II I II I I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I ~ 
I II I I II I II ,I I I I I 20 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

10 I II I I II I II II I I I I I 

I 
I I I I I I I I I I I I I I 

I I I I I I I I I I I I I I i 
0 I II I I II I II I II I I I I 11 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 8 6 8 56 22 

lX LL PL Dcu:: D1::n D1::n D"2n D1i:; D1n C,. C,, 
0 1.6787 0.1533 0.1319 0.0959 

Material Description uses AASHTO 
o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 30.4 

o Source of Sample: CB-0169 Depth: 55.0' Sample Number: 36 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .e . c 0 0 0 

.5 .5 .E ~ c ·- 0 0 0 0 0 0 ... 0 ·- ao ; ~ ~ (:! ;a; ; ~ ... ;a; i ; ; ~ co ... N .- .. 
100 I 01 I I I I I I ,1 

I I I I I I I I I I I I 
I I I I ~ I I I I I I I I I 

90 I ,I I I I II I I I 
I I I I I I I I I I I I I I 

80 
I I I I I I I I I I I I I I 
I I I I 

I\ I 
I I I I I I I 

I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I 
I I I I I 

:\I 
I I I I I I I 

I I I I I I I I I I I I I I 
a:: 60 I I I I I I ~ I I I I I I I 
w I I I I I I IT I I I I I I I z 
u:: I I I I I I I ' I I I I I I I 
I- 50 I I I I I I I ..... ~ I I I I I I z I I I I I I I , ..... I I I I I I w i't (.) I I I I I I I I 

' 
I I I I I I a:: 

w 40 I I I I II I I I I I I I I I 
Q. I I I I I I I I "' I I I I I 

I I I I I I I I 1!'1 I I I I I 
30 I Ii .I I Ii I I I '~ I I I I Ii 

I I I I I I I I I ~ ....... I I I I 
I I I I I I I I I I ~ I I I 

20 I II I I II I ,I ;I I I I I 

I I I I I I I I I I I ~ I 
I I I I I I I I I I I I 
i Ii I I Ii I 11 Ii I i I ~~ 

10 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

0 I Ii I I Ii I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 7 42 7 15 18 11 

[)( LL PL DAi:: Di:n Di::n D-:tn D1~ Din C,. c .. 
0 15.9470 9.5331 4.0274 0.4704 0.1263 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 29.9 

o Source of Sample: CB-0169 Depth: 61.0' Sample Number: 40 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 

http:J......J......JJ


Particle Size Distribution Report 
. . 5 . c . c 0 0 0 

.5 .5 .e :.4: c ·- c ·- 0 0 0 0 0 0 .... 0 

"' ... N,... 

~~ ~: i ;; ~ ~ i i ;; ;; ~ 
100 I II II I n ""6 h II I I I I II 

I I I I I I I r--.. I I I I I I 
I I I I I I I I ~ I I I I I I 

90 I II I II I II \I: 
I I 

I I I I I I I I I I I I 
I I I I I I I ~ I I I I I 

80 I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I 
I I I I I I I I 

' 
I I I I I 

I. I I I I I I I I I I I I 
0:: 60 I I I I I I I I I I I I I 
w I I I I I I I I ~ I I ·I I z 
u:: I I I I I I I I I I I I 
I- 50 I I I I I I I I I\ I I I I z I I I I I I I I 1\ I I I I w 
u I I I I I I I I I I I I I 
0:: I I I I I I I II I I I I I w 40 a.. I I I I I I I I I I I I 

I I I I I I I I I I I I 
30 I II I ,I I II II I I I I 11 

I I I I I I I I I I I I I I 
I I I I I I I I I I I \' I I 

20 I II I ii I II II I I I I II 

I I I I I I I I I I I N I I I I I I I I I I I I I I 
I II I I I I 11 11 I I I 

10 
I I I I I I I I I I I I 

I 11 I I I I I I I I I :I I I I I 
0 I I I I II I I I I ! I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 2 4 38 47 9 

lX LL PL Di:u:: D~n D1:n D".ln D11; D1n c~ c .. 
0 0.9915 0.4660 0.3624 0.2177 0.1352 0.0926 1.10 5.03 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 21.6 

o Source of Sample: CB-0169 Depth: 65.5' Sample Number: 43 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Particle Size Distribution Report 
.E 
co 

I II II \I I .1 II I I I I I 
I I I I I I I I I I I I I 
I I I I I I I I I I I I -I I 

gol-4--1--+-~l:-H~:++-1-i.-:+~l:~:\.~ii-IT+-:+++~:-+-1--1-----1-~li+-1-hi+-+~i-+-~I: ~i-l-l-h-ll'"4-l--+--1---1---++++++-~1--1---1 
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100 

I I I I ~~~ I I I I I I I 
I I I I I \.I I I I I I I 

70t-t--+--+-~: -t++.++-t-+.:-+-:---t:-:~:~:-H-1~~~1 ,-+-,-t-~-++.+:++-1~:1-1-~:+--,:-,+:+++:++-+-+-+~-+++++-+-+--l--l----I 

60 1-+--+--1-~l-+++'+++-~l--+-'---+'-l_,_l~l++++-l'-l-+--1~--P1~~-4'4l-+-+-+-+I --+-'l-\-~l-'+l-!-+!-1-l-!-1--1-1----1----1--1-1-1--1-1--J-+--+---1 
I I I I I I "'\. I I I I I I 
I I I I I I \I I I I I I 
I I I I I I l I I I I I 

50+-+--+--+-~-H--t-t-+--t-i-+--+'--"--+-i-+-r-+-+-+-l'--+----+~~-------+--+-~++++-+-+-+--+--+-~--++-+-+-+-+--l-+-+-~-t 

I I I I I I T I I I I I 
I I I I I I I ' I I I I I 
I I I I II I I I I I I I 

40t-+--+--+-~[--+t-H-++-fl-t-'--+-l~l~l++++-+-l-t-r--t----+Hl--+-fll'+-'1-1-+-'1--+-~[-'t[+t'+[-+-t--t-t--t----t+++-+-+--+--+--+---1 

I I I I I I I ~ I I I I 
30t-+--+--+-~[--+Hl++-1-t-t'-ll-t-'1--+-l~l~ll++++-+-!l--i---,r--t----+Hl-H-r~l'~l--+-~l_,.l++'+-+-t--t-t--t----t+++-+-+--+--+--+---1 

I I I I I I I I I I '\l I I I 
I I I I I I I I I I 'i\ I I I 

20t-t---+--+-~l--t-t-t'i!l-+-+~l---+-1~1~1'--'-1'-lllt-t-t-+-t'-l+-1r--t----t~l+-+-+-t--4l-+-~l~'~l-'+++'lll'H-+-+--+--+-~-t-rH-+-+--1-+--+~---t 
I I 11111 I I I IN' 
I I I I I I I I I I I I 

1 0t-t---+--+-~l--t-+-t'"fll-+-+~l---+-1~1~1'--'-i'-lllt-t-t-+-t'-l+-1~t----t~l+-+-+-t--4l-t-~l-+-..__,,-kf-f'll'H-+-+--+---+-~-++-+-+-+-+--1-+--+~---t 
I 11: I I I I I I I I I I I ~ 
I I I I I I I I I I I I I 

o._.__..__._~1_,.,~~ .......... 1 ........... 1~1---~1~1 ....................... 1 .......... ..__.._____.~1 ................... 1__._~1......_.._,1~1 ~1~....._.__..__._~,....,.._ .......... .....__.--'-__..__,....,,...,...,. 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

Silt 
% Fines 

%+3" 
Coarse Fine Coarse Medium Fine Clay 

0 12 19 7 28 27 7 

LL PL D1u:: D~n Di::n D-:in C,. c .. 
16.9881 1.6324 0.8528 0.3402 0.1320 0.0994 0.71 16.43 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0169 Depth: 68.5' 

Date: o 

Sample Number: 45 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

o Moisture Content % 22.3 

CP05-EAARS-CB-0266 

Figure 



Particle Size Distribution Report 
c c .E 

. c 0 0 0 
.5 .5 .5 ~ c ·- 0 0 0 0 0 0 .. 0 ·- "" 
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I I I I I I I I I I I I 

90 I I II I I ,, II I I I I I 
I I I I I ~ I I I I I I 
I I I I I I ' I I I I I I 

80 I I I I I I ~ I I I I I I 
I I I I I I ' ~~ I I I I I 

70 
I I I I I I I I I I I 
I I I I I I I " I\ 

I I I I I 
I I I I I I I 

' 
I I I I I 

0::: 60 I I I I I I I I I I I I 
w I I I I I I I "~ I I I I z 
ii: I I I I I I I ~~ ... , I I I I 
I- I I I I I I I I I I I I z 50 

I I I I I I I I ii\ I I I w 
C) I I I I I I I I I I i 
0::: I I I I I I I I I \ I I I w 40 c.. I I I I I I I I I I i I I I 

I I I I I I I I I I I I I 

30 I I II I I I II II I I I I I 
I I I I I I I I I I I 

~ 
I I 

I I I I I I I I I I I I I 
20 I I II I I I II II I I I I 

I I I I I I I I I I I 
NI I I I I I I I I I I I I 

10 I I II I I I II II I I I ~ I 

I 
I I I I I I I I I I I I I 1 
I I I I I I I I I I I I 111 

0 I II I I I I I II I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
o/o Gravel o/o Sand o/o Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 3 23 11 14 40 9 

lX LL PL Dsu• D~n D-.n D~n D1~ D1n c,. c .. 
0 8.6203 1.3627 0.4514 0.2021 0.1215 0.0788 0.38 17.29 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 21.3 

o Source of Sample: CB-0169 Depth: 73.0' Sample Number: 48 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c . c 0 0 0 

.5 .5 .s ~ c .5 .s CD 0 0 0 0 0 0 'ot 0 ·- ~ ~;;, ;;( ; Ql ~ ;;( CD ; ; Ql CD "' N ~ 'It 
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I I I I I I I I I I I I I 

90 I I I II ~I I !I I I I I II 
I I I I I I I I I I I 

80 
I I I I I ~ I I I I I I I 
I I I I I I I I I I I I I 
I I I I I '~ I I I I I I I 
I I I I I I I I I I I I 

70 I I I I I ~ I I I I I I 
I I I I I I I I I I I 

0::: 60 I I I I I 
,, 

I I I I I I 
w I I I I I I \ I I I I I I z 

I I I I I I ~ I I I I I I u: 
I- 50 I I I I I I I I I I I I z I I I I I I I I I I I w tr--. (.) I I I I I I '\ I I I I I 0::: w 40 I I I I I ~ I I I I 
0.. I I I I I I I :\ I I I I 

I I I I I I I I I I I 
30 I I I II I I \I I I II 

I I I I I I I I I I ~ I I I 
I I I I I I I I I I I I I 

20 I I !J I I 'I Ii I I I \I I II 
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I II II I I II II I I I 

~~ 

10 

I I I I I 
I I I I I I I I I I I I I I 

I 
I I I I I I I I I I: I I I I 

I 0 I II I I I I I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 32 12 15 30 II 

x LL PL Dsu: Den Den D'ln D1~ D1n Cr c .. 
0 10.7289 2.7914 1.0931 0.2603 0.1303 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-00 I 3- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 18.3 CP05-

o Source of Sample: CB-0169 Depth: 76.0' Sample Number: 50 EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
o/o Gravel o/o Sand 

o/o +3" 
o/o Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 23 34 10 16 11 6 

LL PL Di::n D~n C,. c .. 
21.1728 12.3387 7.2008 1.4580 0.3425 0.2034 0.85 60.65 

Material Description uses AASHTO 
o Well graded gravel with silt and sand GW-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0169 Depth: 85.0' Sample Number: 56 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
o Moisture Content% 18.4 CPOS­

EAARS-CB-0266 

Figure 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 12 27 9 35 9 8 

x LL PL DRJ:: D1::n D1::n D'2n D1~ D1n Cr c .. 
0 17.6613 4.5220 1.6420 0.6544 0.3675 0.1408 0.67 32.11 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 14.2 

o Source of Sample: CB-0169 Depth: 89.5' Sample Number: 59 CP05-EAARS-CB-0266 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel % Sand % Fines 

1--~~--~~--r--~~~~~~~~~-1-~--~~~~~~~-~-

Coarse ! Fine Coarsel Medium Fine Silt i %+3" 
Clay 

0.0 0.0 i 1.9 1.9 i 11.4 55.5 29.3 

I I 
I I i 

LL PL Dsu• D~n Di::n D'\n c~ 

0.4344 0.1915 0.1630 0.0796 

Material Description uses AASHTO 

o Silty Sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 170 Depth: 88.5'-90.0' Sample Number: CB 170 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content% 21.4 CP05-

EAARS-CB-0267 

Figure 

Tested By: -=B=o=lo=ok:..:.:.i _______ Checked By: '-'-K-=L=eu=n.,_..g.__ _____ _ 



Particle Size Distribution Report 
c c .5 
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I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

10 I I Ii I I I Ii I I I I I II 

I I I I I I I I I I I I ! I 

I I I I I I I I I I I I I I I 
0 I ii II I I I I II ,, I I I I II 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 7 5 4 27 30 27 

x LL PL DRll:: D~n D11::n D~n D1~ D1n c~ c .. 
0 2.3383 0.5011 0.3099 0.1060 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 30.2 CP05-

o Source of Sample: CB-0171 Depth: 13.5' Sample Number: 4 EAARS-CB-0268 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 26 30 2 11 I 22 9 

LL PL Di:tn D~n D"tn c~ c .. 
21.7308 15.2316 11.2605 0.3823 0.1285 0.0919 0.10 165.72 

Material Description uses AASHTO 

o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0171 Depth: I 8.5' 

Date: o 

Sample Number: 5 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

a Moisture Content% 21.5 CP05-

EAARS-CB-0268 

Figure 



Particle Size Distribution Report 
c: . c: 0 0 0 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Slit Clay 
0 0 0 13 11 19 48 9 

lX LL PL Dsu;: DAn Di:;:n D-:tn D1i:;: D10 C,. c .. 
0 4.1445 0.5239 0.3043 0.1497 0.1058 0.0839 0.51 6.24 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 17. 7 CP05-

o Source of Sample: CB-0171 Depth: 33.5' Sample Number: 8 EAARS-CB-0268 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Coarse! Medium I Coarse 1 Fine Fine Silt 
0.0 0.0 i 0.1 i.2 I 6.7 i 53.0 39.0 

LL PL Di::n 0".tn c~ 
0.2395 0.1373 0.1157 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB171 Depth: 78.5'-80.0 Sample Number: CB 171 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 26.4 CP05-

EAARS-CB-0268 

Figure 

Tested By: ~B~o~lo~o=ki _______ Checked By: _K~L~e=un~g~------



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 21 2 2 25 36 14 

lX LL PL Dsu:: D~n D~n D-tn D15 D10 Cr c .. 
0 21.0463 0-5610 0.4232 0.2134 0.0963 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 136.8 CP05-

o Source of Sample: CB-0172 Depth: 0.0' Sample Number: I EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 33 34 7 6 6 14 

I x LL PL Dsu:: Di:::n Di:::n D-in D1,. D10 c~ Cu 
0 22.5022 17.4618 14.5600 3.5945 0.1253 

Material Description uses AASHTO 
o Silty gravel with sand GM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 27 CP05-

o Source of Sample: CB-0173 Depth: 3.5' Sample Number: 3 EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .5 

. c Q Q Q 

.5 .5 .s i c ·- Q Q Q Q Q Q .... 
~ ·- ~ ·- 00 i ; ~ 

.., 
i i ; ; 

'° 
.., N ~ ~ "5 :it 

100 I I II 1\ I II II I I I I II 
I I I I ~I I I I I I I I 
I I I I [ I I I I I I I 

90 I I I ~~ I I 
I I I I I I I I I I I I I 

80 
I I I I I I I I I I I I 
I I I I I ,1 I I I I 
! j I I I I I I I 

70 
I I I I I ~ I I I I 
I I I I I :, I I I I 
I I I I I 

i\. 
I I I I 

0::: 60 I I I I I I I I I I 
w I I I I I I ') I I I I z 
u: I I I I I I \ I I I I 
I- 50 I I I I I I I I I I z I I I I I I \ I I I I w 
(.) I I I I I I I I I I 
0::: I I I I I I I I I w 40 a. I I I I I I ~, I I I I 

I I I I I I 
I ' 

I I I I 
I II I I II I II II \1 I I I I 30 
I I I I I I I I I ~\ I I I I 
I I I I I I I I I rS I I I 

20 I II I II I II Ii II I I I I 
I I I I I I I I I I I ~I I I I I I I I I I I I I ~~l 

10 I II I II I II II I I 

I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

0 I I I I I I I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 4 23 17 28 16 12 

iX LL PL Dsu:;: Dc::n Dr:n D'tn DH; Din c~ c .. 
0 7.3316 2.4333 1.4431 0.4882 0.1307 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 23 .8 CP05-

o Source of Sample: CB-0172 Depth: 8.5' Sample Number: 3 EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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0 I II II I II I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel o/o Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 15 5 21 34 25 

x LL PL Doi: D~n D~n D<tn D1~ D10 C,. C11 
0 4.5605 0.4425 0.2697 0.1114 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content% 31.9 CP05-

o Source of Sample: CB-0172 Depth: 13.5' Sample Number: 4 EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Silt I Clay 
%+3" 

Coarse Fine Coarse Medium Fine 
0 0 14 9 23 19 35 

LL PL D~n Dr;n D~n c .. 
4.4426 0.6188 0.3170 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0173 Depth: 13.5' Sample Number: 5 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

o Moisture Content % 36.4 CPOS­

EAARS-CB-0269 

Figure 



Particle Size Distribution Report 
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J I I I I I I I I I w 40 a. I I I I I I I I I ~ I I 
I I I I I I I I I I \: I 
I I 'I I II I I II I I I I 30 
I I I I I I I I I I I \i I 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 6 9 33 42 IO 

lX LL PL Dsu; Oi:;n Oi;n 0'.ln 01~ Orn c~ c .. 
0 1.9799 0.6016 0.3958 0.1623 0.1119 

Material Description uses AASHTO 
o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 22.7 CP05-

o Source of Sample: CB-0172 Depth: 18.5' Sample Number: 5 EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 

0 25 20 9 16 19 11 

LL PL D~n D~n D"2n c" c .. 
21.7109 6.2377 3.1064 0.4346 0.1251 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0173 Depth: 18.5' Sample Number: 6 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 26.0 CP05-

EAARS-CB-0269 

Figure 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 11 24 7 I 10 41 7 

x LL PL D1u: o~n Da::n D~n 011~ D10 Cr- Cu 
0 17.1489 2.5176 0.5043 0.1455 0.1146 0.0952 0.09 26.45 

Material Description uses AASHTO 
o Poorly graded sand with gravel SP 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 16.4 CP05-

o Source of Sample: CB-0172 Depth: 33.5' Sample Number: 8 EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 3 13 10 15 54 5 

x LL PL DRS:: Di:::n Di:::n D"ln D1~ D1n C,. c .. 
0 5.1746 0.5272 0.2369 0.1706 0.1302 0.1130 0.49 4.66 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 20.9 CP05-

o Source of Sample: CB-0172 Depth: 38.5' Sample Number: 9 EAARS-CB-0269 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 38 17 25 13 7 

[X LL PL Dai:: Di:n Di::n D~n DH; D1n c~ Cu 
0 11.4156 4.3044 2.5799 0.8016 0.2641 0.1486 1.00 28.98 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 157.6 CP05-

o Source of Sample: CB-0173 Depth: 1.5' Sample Number: 2 EAARS-CB-0270 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand : % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 6 25 11 19 17 22 

rx LL PL DR,. D~n D,.n D-tn D1~ D1n C,.. c .. 
0 12.0906 2.4134 1.0653 0.1880 

Material Description uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 12.3 CP05-

o Source of Sample: CB-0175 Depth: 0.0' Sample Number: 1 EAARS-CB-0271 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza · Checked By: Michael Brown 



Particle Size Distribution Report 
. . E . c . c 0 0 0 

.5 .E .5 ~ c ·- 0 ~ 0 0 0 0 .... 0 c ·- ·- Iii! co ... N -
·- ~ ~ ... t :; 'It ~ t i ; -~ 

100 I II T' !I I II I II I I I I I 
I I I ~I I I I I I I I I 
I I I I I I I I I I I I I 

90 I I II\ I I I 
I I I I I I I I I I I I I 

80 
I I I I I I µ I I I I I I I 
I I I I I I I '111 I I I I I I I 
I I I I I I I ~ I I I I I I I 

70 
I I I I I I I ~~ I I I I I I 
I I I I I I I : i\ I I I I I I 
I I I I I I I 

" 
I I I I I I 

" 60 I I I I I I I I I I I I I I 
UJ I I I I I I I I 

~: 
I I I I I z 

u: I I I I I I I I I I I I I 
I- 50 I I I I I I I I u I I I I I z I I I I I I I I ,, I I I I I UJ 
(..) I I I I I I I I I '~ I I I I 

" I I I I I I I I I I I I I UJ 40 D. I I I I I I I I I I " ~ I I I 
I I I I I I I I I I I I I 

30 I Ii I I I II Ii I I ,, I ii 
I I I I I I I I I I I NI I I I I I I I I I I I I 

20 I II I I I II II I I I I\. 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

10 I II I I II I !I II I I I I I II 

I I I I I I I I I I I I I I 
I I I I I I I I I I ~ I 

I I I 
0 I Ii I I I I I I I I I I II 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 5 24 11 18 20 22 

I 
)< LL PL Ds:u;: Di::n Di:::n D"ln D1!; D1n c~ c .. 
0 11.6299 1.9706 0.8308 0.1595 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 20.4 CP05-

o Source of Sample: CB-0175 Depth: 2.0' Sample Number: 2 EAARS-CB-0271 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c . c . c 0 0 0 

.5 .5 .5 ~ c ·- 0 0 0 0 0 0 .... 0 .5 ·- ·- ID ; i ~ ~ ; i i i ~ U> .., 
N -

:;\: ~ ('5 

100 I II " I II !I I I I I I 
I I I I ~I I I I I I I I I 
I I I I I I I I I I I I I 

90 I I 

I ' I 

I I I I !I 
I I I I I I I I I I I 
I I I I I ~I I I I I I I I 

80 I I I I I "I I I I I I I I 
I I I I I I ~ I I I I I I I 

70 
I I I I I I I I I I I I I I 
I I I I I I I \ I I I I I I I 
I I I I I I I I I I I I I I 

0:: 60 I I I I I I I "I I I I I I I 
w I I I I I I I r I I I I I I z 
u:: I I I I I I I I I I I I I 
I- 50 I I I I I I I I~ I I I I I I z I I I I I I I I "t I I I I I I w 

~ (.) I I I I I I I I I I I I I I 
0:: I I I I I I I I I I I I I w 40 a.. I I I I I I I I "'~u I I I I I 

I I I I I I I I 1'' I I I I I 
I Ii I Ii I Ii ' ...... I I I II 30 I 

I I I I I I I I I 11' ~ I I I 
I I I I I I I I I I ~: I 

20 I II I II I II I I I I 

I I I I I I I I I I I IV~ 

I I I I I I I I I I I I I I 
10 I I II I II I I II I I I I I I 

I I I I I I I I I I I I I I 

I 
I I I I I I I I I I I I I I I 0 I I I I Ii I I I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 4 38 12 15 13 18 

x LL PL DR,. D~n Di;n D~n D1i:> D1n c~ c .. 
0 12.9138 5.2460 2.7193 0.4005 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) oMoisture Content% 24.0 CP05-

o Source of Sample: CB-0175 Depth: 10.5' Sample Number: 4 EAARS-CB-0271 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c . c 0 0 8 .5 .5 .5 ~ c .E .s CD 0 0 0 0 0 0 '<I" 

·- ~ ;!: ~ :it ; ~ 
.., 

:it i ; ; ~ "' 
.., "',... * 100 I I I i""r~ I I I I I I I 

I I I I I I ~ I I I I I I I 
I I I I I I I "'"'i"'il, I I I I I I. 

. ·- 90 I II I I I II I~ I I I I I I 
··-- I I I I I I I I \ I I I I I I 

I I I I I I I I :i..... I I I I I I 
80 I I I I I I I I "': I I I I I 

I I I I I I I I I I , . I I 

70 
I I I I I I I I ~' I I I I I 
I I I I I I I I I ' \ I I I I I. 
I I I I I I I I I ~ I I I I 
I I I I I I I I I I I I I 

.. 
0:: 60 w I I I I I I I I I :1\ I I I I z 
u:: I I I I I I I I I ~ I I I 
I- 50 I I I I I I I I I I I I I z I I I I I I I I I I I\ I I I w 
u I I I I I I I I I I I ,: I I 0:: I I I I I I I I I I I I I w 40 a. I I I I I I I I I I I \: . , 

I I I I I I I I I I I I 
30 I II I II I I I I I 

I I I I I I I I I I I I ~ 

"'' I I I I I I I I I I I I I I 
I II I II I I I I I I I I 20 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

10 I II I II I I I I I I I II 

I I ·' I I I I I I I I I I I 
I I I I I I I I I I I I I I 

I 0 I I Ii I i I i I i Ii i I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

o/o +3" 
o/o Gravel o/o Sand o/o Fines 

/ 

I Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 IO 8 20 37 25 

x LL PL o~u:: Di::n Di:::n D-:in D1i;: D1n C,. c .. 
0 2.6123 0.3832 .. 0.2430 0.1135 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 25.3 CP05-

o Source of Sample: CB-0175 Depth: 18.5' Sample Number: 6 EAARS-CB-0271 

Date: 0 

' 
Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . 5 . c . c 0 0 0 . . 5 .E .5 ~ c ·- 0 0 0 0 0 0 .... 0 c ·- ~ ~ <O "' N - ; ~ t i ~ ~ 

"' 
i i i ~ 

100 I II 

~I 
I II I I I I II 

I I I I I I I I I I I I 
I I I I I I I I I I I I I - .~- 90 I II I II I I I 

1--·. I I I I 
NI 

I I I I I I I 

80 
I I I I I I I I I I I I 
I I I I I I ~~ I I I I. I I 
I I I I I I I ...... 

?- ...... 
I I I I I I 

70 I t I I I I I I I I I I 1. 
I I I I I I I I I~ 

~i 
I I I I I .. 

I I I I I I I I I I I I I .. 

0:: 60 I I I I I I I I I I I I I 
w I I I I I I I I I I I I I z ~, 

u: I j I I I I I I 
I ' ~: I I I I 

I- 50 I I I I I I I I I I I I I z I I I I I I I I I i\ I I I I w 
(.) I I I I I I I I I I I I I 0:: 
w 40 I I I I I I I I I I ,, I I ·I 
a.. I I I I I I I I I I ~ I I I 

I I I I I I I I I I I I I 
30 I I I II I II II I I \I I II 

I I I I I I I I I I I \i I 
r I I I I I I I I I I I 

20 I I I II I II II I I I 
I I I I I I I I I I I :~ I 
I I I I I I I I I I I ~l 
i I I i Ii I Ii I i I I i ~ 10 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

0 I I I I I I I I I I I I I 
100 10 1 '0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

/ Coarse Fine Coarse Medium Fine Silt Clay v 
0 0 10 17 6 18 37 12 

x LL PL DRa;: D~n Da;:n D"tn D1~ D1n c,. c .. 
0 15.4527 0.9369 0.4658 0.1706 0.1028 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 21.5 CPOS-

o Source of Sample: CB-0175 Depth: 23.5' Sample Number: 7 EAARS-CB-0271 

Date: 0 

• 
Nodarse & Associates, Inc . 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



er: w z 
u:::: 
1-z w 
(.) 
er: w 
Cl.. 

0 

x 
0 

Particle Size Distribution Report 

I II I Yr\ 'I I I I I 'I 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

9o,___._--~1++-+.-+-+-T-<,.....-+-l-.--trl~I--< 11 I I I I I 

I I I I I I ~"'~~:"'oo I I I I I I 
I I I I I I I "I:)... I I I I I I 

801-+--f--+-...;---+HT++-J--4,,-f--.,-+.---,,.....+,i++-l-+.-+-+--l'-3',..-+8+++.;+--h--+--;---;.H+.-1-+-+-+-+--+-~-+++++4-+-+--+~~ 

I I I I I I I '~ I I I I I 
I I I I I I ~~.., I I I I I 
I I I I I I I '~ I I I I ?Oi--+--+--+-l--1-++.+l+-1-+l-1--.,-l-r.-I -,-*1++-+-+.-+-1---1--~+++-I +-+-+ul\-+-~I +--,-l-+l~l~f-+--+--+---1-+++-+-+--+-+--+~-1 
I I I I I I I II' I I I I 

100 

601--+--+--+-~l-+-~l++-+-+-l-+-l-+-l-'-+11-++++-+-+--l~-+-~l++-~l+-4'~1-+-~l----+l~l++-+-+--+--+-~-1++++-+-+-+---t----I 
I I I I I I I I I I I I 
I I I I I I I I I I I 

SOi-+---t--+-~l--t-;~l-t-t-t-t-l-r-l-t-/~fltt-1-1-1-+-t--1~-t-~l-t-t-r/+-+~l~~l-+/~l-t-t-+-+--+--+-~--+++-t-t-+-+--+---t-~i 
I I I I I I I I I' I I I 
I I I I I I I I I I I I 

40t-+--+---t-~i--t+-r+l++-~l-+-~l-t'-~fll-++-t-t'-+-+--ll----t~l-+++-'+l-+-~l-+--'1'--'lt++'-ll-+-!--+--t--+-~-t-H-t-++-+-+--+-~-t 
I I I I I I I I I \I I I 

30t-+--+---t-~:--t+-r+l-++~l-+-~llfl~l'-t'il:-++-t-t'-+-+--ll----t~:-+++-'+:-+-~ll+-t':'--':+++'-1:1-+-!--+--t--+-~-1-H-t-++-+-+--+-~-t 
I I I I I I I I I I 

1
11 ~111 1

1
1 I I I I I I I I I I 

20t-+--+---t-~l--t+-r+-+-+-~'l-+-~1~1'-t'ill-++-t-t'-+-+--ll----t~l-+++-'+l-+--'-t-~--'t-t-+'H-+-t-+--+~--t+-+-+++-+-+-+--~1 
I I I I I I I I I I 

1
11 111 ~ '.I 

I I I I I I I I I I ~ 
1 o1-1--1--+-~l--+-HJ+++~'l'--+--l---l"l---'l'-!l-!ll++-H-+-+--ll----+~l+++4-l-+-'--+---'---1H~}-j-+-+-+--l~--++++++-+-+-+---t 

I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

o'-'-_.__._~1--,..;,~~~!1.._.._......_..11~1...._,..,.11_,_._'-"-1.._.__..____..~1 ..................... 1_.._~1 ............ 1...._,.1 ......... 1~_.__...__.____,,...,,..,.. ........... ~_..__._~,...,. 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 15 3 12 60 10 

LL PL D~n Di:n D"ln c .. 
5.2820 0.2788 0.2265 0.1632 0.1154 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0175 Depth: 38.5' 

Date: o 

Sample Number: IO 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
oMoisture Content% 24.3 CP05-

EAARS-CB-0271 

Figure 



Particle Size Distribution Report 
. . 5 . c . c 0 0 0 

.5 .5 .5 ~ c ·- 0 0 0 0 0 0. .... 0 c ·- ~ ~ '° P) N ..- ·- ~ ; ; ~ ~ ; i --~ 
100 I T' I I II II II I I I I II 

I I I ~I I I I I I I I I 
I I I I I I I I I I I I I 

90 I I I il\11 II I I I I I 
I I I I I I I I I I I I I 

80 
I I I I I I I I I I I I I I 
I I I I I I 1 I I I I I I I I 
I I I I I I ~ I I I I I I I 

70 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

0:::: 60 I I I I I I I \I I I I I I I 
w I I I I I I I ~ I I I I I I z 
U: I I I I I I I I I I I I I 
I- 50 I I I I I I I I~ I I I I I I z I I I I I I I I 

\\ 
I I I I ·· 1 I w 

(..) I I I I I I I I I I I I I I 
0:::: I I I I I I I I I I I I I w 40 a. I I I I I I I I '\I I I I I I 

I I I I I I I I ll I I I I I 
30 I II II I I II l'I I I I I I 

I I I I I I I I I '~ I I I I 
I I I I I I I I I ~ I I I I 
i Ii i i Ii i i r-t\ i i f 20 

~ I I I I I I I I I I I I 
I I I I I I I I I I I ~,., 

~ 

10 I II I I I 11 II I i I I I 11 

I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

0 I i II i I I I II I I I I I II 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand %Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 5 38 12 20 10 15 

I I 
x LL PL DR~ D~n D~n D~n D1~ D1o Cr. c .. 
0 12.9561 5.3701 3.0774 0.6588 0.0847 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 19.0 CP05-

o Source of Sample: CB-0176 Depth: 5.1' Sample Number: 2 EAARS-CB-0272 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 

http:t:lt-t+-rt-l+--t---1r----+r.tl


Particle Size Distribution Report 
c c .5 

. c 0 0 0 
.5 .5 .5 ~ c ·- 0 0 0 0 0 0 ..,. 0 

;; ~ ~ ~ ; - ~ ... ; i --~ co .., N ..- 'II: 
100 I I I ~1: I I !I ,I I I I I 

I I I I I I I I I I I I 
I I I I N_ I I I I I I I I 

90 I I I II I., ~~"" II II I I I I II 
I I I I I I I ... ~ 

r-~ I I I I I I 

80 
I I I I I I I ..... I I I I I I 
I I I I I I I I 

'"' i 
I I I I I 

I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I 
I I I I I I I I ~II~ I I I I I 
I I I I I I I I ~ I I I I I 

0:: 60 I I I I I I I I I 't1 I I I I 
w I I I I I I I I I 1\ I I I I z 
u:: I I I I I I I I I I ~ I I I 
I- 50 I I I I I I I I I I I I I z I I I I I I I I I I ,, I I I w 
(.) I I I I I I I I I I I \: I I 0:: I I I I I I I I I I w 40 a. I I I I I I I I I I I \: I 

I I I I I I I I I I I I 
30 I II II I :I I II I I I I II 

I I I I I I I I I I I I c; I 
I I I I I I I I I I I I I ~w. 

20 I II II I I I II ,1 I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

10 I 11 II I I I II II II I I I I II 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

0 I 11 I I I I I II II I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 8 7 6 . 18 37 24 

x LL PL Di:u: Di:::n Di:::n D~n 01~ Din c~ Cn 
0 4.8044 0.4006 0.2281 0.1135 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 29.1 

o Source of Sample: CB-0176 Depth: 10.0' Sample Number: 4 CP05-EAARS-CB-0272 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . E .5 .5 

. c 0 0 0 
.5 .5 .s ~ c: - 0 0 0 0 0 0 '<t 0 

·- CIO 
<D ... N ~ ~ ~Pi ; - ~ ~ ; i <it <it ~ 

100 I II T' I I II II I I I I I I 
I I I i\ I I I I I I I I I 
I I I I I I I I I I I I I 

90 I I I 
II\ 

II I I I I ii 
I I I I I I I I I I I I I 

80 
I I I I I I I I I I I I I I 
I I I I I I ~ I I I I I I I 
I I I I I I I I I I I I I I 

70 
I I I I I I I ' I I I I I I I 
I I I I I I I ,1 I I I I I I 
I I I I I I I ~ I I I I I I 

a:: I I I I I I I I I I I I I 
w 60 I I I I I I I I I" I I I I I I z 
u:: I I I I I I I I i't I I I I I I 
I- I I I I I I I I ~ I I I I I I z 50 

I I I I I I I I ........... ~ ~ I I I I I w 
(.) I I I I I I I I ~~ ~~ 

~' 
I I I I ex: w 40 I I I I I I I I I I I I I 

a. I I I I I I I I I I 

~ 
I I I 

I I I I I I I I I I I I I 
30 I II I I I 'I I I I II 

I I I I I I I I I I I ~I I 
I I I I I I I I I I I I I 

20 I II I I II I II I I I I I 

I I I I I I I I I I I 

!~ 
I 

I I I I I I I I I I I I 
10 I II II I I II II ii I I I 

I I I I I I I I I I I I I 1 
I I I I I I I I I I I I I I 

0 I I I I I I I I II I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 5 31 12 10 33 9 

IX LL PL DRr: Dr:n Dr:n D-tn D1~ D1n c,. c .. 
0 11.9080 3.8204 1.5043 0.1970 0.1197 0.0851 0.12 44.89 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 10.6 

o Source of Sample: CB-0176 Depth: 18.5' Sample Number: 6 CP05-EAARS-CB-0272 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c 

.5 .5 
. c 0 0 0 

.5 .5 .5 ~ c ·- 0 0 0 0 0 0 .. 0 
·- ID 

~ ~ c=s ; ; N ~ ; i .:; ; ~ "' 
..., 

N - ... 
100 I II II II I II II I I I I I 

I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

90 I II II I I II I I I I I :1 
I I I I I I I I I I I I I I 
i I I I I I I I I I I I I I 

80 I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I 
I I I I ~I I I I I I I I 
I I I I i I I I I I I I 

a:: I I I I I I ' I I I I I I I 
w 60 I I I I I I I ' I I I I I I I z 
u:: I I I I I I I ~~ I I I I I I 
I- 50 I I I I I I I I I I I I I I z I I I I I I I I "" r"c I I I I I I w 

'~ 
(.) I I I I I I I I I I I I I I a:: I I I I I I I I l I I I I w 40 h- .. ~ 
a.. I I I I I I I I I l -

~ I I I 
I I I I I I I I I I I I I 

30 I Ii Ii I I I II I I I I 11 

I I I I I I I I I I I 

~ 
I I 

I I I I I I I I I I I I I 
20 I II II I I I II I I I Ii 

I I I I I I I I I I I 

;~ I 
I I I I I I I I I I I I I I 

10 I II II I I i Ii I i i Ii 

I I I I I I I I I I I I l~ -LJ. 

I I I I I I I I I I I I I I 
0 I i II I i i I I II I i I ! I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 31 15 7 7 33 7 

x LL PL D1u: Dc:n D~n D'ln D1i:. D1n C,. c .. 
0 22.4677 7.5320 3.5705 0.1851 0.1256 0.1081 0.04 69.67 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 14.5 

o Source of Sample: CB-0176 Depth: 23.5' Sample Number: 7 CP05-EAARS-CB-0272 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . 5 .5 .5 

. c 0 0 0 
.5 .s .5 ~ c ·- 0 0 0 0 0 0 ... 0 ·- e i i ~ ~ i i i i ~ "' ... N ..- .., ~ ~ 

100 I fl II T-r I ~ -- I I I I I 
I I I I I I I I r-r ...... ~ I I I 
I I I I I I I I I I I I I 

90 I I I I I I I ii 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

80 I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

a:: 60 I I I I I I I I I I I I I 
w I I I I I I I I I I I I I z 
u:::: I I I I I I I I I I I I I 
I- 50 I I I I I I I I I I I I I z I I I I I I I I I I I I I w 
(.) I I I I I I I I I I I I I a:: I I I I I I I I I I I w 40 a. I I I I I I I I I I I I I I 

I I I I I I I I I I I I I 

30 I I II I II I II I I I I I I 

I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

20 I II I II I I II I I I I I I 

I I I I I I I I I I I I 'I I 
I I I I I I I I I I I I I I 

10 I I II I II I ii I I I I ' I 

I 
I I I I I I I I I I I I I ~I 

I I I I I I I I I I I I I I .,. I 0 I I I I II I ii I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
"lo Gravel %Sand "lo Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 1 1 2 91 5 

lX LL PL o~u::: Dr:n Dr:n D"tn D1i:; Orn Cr c .. 
0 0.2233 0.1798 0.1661 0.1400 0.1180 0.1085 1.01 1.66 

Material Description uses AASHTO 
o Poorly graded >and SP 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content% 29.2 

o Source of Sample: CB-0176 Depth: 28.5' Sample Number: 8 CP05-EAARS-CB-0272 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .5 

. c 0 0 g .5 .5 .5 ~ c ·- 0 0 0 0 0 0 .... 
·- :;:t ~ ~ I i ~ ... I i i i ~ <O ... "' .. 'It 

100 I I II " II I II ,I I I I I II 
I I I I ~I I I I I I I I I 
I I I I I I I I I I I I I 

90 I I II I 11\11 II II I I I I 
I I I I I I I I I I I I 

80 
I I I I I I I I I I I I 
I I I ''I I I I I I I I 
I I I I I I I I I I I I 

70 
I I I I ~ I I I I I I I 
I I I I I I I I I I I I 
I I I I I 

' 
I I I I I I I 

~ 60 I I I I I ,1 I I I I I I 
w I I I I I ~ I I I I I I z 

1' u:: I I I I I r"-c. ' 
I I I . I I I 

I- I I I I I I I I I I I I z 50 
I I I I I I I I I I I w "'r-. 

~ I I I I I I I ~I I I I I 
w 40 I I I I I I ~ I I I I 
a.. I I I I I I I :, I I I I 

I I I I I I I I I I I 
30 I II I II I 11 'I I I I I I 

I I I I I I I I I I 

~ 
I I I 

I I I I I I I I I I I I I 
20 I II I I !I I II :1 II I ' I I I 

I I I I I I I I I I I \! I 
I I I I I I I I I I I I 

10 i Ii i i Ii i II Ii I I I 

I I I I I I I I I I I I ~ ~ 
I I I I I I I I I I I I I 11 

0 I II I I II I I I II I I I i i 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 4 37 6 12 36 5 

x LL PL Dsu:: Di::n Di:::n D'.ln D11;; D1n C,. c .. 
0 13.3245 5.1638 1.1584 0.2854 0.1436 0.1202 0.13 42.96 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 15.6 CP05-

o Source of Sample: CB-0176 Depth: 33.5' Sample Number: 9 EAARS-CB-0272 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Particle Size Distribution Report 

.5 
U) 

100 

! ! : \11,11:1· ~.1: 1: N!:11111111 ,I! ! 1,,,1:11!1':1 : I: :11: Iii I 1' l 111111.111· I 

11 111 11l1ii ~I I 111 11 I I I 11 li! I I 
901-+-+-~I ~:-~i'l~1++-l ~:~1~: ~:-:r-l...J-~I~, +-+-'l:r-+-j ~ji~-+1T11:1c-H-H1:1f-+-~: f---r-:~:~J ~:r1~lr 11 ~l-rl1 ~~llr++-l~lr I! +[1-r!j ---1 

I : i I ii \ Ii i I ! 111 I ' ii i 11 i I I I ; 1 I 1 I : I I i I I i I l i I i 
801-1---!--l-~--'+-+++-J...-+--l---+.-~-4-L~+.-+----!--l-~-+++-+-+-+-+-l--+-~-,++-i++-+-i--+--'-~-++-l-+-'---'--+-+--+-~-1 

I !I !l,llll 11 !!1111:~1: 1111111 11'11111111 '11'111!!1!1.11 Ii 
I
i I I I 11 II i i I 11 i ii ! I i i I I ! ! I I I I I ·1 I 

70 i i I i I 11 i ~ I I II I ii i i I I i i I I i I 1 I I I I I I i i [ i 1 l I I I l 
i111111111;11111111111111iK11 :111:1111111111 11.11,1.11.·1 
111 I I 1i 1 1 1 . r 11 11 1: i 

1
11j 1 1 : 1 ' i 1 1 ,1• Ii 1 1 II · ' · 1111 

1
1 11. I ,1,. ·:1· 

i I I I ~ 11 I I ' I i 1 I i ! I i I i ~ i I i I I I I I i 

'° i I _I i 11 i1 I i ii I i Ii : Iii I I ii 11 I 1tl 1 i i I i i I Ii 111 ! . Ii I I 11 I I 
50 ~ll=L-_.~ill ~:_~-++i++ll++:+-+1,1~l -+-ii'-: _,_+-'-I' +-+: ~11:_~-t-:~i:++-l++i, ~I ~1: -+-1_-:~~--+-,ll~~~i+'-"'-' 11:++11 i\'1:-+--+-!-t-i:t-'-1· '+-!: ~~-:~Ii~-:_--++: ++-++!1:~1 ~i -+-1_-t--1 ~~~-+-Ll~ll+-+ 11-+-1,-+-t-r',11. -t-il1~i I ---_-~__, 
~ i I I . I I I I I I i! I I I 11~ ! I I i1 I I I I +-~ 

40 
1· : 11: 1 : I: 

1
1·

1 
: 1 '11: 1,' I: I 1N: : : : 11 I 1

1 I '1

1
1, l I I . 

1iII1111:i1111 i1 11 11~II111 , i I ,II I 

30 

I i I I i1 Ii 1 ! Ii : ,, II Ii I I 
1 ii I Ii ili i Iii I ! ; 111111 I i 

20 . I I I I I I q-'+1++'+, -i-'-1-+--~, -+---~1-+-I ;-;.i l~I -+-I ~~. --+-, --1 

1 1 
! 1: 11: : 1: : 1:111. 1: r r 1 

: : 1 :\: .: r 1 
1 

: 111111 1 1 10-ll 

0 
ii! 

111 II I i ! 1:
1
1 11: ! : i: i ::1

1 iii ! ' i : !. I: I 1 :.1 :. : i : ~!Jl. 1,l'.: 1. l,. ' i ! : I\ I i ! ' 
Ii Ii :: I: : !1 : 11! i i I i I i '11! I I I ii i I i I i1Th1 I ; i i ! 11 : ! i I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Fine Silt 
% Fines 

--,-, -----· 
i Clay 

% Gravel %Sand 
%+3" 

Coarse i Fine Coarse: Medium 
0.0 o.o I 24.9 11.1 : 23.6 ! 35.8 4.6 

I i 

LL PL Dae: D~n o~n c,.. c .. 
7.3567 1.3892 0.7137 0.2365 0.1360 0.1179 0.34 11.78 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 176 Depth: 58.5'-60.0 Sample Number: CB 176 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

oMoisture Content% 21.4 CP05-

EAARS-CB-0272 

Figure 

Tested By: -'-'M"-=M=az=o"--------- Checked By: =M'-"B=-r-=-ow=n~-------
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Particle Size Distribution Report 

I I II \II I I II I I I I .I 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

901-+--+---+-~,--l,-+-t,;-+-+--h-+-r-1---.---t.',lrH-+-lr-+--l~l----+-n-+-+-+--+~,-+-~,+--~,,c+++.+-+--1-+--+--+-~-+H-+++-t--+--+-~-1 

100 

I I I I I I I I I I I I I 
I I I I ~ I I I I I I I I I ao1-1--1--1--1 --+++IH-+-+-1 +--1+1---..\ll-+.+-I1-+++1-+-4~~--1-<~1.+--4--4-11-1--1-l--1 -11-+-+.-11-!-4--1-+--+---+++++-+-+-1--+~-1 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

7o1-1--1---1--~l-+-Hl++-i-+.-l-+7l-+.-l~l'r+H-++-~l-+-1---1,----+-8l++-H-I -+--<l-+-~l-+l++.+-1 ++--+-1~1-----++-++++-+-i1--1----1 

I I I I I I I I I I I I I 
I I I I I I I ~ I I I I I I I 

so1-1---+---+-~l--1+t-tl-++-+--I +-'-l~l~-1 ~lf-+*1 ~+-+-1+-+~1----1-+IH-+-+--'+l-+--l+--~I ~l-H+l+-+--1-+--+--+-~-+H-+++-+-+--+-~-1 

I I I I I I 11 ~~ 11 I I I I I 
501---+--+---+-~l--t+t-tl-++-+-1-+--'-1~1~~1 -r++++-~-+---+-~--++'-H-+-+--'+'-+-~'+--~' ~'-H+'+-+--1-+--+---+-~-+HH-++-t-+--+~-1 

I I I I I I I 1 I\ I I I I I I 
I I I I I I 11 I \) 11 I I I I I 

401---+--+---+-~l-+-HIY-+-f-+'-l--+-'-l---¥-l_,_l-l'H++--+'-+-+---.~-++'+++-+--'+I -l--'l--+-~l--4-l++'+l+-+-+--1--+----++++++-+-+--+----t 
I I I 11 111 11 "\.. 11 I I I I I 
I I I I I I ' I I I I I 
I I Ii I I II .t I I I I I 

301-+--1---1--'--+t-tt-t-+--1'-+-'--l'~'-!1-t-+++-l'-+-l~t-----t-u-l++--'f-+-'--+-'--'+++'+-+-t-+--+--+-~-t+t-++-t-i-t--t-~-1 

I I I I I I I I I~, I I I I I 
I I I I I I I I I '-~ I I I I 

201-+--+--l-~'---l-1-1411-1-1-~l-'--+-l~l--!J---.l....--jl.lllH-++-l'-+-l~l-----l~l+++--l-ll~~~'-+-'--14-HJ11-l-l-l-!---l---+-~-+++++-+-l-+-+-~-1 
I I I I I I I I I I ..,...._ I I I 

10 1-+--1---1-~:---1-1-141:-+-+-l'--l+-'-:~:'--~l1~1:H-++--1'-:+-11--1-----1~i:+++--l-l4:-+':"'~:4~-1-~I ~1:'1-1--l-l---+--+-~-+++++-+-l-+-+-~-1 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I I I 

o.__.__,__,_~1_,...,,l~1_.__.__,._1 ~'~'~~' ~1u.........._.._'1....._.~.____.~1........_...J...j,J.1_._~1...._,___,,11u+J.>1...._._~_,__,____,~'-'-'-.....__._.__,_-="'=-=-" 
100 10 1 0.1 O.D1 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 16 31 12 19 12 IO 

LL PL Dr::n Di:;;n D"tn C,. c .. 
19.4681 6.7137 3.8994 0.8206 0.1921 0.0831 1.21 80.82 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0179 Depth: 5.5' Sample Number: 5 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
a Moisture Content% 24.3 CP05-

EAARS-CB-0275 

Figure 



Particle Size Distribution Report 
. . 5 c .5 

. c: 0 0 0 
.E .E .E ::!: c - 0 

~ 
0 0 0 0 'It 

~ ; ~ ·- "' ; ; "' ; i ; ; "' ... N .- ::i: rs 'It 

100 I I I 7\1: I 11 I I I I I 

I I I I I I I I I I I I 
I I I I ~ I I I I I I I I I 

90 I I II I 
II'\ 

I I I I 
I I I I I I I I I I I I 

80 
I I I I I I I I I I I I 
I I I I I I\ I I I I I I I 
I I I I I I 

' I 
I I I I I I 

70 
I I I I I I \I I I I I I I 
I I I I I I ~ I I I I I I 
I I I I I I 1\ I I I I I I 

0:: 60 I I I I I I I ' I I I I I I 
w I I I I I I I ~\ I I I I I I z u: I I I I I I I I I I I I I 
I- 50 I I I I I I I I I I I I I z I I I I I I I ' I I I I I I w 
0 I I I I I I I rr, I I I I I 0:: w 40 I I I I I I I I ' I I I I I 
D.. I I I I I I I I ' I I I I I 

I I I I I I I I ~ 

' 
I I I I 

30 I I II I I II Ii I I I I II 
I I I I I I I I I I ~ I I I 
I I I I I I I I I I ~: I 

20 I I II I I It II I I II 
I I I I I I I I I I I I~ ~-1.J. 
I I I I I I I I I I I I I I 

10 i I Ii I I Ii I I I I I I 
I I I I I 

I II 
I I I I I I I 

I I I I I I I I I I I I I I 
0 I I II I II I II II I I i i I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 8 23 11 23 18 17 

lX LL PL D1u: Di:::n Di:::n D-:1n D1~ D1n Cr c .. 
0 12.3808 2.3590 1.1147 0.3071 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 25.0 CP05-

o Source of Sample: CB-0179 Depth: 7.5' Sample Number: 3 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Particle Size Distribution Report 

I !I II I\ II I I II I I I I II 
I I I ''I I I I I I I I I I 
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9o1-+--+--+-~1 ......... 11-+-+--11--1-----..-..+1-t-+-+-1-t--+--__ -<-_1___.~l>--+--,.--+-1~1--.+1-.+-+-1+-1--t--t-~H-+-+-+-+---+--i--+~-i 

I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

801-+--+--t---,-----H-"h+-t--t-ir-i-.,-+.-1.---+.1H-+-+-+.-~~1----t+.tt-+-+-rt--+-r--+-,---,rl++r+-+-l--l--+--+-~-+t-11-+++-t---+--+-~-t 
I I I I I \1 11 I I I I I I I 
I I I I I !' I I I I I I I 
I I I I I I I I I I I I I 

7oi-+--!--+-~I -+++IH-+-+-1 .--, +l__,.1--w-,I H-+-+l-+-+---i~--1-J~l++-1~11-1-~l-+-l,--,.IH-+.-!l-+-+-+-+-+--+++++-+--+-+--+~-1 

I I I I I I I ' I I I I I I I 
601-+--+--+-~'-+Hj+-+-T-+-1-l-'-1-+-1--'-1+1+++'~'~1+-+--l~-+Hj++-~'+-1~1__,_~1-+1+++-1 .+-+--+--!~f---+-1+++-+-+--!f--f----t 
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40i--+--+---+-~I ---~l,__,_,._,._+--'-1 ~'~l_,.._I +-+-+-~l-+--<__,>---+<c~r++-~l.__._~1--+--~I ~l+++"<l-+-+-+--+-+---+-+-1-+-+-+--+--<--i~-1 

I I I I I I I I ' I I I I I 
I I I I I I I I I \1 I I I I 

301--t--+---t-~l--t++'+-+-+~ll'"-t-----+'l~l'-t'i-H-t-t'-+-t~t----t+'+-t-t-+y~-+-'-l-+-~ll't-H-'il+-+-l--l--+--+-~-+t-11-+++-t---+--+-~-1 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 9 32 9 20 11 19 

LL PL Dan Di:::n D'ln c~ c .. 
15.8645 5.1109 1.9488 0.4078 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0179 Depth: 13.5' Sample Number: 4 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 17.7 CP05-

EAARS-CB-0275 

Figure 



Particle Size Distribution Report 
. . E c .5 

. c 0 0 8 .5 .5 .5 ~ c ·- 0 0 0 0 0 0 

""'" ·- ~ 
·-.., t • ~ "' t i • • ~ co "' N,.. ~;;; 'II: 
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I I I I I I I ,: I I I I I I 
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UJ I I I I I I I ~ I I I I I I z u: I I I I I I I I I I I I I 
I- 50 I I I I I I I I \ I I I I I I z I I I I I I I I \ I I I I I I UJ 
u I I I I I I I I 
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I I I I I I 

0:: I I I I I I I I I I I I I I UJ 40 a. I I I I I I I I 1": I I I I I 
I I I I I I I I I I I I I 

30 I II I I II I I II I I I I II 
I I I I I I I I T~i"o ~I I I I I 
I I I I I I I I I K ...... ~ I I I 

20 I II ,, I II I 
,, II I I I I I 
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~: 
I 
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I I I I I I I I I I I I °t~ I 
I I I I I I I I I I I I I ~ 1 I 

0 I I 11 I I I I I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 4 38 20 13 20 5 

x LL PL DR.;: Di:m Di;;n D-tn DH; D10 c~ c .. 
0 10.2470 5.0457 3.6562 1.0304 0.1554 0.1226 1.72 41.14 

Material Description uses AASHTO 

o Well graded sand with gravel SW 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 14.2 CP05-

o Source of Sample: CB-0179 Depth: 23.5' Sample Number: 6 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
.. 5 . c . c c c c 

.5 .E .5 :!:! c - c c c c c c ..,. c c ·- ·- ... 
CD .., C\I .... ·- ~ :!:! Pl t - Ql &'l ;g i --Ql 
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~: 
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I I I I I I I I I I I I I I 

90 I I I I II II I I I I I I 
I I I I ~: I I I I I I I I 

80 
I I I I I I I I I I I I 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

70 I I I I I I I I I I I I 
I I I I ~: I I I I I I I 
I I I I I I I I I I I 

0:: 60 I I I I I I I I I I I I 
w I I I I I I "" I I I I I I I z "' .. u:: I I I I I I )....., I I I I I I 
I- 50 I I I I I I I "-c).... I I I I I I z I I I I I I I 

.,,,, 
~µ. I I I I I w .. 

'°"r-. ~ I I I I I I I I ~~ I I I I 
w 40 I I I I I I I I I I I 
0... I I I I I I I I I ~ I I I 

I I I I I I I I I I I I 
30 I I Ii I I I I I I I II 

I I I I I I I I I I I ~I I 
I I I I I I I I I I I I I 

20 I I Ii i Ii I Ii I I i I Ii 
I I I I I I I I I I I 

!~ 
I 

I I I I I I I I I I I I 
I I ~ I I I II I I I I 

I 
II 10 .... 

I I I I I I I I I I I I ~!.< 

I I I I I I I I I I I I I I 
0 I I II I I I I Ii I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 13 32 3 8 37 7 

I 
x LL PL Ds:u: De::n Den D-in D1~ D10 C,. c .. 
0 18.4152 8.7349 1.3774 0.1906 0.1291 0.1081 0.04 80.82 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % I 5. I CPOS-

o Source of Sample: CB-0179 Depth: 28.5' Sample Number: 7 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 

http:r--r-,.fc


Particle Size Distribution Report 
. . 5 . c 0 0 0 

.5 .e .5 ~ .5 .5 .5; 0 0 0 0 0 0 • ~ ID .., 
N - "' " ~ .,, ¥ ii Q1 ~ ¥ i --100 I T-T"' I I I I I 
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I I I I I I l u l I I I I 
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I II I I :1 I II : ~rt I I I 
I I I I I I I I I I I I 

80 
I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

a: 60 I I I I I I I I I I I I I I 
w I I I I I I I I I I I I I I z 
Li: I I I I I I I I I I I I I I 
I- 50 I I I I I I I I I I I I I I z I I I I I I I I I I I I I I w 
(.) I I I I I I I I I I I I I I a: I I I I I I I I I I I I I w 40 a.. I I I I I I I I I I I I I I 

I I I I I I I I I I I I I I 
I I II I I I II II I I I I I I 30 
I I I I I l I I I I I I I I 
I I I I I I I I I I I l I I 

20 I I II I I I II II I I I I I :1 

I I I I I I I I I I I I~ I 
I I I I I I I I I I I I I I 

10 I I II I I I II II I I I I II 

I I I I I I I I I I I I I ~µ, 

I I I I I I I I I I I I I I 
0 I I II I I I II II I I I I II 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 9 0 1 83 7 

D< LL PL Dae o~n D.::n D-:i.n 01~ Drn Cr. c .. 
0 0.2469 0.1969 0.1824 0.1541 0.1236 0.1027 1.17 1.92 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 25 .2 CP05-

o Source of Sample: CB-0179 Depth: 33.5' Sample Number: 8 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . E . c . c 0 0 0 

.5 .5 .5 ~ c ·- c ·- 0 0 0 0 0 0 .... 0 ·- "' co ... "' .... ; :it ~ P5 t i ~ ~ ;;!; i i i ~ 
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'\ I 
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I I I I I I I I I I I I I I 

80 
I I I I ':l. I I I 1 I I I I I 
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I I I I I I T ~"' ~"" ~~ I I I I I I 
I I I I I I I l I I I I I 70 I I I I I I I I ~~ I I I I 
I I I I I I I I I 

\ 
I I I I 

0:::: 60 I I I I I I I I I I I I I I 
w I I I I I I I I I I I I I I z 
u::: I I I I I I I I I I ~ I I I 
I- 50 I I I I I I I I I I I I I z I I I I I I I I I I ~ I I I w 
(.) I I I I I I I I I I I I I I 0:::: I I I I I I I I I I 1\ I I I w 40 Cl. I I I I I I I I I I , , I I I 

I I I I I I I I I I I I I I 
30 I II I I I II I II I I I I :1 

I I I I I I I I I I I \l I I 
I I I I I I I I I I I I I 

20 I I I I I II I I I II 
I I I I I I I I I I I 

~! 
I 

I I I I I I I I I I I I 
I II I I I I II I II I I II 10 
I I I I I I I I I I I I~ I 
I I I I I I I I I I I I ~~ 

0 I I I I II I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 19 8 1 6 62 4 

lX LL PL DRi:: D~n Di::n D"tn D1~ D1n c~ c .. 
0 20.3903 0.3211 0.2542 0.1906 0.1509 0.1325 0.85 2.42 

Material Description uses AASHTO 

o Poorly graded sand with gravel SP 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 20.9 CP05-

o Source of Sample: CB-0179 Depth: 38.5' Sample Number: 9 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
.. E .5 .5 

. c Q Q Q 

.5 .5 .5 ::I: c ·- Q i;i Q Q Q Q ..,. Q 
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I I I n~"' """""ll I I I I I I 
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I I I I 
80 

--.. .... 
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70 
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I I I I I I I I I I I I 

0:: 60 I I I I I I I I I I I I 
w I I I I I I I I I I I I z 
u:: I I I I I I I I I I I I 
~ 50 I I I I I I I I I I I I z I I I I I I I I I I I I w 
() I I I I I I I I I I I I I 
0:: I II I I I I I I I I I I I w 40 a. I I I I I I I I I I I I I I 

I I I I I I I I I I I I I I 
30 I II I II I II I I I I I II 

I I I I I I I I I I I I I I 
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20 I II I II I II II I I I I II 
I I I I I I I I I I I 

K! 
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I I I I I I I I I I I I 
10 I !I I II I 11 I I I 11 

I I I I I I I I I I I I~ .. ~~ 
I I I I I I I I I I I I I T 

0 I II I I I I I II I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 8 8 1 1 76 6 

IX LL PL Dai:: D~n Di::n D'.ln D1i:: D1n Cr. c .. 
0 6.4523 0.2171 0.2006 0.1713 0.1460 0.1312 1.03 1.65 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 20.7 CP05-

o Source of Sample: CB-0179 Depth: 48.5' Sample Number: 11 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c 

.5 .5 
. c 0 0 0 .e .5 .5 ~ c: ·- 0 0 0 0 0 0 .... 0 ·- ... ; ; ~ ~ ; Ii ; ; ~ "' 

.., 
N - s=: ~ ~ i:s 
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I 11 II I I I r I 
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I I I I J_ I I I I I I I I I 

90 I II I rill !I I I I I I 
I I I I I I I I I I I I 
I I I I I I I I I I I I 

80 I I I I I I I I I I I I I ,, 
I I I I I I I ~ I I I I I I I 

70 
I I I I I I I 'J., I I I I I I 
I I I I I I I 1' I I I I I I 
I I I I I I I '\:i. I I I I I I 

0:: 60 I I I I I I I I I I I I I I 
w I I I I I I I I 

" 
I I I I I I z 

CL I I I I I I I I I I I I I I 
I- 50 I I I I I I I I i\ I I I I I z I I I I I I I I I ... ~ I I I I I w 
C.) I I I I I I I I I ), I I I I 
0:: I I I I I I I I I I I I I w 40 a.. I I I I I I I I I I 

~ 
I I I 

I I I I I I I I I I I I I 

30 I II I I I II II II I I I Ii 
I I I I I I I I I I I ~I I 
I I I I I I I I I I I I I 

20 I II I I I II I I I I II 

I I I I I I I I I I I N I I I I I I I I I I I I I 
10 I II I I I I Ii I I I II 

I I I I I I I I I I I I I T 

I 
I I I I I I I I I I I I I I I I 0 I I I I I I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 IO 20 9 17 35 9 

~ LL PL Dcu::: D~n D~n D<tn D1i; Orn Cr c .. 
0 14.8821 1.7256 0.6803 0.2069 0.1204 0.0825 0.30 20.91 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 22.7 CP05-

o Source of Sample: CB-0179 Depth: 58.5' Sample Number: 13 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Particle Size Distribution Report 
.. e .. c ooo 

~ .5.5;:i:.5·5.5;D 0 §~~ ~ ~~~ 
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I I I I I I 'I I I I I 
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GRAIN SIZE - mm. 
% Gravel %Sand 

Silt 
% Fines 

%+3" 
Coarse Fine Coarse Medium Fine Clay 

0 4 25 14 15 35 7 

LL PL D~n D-.n 0'1n Orn C,. c .. 
9.3797 2.4919 1.1159 0.2280 0.1457 0.1125 0.19 22.16 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0179 Depth: 63.5' Sample Number: 14 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 28.1 CP05-

EAARS-CB-0275 

Figure 



Particle Size Distribution Report 
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0 I I 'I I Ii I ,1 I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 1 0 8 81 IO 

x LL PL Dsu: De:n Dr.:n D-:tn D1~ Din c ... c .. 
0 0.3171 0.2274 0.2094 0.1777 0.1504 0.0868 1.60 2.62 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 22.3 CP05-

o Source of Sample: CB-0179 Depth: 73.5' Sample Number: 16 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL· Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 24 19 30 16 II 

IX LL PL Dsu;: D~n Di::n D-:tn D1~ Drn c~ Cu 
0 7.6741 2.2908 1.4926 0.5453 0.1619 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 20.0 CP05-

o Sourc~ of Sample: CB-0179 Depth: 83.5' Sample Number: 18 EAARS-CB-0275 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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I I I I I I I I I i\ I I I I 
I I I I I I I I I I I I I 

20 I I I II I Ii I I b I I I 
I I I I I I I I I I 1" 

~~ I I I I I I I I I I I I I 
I I I II I 11 I I I I I 

~ 

10 
I I I I I I I I I I I I I 

!1 
I I I I I I I I I I I I I 

0 I I I I I I I I I I I I 
100 10 1 0.1 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
Coarse Fine Coarse Medium Fine 

0 0 0 19 17 

rx LL PL D1u: Di:n Di:::n 
0 6.0425 1.7226 1.1603 

Material Description 

o Well graded sand with silt 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

35 17 

D"tn D1,;: 
0.4570 0.1355 

o Source of Sample: CB-0179 Depth: 93.5' Sample Number: 20 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Carnaraza Checked By: Michael Brown 

0.01 0.001 

% Fines 
Silt Clay 

12 

Drn c~ c .. 

uses AASHTO 

SW-SM 

Remarks: 

oMoisture Content% 17.7 CP05-

EAARS-CB-0275 

Figure 



Particle Size Distribution Report 
. . e . c . c 0 0 0 

.5 .5 .E ;I: c ·- 0 0 0 0 0 0 ... 0 .5 ·- ·- 00 ;it ; ~ Q ;it i ; ; N 
co ... N .- ~ ~ ~ "* 
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I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

90 I I I I I 

~: 
II I I I I II 

I I I I I I I I I I I I 
I I I I I I I I I I I I 

80 I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I 
I I I I I I I 

' I I I I I I 
I I I I I I I ,: I I I I I 

c::: 60 I I I I I I I I I I I I 
w I I I I I I I ~ I I I I I z u: I I I I I I I :~ I I I I I 
I- 50 I I I I I I I I I I I I z I I I I I I I I 

~ 
I I I I I w 

() I I I I I I I I ·I I I I I c::: \. w 40 I I I I I I I I I I I I 
c.. I I I I I I I I '\: I I I I 

I I I I I I I I I I I I 
30 I 11 II I II I 11 II ~ ... I I I I I 

I I I I I I I I I """"' \ I I I I 
I I I I I I I I I I I I I 

20 I 'I II I I IJ II II I" ..,...., I I I 

I I I I I I I I I I I l'N I 
I I I I I I I I I I I ~~ 

10 I :1 II I I II I I I I I I h' 

I I I I I I I I I I I I I I 

I I I I I I I I I I I I I I I I 
0 I I I I I I I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 3 38 16 18 13 12 

,X LL PL DR~ DAn D~n D~n 01~ D-tn C,.. c .. 
0 11.6913 4.8791 3.0291 0.6926 0.1158 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 16.7 CP05-

o Source of Sample: CB-0180 Depth: 8.0' Sample Number: 3 EAARS-CB-0276 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



a:: w z 
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1-z w 
~ w 
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Particle Size Distribution Report 

100 I II I\ ii I I I I I I I II 
I I I I' I I I I I I I I I I 
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I I 11 11 I~~ I I I I I I 

501-+--+--+-~+tt-:H-t-t-:-+-:+:~:-H-:++-+-+:-+--t--rl\..._.__-+++:+-+-r:+-t-~:-+-~: ~:+++-:H-+-+--+--+---;+++++-+--t--t---1 
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30~-f----+--'--H-~-+-!'--t--'--t'~'-t'-r++-+--T-+-t~t----+-+'H-+-+...._.cl-'--+-'--Y++'+-t--+-+--f---+-~-++-H-+-+-!-+--+~-1 
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I I I I I I I I I I IT''\ .. I I I 

20 ~-t----+-~l--t+-t'-lll-+-+~'--+-l~l~ll~'-t'-llr++-+---T--ll+-t~t----++IH-+-+-'+l--+-~l+-4-Y.,-1'+++'1++-+-+--t---+-~-++-H-+-+-1-+-+~--1 
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I I I I I I I I I I I I ~~~J. 
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I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 7 32 7 21 20 13 

LL PL Ds:u:: o~n Di:n D-.i.n C,. 
14.6956 4.2654 1.4109 0.3341 0.1042 

Material Description uses AASHTO 
o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0180 Depth: 13.5' Sample Number: 5 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

a Moisture Content% 24.8 CP05-

EAARS-CB-0276 

Figure 

http:l\-+l;H-t---j---j;-l-t--1-t---+t.tl


Particle Size Distribution Report 
c . c 0 0 0 

.5 .5 .5 ~ c .5 .5 ; 0 0 0 0 0 0 ..,. 0 
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I II I I I I :I I I I I I I 

" 20 

!~ 
I I I I I I I I I I I I 
I I I I I I I I I I I I 

10 I II I I I I ,1 11 ii I I 

I I I i I I I I I I I I 
I I~ 

I 
I I I I I I I I I I I I I I 

0 I I I I I I :I I I I I I I Ii 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 8 4 8 I 71 9 

I x LL PL Dcu:: D~n D.;;n D~n D1~ Drn c~ c .. 
0 0.9899 0.2050 0.1858 0.1511 0.1170 0.0946 1.18 2.17 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 25.5 CP05-

o Source of Sample: CB-0180 Depth: 18.5' Sample Number: 6 EAARS-CB-0276 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c 
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I I I I I I I I I \: I I I 
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UJ I I I I I I I I I ~ I I I z 
u: I I I I I I I I I I I I 
I- 50 I I I I I I I I I ll I I I z I I I I I I I I I I' I I I UJ 
(..) I I I I I I I I I I I I I c::: I I I I I I I I I I I I I UJ 40 a.. I I I I I I I I I I I I I 

I I I I I I I I I I I I I 
30 I I I I Ii I I I l I I I 

I I I I I I I I I I 
,, 

I I 
I I I I I I I I I I I I I 

20 I II II I I I II I I I ' I I 
I I I I I I I I I I I N I I I I I I I I I I I I I I I 

10 I II II I I I Ii I I I I I 

I I I I I I I I I I I I l ~I 

I 
I I I I I I I I I I I I I :..-

I 0 I I I ! I I I II I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 9 4 14 69 4 

[><'. LL PL Di:u:: Di::n Di::n D-:tn D1i;: D10 Cr. Cu 
0 1.4049 0.2599 0.2242 0.1758 0.1363 0.1099 1.08 2.36 

Material Description uses AASHTO 

o Poorly graded sand SP 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 24.6 

o Source of Sample: CB-0180 Depth: 23.5' Sample Number: 7 CP05-EAARS-CB-0276 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 

http:B01--+-t--+----,1---++r.t1


Particle Size Distribution Report 
. . 5 . c . c 0 0 0 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 I 0 l 7 86 6 

IX LL PL D1u:: o~n Di:::n D'!ln D1i:;: Orn Cr. Cu 
0 0.2876 0.2060 0.1910 0.1627 0.1343 0.1126 1.14 I.BJ 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) oMoisture Content% 26.5 

o Source of Sample: CB-0180 Depth: 28.5' Sample Number: 8 CP05-EAARS-CB-0276 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 4 1 2 84 9 

IX LL PL Oi:u: Oi:n Oen D<tn D·u: D-tn C,. c .. 
0 0.2244 0.1743 0.1591 0.1303 0.1041 0.0835 1.17 2.09 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) o Moisture Content % 27.4 

o Source of Sample: CB-0180 Depth: 33.5' Sample Number: 9 CP05-EAARS-CB-0276 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine 
----Silt ____ T __ 

Clay 
0 0 0 12 6 14 52 16 

lX LL PL Dsu:.: D~n Di:::n D':ln D1~ D1n Cr c .. 
0 2.7524 0.2145 0.1653 0.1231 

Material Description uses AASHTO 

o Silty sand SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 24.7 CP05-

o Source of Sample: CB-0181 Depth: 23.5' Sample Number: 7 EAARS-CB-0277 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

o/o +3" 
o/o Gravel o/o Sand o/o Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 6 10 1 2 68 13 

rx LL PL Dcu: D~n D~n D~n D 0u; D1n c~ c .. 
0 6.7701 0.1510 0.1378 0.1167 0.0814 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 24.l CP05-

o Source of Sample: CB-0181 Depth: 28.5' Sample Number: 8 EAARS-CB-0277 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
Fine 

% Gravel % Sand 
1--~~~~~~-+-~~~-~~~~~~~-+~-~-~~-~~~~--~~-

Coarse Fine Coarse Medium I Silt 
% Fines 

Clay 

0 0 2 5 15 62 16 

LL PL D~n D1;n D".tn c~ c .. 
0.9169 0.1799 0.1505 0.1141 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0181 Depth: 33.5' 

Date: o 

Sample Number: 9 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 29.5 CP05-

EAARS-CB-0277 

Figure 



Particle Size Distribution Report · 
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GRAIN SIZE - mm. 

%+3" 
"lo Gravel %Sand "lo Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 12 14 17 25 18 14 

>< LL PL DRf:: D~n D~n D-tn D1i:. D1n C,.. c .. 
0 12.0142 2.3406 1.3329 0.3577 0.0975 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 21.2 CP05-

o Source of Sample: CB-0183 Depth: 18.5' Sample Number: 5 EAARS-CB-0278 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
Coarse Fine Coarse Medium Fine 

% Fines 
Silt Clay 

0 2 8 9 31 31 19 

LL PL D~n o~n D'2n Orn c~ c .. 
2.7026 0.6923 0.4269 0.1541 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0183 Depth: 23.5' 

Date: o 

Sample Number: 6 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

o Moisture Content % 24.2 CP05-

EAARS-CB-0278 

Figure 



Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

-
Coarse Fine Coarse Medium Fine Silt I Clay 

0 0 6 28 14 10 33 9 

x LL PL Dai::: Di:n Di:n D~n D1!i D10 c~ c .. 
0 13.0387 3.3463 1.7055 0.1794 0.1149 0.0883 0.11 37.90 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 12.3 CP05-

o Source of Sample: CB-0183 Depth: 28.5' Sample Number: 7 EAARS-CB-0278 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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c 

.5 .5 
. c 0 0 0 

.5 .5 .5 ~ c ·- 0 0 0 0 0 0 ..,. 0 ·- ... I * ~ lil i i * * ~ co "' N ~ ~ ~ ?i 
100 I I I 

0~ 
I 

~ I II 

I l 11: 
I I I 

ii 
I 

I 
I I I I ll I I I I 
I I I I I IT .r I I I 

90 -
I I I I I I I :I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

80 I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

70 I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

a::: 60 I I I I I I I I I I I I I I 
w I I I I I I I I I I I I I I z u:: I I I I I I I I I I I I I I 
I- 50 I I I I I I I I I I I I I I z I I I I I I I I I I I I I I w 
u I I I I I I I I I I I I I I a::: 

I I I I I I I I I I I I I I w 40 a.. I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

30 I II II I I I Ii I I I I I Ii --
I I I I I I I I I I I ll I I 
I I I I I I I I I ! I 1 I I 

20 I Ii II I I I ii I I I I I II 
I I I I I I I I I I I 

I\! 
I 

I I I I I I I I I I I I I I I 

10 I I II I I I II I I I I I I I 

I 
I i I 

I II 
I I I I 

1 I: 
I I ) ~l 

I 
I ! i I I I I 

I I I ! I I I I I I I I I ; I' I I 
I 

I 
I 

I 1111 1 I I I 0 I I ! . I I I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 6 0 1 I 86 6 

[X LL PL Dsu• D~n o,.n o~n D1,. Orn Cr c .. 
0 0.2350 0.1937 0.1808 0.1552 0.1283 0.1110 1.12 1.75 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 24.0 CPOS-

o Source of Sample: CB-0183 Depth: 33.5' Sample Number: 8 EAARS-CB-0278 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 24 26 7 13 18 12 

iX LL PL DAI: D~n Ds:n Do:i.n D1~ D1n C,. c .. 
0 21.5191 8.9225 4.7754 0.4160 0.1026 

Material Description uses AASHTO 

o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content %11.0 CP05-

o Source of Sample: CB-0184 Depth: 0.0' Sample Number: 1 EAARS-CB-0279 @ 0.0' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

Silt 
% Fines 

%+3" 
Coarse Fine Coarse Medium Fine Clay 

0 21 46 12 14 5 2 

LL PL D~n D"!ln C,. c .. 
20.7582 13.5168 10.5011 3.9928 1.1866 0.6733 1.75 20.08 

Material Description uses AASHTO 
o Well graded gravel with sand GW 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 7.0' Sample Number: 3 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
oMoisture Content% 18.l CP05-

EAARS-CB-0280@ 7.0' 

Figure 
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I I I I I I I I I I I I I I 

70 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

0::: 60 I I I I :::i.. I I I I I I I I I 
w I I I I l~I I I I I I I I 

I 
z I 

Li: I I I I I I 4 I I I I I I I 
I- 50 I I I I I I 1'111 I I I I I I I I z I I I I I I I l'I\ I I I I i I I w I (.) I I I I I I I ~ I I I I I I 0::: I I I I I I I I I I I I I I w 40 i \,. 
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20 I I II I II I I II I I I II 

I I I I I I I I I I I 

i~ 
I 

I I I I I I I I I I I I 
I I II I II I I I I I I 10 

I I! I 
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i 0 I I I I I ii I I I I I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium I Fine Silt Clay 
0 0 38 17 9 7 i 20 9 

I 
~ LL PL D1u:: Den Den D':ln D1!i D1n c~ Cu 
0 22.9953 15.6024 6.9816 0.6584 0.1147 0.0888 0.31 175.63 

Material Description uses AASHTO 
o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 13.4 CP05-

o Source of Sample: CB-0185 Depth: 28.5' Sample Number: 7 EAARS-CB-0280@ 28.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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c 

.5 .5 
. c Q Q Q 

.E .5 .5 i c ·- Q Q Q Q Q Q "' Q 
·- ID t i Ql {l t i i i Ql co "' N ~ ~ ~ li1 

100 I II I Y"rr I I""" ~II I I I I I I I 
I I I I I I I ~ ~ I I I I I I 
I I I I I I I I N )._ l I I I I I - ,... 

90 I :1 I I II II l'r i'. ~ 
I I 

I I I I I I I I I I I I I 
I I I I I I I I I I I \ I I I 
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~ 
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70 
I I I I I I I I I I I I I 
I I I I I I I I I I I ~ I I 
I I I I I I I I I I I I I 

0:: 60 I I I I I I I I I I I I I I 
w i I 

I 
I I I I I ·1 I I I I I I z 

u: I I I I I I I I I I I I I I 
I- 50 I I I I I I I I I I I I I I z I I I I I I I I I I I I I I w 

I 
(.) I I I I I I I I I I I I I I 0:: I I I I I I I I I I I I I w 40 c.. I I I I I I I I I I I I I 
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I I Ii I I I Ii I I I I I ii 30 
I I I I I I I I I 

I 
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I I I I I I I I I I I I I I 10 I I j II I I I II I I I I I I II 

I I i I I I I 

Iii 
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I I 
I I I I I I 

11 
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:1 
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I 0 I I I I I I •I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 I 4 3 4 74 15 

I I 
rx LL PL D1u: Di:n Da::n D~n D1i. D1n c~ c .. 
0 0.2232 0.1351 0.1232 0.1002 0.0753 

Material Description uses AASHTO 
o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 28.0 CP05-

o Source of Sample: CB-0185 Depth: 33.5' Sample Number: 8 EAARS-CB-0280@ 33.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .5 
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0:: 60 I I I I I I I I I I I I 
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' I I I I I I I I I I I z 
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I- 50 I I I I I I I I I j, I I z I I I I I I I I I I I I 

I 
I w 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium I Fine Silt Clay 
0 0 0 5 2 4 78 11 

I 
! 

x LL PL DRJ:; D~n 0J:;n D':ln D1!\ D1n c,. C11 
0 0.2674 0.1677 0.1493 0.1205 0.0941 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 24.3 CP05-

o Source of Sample: CB-0185 Depth: 38.5' Sample Number: 9 EAARS-CB-0280 @ 38.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c . c 0 0 0 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 11 4 5 69 11 

I I 
x LL PL DRr: D~n Dr:n D-:tn D1~ D1n c,. c .. 
0 2.0119 0.1659 0.1442 0.1142 0.0862 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 25.3 CP05-

o Source of Sample: CB-0185 Depth: 43.5' Sample Number: 1 O EAARS-CB-0280@ 43.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .5 . c 0 0 0 
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w I I I I I i \ I I I I i I z 
u: I I I I I I I I I I I I 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt I Clay 
0 0 0 6 17 45 I 24 8 

I 
I I 

x LL PL Dc:u:: D~n D1::n 0'1n 011; D10 C,. c .. 
0 2.7478 l.2579 0.9556 0.3757 0.1471 0.1066 l.05 11.81 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content% 28.9 CP05-

o Source of Sample: CB-0185 Depth: 48.5' Sample Number: 11 EAARS-CB-0280 @ 48.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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Particle Size Distribution Report 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Medium Coarse Fine Fine Silt Clay 

0 0 17 16 26 31 IO 

LL PL Dru:: o~n Da:::n D"ln c .. 
5.2765 1.4443 0.8436 0.2419 0.1263 0.0804 0.50 17.96 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 53.5' 

Date: o 

Sample Number: 12 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
o Moisture Content % 22.6 CP05-

EAARS-CB-0280@ 53.5' 

Figure 
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GRAIN SIZE - mm. 
% Gravel %Sand 

Silt 
% Fines 

%+3" 
Coarse Fine Coarse Medium Fine Clay 

0 0 19 18 22 31 IO 

LL PL Dai::: Di::n Di:::n D-:tn D10 C,. c .. 
5.8773 1.6915 0.8432 0.2557 0.1419 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 68.5' Sample Number: 15 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
a Moisture Content% 23.2 CP05-

EAARS-CB-0280 @ 68.5' 

Figure 
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GRAIN SIZE - mm. 
o/o Gravel o/o Fines o/o Sand 

o/o +3" 
Coarse Medium I Coarse Fine Fine Silt Clay 

0 0 20 20 29 I 19 12 

I I 
I I 

LL PL o~n Di:::n D-:i.n C,. c .. 
6.4837 1.9618 1.2715 0.4095 0.1360 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 73.5' 

Date: o 

Sample Number: 16 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 25.7 CP05-

EAARS-CB-0280@ 73.5' 

Figure 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 15 20 13 20 24 8 

LL PL Di::n Di::n 0-:in 010 c~ c .. 
18.9695 3.3903 1.6902 0.3753 0.1857 0.1322 0.31 25.64 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 78.5' Sample Number: 17 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 19.4 CP05-

EAARS-CB-0280 @78.5' 

Figure 
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GRAIN SIZE - mm. 
%Sand % Fines % Gravel 

%+3" 
Coarse I Fine Coarse Medium Fine Silt Clay 

0 3 I 20 13 25 i 20 19 

LL PL D1u: Den Den D'ln Orn c~ c .. 
7.7115 1.5914 0.9036 0.2518 

Material Description uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 83.5' Sample Number: 18 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
oMoisture Content% 21.9 CP05-

EAARS-CB-0280 @ 83 .5' 

Figure 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 7 5 41 35 12 

I I 
D< LL PL Dsu~ D~n Di::n D~n 01~ Orn C,. c .. 
0 1.5091 0.5746 0.4550 0.2965 0.1471 

Material Description uses AASHTO 

o Well graded sand with silt SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 23.1 CP05-

o Source of Sample: CB-0185 Depth: 88.5' Sample Number: 19 EAARS-CB-0280 @ 88.5' 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 



c:::: 
LU z 
u:: 
1-z 
LU 
(.) 
c:::: 
LU a.. 

0 

x 
0 

Particle Size Distribution Report 
c cc·5 ccc·5 o coo o g~g 
co ;;;N~:;;;~~~; i ~~;iii~ 

1oor-r-r---r~1--,-nn1-rT-n-1 -r0;::rr-~r-rr1rn-rl'ifT"-r--T-~-rnT-r-T'-T-'ii11 -rlT1:~~11 -~11 rnr-11 T"'T'"<l-:-.....,----r-r.,..,...:-:-,.-,~r----, 
I I I ~"'~I 11 I 
I I · I I I I ~~~ I I I I I 

90H--+--+-~l~~++-+.--1-h-1--h--,-l-!,.l-j.-?,oo,h~-l-l--l--~-+.-!-l-l-+.....+--+--,..l-1-~1~1~...l-l-l-l-l---l--l----l-l+l--l--l--l-l--l-----I 

I I I I I I I 11 '~ 11 I I I I I 
I I I I I I I I " I I I I I 

SOt-t---r---r-~l-t-ttl1-t-1--+.-l-+-.--ltl--.l-t;t-l+++~l-+-t-l'1~·\----++.-+l:-+-+-~I -i---.,.1-+-~l--,;-l~l,._t-+--+--+---+++~-+--+--+---t 

I I I I I I I I I I I I I 
I I I I I I I I I I I I I 

701-+--+--+--I -+++li-+-+-+-1 +-l+l--l-H-IH-++l-1-1,__1--1\r-1-Hll-1-1-~l'l---j.~l-+-~l~I +l-1-H1-1--1--1---+++-1-1-+-1--1--1---1 
I I I I I I I I I i I I I 
I I I I I I I i I I I I I I 

SOt-t--t--+-~l-+Hl++-t-t-l-+-l-!-1--l~l+++-+-+-l-+-+--t--~\H-+-+-+-+l-+-~I +-l---ll'+++l~-+-+-+---H+-1-+-1-+--1--t----1 

I I I I I I I I 1 I I I I I 
50 1-+--t--+-~l-+Hl'++-t-t-l---i-.:.l__.,_l-'-l~l++++-+'-i-+-+--+---+~l--..+41-+-~I +--'l--'<14+414--1--+-+-+---H+-1-1-1-+--1---1-----1 

I I I I I I I I I 11 I I I I I 
I I I I I I I I I ' I I I I I 
I I ·1 I I I I I 11 "I I I I I I 40t-t--+--t-~-t-t-H-+-t---!-+--'--t'--'-ft-H-+-T--t-i--t------l-r-H~---t-'--t-~-'t-t-t"++-+-t--+--+----+-+++-H--+-+--t---~1 

I I 11 I I I I I I I c; I I I I I 
I I I I I I I I 

1
1\ I I I I 

J01-+--+--+-~l~i-++1-++~'"-+-l~l~l'--~l-~ll1-+++-+'-1-+-+--+----;+ll+++_,_.,~~l-+-~l__.,_IH~l·-+-+--+--+--+---+++-+-+-i--+--+--+---~ 
I I I I I I I I I I ~ I I I 
I I I I I I I I I I '.\ I I I 

20t-t--+--t-~l---;-t-M-;-+~1"---j-l~l~l~"----l"lllt-H-+-t'-l-+-+ __ t------l~llt-+-t-r411-+~l~"-~l--'t-lr."++l+-+--+--+----+-+-H-H--t-i--t--~1 
I I 11111 I I 111~1 
I I I I I I I I I II 1 11 111 'i 1 ~~ ... rl 

1 0t-t--+--t-~l_,-t-Ml-+-+~l-+-1~1-rl'--"----l"lllt+++-t'-l-+-+--t------1~ll+++--+-"1-+~---'---'++M-+-+--+--rl-+---+-+++-+-+--+-1--+--~i 

0 I I ! ii! I ! ! ! ! ! ! I I ! ! ! ! ! I,! I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Silt Fine 
% Gravel % Sand % Fines 

t-----------,--------r----.--------~--------;1---------------~----------

Coa rs e Fine 
%+3" 

Coarse Medium Clay 
0 2 9 10 40 24 15 

LL PL Oi:n 0'.ln D1n C,. c .. 
2.8337 0.9776 0.6751 0.3031 0.0858 

Material Description uses AASHTO 
o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0185 Depth: 93.5' Sample Number: 20 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 
oMoisture Content% 24.1 CP05-

EAARS-CB-0280@ 93.5' 

Figure 
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GRAIN SIZE - mm. 

%+3" 
% !;;ravel %Sand % Fines 

Coarse Fine Coarse Medium I Fine Silt Clay 
0 0 5 7 11 43 23 11 

rx LL PL Dsu:: D~n Di::.n D-:i.n D1~ Drn C,. c .. 
0 3.5493 1.0734 0.7647 0.3575 0.1642 

Material Description uses AASHTO 
o Poorly graded sand with silt 

I 
SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project:. E.A.A (Reservoir) oMoisture Content% 23.8 CP05-

o Source of Sample: CB-0185 Depth: 98.5' Sample Number: 21 EAARS-CB-0280 @ 98.5' 

Date: 0 
' 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro Camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
"lo Gravel %Sand % Fines 

~1-------1 

Clay 
%+3" 

Coarse I Fine Coarse! Medium Fine Silt 
0.0 18.0 I 38.o 6.7 ! 13.8 9.2 14.3 

i I 
X LL PL Dai:: D~n Di::n D~n D10 C,. c .. 
0 20.0393 11.6207 7.7570 0.9163 0.0948 

Material Description 
o Silty gravel with sand 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB164 Depth: 5.0'-10.0' Sample Number: CBl64 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 

GM 

Remarks: 
oMoisture Content% 5.7 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo=ok"'"i _______ Checked By: ,,__,K=L=eu=n""""g.__ _____ _ 
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1 l, I,!. I I 1

1 

10 -+-+---1-L I ' Ii I Ii I ii I 11 11 ' 11 i I I I I I i ! ! . . I 

I t i : ! ! 1:1 ! I 1: II: :: : 1:111 ! I: I : ! 1:'1111 :I : i : :!1111:, J l ,111 : 11' 1111!, ,1111,. :,. Ill 
0 I I I ! i I 111 I l 11 i t: I ii t I I 11 I I i II I ! I ii I I i I I ii I I I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
%Sand % Gravel % Fines 

%+3" 
Coarse I Fine Fine Silt Coarse Medium 

0.0 3.9 15.9 10.6 i 23.5 18.9 27.2 

LL PL Dsu: D.::n D~n D'!ln C,... c .. 
5.9549 1.0430 0.5522 0.1128 

Material- Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 164 Depth: 10.0'-15.0' Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

o Moisture Content % 21.4 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo=o-'--"ki'---------- Checked By: ~K~L=e=un'-'-'g,___ ______ _ 
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Particle Size Distribution Report 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Medium i Silt I Coarse Fine Coarse Fine Clay 

0 6 15 7 l 18 32 22 

LL PL Di:n o.,.n Do:in Orn C,.. c .. 
8.1303 0.6480 0.3215 0.1237 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 15' to 30' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content %20.0 CP05-

EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: .:...:K=-ev:..:.:in-'-=Le=-=u"--'n=g _____ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
Coarse! Medium I Coarse Fine Fine 

% Fines 
Silt i 

0.0 16.1 25.0 8.9 ! 10.7 ! 22.5 16.8 

IX LL PL Di=n o,.n Orn C,. 
0 19.4947 5.1674 1.9899 0.1850 

0.001 

Clay 

Material Description uses AASHTO 
o Silty sand with gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB164 Depth: 30.0'-35.0 Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes FL 

SM 

Remarks: 
a Moisture Content% 7.5 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o-=lo-=-o=ki _______ Checked By: ~K~L~eu=n=g~------
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Particle Size Distribution Report 
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GRAIN SIZE - mm. 
% Gravel %Sand %Fines 

Clay 
%+3" 

Coarse! Coarse I Fine Medium Fine Silt 
0.0 ' 0.0 ; 8.1 14.4 I 56.9 I 19.1 1.5 

LL PL D1::n D-:tn C,. c .. 
3.0098 0.9722 0.7703 0.5245 0.3541 0.2694 1.05 3.61 

Material Description uses AASHTO 

o Well graded sand SW 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB164 Depth: 45.0'-50.0' Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

oMoisture Content% 14.0 CP05-

EAARS-VB-0282 

Figure 

Tested By: _B~o~lo~o~ki _______ Checked By: ~K~L~eu=n......,g ______ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Coarse I Fine Coarse Medium i Fine Silt I Clay 
12.4 I 3i.o 5.2 I 2i.8 I 21.9 7.7 

I 

PL D"!ln C,.. C., 
17.8777 7.0260 1.2499 0.4323 0.1524 0.1100 0.24 63.87 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 164 Depth: 55.0'-60.0' Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
oMoisture Content% 10.2 CP05-

EAARS-VB-0282 

Figure 

Tested By: ~B~o~lo~o~ki ________ Checked By: _K_L~e~un_g~-------
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GRAIN SIZE - mm. 

%+3" 
% Gravel % Sand 

-----~----+----~---~-------- -------
Coarse I Fine Coarse Medium Fine Silt 

% Fines 1-·--------
1 Clay 

0 13 ! 33 6 10 30 8 

I ! 

I 
LL PL D~n D~n D-:tn D10 C,. c .. 

18.2916 7.3217 2.8133 0.2167 0.1109 0.0847 0.08 86.41 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 60' to 65' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

a Moisture Content% 11.7 

CPOS--EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: .:....:K=ev:....:.:in-'-L=e=u"-'n..,_g _____ _ 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Medium I Coarse I Fine Coarse Fine Silt Clay 

0.0 12.4 ! 47.6 8.6 I 9.3 I 14.7 7.4 

LL PL D~n D-tn c~ c .. 
18.0005 10.2300 7.5847 1.5879 0.2011 0.1252 1.97 81.68 

Material Description uses AASHTO 
o Poorly graded gravel with silt GP-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB164 Depth: 70.0'-75.0' Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
a Moisture Content% 7.0 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo=ok=i _______ Checked By: _K~L~eu=n~g~------
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand 

Coarse Fine Coarse! Medium I u--F-i~e 

0 13 27 14 22 I 17 7 

I 

LL PL Dcu:: Di:n Di::n D~n Orn C,. c .. 
17.8046 4.8353 2.5699 0.6715 0.2356 0.1609 0.58 30.06 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 80' to 85' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

o Moisture Content % 11.0 CPOS­

EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: '--'K=-ev~i'-'-n =L""""eu=n"""g..___ _____ _ 
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100 10 1 0.1 0.01 0.001 
GRAIN SIZE - mm. 

% Fines % Gravel %Sand 
%+3" 

Coarse! Medium I Silt i Clay Coarse Fine Fine 
0 8 22 12 29 21 8 

[X LL PL Di:;n D~n Drn c~ c .. 
0 11.3124 2.3166 1.3336 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 85' to 90' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

0.4398 0.2004 0.1478 0.56 15.67 

uses AASHTO 

SP-SM 

Remarks: 

o Moisture Content % 11.3 

CP05-EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: ~Ke~v~in~L_e_u_n~g _____ _ 



0::: 
UJ z 
u::: 
1-z 
UJ 
(.) 
0::: 
UJ 
Cl. 

0 

x 
0 

Particle Size Distribution Report 
c . . c 0 0 0 .5 .5 c·- CC c·- 0 000 0 O"llf'O 

co ..,N;::·-~~!!l ;;t i ~~;;ti ii~ 

50 11, i I 11T1 ! l' I I II I II i 1111, I I :111 I I : 11 11111 I I I II 11 '1 II! I 1 1 i · 1 1 11 1 1 I 1 I 
1
1 

1
111

1 
.
1
\ 1! 1

1 1 
1 1 I 1 1 

1
, 

40 I I i I I . I I Ii I I ! I , ' I I I i 

i Ii Ii·· I 11 I I I 11 II 11 II I I I I ll I 11 I I I . I I I I I I I 11
1 

I~ I I I I 
I I II I i; II I II I I II I ii\ I I I II i I I I I 

301-l--l--l--'--+Hl+-H'-+'--+-1--+1-~-fJ+-H-+--¥-+--r--4.---++Y+++-1-l-\-l-Y-'----'-HH.L.f-H-~· +-+--t++-1-+-+-+-+-t-~1 

f i I 1! l 1! I! ,[ : Ii i Ii 11 I I I! l 1 

! i i Ii 11
1 

1 I 

1001• II 11\jl[~ll IPilflll 1 !1:111:1 I: I: !!

1
1\11':11 I 

I i I ! I i I I I I I 1
1 

111 I 1· I 
! i I; I 11 .I I I i I i 

I 11 I I 

90 I I': :111r:1: ~1111: I I : : 1: : : : I I I Iii 
! i ! !Ii 11 I i I I 1litk>-' ... I i JI I i I I I I I I 

BO I ', ! I I 111 ~ ! I I I II 11111 ~ Ill I I I I I II! I ! 11 [I I 
1, I ,1 I ,i I j l I I I I II I 11 ,! I i I! 'ii II I II II 111 111 i 

1 1 1 ~ 1 1 1 1 Ir i I! I I 1 \ I I 
70 I! ;Iii I I I, I 11 11 I ' I ! 11 111! I ! Ill I:· 11' I !I II l: I: 1,1:1 II I '1 I I I II ! 

I : ii I! I 11 I i I I [I I iii I I I 1· 

I I Ii I I,; I i I I I II 11 i I ! I i I i 

60 I I : ii I 11 I II i I![ i 1111 '1 ii! I ~· i II II 1·1 I i' I 11· I I I I i I 

II I ; I I I I ! I I I I I I ii I I ' Ii ii I l I I ii, I II ii '1 

I I 'Ii Ii I 'i I I ii 11 j I j I ii I I i I' I I i 

20 
iii' I 1. I ii\' ii II I I I i11ll

11
111 I \ 111 I IN\ I 111

11
1 I I 1. II 

I I I I ~ I I I I 111 11 I I !! 1.1 I I! II I! II 1' I ! i I I 
10 ,_,__,__l.-L- i 111 1 II I ii I iii 1 Ir i 11 I 11 . 

i I i : ii lr !1 ·1 Ir 1
11 '11 1 11

1
1 :1 I Ii , I i I J'1

1
11. 1 I 1 I 1?--c~ 1 

I I ., 1
1 

l I , I 1 I I i 
i I ! i ! ! I! . I' ! ! II i If, I I I Ii.! i I I 1· ! I i 1! II I I I I ',, I I 1 '1 '1 !, i,i 

0 i I I I I 111 I i I i I I I Iii [ I II i I I I ii ;1 ; I ; ;1 iii I I ! I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand % Fines r-------

1 

%+3" 
Coarse I Fine Medium / Coarse! Fine Silt Clay 

0.0 12.1 I s.3 4.2 I 42.0 ! 29.6 6.2 

LL PL Dai: o~n Di:n D-:tn C,. C,, 
12.4963 1.0282 0.7182 0.3608 0.2311 0.1767 0.72 5.82 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 164 Depth: 95.0'-100.0' Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 
a Moisture Content% 21.9 CPOS­

EAARS-VB-0282 

Figure 

Tested By: -=B=o-=lo-=o=ki _______ Checked By: """"'K'-=L=eu=n=g ______ _ 
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C oars e I Fine Coarse! Medium Fine 
%+3" 

Silt Clay 
0 0.0 9.6 16.2 7.4 ! 11.o I 28.3 27.5 

i i 
X LL PL 
0 14.1219 0.8574 0.2026 0.1039 

Material Description 
o Silty sand with gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: I 15.0'-120.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Din C,. c .. 

uses MSHTO 
SM 

Remarks: 

a Moisture Content% 19.7 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo-=-o=ki _______ Checked By: "--'K-=L=eu=n=g'---------
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GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Medium I Coarse Fine Coarse Fine Silt 

0.0 9.5 7.9 5.s I 10.s I 40.3 26.3 

LL PL Di::n D~n D~n c,. c .. 
6.8095 0.2131 0.1623 0.1041 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 120.0'-125.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
a Moisture Content% 22.0 CPOS­

EAARS-VB-0282 

Figure 

Tested By: -=B~o~lo=o~ki~------- Checked By: ~K~L=e~un'""'g.....__ ______ _ 



c::: 
UJ z 
u::: 
1-z 
UJ 
(.) 
c::: 
UJ 
a. 

0 

.5 
CD 

Particle Size Distribution Report 
0 

~ 

0 
0 0 

i ~ 
0 0 
... 0 
- N 'It 'Ito 

100 ,11 I! :11'11111:: ~ ,111 i:r.1.' I :iii:!~!. I 11'., '11111 i, ! 11: i: l :I :,111~.11ii1 , ::i::;: i ii 
' I - i i J ' ' 'I I • l ' I i' I ~ 1' ' I 

1i!1I j ii i 1 i1 ___ ._: .. 11I!1n('i'11""1 ""'(r:r--+tii-.1 -H-k,"'1)-!.'..(")Q 1 11!!1! ! ! : ! ii! 1, i ' ! : 

90 

! I : iii' ! Ii I: Ii iµ Iii 
1i i ! I 1i I ii Ii' -: :111:1 lllTT--liii: Ii-IT-

ao~-+--+--h+.+-IH-h-+-.-/,,--:--+.l+-Hi-+.-+-+--+---++.,+-+-1-h-f--l---;-\1--.--.+-++.-l-'f-+-+-+--+---+1ri-rh-~-+---;:-----1 i I f 1 \ I I I I I I I I I I I ii I 1 I II i 11 ! I I I I 111 ! ! I 1 

1

1 ! 

: : I: : : 11 : I: 'I :1 i: : :l: I 11 I I II i ! I 1 : -

I 111. I I I I I I I I I I 1111 I l i !I 
I I I I I I I I I I I 1 1 'I 

I I! i I I I I I I I I I I i 1 1 I 
601--+--+--+--'----+++++-+-+--4~-+--'-+++++-+-+--+--+---+l-+++-l-'-l--+--++-'---+++++-+-+-~--+---+H-+-+-+-+--+--t-----t 

I I I I I I I I I I I I I I I 

I I I I i I I I I I i I I I ' 
I I I I I I I I I I ! I I 

SOi-+--+--~1-+-H'+I +-+-4!--!~l-+:--l----'--l--l!.i-l-++-+l+--1--+---+~l-++--!-!-1-I --l-'l-+--~l--'+l+-l-!+l-1-+-+--1--+----1++-+-+-+-+-+---+--• 

70 

I I I I I I I I I I~ I I I . I' I 
40 ~-+---;-~I --+H',++-t-+---+--1-+-I ~I -t'lt++-+-T--1 +-t-1-----+-+'+I ++-+--'1+-t~!-+ l I I I --

1

11 I I I I I 11 I I I 1\1 I I! I' I 
I I I I I I I I I I I I I I 

30 I I I I II 11 I I i II I I I I I I i , p--
l--f--11--1-,1 T 

!1 I i ! ' I : : 11 : I: I !1 : : ~ : I I __ +_ I ____ I ! 11 ! --

20 I-HI -r' t: ·--++-P+l 1 -+-I+-+'-~I-+-'l~I --'-I -+'1+++-+-P-1-+-+--+- I ! I I 1 I rr I 1 1 11 111 I 

1: 1 l i: : 1: : : I : : I! : I : I : : I ' I ' ' 1 I I I ' I I 

10 ++r I i 11 I 11 I I I I :I 111 :I '1 :I II :I :.1 
0 I I : :11 .: I : 1: : : ' : I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Coarse I Fine Coarse Medium Fine 
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I 

IX LL PL Da1: D~n D1:n 0-:tn c,. 
0 0.2266 0.1776 0.1616 

Material Description 

o Silty sand 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 125' to 130' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes FL 

0.1233 

uses AASHTO 

SM 

Remarks: 

oMoisture Content% 18.7 

CP05-EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: _K_ev_in_Le~u~n~g _____ _ 
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GRAIN SIZE - mm. 
"lo Gravel %Sand "lo Fines 

o/o +3" 
Coarse Medium I Coarse I Fine Silt i Clay Fine 

0.0 2.6 : 3.4 4.s 4.9 I 59.5 24.8 

I I 
C>( LL PL Di:::n Di:::n D":ln Orn c ... c .. 
0 0.5734 0.1893 0.1702 0.1111 

Material Description 

o Silty sand 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB164 Depth: 130'-135' Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 

SM 

Remarks: 

oMoisture Content% 21.1 CP05-

EAARS-VB-0282 

Figure 

Tested By: ~B~o~lo~o~ki _____________ Checked By: ~K~L~eu=n"'""9~·-------------
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Coarse I Fine Medium I Fine Silt I Coarse 

0.0 10.2 ! 18.1 7.2 ! 13.4 i 29.6 21.5 

X LL PL Di::n Di;:n D-:tn D1n C,. c .. 
0 15.6596 1.2777 0.3461 0.1510 

Material Description 
o Silty sand with gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 135.0'-140.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 

SM 

Remarks: 
o Moisture Content % 20.9 CPOS­

EAARS-VB-0282 

Figure 

Tested By: ~B~o~lo~o~ki _______ Checked By: ~K~L~eu=n""""'g~------
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GRAIN SIZE - mm. 
% Gravel o/o Sand % Fines 

o/o +3" 
Coarse I Fine Medium I Coarse Silt Clay Fine 

0.0 4.3 I 2i.6 13.8 I 16.9 I 32.5 10.9 

I 

LL PL D1:n D':ln c~ c .. 
8.9081 1.9524 0.9175 0.2006 0.1342 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 145.0'-150.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
a Moisture Content% 12.7 CPOS­

EAARS-VB-0282 

Figure 

Tested By: ~B~o~lo~ok_i _______ Checked By: ~K~L~eu~n~g ______ _ 
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1
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

- --------
Coarse Fine Coarse Medium Fine Silt ! Clay 

0 0 26 21 27 19 7 

I 
I I 

LL PL DR~ D~m D~n D'!ln 01!; Orn c~ c .. 
7.5015 2.6549 1.7533 0.6233 0.1832 0.1324 1.10 20.04 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 150' to 155' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 14.9 

CP05-EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: '----'K=-ev'---'-'in-=---L=e=-=u"--'n_..,__g _____ _ 
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40 

10 I 

, I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Silt I Coarse Fine Coarse Medium Fine 

I 34 9 20 I 14 6 

LL PL Di:u: D~n D1:n D'ln C,.. 
11.1963 6.4125 1.0235 0.2215 0.1599 0.59 70.03 

Material Description uses AASHTO 

o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0164 Depth: 155' to 160' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

oMoisture Content% 9.9 

CP05-EAARS-VB-0282 

Figure 

Tested By: Pedro Camaraza Checked By: _K~ev~i_n ~L~eu=n~g~------
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%+3" 

0.0 

LL PL 

100 10 1 0.1 0.01 
GRAIN SIZE - mm. 

% Gravel %Sand 
Coarse I Fine Coarse! Medium 

35.0 i 21.1 6.8 15.6 

I 

D~n D1::n D-:tn 
22.7402 15.0819 8.2175 1.0253 

Material Description 

Fine Silt 

14.7 

0.1889 0.1262 

% Fines 

6.8 

0.55 

uses 

! 
I 

0.001 

Clay 

c .. 
119.52 

AASHTO 

o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 165.0'-170.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
oMoisture Content% 13.8 CP05-

EAARS-VB-0282 

Figure 

Tested By: _,,B=o=lo=o=ki'---------- Checked By: _K_L~e_un_q~-------
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel % Sand % Fines 

%+3" ~--~------~---~-----!--------~-----· 
Coarse I Fine Coarse Medium Fine Silt i Clay 

0 0.0 0.0 10.1 9.1 12.9 48.l 19.8 

X LL PL D~n Di:::n D-:tn 
0 2.9826 0.1836 0.1480 0.1136 

Material Description 

o Silty sand with gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 180.0'-185.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

c~ c .. 

uses AASHTO 

SM 

Remarks: 

o Moisture Content % 19. 6 CPO 5-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo=ok=-i _______ Checked By: _K_L_eu_n~g~------
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GRAIN SIZE - mm. 
% Fines % Gravel % Sand 

r-------,-----+--~-----,--·---+---------~------·--

Coarse I Fine Coarse Medium j 
%+3" 

Fine Silt Clay 
0.0 o.o I o.6 0.1 I 1.6 i 63.8 33.9 

I I I 
i I I 

LL PL Di:n D"tn 
0.1781 0.1324 0.1198 

Material Description uses AASHTO 

o Sandy silt ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 200.0'-205.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

a Moisture Content% 20.2 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo=o.:..:::ki'---------- Checked By: '-'K-=L=e=un'""'g,__ ______ _ 
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GRAIN SIZE - mm. 

Clay 
%Sand % Gravel % Fines 

%+3" 
Coarse i Fine Coarse Medium Fine Silt 

0.0 0.0 : 0.0 o.o I o.o I 71.5 28.5 

I i 
I I 

LL PL Orn c~ c .. 
0.1280 0.1037 0.0943 0.0762 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB164 Depth: 215.0'-220.0' Sample No.: CB164 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 27.5 CP05-

EAARS-VB-0282 

Figure 

Tested By: -=B=o=lo=ok=-i _______ Checked By: _K_L_eu_n_g~------
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%+3" 

0.0 

LL PL 

% Gravel 
Coarse I Fine 

o.o I o.o 

0.0870 

I 
I 

I 

GRAIN SIZE - mm. 
%Sand 

Coarse! Medium I 
0.0 ! 0.4 

Dr;n D~n 

Material Description 

% Fines 
Fine Silt Clay 
24.4 75.2 

c .. 

uses AASHTO 
o Inorganic silts and very fine sand ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB164 Depth: 225.0'-230.0 Sample Number: CB164 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
a Moisture Content% 36.0 CPOS­

EAARS-VB-0282 

Figure 

Tested By: -=B=o-=lo=ok=i _______ Checked By: "'-'K'-=L=eu=n=g ______ _ 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

f--· 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 10 11 8 15 I 17 39 

I 

x LL PL Dsu;: D~n Di;:n D":tn D1~ D10 c~ C11 
0 7.8183 0.6365 0.2417 

Material Description uses AASHTO 

o Sandy silty clay with gravel CL-ML 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) a Moisture Content% 9.81 CP05-

o Source of Sample: CB-0174 Depth: 5'-10' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 5 19 7 14 14 41 

LL PL Di::n Di::n D'1.n c~ c .. 
7.8572 0.7648 0.2494 

Material Description uses AASHTO 

o Sandy silty clay with gravel CL-ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 10'-15' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 

o Moisture Content % 22.8 CPOS­

EAARS-VB-0283 

Figure 
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GRAIN SIZE - mm. 
%Sand % Gravel % Fines 

%+3" 
Coarse I Fine Silt I Coarse Medium I Clay Fine 

0.0 3.9 I 5.7 2.0 I 6.4 I 76.4 5.6 

I 

LL PL Dsu• Di::n Dr:m D~n Orn ct"! c .. 
0.7798 0.1812 0.1613 0.1312 0.1097 0.0996 0.95 1.82 

Material Description uses AASHTO 
o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 174 Depth: 40.0'-45.0' Sample Number: CB174 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
oMoisture content% 17.1 CP05-

EAARS-VB-0283 

Figure 

Tested By: -=L:...:.M=a=z=o ________ Checked By: '-'-M'-'B=-r-=-ow=n'-'---------
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

--i--·--S-il-t --,-----C-la_y ___ ,_ %+3" 
Coarse I Fine Coarsei Medium I Fine 

I 57 7 8 l 16 6 

I ! 

I 
LL PL D~n D .. n D~n C,. c •• 

17;0084 11.7946 9.7039 1.8617 0.1550 0.1113 2.64 105.93 

Material Description uses AASHTO 

o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 45' to 50' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

o Moisture Content % 4.0 

CP05-EAARS-VB-0283 

Figure 

Tested By: Pedro Camaraza Checked By: """K"""ev=in"-L=e"""'u~n.,._g _____ _ 
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Particle Size Distribution Report 
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GRAIN SIZE - mm. 

%+3" 
% Gravel % Sand % Fines 

r-C-o_a_ra_e~i-F-in-e~~C-o_a_ra--e-1 _M_e_d-iu_m ___ i,~-F-in-e~--t--~~S.-il-t-~·:-----c-1aY--

0.0 25.0 21.3 7.9 i 12.2 i 25.9 7.7 

I 

LL PL D~n D~n Orn c" c .. 
21.2325 7.9734 3.5183 0.3143 0.1510 0.1096 0.11 72.78 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 174 Depth: 60.0'-65.0' Sample Number: CB 174 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture content% 7.6 CP05-

EAARS-VB-0283 

Figure 

Tested By: -=L,_,_M=a=z=o ________ Checked By: _M_B_r_ow_n _______ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Coarse! Coarse i Fine Medium Fine Silt I 
o.o I 12.1 15.3 

I 

3.8 I 1.1 I 0.0 60.5 

X LL PL De:n Di:n D'ln C,. c .. 
0 2.8557 0.1528 0.1369 0.1154 

Material Description 
o Silty sand 

Project No. 05-05-0013- Client: Black & Veatch 

.Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB 174 Depth: 70'-75.0' Sample Number: CB 174 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 
SM 

Remarks: 
a Moisture content% 14.82 CP05-

EAARS-VB-0283 

Figure 

Tested By: -=L'-'-M=a=z=-o _______ Checked By: =M'-"B""""ro-=--'w""'n-'--------
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GRAIN SIZE - mm. 

Clay 
% Gravel % Fines %Sand 

%+3" 
Coarse I Fine Fine Silt Coarse Medium I 

! 28 12 27 21 8 

l 
I 

LL PL Di:::n D~n D10 c .. 
13.9640 2.5708 1.3924 0.4347 0.2217 0.1394 0.53 18.45 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 75' to 80' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

o Moisture Content % 11.6 

CP05-EAARS-VB-0283 

Figure 

Tested By: Pedro Camaraza Checked By: _K~ev_in_L~eu~n_g~------
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

Silt 
% Fines 

Clay 
%+3" 

Coarse Medium Coarse Fine Fine 
0 0 2 13 65 11 9 

LL PL Dae: Di::n Dc:n D'ln Orn C,.. c .. 
2.0168 1.0644 0.8638 0.5621 0.3178 0.1144 2.59 9.30 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: I00'-105' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 
a Moisture Content% 10.6 CP05-

EAARS-VB-0283 

Figure 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

·-
Coarse Fine Coarse Medium Fine Silt Clay 

0 0 4 4 11 49 18 14 

IX LL PL DRi:: D~n Di::n D"tn D1i:; 010 c~ Cu 
0 2.3691 1.0654 0.8100 0.3921 0.0946 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 18.1 CP05-

o Source of Sample: CB-0174 Depth: 110'-115' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine 
r----~ 

Silt I Clay 
0 0 0 20 14 35 19 12 

lX LL PL DR~ D~n D~n D"tn D1~ D1n C,. c .. 
0 6.3892 1.5030 0.9841 0.4144 0.1415 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content% 16.1 CPOS-

o Source of Sample: CB-0174 Depth: 115'-120' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt Clay 

0 11 33 15 22 12 7 

I 
LL PL o~n Di:n o~n C,. c .. 

16.8310 6.1458 3.3574 1.0027 0.2585 0.1435 1.14 42.82 

Material Description uses AASHTO 

o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 125'-130' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 
oMoisture Content% 12.9 CP05-

EAARS-VB-0283 

Figure 



0::: w z 
u::: 
1-z w 
C..) 
0::: w 
a. 

0 

x 
0 

Particle Size Distribution Report 

100 I 11 T 1'I_ I II I I I I I I 
I I I I .I l\ll I I I I I I I 
I I I I I I .... I I I I I I I 

go1-+--+--+-~l----1++r1-+-r~r--+-l-r---11lll~r-tnl!-+"l<-~1-tT-+-t---1~-+~ll-++--rTt-l~r-t-l~l--rlH-h-!lt-+-1-+--+---+-~-++-1-++-+-+--+--t---i 

I I I I I I I '~ I I I I I I 
I I I I I I I I' I I I I I I 

S01-+--+--+-~l----t+trll-+-t--+.-I +--,--1~1~~1 ~,-++-!-ti-l+--'l'l.--l,l---+~1-+-t--h+l-+-~1-+---,1--,.1+++.-1t-+-1-+--+---+---++-1-++-+-+-+--+--I 

I I I I I I I I 1\ I I I I I I 
?Ol-l---1--1--ll-+Hl++--1-+-\l-+-ll--+-ll~ll~Jl++++-+-l+-1---1f--'>.-+~l++-~ll+-+~\l-1-~\-+l+++-I +-+-+-1-1-----+++++-+--+-1--f----1 

I I \I i I I 
I I I I I I I I l I I I I I I 
I I I I I I I I 'T I I I I I 1 

601-+--+---+-~-t-t-rr-t-+-1-;--+~--;-rtt-~+--1-1----+~-+-+-+--+---t-~+++H-rr-+-+--·__,.-++-+--+-+-+-+---+---~ 

I I I I I I I I I ' I I I I I I I 
I I I I I I I I I ~~ I I I I 
I I I I I I I I I l'r' I I I I 50 1-+--+--+-~-++-IH-+-+-+'-+--'--+-'--H++-t-+--+-t---l----+++++-+--+--''l--'-+--'~H-t"t-+-1-+-·+-·-<------I ........... -+-+--+-+-·- --.. _ 

: : : : : : : : : :, ~I : : : 
40 1-+--+--1-~l--++-r+l-+-+~ll-;----rll_l'-l'il++-t-+-l+-t---1~-+++++-+-"+-r1'++-~l'--'IH-t'-\t-+-1--+--+--+---++-1-++-+-+--+--t----1 

I I I I I I I I I I I' I I I 
I I I I I I I I I I I I I I 

30 1-+--+--+-~l--++-r+l-+-+~ll-;----rll_'-l'il-++-+-+-+-t---11---+~ll-+++-'+l-+--'-l-l~l'--'l+++'-lt-+-1-+--+--+---++-1-++-+-+--+--+---1 
I I I I I I I I I I I \' I I 
I I I I I I I I I I I I I I 

201-+--+--1-~\~f+-r+\-+-+~i'--t-l---+'-I\_~\ ~il-++-t-+-+-t---ll---+~\-+++-'+\--+-.....__._\~l'--'l+++'-lt-+-11--t--t--+---++-1-+-++-+--+--+--I 

: : : : : : : : : : : ), ! : 
1 0l--+--l--l-~l-++IL+l++~llL-l-.l..-..-j!ll_L.-.+l-11114+J-IL.+-+----11---+~1+++41-+-.L-+l~~l---lH~~~µ,_;1--+--1--+---++-1+++-+-l--+---

I I 1 I I I I I I I I I I I I I II 

I II I .I II I '1 .11 I I I I I I I I I II I I 1 
o.._.__.__.__._~~l...._._H.....__._.._.....___~1l1~.._..._1..___.~.____.,~l........_ .......... 1--.~1_._1.___.1 .......... 1~l~...__.~..__----:. ............ ~i~I_.._..._....__,,~ 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel 

%+3" 
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%Sand 
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Coarse Fine Coarse Medium Silt 
% Fines 

Clay 
0 0 14 10 23 43 10 

LL PL o~n Di:n o~n Orn c .. 
4.4573 0.7266 0.2944 0.1949 0.1448 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 140'-145' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 18.9 CP05-

EAARS-VB-0283 

Figure 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 8 25 14 26 19 8 

x LL PL Diu::: Di:n Di.::n D'ln D111; D10 c~ Cu 
0 14.0549 2.9872 1.6578 0.5359 0.1771 0.1213 0.79 24.63 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 12.9 CP05-

o Source of Sample: CB-0174 Depth: 150'-155' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 
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I 
I 

LL PL D~n D .. n D-:tn Drn 
9.8196 2.0871 1.0603 0.2081 0.1157 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05--05--0013-- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB--0174 Depth: 155' to 160' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content% 15.1 

CP05--EAARS-VB--0283 

Figure 

Tested By: Pedro Camaraza Checked By: -'--'K=ev"--'-in'-'--=Le=u=n_,_.,g.__ _____ _ 
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GRAIN SIZE - mm. 
"lo Gravel %Sand 

%+3" 
"lo Fines 

Coarse Fine Coarse Medium Fine Silt Clay 

0 4 31 15 24 17 9 

LL PL D~n D-.n D-:tn Drn c~ c .. 
12.8381 3.5135 2.0262 0.6095 0.1557 0.0949 1.11 37.04 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 160'-165' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 

o Moisture Content% 14.3 CP05-

EAARS-VB-0283 

Figure 
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I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Fine Coarse Medium Fine Silt I Clay 
0 0 4 4 11 61 20 

LL PL Di:n Di;n D~n c .. 
0.6669 0.1972 0.1755 0.1272 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 165'-170' · 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 20.3 CP05-

EAARS-VB-0283 

Figure 



Particle Size Distribution Report 
c . c . c 0 0 0 
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\i 
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I I I I I I I I I I I I I I 
20 I II I I I II 'I I I I I I 

I I I I I I I I I I I I I I 
I I I I I I I I I I I I I I 

I 10 I II I I I II !I I I I I I 

I 
I I I I I I I I I I I I I I I 

I I 
I I 

I I 
I 

I I I I 
I: : I I I I I 

:1 
I 

I 11 1 I 0 I I I I I I I I I I I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 2 3 5 61 29 

lX LL PL Da1:: o~n D1::n 0"1n D1~ Orn Cr c .. 
0 0.2321 0.1611 0.1397 0.0812 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) o Moisture Content % 19. 7 CP05-

o Source of Sample: CB-0174 Depth: 180'-185' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
c c .5 

. c 0 0 0 .e .5 .5 ~ c ·- 0 0 0 0 0 0 .... 0 ·- '° 
"' 

.., N .- ;:; ~ ~;:; t - ~ ~ i i --~ 
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.. __ 

~ I I I I 
I I I I I I I I I .... -Q I I I 

80 I I I I I I I I I I I' I I I 
I I I I I I I I I I I \: I I 

70 
I I I I I I I I I I I I I 
I I I I I I I I I I I 1 I I I 

I I I I I I I I I I I I I I 
0:: 60 I I I I I I I I I I I I I 
w I I I I I I I I I I I 1\1 I z 
u:: I I I I I I I I I I I I I I 
t- 50 I I I I I I I I I I I I I I z I I I I I I I I I I I I ~ I w 
(.) I I I I I I I I I I I I I I 
0:: I I I I I I I I I I I I I ~ w 40 a.. I I I I I I I I I I I I I I 

I I I I I I I I I I I I I I 
30 I Ii I I !I I I I I I I II 
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20 I II I I Ii I I - I I I I I II 
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I I I I I I I I I I I I I I 

10 I II I I II I ,, I I I I I II 

I 

I 
11 I I I I I I I I I I I I I I I 

I I I I I I I I I: I I I I 
I . I I I \: I 

I 
I 0 I 11 I Ii I !1 I I I I. I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 6 4 7 42 41 

x LL PL Dar:: D£:n Dr::n D~n D1~ 010 C,. c .. 
0 0.7647 0.1355 0.1120 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 

Project: E.A.A (Reservoir) oMoisture Content% 20.4 CP05-

o Source of Sample: CB-0174 Depth: 185'-190' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 



Particle Size Distribution Report 
. . 5 . c . c 0 0 0 
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10 I II I I II I I II II I I I i Ii 
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I I I I I I I I I I I I I I I 0 I II I I I ,I I II I I I I II 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 2 6 3 6 I 56 27 

IX LL PL Doi: D~n Di:n D~n D1s Orn c~ Cu 
0 0.7053 0.1341 0.1215 0.0892 

Material Description uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) oMoisture Content% 16.8 CP05-

o Source of Sample: CB-0174 Depth: 195'-200' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
% Fines 

Coarse Medium Coarse Fine Fine Silt Clay 
0 0 0 0 0 78 22 

LL PL Dc:n Oi;n D-:tn Orn c,. c .. 
0.1278 0.1043 0.0960 0.0806 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0174 Depth: 200'-205' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro camaraza Checked By: Michael Brown 

Remarks: 

o Moisture Content% 24.8 CPOS­

EAARS-VB-0283 

Figure 
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30 I ,1 II I I I II II I I I I I 

I I I I I I I I I I I I I 
I I I I I I I I I I I I I rt 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

Coarse Fine Coarse Medium Fine Silt Clay 
0 0 0 0 0 0 75 25 

I 
lX LL PL Dsu:: Di::n Di::n D'!tn D1~ D1n C,. c .. 
0 0.1253 0.1007 0.0926 0.0783 

Material Description uses AASHTO 
o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir) a Moisture Content% 25.7 CPOS-

o Source of Sample: CB-0174 Depth: 205'-210' EAARS-VB-0283 

Date: 0 

Nodarse & Associates, Inc. 

Miami Lakes. FL Figure 

Tested By: Pedro camaraza Checked By: Michael Brown 
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GRAIN SIZE - mm. 
%Sand % Gravel -------r--

Coarse 1 Fine 
% Fines 

%+3" 
Coarsei Medium ! 

0 22 ! 12 3 I 11 I 26 26 

LL PL o~n o~n Orn c,._ c .. 
21.1419 1.1763 0.3693 0.1020 

Material Description uses AASHTO 

o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 10' to 15' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

I Remarks: 

a Moisture Content% 18.3 CP05-

EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: ~K~ev~in~Le~u~n~g _____ _ 
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1 , I I i 'I 1,! I '1 I i I 111 I I I ,1 I 1' i I i I ! ,i ' i 
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30 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
% Gravel %Fines %Sand 

%+3" 
Silt I Coarse i Fine Coarse Medium , Fine 

0 0 2 I ! 2 91 4 

I 
I 

LL PL Dsu:: o~n Dr.::n D-tn c .. 
0.2321 0.1883 0.1746 0.1481 0.1237 0.1125 1.04 1.67 

Material Description uses AASHTO 

o Poorly graded sand SP 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 20' to 25' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 25.9 CP05-

EAARS-VB-0284 

Figure 
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Particle Size Distribution Report 
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I : : :I :, \ :, : : : I: : : : I 
j I I I I I I i I I I I I 

60~~--t--t-~--t-HH-+-t-t-+--'-+-+-H-++-t-+-+-+--i--++++++--+-r-+--'4-+-l--+-+·--4--+--~--<-+-+-+-+-+-+--+--+---I 
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I
I I I i I I I I 11 I I I I I I I 

I I I I I I I I I I I I I I 
30H--+--t-~'--++tt1+-t-,11'-+_,_1~1-L-.f1111-++-~+'+-+-t----+~lll++-+-'+l-+~'+--'--l'tttlltt-t-t--t---t----H-H-+-H-+-t----

I 1111 I I I I I 'J.. I I I I I I I 
I I I I I I ~'" I I I' I I I I 

20 H--t--t-~1--++tt+-t-,11'-+-l-f'11_'-t'11ll-++-r~''r~-J"'o.ci---~l11++-+-'+1-+~1+-_,__1'ttt111tt-t-t--t--t-----tt-tt-r-H-+-t---i 
I I I I I I I I """<('.......I I I 11 I I 111 
I I I I I I I I ~ .. ' .. -J.J I I ! I I 
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I 1 'j 1 I I 111 I I 11 ! l~lli.L I 1' I I' 

o I I : I 1: I ! I: 1 : : : 1: 1 : 1 I I,:, I :. : I : :111:1 i I 1 I I 11 I 1 1 1 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel % Sand % Fines t------,-----1----,-----.-------1----------------

Coarse Fine Coarse Medium l Fine Silt I Clay 
%+3" 

I 69 8 I 6 I 6 6 

! 

LL PL Dru: D~n Di;n D<tn 010 C11 
16.6441 11.7433 9.9304 5.7187 0.9693 0.1985 14.03 59.17 

Material Description uses AASHTO 

o Poorly graded gravel with silt and sand GP-GM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 45' to 50' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content CP05-

EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: '-'K=ev-'--'-i'-'-n-=L=-eu=n""'g,__ _____ _ 
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Particle Size Distribution Report 
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I 11 I I I \II I ' 11, l I I I I i' I I I I : I I I I I I 

! I I I I I ! ~ I 11 I i I I I I 

GO ,__,...__,.l_i 1i ; ; 'i ; I ~, I I ; ; ; ; i i II I 
I ~ II I ,! I I ! 1, ! "~ ,! 1, I I 1, I I 

so1-+--+--+-+i-+IH1 :++-+-1+-i-Hi-11-'i-+i~1++++-H-i+-+~\~""-+~*'i++-~~,1 -+-+:-+-+:-H-:H~:I ++-+-1--r--++++++-+-+--r--

! 1 ,! ! 1! ! 1 ! ~"'~ ! ! ! ! ,! I 40H--+--+-+-+IHt+H--tt-1-+-tt--+-HH-+t-+-H-+-+-1---+ttH-T'!c±l--1r+-t-+-tr+ttt-+++-r--t----t-tt-t-t-t--+-r-r,--1 
! . I I I I I I I I 1l~j\ I I I I 

t- · l ! 11 I I I I I I I I 1 I ~ I I I 
30 --- ++---~ ' ~ -II I II I I I I i I i I I I I 

I I I i 11 I 11 I I :. 1'111 ,'.1 I I j 1 I I i " I I I H+-! 11 111 I [ 
20 I l i : I 1

11 I: I : I I I II I ' : I : : l\i_: : I _1 I -j-iJ-+-L __ 
i 1 ! I 1 i 1 ~ !

1
1 1 I I I 

1
1 . I 1 I . i I , 1

1 
q I 1

1 
1 

l rn-
1 1

1 I I I 

10 ··-U----W- I I I~ 1: I: I : 1: I 1: I .: 11 : : I :~ 1_:. I l_i__l_ ____ lli+J-0-t--L---
0 I: II :I I: II ill I: li,11,'1, ,'.1 I: II: ': 111:1 1 'I 11:1 I Ii 11:1 !111: l I I I -I ~I I i I I i '111 'I i I ! '. 

II : I : : 1: 1 l i I I : i I 1 I i l I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE- mm. 

%+3" 
% Gravel % Sand % Fines 

1--C-o-a-rs-e~-F-i-ne--+C-o-a-rs-e~M-e-d-iu-m-~--F-in-e--··-i-----S-ilt---,-I ---C-1-ay--·-· 

0 15 29 6 11 30 9 

LL PL Dsu:: D~n D .. n D~n c~ 

18.9898 7.5526 2.0365 0.2402 0.1348 0.0972 0.08 77.72 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 55' to 60' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 
o Moisture Content% 16.2 CPOS­

EAARS-VB-0284 

Figure 



0:: 
LU z 
u:: 
1-z 
LU 
(.) 
0:: 
LU 
a. 

0 

x 
0 

Particle Size Distribution Report 
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1

1 l 
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i I 1. : I I I I I I I 11 I I ! I I I I I i' 

so II 1,, t 111 I ! I I I I I 1! I t I I 111·~--- _I ____ ·-- ·1·-----.. -
11 Ii 111·· I I I I 111 \I 11.1' II i I I ! I, 

40 1-+--+---+--'---t-1·H"l+-1 i-1--+'-i -rl-'-1 -+'--1 --'-I -1'+++-+-+'-l--+--+--~I +-+-1-'i,·_ -l--!-l--1--_._I --4-1 1414-1-+-j _.__.l---11----+-1++++-+' -+--+-----1 
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itil : : : :i: : I : II II .j 1:, t : II : I : : : I I I Ill i ..1 I --
201 I!. II II I I ii I --- ! I 1\.1 I .+--J--4-il H"-111-+-+-! -+--+-I _ 1

,__1 --++++-1-+-+--+--t---·. 

,1: , : : : : : ,I:[ Tl 1: :1~: [::: I 11 J Iii I I 

1
: m--':---+I++:!'+-, Hlrm i Ii I i I I I L I :1 N~rr ~~ltnt I I i i lliit---

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel % Sand % Fines 

1-----,.-----1--~---~----+--~-----~~-~~---
Coarse Fine Coarse Medium Fine Silt I Clay 

0 0 I7 20 44 13 6 

LL PL D~n Di::n D~n Drn c~ 

5.2877 I.8502 I.3945 0.7504 0.3130 O.I950 1.56 9.49 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-OI82 Depth: 75' to 80' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

o Moisture Content % I I. I 

CP05-EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: '-'K=-ev"""in"-=Le"""u'""'n_....g _____ _ 



Particle Size Distribution Report 

0:: 
UJ z 
u:: 
1-z 
UJ 
(.) 
0:: 
UJ 
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LL 

.5 
"' 

%+3" 

0 

PL 

1 

GRAIN SIZE - mm. 
% Gravel %Sand 

Coarse Fine Coarse Medium 
0 27 11 41 I 

D~n Di::n D~n 

10.5341 1.8396 1.2933 0.6557 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 110' to 115' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

0.1 

Fine 
12 

0.2449 

0.01 0.001 

% Fines 
Silt I Clay 

9 

Drn c~ c .. 
0.1083 2.16 16.98 

uses AASHTO 

SP-SM 

Remarks: 

oMoisture Content% 16.1 

CP05-EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: '--'Ke~v=in"'--'L=e=u'-'--ng.,__ ____ _ 
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I I I I I I I I ', \ I '1 ', II 111 I 
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1 ,!' ,.· 1

1 ,! \l 
30 --t· : 1 I I I '; I I '; : ; \ : : : :
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•

1

, ·r 
I I I 111 I I I I I 111~· I '1'1 'II I I' 

20 I I I ! II I I II I I I i I\ I I I --i---+f++-+-t-t--t---t---

1 i 1' I' 1111 II I I i 1~111 1111 I 

'1,1111,! 1111 ii I I 111 I 1~4- 1 !1 I 1,111tttill, II __ I J II I I II I ,, II I I ! I I fi i i 

1:~1T ! I I! I ! ! .! ! I! I ! ! ! ! ! ! l!l 11 11 I I. 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel % Fines %Sand 

%+3" Clay Fine Silt Coarse Fine Coarse Medium 

0 0 14 lo I 44 19 13 

LL PL Diu:: D~n Di::n D'\n c,. 
4.2449 1.2042 0.8939 0.3714 0.1087 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 115' to 120' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

oMoisture Content% 15.8 

CP05-EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: ~K=-ev'""'in-'-=Le"'""u~n ..... g _____ _ 
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GRAIN SIZE - mm. 
% Gravel % Sand % Fines 

>---C_o_a_rs_e~-F-i-ne--1-C-o_a_rs_e--M-ed-iu_m ___ F-in_e __ ,_ __ . __ S_il_t ------1--Clay __ _ %+3" 

0 11 I 34 1s I 21 11 8 

I I 

LL PL Dae Di::n Den D"ln D1n C,. c .. 
17.1668 6.1287 3.6565 1.0348 0.2701 0.1350 1.29 45.40 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 125' to 130' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

Remarks: 

oMoisture Content% 9.5 CP05-

EAARS-VB-0284 

Figure 



Particle Size Distribution Report 

0::: w z u: 
1-z 
w 
~ 
w 
a.. 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
Coarse Fine Coarse Medium 

0 0 0 27 19 25 

IX LL PL Dsu: Di:n Di::n 
0 9.7354 2.5953 1.7240 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-OJ 82 Depth: 140' to 145' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

! 

D':ln 
0.4399 

Fine 
22 

0.2916 

Tested By: Pedro Camaraza Checked By: Michael Brown 

% Fines 
i-----S-ilt--·----!-·--cia;--·-

7 

c~ c .. 
0.2374 0.31 10.93 

uses AASHTO 

SP-SM 

Remarks: 
oMoisture Content% 9.0 CP05-

EAARS-VB-0284 

Figure 



0::: 
w 
z 
u:: 
1-z w 
(.) 
0::: w 
0.. 

0 

Particle Size Distribution Report 
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30 

20 I 

I 
10 I 

• I 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Fines % Gravel % Sand 

i-----~---.i--~---~-------·---·------,r---------

Coarse I Fine Coarse Medium 
%+3" 

Fine Silt Clay 
I 24 15 23 I 26 9 

I 
X LL PL D~n Di::n 0':!.n Orn c~ c .. 
0 9.7852 2.2565 1.3000 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 150' to 155' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

0.2495 0.1632 0.1116 0.25 20.21 

uses AASHTO 

SP-SM 

Remarks: 

a Moisture Content% 10.0 

CP05-EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: '--'K=-ev'""in-'--'L=e==u"-'"ng..,___ ____ _ 
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Particle Size Distribution Report 
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60 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE- mm. 
% Gravel %Sand % Fines 

Silt ---i--- Clay ----% +3" 
Coarse Fine Coarse Medium Fine 

0 6 20 11 13 I 39 11 

I ! 
I 

LL PL D~n Di:::n D-:i.n 
8.9346 1.4083 0.4471 0.1859 0.1338 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 155'to 160' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

oMoisture Content% 12.0 CP05-

EAARS-VB-0284 

Figure 



Particle Size Distribution Report 
c . . c 0 0 0 

.5 .5.5~.s.s:.s;; 0 coo 0 ov~ 

a::: 
LU z 
Li: 
1-z 
LU 
u a::: 
LU 
a.. 

0 

IX 
0 

100 

10 I 

%+3" 

0 

LL PL 

o Silty sand with gravel 

GRAIN SIZE - mm. 
% Gravel %Sand 

Coarse I Fine Coarse Medium -~I --F-in-e---~--

0 13 9 I 12 : 44 

I l 
Dr:u:: D~n 

3.7710 0.1845 0.1459 0.1102 

Material Description 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 175' to 180' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: Pedro Camaraza Checked By: Michael Brown 

% Fines 
Silt Clay 

22 

D1n c .. 

uses AASHTO 

SM 

Remarks: 

oMoisture Content% 16.5 CP05-

EAARS-VB-0284 

Figure 
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GRAIN SIZE - mm. 
% Fines % Gravel %Sand 
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Coarse I Fine 

0 0 i 2 5 10 i 48 35 

I 
I ! I 

LL PL D1::n D-:tn c,. c .. 
0.5563 0.1281 0.1160 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 185' to 190' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
oMoisture Content% 14.5 CP05-

EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: _K~ev~i_n _L~eu~n_g~------
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GRAIN SIZE - mm. 

%+3" 
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Coarse I Fine·----+-Co_a_rs_e,--M_e_d-iu-m-,..----F-in-e--1------S-il-t --.. ---,---! --C-la_y _____ _ 

0 o I o o I o 55 45 

I I 

LL PL D~n Di:;n D~n Drn c~ 
0.1073 0.0844 0.0779 

Material Description uses AASHTO 

o Sandy silt ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 205' to 210' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content% 23. l CP05-

EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: _K_ev_in_Le_u_n_g _____ _ 
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IX LL PL Di::n Di::n D~n c ... c .. 
0 0.1019 0.0837 0.0784 

Material Description 

o Sandy silt 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 210' to 215' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 

ML 

Remarks: 
oMoisture Content% 25.7 CP05-

EAARS-YB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: ~Ke~v~in~L=e~u"""ng.,__ ____ _ 
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%+3" I Clay Fine Silt 
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LL PL Dar: D~n Dr:n D~n 

Material Description uses AASHTO 
o Sandy silt ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0182 Depth: 225' to 230' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 
a Moisture Content% 75.1 CP05-

EAARS-VB-0284 

Figure 

Tested By: Pedro Camaraza Checked By: '---'K-=-ev'--"in-'--=Le=-=u'-'-'n...__g _____ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Fine Silt I Coarse I Fine Coarse Medium 
0 o I 8 4 12 65 11 

I 
I 

LL PL D~n D1::n D~n Drn C,, 
1.4423 0.1530 0.1378 0.1178 0.0898 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0190 Depth: 40' to 45' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content% 21.5 

CP05-EAARS-VB-0285 

Figure 

Tested By: Pedro Camaraza Checked By: """'K=-ev'-"in-'--='Le=-=u=n""-g _____ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Coarse Medium Fine Silt Clay Coarse Fine 

0 0 7 9 32 I 45 7 

LL PL D~n D-:tn Orn C,.. c .. 
2.1781 0.6560 0.3805 0.1708 0.1210 0.1039 0.43 6.32 

Material Description uses AASHTO 

o Poorly graded sand with silt SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0190 Depth: 45' to 50' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 18.6 

CP05-EAARS-VB-0285 

Figure 

Tested By: Pedro Camaraza Checked By: ~K~ev'--'-'in-'--=-Le"""'u"'"'n_..._g _____ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand o/o Fines 

o/o +3" 
Coarse I Fine Coarse Medium Fine Silt Clay 

0 o I 33 16 20 18 13 

I 
I 

LL PL D~n Dr;:n D-tn D10 c~ 
9.5740 3.3432 1.8251 0.3909 0.1189 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0190 Depth: 70' to 75' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 14.8 

CP05-EAARS-VB-0285 

Figure 

Tested By: Pedro Camaraza Checked By: """K=-ev~in'-'--=-Le=u=n'""'g _____ _ 
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O I 
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GRAIN SIZE - mm. 
% Gravel % Sand % Fines 1--------------1----------·-- -----·-·--------~---------

Coarse I Fine Coarsel Medium Fine Silt I Clay 
%+3" 

I 21 8 14 32 11 

LL PL Doi: D~n Di:n 0"-tn o ... n C,. c .. 
18.4096 2.7228 0.8308 0.2172 0.1177 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0190 Depth: 75' to 80' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

o Moisture Content % 17 .1 

CP05-EAARS-VB-0285 

Figure 

Tested By: Pedro Camaraza Checked By: -'-'K=-ev"-"in"-=Le=-=u"--'-'n=g _____ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Coarse Fine Coarse Medium Fine Silt Clay 

33 s s I 29 16 

LL PL D~n Di::n D'\n c~ 
15.3817 4.0643 l.3624 0.1553 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0190 Depth: llO'to 115' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content% 13.5 

CP05-EAARS-VB-0285 

Figure 

Tested By: Pedro Camaraza Checked By: -'---'K=-ev"""in-'--=-Le"""u~n,.._g _____ _ 



a:: 
UJ 
~ 
LL 
1-z 
UJ 
(.) 
a:: 
UJ 
a.. 

0 

x 
0 

Particle Size Distribution Report 

100 I ! : I I Ill I ! Ii I i i! ! !iii 11 ll I ! ! I Iii i 11 ii I i i ii I Ill I i i I ! Ii i I \ i : 
90 '11 ! i :11, I II r i 1: '1 l : 1:11 11111: II T·-1,-. i :.:1 Ii i r11T1 : : 11:1' 111~'1___ 11 lili ii' ii, Ill! I ;,I. 11··-: --

' I I I 1 i I I Ii'\. 11 i I, I 11 1 I 1 ii i I I I 1 l 1 I i [ I I I I i i I 
BO -II ! ! 11 ! ! ! I ! •! ! 1-1.( ' I I 11 ! I I ii I I I I I I I I ! 11 ! I ' I I I I 

I 11 
l I I I \;{ I i I I I ' I i I I i I I i I : I i I i 

10~-r+,1ittti1i i-~~.i I i l111il ::1: 1 111 I I lll1 I 1 

: I : I 
1

1 n ! 1 ! IT!l I 1:11 1 1

1 

hl1
1 

1 1! I ij I ! i I :111:1111 1 1 1i1 I 1 ! 1 1 1 

60 +r 1 1 1111 i 1 1 , 1 1 1 1 i 1 11 \ 1 111 • 11 1 1 ' 1 11, 1 1 1 • 1 J1lU , t- 1 1 

. r, :I !I 11' il1'1· !1, '1 1, II II I! II I! ii, 1'1 !1 N·1 !, !!I, :1 t111111·,--·r111· ~11·-~I- I I i--1-l-1----1-- - : ii I 1-1 , t-t·-
1 : I i i 1' I ! I ~ i i i Ii i i 

I I I I I I I I I I I I I I i i I l ' I i i 11 i I ! I - I I' I • _J-+-
50 I I I I I I I I . '\.. I 11 111 11 -I I I 'I l 1! 1· I --

1 I I i I I I I '\ I I I I I II . '1, I 11 I I 
40 I I I I I I I I 1 I I I I 

I I I I I I I I nl~i'r-.. I I I I 
I I I I I I I I I re, I I I 

30 1-1---1--1--~l-++-+4-++--l'----l~l--ll__._l~fl+++++l+--1-f---+~fl-H-~~l~~l-1--~l--4-l~l'++-l+-+--+----r-I --1-H-H-++-+---+--~ 
I I I I I I I I I I Q I I I 

[ I I I I 11 I I I I I i' I I I 
20 i I I i I I II I , -+4-11 l-:--i-+-1-J..1.I --+--'--+-' 1\~1---'l~I -+-+-1---+---1---+++-l-l-l-+--1---f----1 

I I I 11111 I 1,1 I I NI I . I 
I I I I I I I I I I 11 I I I I I I . I I 

10 I , , II , ,, I , 11 1 I 1 I ~ r--·--HI -+-+-+-+11--+·tt·--· 

0 I I 1 ! ll!,1i!I!1! ! ! .I! i I I! I 1!llTI ! ! 1:11111 I 1111 I I I 

i 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel % Sand 

----~----+----~---~·------- --·---------~·-------

Coarse I Fine Coarse! Medium I 
% Fines 

%+3" 
Fine Silt Clay 

I 21 15 I 17 23 11 

i I I 
i I 

LL PL o~n Oi;:n o~n Orn c .. 
16.5258 3.4175 1.8409 0.2754 0.1326 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0190 Depth: 115' to 120' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
o Moisture Content% 11.6 

CP05-EAARS-VB-0285 

Figure 

Tested By: Pedro Camaraza Checked By: _K_ev_in_Le_u_n_g _____ _ 
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Material Description uses AASHTO 
o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB-0190 Depth: 150.0'-155.0' Sample No.: CB190 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Tested By: -=L,_,_M,_,_,A-=Z=O=c.__ _______ Checked By: Michael Brown 

Remarks: 
oMoisture Content% 18.75 CP05-

EAARS-VB-285 

Figure 
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LL PL Oi;:n D-:i.n D10 c .. 
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Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB-0190 Depth: 155.0'-160.0' Sample No.: CB190 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: -=L:....:.M=AZ-=-=O'-------- Checked By: Michael Brown 

Remarks: 

oMoisture Content% 18.11 CP05-

EAARS-VB-285 

Figure 
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Material Description uses AASHTO 

o Silty sand ML 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir)W/0#6 o Moisture Content %43 .4 CP05-

EAARS-VB-0285 

o Sample Source: CB-0190 Depth: 215.0'-220.0' Sample No.: CB190 

Nodarse & Associates, Inc. 

Miami Lakes FL Figure 

Tested By: -=L:.....:.M=A--=Z=O=------- Checked By: Michael Brown 
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LL PL Dc:n 01::.n 0":ln c~ c .. 
0.3214 

Material Description uses AASHTO 

o Silty sand ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB-0190 Depth: 220.0'-225.0' Sample No.: CB190 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: ~L~M=AZ~O~------ Checked By: Michael Brown 

Remarks: 
oMoisture Content% 88.l CP05-

EAARS-VB-285 

Figure 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 
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LL PL D~n o,.n D~n Drn c .. 
127 66 

Material Description uses AASHTO 

o Silty sand ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB-0190 Depth: 225'-230' Sample Number: CB190 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Tested By: -=L:...:.M=AZ~O=--------- Checked By: Michael Brown 

Remarks: 

a Moisture Content% 148.3 CP05-

EAARS-VB0285 

Figure 



0::: w z 
u:: 
1-z w 
() 
0::: w 
0.. 

0 

IX 
0 

Particle Size Distribution Report 

100 I I Ii lililiNl!lllil 1 11i1 li 1 i iil 1!1 1
1II1 '

1
1 

9ol-l-+1__...1~1~if.+..l,-l.11+1+-lr1~,1~:-l,-1 ~:~~l!:+IH-t.14'1·--+---+-~+M-,1+-!--ll1~,,>---+~:~:--,+:+++-: ++-\+-1-+-+l~-~1!i1 ++++-+-+--+---! 

I II i! 
1

1 ,
11 

1

1 : ~I ' I 1 I I I I ,!.~ I • I I ! I' I , i 

80 

i I i I i I i I i Ii i lir ' i I I i I i i I i i I i I I i I 
10 1-l--+--+l~i--+l~.I+: ~,~l:..+-:-:~J:-'-:~J:+++-1~~~,;1-l-[--L-j-+1++:~[HJ~:-+-11 ~:,+-:-+:~:+-+--tl---+-+-+-1l-~IH-H-+--!l--+-l-+----1 

i I 1 I I ~ I I It ! II I I\ I I I I I : I I I ! i I i 

so 1-+--+-+l--'-l---+i++,'+i +-~,___! f-i -+-i +Ii --'-i--+i!++I i++-1 f'-i t-¥-~--+-1 -+I 8-i ++-!1~i ·'--+-[ -'-i +-i-+i I t+i-H1:-+-ll--+--+-:1 -+I H--HH1-t-+--+--I 
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1
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40 .,. i I l' I I 11 I I . I I l '1'1 1 ' I I ti' 11 I II II II 
I I I I I I I I I i\ I ! I I I 

1 I I Ii I Ii i Ii i II II ~ I I I Ii 301--l---l---l--L--++-Jl.L.µf-+L....j.....L-\L---'--ll++H-!J-+-t-+---t+LJ.-l.--l-l.l~--l-L-.J'---L-J.f-H-4--H-+-+--'-~-+++H-+-f-+-+,~-1 

I I I 1· 1111 j I i I I:.. 11:11[ 1 i lill I I tr'\ I i I I I I I ! I II Ii 
II 1· 11 l' i I I I I~ I! I I i Ii i 11 II I I i'r\ I II 

201-+--+--+-L--++fl+-l-'f-+L--f-L-fL----'--+4+1-H-l-t-+---t+4+++-1+--l-L-.J~~l-+1+-H-t-+-+~-ft+H-+-t-+-+~-

I I I I I ' I I I It i 1·11 11 I I 11 I I i ~ ~ I I 
I ' ' i I I 1 ' I I' :, '1'11 ~I 11' I I i Ii I ' I 1; I I I II I i 

l--l--Hi--ti--1.-1.~141+-!-Jl!--!i-il-+-L-l--+11'--.IL..JJ+l1 +H4il'-l-+-+---t~llH-++1+--ll~l-+-~l-~1·~i4-+-1-+--+--+-~+++-H-+-+-+--+---I 
10 

I I ! ! 11
1

1 · j 1
1 I 1 1

1 
; 1: I i I: I ! II I : 1 I : : II : :111:11 l 11 ,I I I 11 I 

0 I I I : 1 I : ! i 1: ! : 1: I 11 I I 1 I! [ i I 11 I I I, i 1l 1 !11 i i i I I i I i I 
1 oo 1 o 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

%+3" 
Coarse I Fine Coarse Medium I Silt Clay Fine 

0.0 0.0 32.5 15.3 2i.4 I 14.4 16.4 

I I 
I I 

LL PL Di::n D"tn c .. 
9.7174 3.2447 1.7354 0.3970 

Material Description uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 5.0'-10.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

oMoisture Content %13.5 CPOS­

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo=ok""""i _______ Checked By: _K_L_e_un_g~------
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Particle Size Distribution Report 
.5 .5 .. 5 ·C C·5 o ooo cog 
....... ~~·5 ~~~; i ~~; i ;~~ 
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I i I~ I i ! Ii'-~ i 11 i I I! It I I I I I 
ao1-1--+-~1----;-1! -++~llf-+--1-j-+.--~l~l ~ll----,-l~IT~~-++-~1+-+----t~-Hl~l++-+!~!1--+-~ll-+-l1.,---..,.i1 µ,!1 ~111 -++-+-+-~11~-+-HH-+++-+--+-~i Ill l, I! !I : ii 11\~ I 11 ii 1' l I I I I II I It . ii \.,.l, I I I 11 I I I I 
70H-+---+i-;-I -+++.l+t--+-t-t~l+.ll~l~ll+\~1+11~~~+---~111tt1++-:-1lr--+-l~lf---,--' ~11~1~1 H-+-+-i -+----+++H-t-+-+-+1~1 

II ii :!, II I I ! !1 i t11 1 I :I 111I1 : l I i : ii I II i Ii I I 
60 i I I I ii I Ii· I i 11 I I I I I I I 

I

I !,I !,I ',:' l ·1 I !, . I 11 ~ Iii 11 1. I II I I i IJ 1' I I !I : !ii I 111 It, 1' ,. I I 'j ., I I~ ! 11 ; ,I I I ' I ' I I' 1\1 \.I I i I I I I 
Ii 11 I 11 i ii I i ! I I \..I i I I ii I I I I I I 

so I Ii : ! '1 [ 11 1 ir 111: r, !l!J1I I 11·· 111 I , '111 i' 'r1 '1· 11 I ,1 i1!1 \1 11 I II I \1 i' \ I !' I 

40 I I : I :1 i i I I 11 I I 1 I N i ii 11 I i I I 

I : 1· 1: I~ : I: 1: : 1: I : I : I: i'I ~::Ii'\ I,! I 
1 1 Ii 111 1 11 11 1 1 1 1 1 in " 1 

30 ',1 I 1' ' ' ' I I ~ 11 ' I I I Ii· 11 'i I I I 1· I I I I I I I I I I I ; 

I II II ' I I I I 1 II i i I I I I I 1
) I II '1 1' I 

I I I Ii I I I I I I I I ' I I i I 
201-+--+--+--'--+H'-H-+-t'---!-'---t'----'--l'i-H--+--+'--+-f--l---++'+-++-+-'+-+---'-f-'-~-+'+--1,-f-r-J--l-~----+++++-+--+-+--+---t 

I I 11 I ! I I !1 i 1':111 II j 11 ! I I' I I I I i~ I I i '1 ii 11· II _!II' I, 

10 I 

o I 

I' I I I ~ I I l!J i 'I :I I I I ! ! i i 1' I I I ,1 
I I I l ! I Ii I i Ii I I I I I I I I I I 1' 

I I !,I i,1 II :,1' II !. 1·1, !, !, 1:: :, 11:,11, II' !I 1111 II II 1,1 ''111 I,, I, 1,. II II : I :I! 1111 I I I 1. 11, I 11 11. f-,il -+i--1 
i i I i; 11 j ;1 i1 i I 1; I 11! i I I II i i I I I I 1 ! I i : :11~1 I 1 i I 111 l I i i 

100 10 1 0.1 ~ 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
Silt I Clay 

% Gravel %Sand % Fines 
Coarse I Fine Coarse Medium I Fine 

0.0 12.2 I 15.4 5.4 i 17.9 49.1 0.0 0.0 

I 

LL PL Dsu:;: D~n Di::n D~n Drn c,. c .. 
17.1241 0.8955 0.4494 0.1364 0.0913 0.0852 0.24 10.51 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 15.0'-20.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
oMoisture Content% 18.J CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B=-=o=lo=-o=ki _______ Checked By: _,_,K-=L=eu=n=g ______ _ 
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Particle Size Distribution Report 
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I I I I I I li1' ' Ii I !I I i I I I i ! I! 11 I I I I I ' ! l 

40 I I : ill:' 11 : : 
1
: : : : I I: 11 : 1~ 1 

: : : I l 

i II I: II' 1: 'Ii : : : I: 1: : I II: : : ,,: : : I ! I 

30 ! 
ii ii I I !I 11 I 1 II I I ' I I I I I 

I
i I: ii :111: ~ : ! ! j': : 1: 1: !Ill: I: I : ~ :: I I! :I II I 

1111 :1 Ii I: II I 1: ii I I I ~I 20 1-+--+--l--'--+H'-!--'--';~+--'---'-µ++.f-f-+L-+-l---+-----+-+'++-++-4---+-'--+--'-'c-'+-l-+'+-f-+--l--+-----+--+++++~-f--+----
!I I : '[ii I 1

: 11 I 1 11 I 11 I I I 111 I I I I II I I I I 
I 

10 I I 
I I 

o I i 

%+3" 

0.0 

I Ii 111 ! ! I ~ II \ 1 lit I I I I II 1 I 1' I I I I I I I 1
1 

I 
i I 11 I ~ 11 i I I I I I I I I I I I ' I I i I 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 
% Gravel % Sand % Fines 

----------f-------------+-------'-'------1 
Coarse I Fine Coarse Medium f Fine Silt I Clay 

o.o i 15.1 8.4 I 2i.o I 49.1 6.4 

I I I 
I I 

X LL PL D~n Di::n 0'.l.n c~ 
0 4.7979 0.5468 0.3284 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

0.1675 0.1215 

o Source of Sample: CB205 Depth: 30.0'-35.0 Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

0.1066 0.48 5.13 

uses AASHTO 

SP-SM 

Remarks: 
o Moisture Content% 16.2 CP05-

EAARS-VB-0286 

Figure 

Tested By: --=B=o=lo=o=ki _______ Checked By: -'-'K'-=L=eu=n=g ______ _ 
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Particle Size Distribution Report 
c: . . e .s .s~ .s.; 
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1 
I 1 1 r
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1 1
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I I i [ 1, I ! 11 I [I I 111 I I i '-( I i I 
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1 
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ao1-+-I +i-+-i~1-++1*1f-H-1+.1-+-.-1~11,--;!~l~1 ~[+lr.l~i+l,,-+-~-tt+-1+++~1-h1--t--;---,1++t;+1+\++41-+1~~ll~l+lt-Hr-r-i-+-~i 
! I ' I ! I I I I ! I Ii I 11 I I I I I I I I I I 

70 i l i ! I \ I I I I II I I I I I i I ! I I I ! i 

II I Ii : : 11: II: : : 1:1 1: I I I I: I: : I : I : II I II 
1

1 11 I 
60 I I I ! ii I I ! 11 ii I I I I I I I I I i I I I ' 

i I i i il i 111: Ii Ii i Ii! 11 Ii I I I Ii I i1 I : I i i I i I I I 

11 I I I 

so ! 1, i I I, I I ; I II I 11 i ii! ! I Ill I I II I I I I I I I ! '1 I I 1 1
1. ! 

I I I : I 1:
1 I I : : : : : I 1 : I I: : I : I I : : 11 . l I 

I 
20 : . I i' I !'11 I ! 11 I 1 ii I 11 I I I I I 11 111 I I I I I ' 

' i ! ' 11 i l I I I Ii I !I I! ' I 11 11 I II I' I! ,' II I' I II I II I I I : i I I 11 I 11 11 I Ii I! i I 

30 I I i i 111 \ 11 !I ! f I '1 1 ·1 I I I 11 I I I I I i II 1
1 

I I : i 1:1 I l 1: : 1: : 1: 1: l I : i :
1 

: I : : : 

0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel % Sand % Fines 

f--~-~~~~--~~~~~~~~~~~-+-~------~---,-~-~-~-

Coarse i Fine Coarse! Medium I Fine Silt I Clay 

0.0 o.o I o.3 0.1 I 2.9 92.1 4.6 

I I 

:X LL PL D~n D.;:n D-:tn c .. 
0 0.2147 0.1638 0.1504 0.1282 0.1115 

Material Description 
o Poorly graded sand with silt 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 35.0'-40.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes FL 

0.1002 1.00 1.64 

uses AASHTO 

SP-SM 

Remarks: 
a Moisture Content% 23.8 CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo=o=ki _______ Checked By: .:....:K-=L=eu=n=g'--------
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Particle Size Distribution Report 
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50 
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40 
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1:-iti i I I l!l 1 I i :i i Ii 1l1 i I iii I i !1 i m·~--'+-<11 .~.~-+'-if-f-+--i-t--+-lt I 11 Ii I rr1· 

100 10 1 0.1 0.01 0.001 
GRAIN SIZE - mm. 

% Gravel %Sand % Fines 
. ·--,---.. --
Silt 1 Clay 

%+3" ·-coarser Medium Coarse Fine Fine 

0 0 0 1 I 1 97 

I I 

LL PL D~n Di;:n D":ln Drn c~ 
0.2317 0.1989 0.1881 0.1672 0.1492 0.1407 1.00 1.41 

Material Description uses AASHTO 

o Poorly graded sand SP 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0205 Depth: 40' to 45' 

Date: o 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 25.2 

CP05-EAARS-VB-0286 

Figure 

Tested By: Pedro Camaraza Checked By: '--'K=-ev"""in-=-=Le=-=u'-'-'n..,_g _____ _ 
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GRAIN SIZE - mm. 

%+3" 
% Gravel %Sand % Fines 

---Coarse T Fine 1----------------- --
Coarse Medium Fine Silt Clay 

0 0 I 4 16 I 76 3 ! 

I ! 
I 
I 

I I I I 
LL PL Ds:u;: Dc::n Di:::n D~n D1" D~n Cr Cn 

0.7273 0.2225 0.2009 0.1653 0.1365 0.1232 1.00 1.81 

Material Description uses AASHTO 

o Poorly graded sand SP 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0205 Depth: 45' to 50' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

a Moisture Content% 22.5 

CP05-EAARS-VB-0286 

Figure 

Tested By: Pedro Camaraza Checked By: '-'K=ev"--'-i'-'-n-=L=eu=n=g.__ _____ _ 
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GRAIN SIZE - mm. 
% Gravel % Sand % Fines 

coarse Fine coarse[ - Mediumr·---i=i-ne _____________ silt ____ r ___ Clay -%+3" 

0 o I 3 2 3 14 18 

LL PL D~n Di::n D~n C,. 
0.1566 0.1229 0.1141 0.0937 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0205 Depth: 50' to 55' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

o Moisture Content% 27.7 

CP05-EAARS-VB-0286 

Figure 

Tested By: Pedro Camaraza Checked By: _K_ev_in_Le~u_n~g~------
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Coarse Medium I Fine Silt I 
0.0 o.o I 41.s lo.o 11.2 I 20.5 '10.8 

I I 

LL PL D~n Di::n D-:tn c,. c .. 
14.1250 5.5497 2.2752 0.3869 0.1374 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel I SP-SM 

Project No. 05-05-0013- Client: Black & Veatch Remarks: 
Project: E.A.A (Reservoir)W/0#6 a Moisture Content% 14.2 CP05-

EAARS-VB-0286 

o Source of Sample: CB205 Depth: 60.0'-65.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL Figure 

Tested By: _,,B=o=lo=ok=i _______ Checked By: _K~L~eu~n~g~------
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% Gravel %Sand % Fines 

Clay 
%+3" 

Fine Silt I Coarse Fine Coarse Medium 
0.0 0.0 3.8 5.1 I 11.l i 63.9 15.5 

I I 
LL PL Di::n Di::n D'2n c,. c .. 

0.8815 0.1907 0.1619 0.1239 

Material Description uses AASHTO 
o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 65.0'-70.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
a Moisture Content% 20.6 CP05-

EAARS-VB-0286 

Figure 

Tested By: _,B=o=lo=o=ki _______ Checked By: ~K~L~eu=n"""'g ______ _ 
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GRAIN SIZE - mm. 

%+3" 
% Gravel % Sand % Fines 

coarse Fi.ne ___ coarser--M-ed-i-um_T_Fine ____ ----·---·silt____ I ----clay --

16 9 I 15 38 11 

I i 
LL PL Di:u:: Di:n D,.n D"\n c .. 

12.2562 1.3364 0.4978 0.1704 0.1104 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0205 Depth: 70' to 75' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
a Moisture Content% 17.5 

CP05-EAARS-VB-0286 

Figure 

Tested By: Pedro Camaraza Checked By: ~K~ev~in~Le~u~n"""'g~------
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GRAIN SIZE - mm. 
% Gravel o/o Sand % Fines 
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Coarse ! Fine Coarse Medium i Clay Fine Silt 
o.o I 24.2 23.o 33.3 I 12.5 7.0 

PL Di:u:: De::n Dr::n D~n C,. c .. 
6.6065 2.6252 1.8071 0.8197 0.2840 0.1554 1.65 16.89 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 70.0'-75.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

oMoisture Content% 9.3 CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B=o-""lo'-=o'-"ki ________ Checked By: ~K-=L=e=un"'""g..__ ______ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand %Fines 

%+3" 
Coarse I Fine Coarse! Medium Fine Silt I Clay 

0.0 o.o I 33.2 14.5 19.8 19.7 12.8 

LL PL D~n D~n D~n Cr: c .. 
11.6744 3.1951 1.7104 0.3590 0.1333 

Material Description uses AASHTO 
o Well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 75.0'-80.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

o Moisture Content % 13 .4 CPO 5-

EAARS-VB-0286 

Figure 

Tested By: --=B=o-=lo=o-=ki'---------- Checked By: '--'K--=L=-e=un-'-"g.__ ______ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Silt I Coarse I Fine Coarse Medium i Fine 

0.0 13.2 i 33.0 14.3 ! 18.s I 14.4 6.6 

[X LL PL o~n D~n C,. c .. 
0 18.2007 6.7382 3.7962 1.0033 0.2582 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 80.0'-85.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

0.1729 0.86 38.97 

uses AASHTO 
SP-SM 

Remarks: 

o Moisture Content % 11. 7 CP05-

EAARS-VB-0286 

Figure 

Tested By: ~B~o~lo~o~ki~-------- Checked By: ~K~L~e=un"""""g,___ ______ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Coarse \ Fine Coarse Medium . Fine Silt Clay 
I 

0.0 i 20.8 14.1 ! 40.6 I 17.4 7.1 

I I 
PL Dru: De:n D~n D-:tn C,.. 

7.9074 1.6310 1.1437 0.5431 0.2533 0.1649 1.10 9.89 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: £.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 90.0'-95.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
oMoisture Content% 15.l CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B'""'o"""'lo""'o""'"ki'---_______ Checked By: ~K~L=e=un'"'"'g..___ ______ _ 
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GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Coarsei Coarse I Fine Medium Fine Silt 

0.0 3.5 I 5.8 4.o I 38.4 : 39.8 8.5 

X LL PL o~n o~n D-:tn c~ 
0 1.6646 0.5627 0.4413 0.2885 0.1900 

Material Description 
o Poorly graded sand with silt 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB205 Depth: 95.0'-100.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

0.1379 1.07 4.08 

uses AASHTO 
SP-SM 

Remarks: 
a Moisture Content% 16.8 CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo-=-ok=i _______ Checked By: _K_L~eu_n~g ______ _ 
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GRAIN SIZE - mm. 

%+3" 
Silt l 

% Gravel %Sand % Fines 
Clay Medium I Coarse [ Fine Coarse Fine 

0.0 4.1 ! 34.6 11.9 I 32.0 I 11.9 5.5 

LL PL D1;n D-:tn Drn c~ c .. 
13.2217 4.2709 2.0650 0.8318 0.3563 0.2152 0.75 19.84 

Material Description uses AASHTO 
o well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 100.0'-105.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 10.9 CPOS­

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo=okc.::;_i _______ Checked By: -=-=-K-=L=eu=-n=g ______ _ 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Coarse I Fine Fine Silt I Coarse Medium I 

0.0 o.o I 36.8 li.o I 35.9 t 9.8 6.5 

I 

LL PL D~n Di::n D-:tn Orn c~ c .. 
13.3199 3.5918 1.7351 0.7133 0.3870 0.1729 0.82 20.78 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 105.0'-110.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 
a Moisture Content% 13.5 CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo=o-'-"ki=---------- Checked By: '-'K-=L=e=un"""'g.__ ______ _ 
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20 It ~ t It t It I It I I I I .I 

II I I : I t: i : : 1·:: : 11: II : : : : II : : : I I ii 

ii I 1
1 I ,, I 

II " i i i1 Ii Ii I i I I It i t 1 0 1-1---\---\--'---

I ! I i I I I! I i I !1 II 1'1·,1,1, '1.1 !'I; 11.'1. I '1 I 11 I !11 I 'I I I 
0 Ii.' II i i 111 1! I ! 1'1 : : !1 ! I I 'I i I I I 11 i II 

: I I !1' I . l ' 11 I 11l 1 ; I ii ' Id I I I ! I i I 111 I I 

I 

100 10 1 0.1 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
Coarsei Coarse I Fine Medium Fine Silt 

0.0 o.o I 28.o io2 I 16.2 18.9 

LL PL Dsu~ D~n Di::n D~n 

8.9228 1.6878 0.7005 0.1086 

Material Description 

I 
I 

11 I 

! i: 1111 II I 
ii I i I I I 

0.01 0.001 

% Fines 
Clay 

26.7 

C,. c .. 

uses AASHTO 
o Silty sand with gravel SM 

Project No. 05-05-0013- Client: Black & Veatcli 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 110.0'-115.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
oMoisture Content% 19.8 CP05-

EAARS-VB-0286 

Figure 

Tested By: _,,B=o=lo=ok=i _______ Checked By: "'-'Kc-=L=e=un_,.,g.__ _____ _ 
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%+3" 

LL PL 

100 10 1 0.1 0.01 

GRAIN SIZE - mm. 
%Sand % Fines % Gravel 

f-------i----
Coarse! 

------·-··---·-··----· 
Coarse 1 Fine Medium Fine Silt 

15 10 I 48 I 13 IO 

D~n D'1n c,. 
9.6337 1.4233 1.0888 0.5903 0.1853 

Material Description uses 

0.001 

Clay 

AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0205 Depth: 115' to 120' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

a Moisture Content% 15.5 

CP05-EAARS-VB-0286 

Figure 

Tested By: Pedro Camaraza Checked By: _K_ev_in_Le_u_n_g _____ _ 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
%+3" 

% Gravel %Sand 
Coarse I Fine Coarse! Medium i Fine ! 

% Fines 
Silt 

13.4 0.0 0.0 I 
33.8 13.0 ! 22.7 I 17.1 ! i I 

I I 
! i i i I 

LL I PL Dr:u;. Di::n Di::n D~n 0111; 

I 12.1172 3.0958 1.6547 0.4065 0.1060 

I 
I 

Material Description USCS AASHTO 
o well graded sand with silt and gravel SW-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 120.0'-125.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

I 
Remarks: 
a Moisture Content% 13.4 CPOS­

EAARS-VB-0286 

Figure 

Tested By: ~B~o~lo~ok~i _______ Checked By: ~K~L~eu=n=g ______ _ 
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1

: : ' ! : 11: I I Ii I ! I! ! !!11 11! l I I i 111 I i I :I I ! I 1 ! I Iii I i l i ! 1111 ! : 
100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
Coarse I Fine Coarse 

% Gravel % Fines %Sand 
~--~~,--~~·--t--~-.~~~-,-~~~~+-~~~~~~-,---~~~· 

Medium I Fine Silt i Clay 
0.0 6.0 28.l 15.6 I ' 25.1 I 12.9 12.3 

LL PL Di::n O"!n c .. 
12.2356 3.4620 1.9692 0.6103 0.1357 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reser.voir)W/0#6 

o Source of Sample: CB205 Depth: 125'-130.0' Sample Number: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

oMoisture Content% 16.6 CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo-=-o=ki _______ Checked By: ~K-=L=-eu=n"'""'g ______ _ 
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GRAIN SIZE - mm. 
% Gravel % Sand % Fines 

1-----,------1----.,..-----,-------1------
Coarse ! Fine Coarse! Medium Fine Silt i %+3" 

Clay 
0.0 5.1 I 19.7 11.1 i 20.6 I 3o.o 7.5 

I I 
I I 

LL PL Dar: Di::n D~n 0":1n 010 c~ 
7.8082 2.2231 1.2327 0.2356 0.1627 0.1304 0.19 17.05 

Material Description uses AASHTO 

o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 140.0'-145.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

oMoisture Content% J 5.0 CP05-

EAARS-VB-0286 

Figure 

Tested By: -=B'"""o=lo=o-=ki ________ Checked By: """'K-=L=e=un""'g,__ ______ _ 
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30 

100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

%+3" 
% Gravel % Sand % Fines 

Coarse Fin-e---+c·-o-a-rs-e~I--M-ed-iu-m-·I Fine-·-- ---------siit ___ I _______ Clay ___ _ 

25 17 27 16 10 

LL PL Di:u;: Di:n De;n D"ln C,.. c .. 
9.9537 2.8667 1.7431 0.6109 0.1716 

Material Description uses AASHTO 
o Poorly graded sand with silt and gravel SP-SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir) 

o Source of Sample: CB-0205 Depth: 150' to 155' 

Date: o 
Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 
oMoisture Content% 14.1 

CP05-EAARS-VB-0286 

Figure 

Tested By: Pedro Camaraza Checked By: _K~ev~in~Le~u~n_....g _____ _ 
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1
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I
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20 1,. I ! 111 I I I 1 I I 11 I I ! I 1 I' NII I I 
10 : I ~ ! I : I 11: I : 1: : I: I 1: I: : : : - I I I 

i i !I' 11

1 ! j 11 11 [i ! 111 t 1'1 .1 I 11, 1\ i I I 'ii I ' I I 11 11 I 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Coarse I Fine Coarse Medium I Fine Silt 

0.0 2.9 I 21.2 10.2 I 15.7 I 32.5 11.5 

X LL PL D1:n D~n c .. 
0 11.3484 2.0447 0.8724 0.1915 0.1238 

Material Description 

o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 1565.0'-160.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 

SM 

Remarks: 

o Moisture Content % 13 .34 

CP05-EAARS-VB-0286 

Figure 

Tested By: ~B~o~lo~o=ki _______ Checked By: ~K~L=eu=-n=g ______ _ 
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Particle Size Distribution Report 
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100 10 1 0.1 0.01 0.001 

GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Fine Silt I Coarse Fine Coarse Medium 

0.0 6.2 I 19.8 16.2 I 18.7 i 27.1 12.0 

X LL PL Ds:u:: D~n 0.;n D~n C,. c .. 
0 9.0486 2.2687 1.2245 0.1881 0.1081 

Material Description 
o Poorly graded sand with silt and gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 160.0'-165.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

uses AASHTO 
SP-SM 

Remarks: 

a Moisture Content% 20.0 CP05-

EAARS-VB-0286 

Figure 

Tested By: _,,B=o=lo=o=ki _______ Checked By: _K_L~eu~n~g ______ _ 
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20 
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100 10 1 0.1 

GRAIN SIZE - mm. 
% Gravel %Sand 

%+3" 
Medium I Coarse I Fine Coarse! Fine 

0.0 1.2 I 11.3 4.2 I 8.6 i 49.7 

I 
I 

I 

Silt 

I I 1· 

I I 
I I I . . 
! ' I 1· 

i i ! 1 · I 
i I I I I ' 

0.01 0.001 

% Fines 
Clay 

19.0 

[X LL PL o~n D":ln C,. c .. 
0 7.0278 0.1770 0.1395 0.1122 

Material Description 

o Silty sand with gravel 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 175.0'-180.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

uses AASHTO 

SM 

Remarks: 

oMoisture Content% 18.3 CPOS­

EAARS-VB-0286 

Figure 

Tested By: ~B~o~lo~ok~i _______ Checked By: ~K~L~eu=n""'"'g ______ _ 
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Particle Size Distribution Report 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Clay 
%+3" 

Coarse I Fine Coarse! Fine Silt j Medium 
0.0 0.0 i 1.8 1.9 i 4.9 I 54.2 37.2 

~ LL PL o,u: o~n Di::n D-:tn C,. c .. 
0 0.1731 0.1227 0.1120 

Material Description 

o Silty sand 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 180.0'-185.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes FL 

uses AASHTO 

SM 

Remarks: 

oMoisture Content% 20.7 CPOS­

EAARS-VB-0286 

Figure 

Tested By: -=B=o=lo--=--o'"""ki _______ Checked By: ~K-=L~eu=n""'"g~------
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GRAIN SIZE - mm. 

Clay 
% Gravel %Sand % Fines 

%+3" 
Coarse i Fine Coarsei Medium I Fine Silt 

0.0 0.0 i 3.6 1.7 i 4.4 I 59.2 31.1 

LL PL D~n D~n c .. 
0.1832 0.1312 0.1198 

Material Description uses AASHTO 

o Silty sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 195.0'-200.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes. FL 

Remarks: 

oMoisture Content% 18.5 CP05-

EAARS-VB-0286 

Figure 

Tested By: --=B=o=lo-=ok'""'i _______ Checked By: -'--"K-=L=eu=n=g ______ _ 
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GRAIN SIZE - mm. 
% Gravel %Sand % Fines 

Coarse I Fine Coarse I Medium I Fine Silt Clay 
0.0 I 0.0 0.0 i 0.0 46.9 53.1 

PL Dsu;: D~n Di::n D~n Drn C,.. c .. 
0.0970 0.0789 

Material Description uses AASHTO 
o Inorganic silts with very fine sand SM 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Sample Source: CB205 Depth: 215.0'-220.0' Sample No.: CB205 

Nodarse & Associates, Inc. 

Miami Lakes, FL 

Remarks: 

oMoisture Content% 24.7 CP05-

EAARS-VB-0286 

Figure 
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GRAIN SIZE - mm. 

%+3" 
Silt 

% Gravel % Sand % Fines -------·-1-----,----.--------t----------·----I 
Coarse 1 Fine Coarse! Medium i Fine Clay 

0.0 0.0 1.8 4.3 I 16.9 i 25.3 51.7 

LL PL DAi::. D~n Di::.n D'ln C,. c .. 
0.8308 0.1129 

Material Description uses AASHTO 

o Inorganic silts and very fine sands ML 

Project No. 05-05-0013- Client: Black & Veatch 

Project: E.A.A (Reservoir)W/0#6 

o Source of Sample: CB219 Depth: 14.0'-l 5.5 Sample Number: CB219 

Nodarse & Associates, Inc. 

Miami Lakes FL 

Remarks: 

oMoisture Content %22.8 CP05-

EAARS-CB-03 l 7 

Figure 
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